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Preface

This Standard was prepared by the Australian Members of Joint Standards Australia/Standards 
New Zealand Committee CH-025, Bitumen and Related Products (for Roadmaking) to supersede 
AS/NZS 2341.26—2002.

After consultation with stakeholders in both countries, Standards Australia and Standards New 
Zealand decided to develop this document as an Australian Standard rather than an Australian/New 
Zealand Standard.

The objective of this document is to quantify the presence of coarse binder particles in a bituminous 
emulsion by measuring the mass of the particles retained on a specified sieve.

The major changes in this edition are as follows:

(a)	 The recommended diameters for the 150 μm and 710 μm sieves used in the document have 
been made the same.

(b)	 The amount of emulsion required to be passed through the 710 μm sieve has been reduced 
from approximately 2 L to approximately 200 g.

(c)	 The scope of the document has been increased to include conventional bituminous emulsions, 
high binder content bituminous emulsions and polymer modified bituminous emulsions.
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