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Preface

This Standard was prepared by the Australian Members of Joint Standards Australia/Standards 
New Zealand Committee CH-025, Bitumen and Related Products (for Roadmaking), to supersede 
AS/NZS 2341.30:1996.

After consultation with stakeholders in both countries, Standards Australia and Standards New 
Zealand decided to develop this document as an Australian Standard rather than an Australian/New 
Zealand Standard.

The objective of this Standard is to specify procedures for the recovery of residue from a bituminous 
emulsion so that the residue can be subjected to further tests. A list of all parts in the AS (AS/NZS) 2341 
series can be found in the Standards Australia online catalogue.

The major changes in this edition are as follows:

(a)	 The apparatus has been updated to reflect current industry standard apparatus and practise.

(b)	 The stirring thermometer previously used in the test has been replaced by a digital infrared 
thermometer.

(c)	 The calculation of a residue from evaporation result for the bituminous emulsion sample is 
now optional.
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