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Preface

This Standard was prepared by the Australian members of Joint Standards Australia/Standards 
New Zealand Committee CH-025, Bitumen and Related Products (for Roadmaking), to supersede 
AS 2341.9—1992.

After consultation with stakeholders in both countries, Standards Australia and Standards New 
Zealand decided to develop this document as an Australian Standard rather than an Australian/New 
Zealand Standard.

The objective of this document is to specify procedures for the determination of water content in 
bituminous emulsions and refined tar via the Dean and Stark method.

A list of all parts in the AS (AS/NZS) 2341 series can be found in the Standards Australia online catalogue.

The major changes in this edition are as follows:

(a)	 References to road tars have been removed and replaced by refined tar.

(b)	 The requirements for the Dean and Stark apparatus have been updated to reflect 
current equipment.

(c)	 Precision statements have been updated to reflect the results of four inter-laboratory round 
robins organized by Construction Laboratories Auditing and Proficiency Services (Conlaps) 
which were conducted between 2016 and 2020.
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