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PREFACE

This Standard was prepared by the Joint Standards Australia / Standards New Zealand

Committee CH/10, Analysis of Metals to supersede AS 2347—1980, Method for the

sampling of zinc metal and zinc alloys for chemical analysis and AS 2446—1981 , Zinc

metal and alloys—Sampling and the preparation of solid samples for optical emission

spectrometry.

This Standard is the result of a consensus among representatives of the Joint Committee

to produce it as an Australian Standard.

The objective of this Standard is to combine AS 2347 and AS 2446 and update procedures

in accordance with technological developments for the methods of sampling zinc and zinc

alloys for chemical and spectrochemical analysis.

Sampling is the major source of variation in the determination of metals content of an

alloy or the pure metal. Sampling personnel are required under this Standard to follow

prescribed sampling procedures. These procedures may be varied provided that the

analytical laboratory has demonstrated that the analyte concentrations determined in the

product of the alternative sampling procedure are comparable with that of the bulk.

The Committee recognized that there is considerable variation in the types of mould

available and in current use for the provision of the ideal sample. Vacuum moulds are not

widely used in Australia and they have not been included in the scope of this Standard.

Numbers of samples and sampling frequency are also considered outside the scope of this

Standard.

© Copyright STANDARDS AUSTRALIA

Users of Standards are reminded that copyright subsists in all Standards Australia publications and software. Except where the
Copyright Act allows and except where provided for below no publications or software produced by Standards Australia may be
reproduced, stored in a retrieval system in any form or transmitted by any means without prior permission in writing from
Standards Australia. Permission may be conditional on an appropriate royalty payment. Requests for permission and information
on commercial software royalties should be directed to the head office of Standards Australia.

Standards Australia will permit up to 1 0 percent of the technical content pages of a Standard to be copied for use
exclusively in-house by purchasers of the Standard without payment of a royalty or advice to Standards Australia.

Standards Australia will also permit the inclusion of its copyright material in computer software programs for no royalty
payment provided such programs are used exclusively in-house by the creators of the programs.

Care should be taken to ensure that material used is from the current edition of the Standard and that it is updated whenever the
Standard is amended or revised. The number and date of the Standard should therefore be clearly identified.

The use of material in print form or in computer software programs to be used commercially, with or without payment, or in
commercial contracts is subj ect to the payment of a royalty. This policy may be varied by Standards Australia at any time.
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