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i AS 4459. 1 0 —1 999
ISO 1 0545-1 0:1 995

Austral ian Standard ™

Methods of sampl ing and testing ceramic ti les

Method 1 0: Determination of moisture
expansion
[ ISO ti tle: Ceramic ti les, Part 1 0: Determination of moisture expansion ]

PREFACE

This Standard was prepared by the Joint Standards Australia/Standards New Zealand Committee B D/44,

Fixing of Ceramic Tiles.

This Standard is technically equivalent to and reproduced from ISO 1 0545-1 0: 1 995, Ceramic tiles,

Part 1 0: Determination of moisture expansion.

This Standard is the result of consensus among the representatives on the Joint Committee that it be

produced as an Australian Standard.

Appendix ZA details variations to ISO 1 0545-1 0: 1 995 for Australian conditions. Explanation for the

basis of these variations is as follows:

Clauses 6. 1 and 6.2 have been modified to adopt accepted laboratory practices that permit greater

precision and reproducability.

Appendix ZB provides guidelines for testing tiles where it is suspected that the tiles may have

contributed to a differential movement failure.

The terms ‘ normative’ and ‘ informative’ have been used in this Standard to define the application of

the appendix to which they apply. A ‘ normative’ appendix is an integral part of a Standard, whereas

an ‘ informative’ appendix is only for information and guidance.

For the purpose of this Australian Standard, the ISO/IEC text should be modified as follows:

(a) Terminology The words ‘ Australian Standard’ should replace the words ‘ International Standard’

wherever they appear.

(b) Decimal marker A full point should be substituted for a comma where it appears as a decimal

marker.
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