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PREFACE

This Standard was prepared by the Joint Standards Australia/S tandards New Zealand Committee

BD/44, Fixing of Ceramic Tiles . It is identical with and has been reproduced from

ISO 10545-4: 1994, Ceramic tiles , Part 4: Determination of modulus of rupture and breaking

strength , and is the result of a consensus among the representatives on the Joint Committee that it

be produced as an Australian S tandard.

The S tandard is one of a series of methods of sampling and testing ceramic tiles that are currently

under development.

For the purpose of this Australian S tandard, the ISO/IEC text should be modified as follows:

(a) Terminology The words ‘Australian S tandard’ should replace the words ‘ International

Standard’ wherever they appear.

(b) Decimal marker A full point should be substituted for a comma where it appears as a

decimal marker.

(c) References The references to International Standards should be replaced by references to the

following Australian S tandards :

Reference to International Standard

or other Publication

Australian Standard

ISO AS

13006 Ceramic tiles—

Definitions , class ification,

characteristics and marking

—

48 Rubber, vulcanized or thermoplastic—

Determination of hardness (hardness

between 10 IRHD and 100 IRHD)

1683 Methods of test for elastomers

1683. 1 5. 1 Part 1 5. 1 : International rubber

hardness

© Copyright STANDARDS AUSTRALIA

Users of Standards are reminded that copyright subsists in all Standards Australi a publications and software. Except where the
Copyri ght Act allows and except where provided for below no publications or software produced by Standards Australi a may be
reproduced, stored in a retri eval system in any form or transmitted by any means without pri or permission in writ ing from
Standards Australia. Permission may be conditi onal on an appropri ate royalty payment. Requests for permission and information
on commercial software royalt ies should be directed to the head office of Standards Australi a.

Standards Australia wil l permit up to 1 0 percent of the technical content pages of a Standard to be copied for use
exclusively in-house by purchasers of the Standard without payment of a royalty or advice to Standards Australia.

Standards Australia will also permit the inclusion of i ts copyri ght material in computer software programs for no royalty
payment provided such programs are used exclusively in-house by the creators of the programs.

Care should be taken to ensure that materi al used is from the current edit ion of the Standard and that it i s updated whenever the
Standard is amended or revised. The number and date of the Standard should therefore be clearly identified.

The use of materi al in pri nt form or in computer software programs to be used commercially , with or without payment, or in
commercial contracts i s subject to the payment of a royalty. This policy may be varied by Standards Australi a at any time.

Full document details: AS 4459.4-1997

http://www.avadocuments.com/doc/as-4459-4-1997
http://www.avadocuments.com/doc/as-4459-4-1997

