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Methods of test for coated fabrics
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Method 11: Determination of blocking resistance

PREFACE

This Standard was prepared by the Joint Standards Australia/Standards New Zealand Committee TX-
005, Coated Fabrics as an Australian Standard.

The Standard is identical with and has been reproduced from ISO 5978:1990, Rubber- or plastics-
coated fabrics— Determination of blocking resistance.

The objective of this Standard is to provide manufacturers and testing bodies with a suitable method
for the determination of blocking resistance for rubber- or plastics-coated fabrics.

As this Standard is reproduced from an International Standard, the following applies:
(a) In the source text, ‘this International Standard’ should read ‘this Australian Standard’.
(b) A full point should be substituted for a comma when referring to a decimal marker.

References to International Standards should be replaced by references to Australian Standards, as

follows:

Reference to International Standard Australian or Australian/New Zealand
Standard

ISO AS

2231 Rubber- or plastics-coated fabrics— —
Standard atmospheres for conditioning
and testing
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INTRODUCTION

Blocking tests at elevated temperatures are designed to estimate the
relative resistance of rubber- or plastics-coated fabrics to blocking. For
this purpose, the coated fabric is subjected to a specified load over a
defined area at a specific temperature.
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AUSTRALIAN STANDARD

1 Scope

This International Standard specifies a method for
the determination of the resistance of rubber- or
plastics-coated fabrics to blocking.

The method specified is acceptable in most cases.
If it is desired to use conditions other than those
specified, these may be mutually agreed between
the contracting parties but such variations shall be
stated in the test report.

2 Normative reference

The following standard contains provisions which,
through reference in this text, constitute provisions
of this International Standard. At the time of publi-
cation, the edition indicated was valid. All standards
are subject to revision, and parties to agreements
based on this International Standard are encour-
aged to investigate the possibility of applying the
most recent edition of the standard indicated below.
Members of IEC and ISO maintain registers of cur-
rently valid International Standards.

ISO 2231:1989, Rubber- or plastics-coated fabrics —
Standard atmospheres for conditioning and testing.
3 Definition

For the purposes of this International Standard, the
following definition applies.

blocking: An unintentional adherence between ma-
terials.

[Definition taken from ISO 472:1988, Plastics — Vo-
cabulary.]

4 Apparatus

41 Glass plates, measuring
150 mm x 150 mm x 3 mm.

approximately
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4.2 Weight-piece, of mass 5,0 kg.

4.3 Circulating-air oven, of such a size that the total
volume of the test assemblies does not exceed
10 % of the free space in the oven.

Provision shall be made for placing the test assem-
blies on shelves so they are not less than 50 mm
from each other or from the sides of the oven.

The nature of the source of heat is optional but the
source shall be located in the air supply of the oven.

Provision shall be made for circulation of air through
the oven at a rate such as to provide a minimum of
six air changes per hour.

The temperature of the oven shall be
thermostatically controlled to maintain the temper-
ature of the test assemblies within +2 °C of the
specified temperature.

Baffles shall be used as required to prevent over-
heating and dead-spots.

5 Time interval between manufacture and
testing

5.1 For all purposes, the minimum time between
manufacture and testing shall be 16 h.

5.2 For non-product tests, the maximum time be-
tween manufacture and testing shall be four weeks,
and for evaluations intended to be comparable, the
tests, as far as possible, shall be carried out after
the same time interval.

5.3 For product tests, whenever possible, the time
between manufacture and testing shall not exceed
three months. In other cases, tests shall be made
within two months of the date of receipt by the cus-
tomer.
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