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This  Australian Standard was  prepared by Committee  TM-004,  Glued Timber 
Products.  It was  approved on behalf of the Council of Standards  Australia on  
1 9  May 2006.  
This  Standard was  published on 26  June 2006.  
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Keeping Standards up-to-date 

Standards  are  living documents  which reflect progress  in science,  technology and 
systems.  To maintain their currency,  all  Standards are  periodically reviewed,  and 
new editions  are  published.  Between editions,  amendments  may be issued.  
Standards  may also  be  withdrawn.  It is  important that readers  assure themselves  
they are  using a current Standard,  which should include any amendments  which 
may have  been published since  the Standard was  purchased.  

Detailed information about Standards  can be  found by visiting the  Standards Web 
Shop  at www.standards. com.au and looking up the  relevant Standard in the  on-line  
catalogue.  

Alternatively,  the  printed Catalogue  provides  information current at 1  January each 
year,  and the  monthly magazine,  The Global Standard,  has  a full listing of revisions 
and amendments  published each month.  

Australian StandardsTM  and other products  and services  developed by Standards 
Australia are  published and distributed under contract by SAI Global,  which 
operates  the  Standards  Web Shop.  

We also  welcome suggestions  for improvement in our Standards,  and especially 
encourage readers  to  notify us  immediately of any apparent inaccuracies  or 
ambiguities.  Contact us via email at mail@standards.org.au,  or write  to  the Chief 
Executive,  Standards  Australia,  GPO Box 476,  Sydney,  NSW 2001 .  

 

This Standard was issued in draft form for comment as DR 03464.  
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STANDARDS AUSTRALIA 

RECONFIRMATION  

OF 

AS  5069—2006 

Timber—Finger joints  in non-structural  products—Production requirements  

RECONFIRMATION NOTICE 

Technical Committee TM-01 1  has  reviewed the content of this  publication and in 

accordance with Standards  Australia procedures  for reconfirmation,  it has  been 

determined that the publication is  still  valid and does  not require change.  

Certain documents  referenced in the publication may have been amended since the 

original date of publication.  Users  are advised to  ensure that they are using the latest 

versions  of such documents  as  appropriate,  unless  advised otherwise in this  

Reconfirmation Notice.  

Approved for reconfirmation in accordance with Standards  Australia procedures  for 

reconfirmation on 27  April  201 6.  

The following are represented on Technical Committee TM-01 1 :  

Australian Building Codes  Board 

Australian Forest Products  Association 

Australian Timber Importers  Federation 

Australian Wood Panels  Association 

Building Research Association of New Zealand 

Engineered Wood Products  Association of Australasia 

Forest and Wood Products  Australia 

Furntech-AFRDI 

Glued Laminated Timber Association of Australia 

Master Builders  Australia 

Monash University 

New Zealand Plywood Manufacturers  Association 

New Zealand Timber Industry Federation 

Timber Design Society 

Wood Processors  & Manufacturers  Association of New Zealand 

Full document details: AS 5069-2006 (2016)

http://www.avadocuments.com/doc/as-5069-2006-2016
http://www.avadocuments.com/doc/as-5069-2006-2016


 

 

NOTES  

Full document details: AS 5069-2006 (2016)

http://www.avadocuments.com/doc/as-5069-2006-2016
http://www.avadocuments.com/doc/as-5069-2006-2016


 

 

AS 5069—2006 

Australian  Standard™  

Timber—Finger joints in  non-structural  
products—Production requirements 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

First published  as AS 5069—2006.  

 

 

COPYRIGHT 

© Standards  Austral ia  

Al l  ri gh ts  are  reserved .  No  part of th is  work may be  reproduced  or copied  in  any form  or by 

any means,  electron ic or mechan ical ,  includ ing  photocopying ,  wi thout  the  wri tten  

permission  of the  publ isher.  

Publ ished  by Standards  Austral ia ,  GPO Box 476,  Sydney,  NSW 2001 ,  Austral ia  

ISBN  0  7337  751 5  2  

 

 

Full document details: AS 5069-2006 (2016)

http://www.avadocuments.com/doc/as-5069-2006-2016
http://www.avadocuments.com/doc/as-5069-2006-2016


AS 5069—2006  2  

 

PREFACE 

This Standard was prepared by the  Australian members of the  Joint Standards 

Australia/Standards New Zealand Committee  TM-004 Glued Timber Products.  After 

consultation with stakeholders  in both countries,  Standards Australia and Standards New 

Zealand decided to  develop this  Standard as  an Australian Standard rather than an 

Australian/New Zealand Standard.  

The obj ective of this  Standard is  to  specify minimum requirements for the manufacture of 

bonded finger j oints  in non-structural timber products.  

The  terms ‘ normative’  and ‘ informative’  have been used in this  Standard to  define the 

application of the appendix to  which they apply.  A ‘ normative’  appendix is  an integral part 

of a Standard,  whereas an ‘ informative’  appendix is  only for information and guidance.  

 

 

Full document details: AS 5069-2006 (2016)

http://www.avadocuments.com/doc/as-5069-2006-2016
http://www.avadocuments.com/doc/as-5069-2006-2016


 3  AS 5069—2006  

 

CONTENTS  

   Page 

 1  SCOPE.. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4  

 2  REFERENCED DOCUMENTS .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4  

 3  DEFINITIONS.. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4  

 4  SERVICE CLASSIFICATION .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5  

 5  NOTATION.. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6  

 6  GENERAL REQUIREMENTS .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6  

 7  MANUFACTURING REQUIREMENTS .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7  

 8  QUALITY CONTROL—FACTORY PRODUCTION CONTROL  

(INTERNAL CONTROL).. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8  

 9  IDENTIFICATION.. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1 0  

 

APPENDICES 

 A ADHESIVES .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1 1  

 B  FINGER JOINT BENDING TEST .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1 2  

 C  FAILURE MODES OF TEST SPECIMENS .. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1 4  

 

Full document details: AS 5069-2006 (2016)

http://www.avadocuments.com/doc/as-5069-2006-2016
http://www.avadocuments.com/doc/as-5069-2006-2016

