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The following scientific, industrial and governmental organizations and departments
were officially represented on the committee entrusted with the preparation of this
standard:

Associated Chambers of Manufactures of Australia
Association of Consulting Structural Engineers

Australia and New Zealand Railways Conferences
Australian Institute of Steel Construction

Bureau of Steel Manufacturers of Australia

Department of Defence

Electricity Supply Association of Australia

Fasteners Institute of Australia

Institution of Production Engineers

Metal Trades Industries Association of Australia
Metropolitan Water Sewerage and Drainage Board, Sydney
Petroleum Refinery Engineers Advisory Committee
Postmaster-General’s Department

Society of Automotive Engineers—Australasia

Tractor, Farm Machinery and Construction Equipment Association of Australia

Universities

This standard, prepared by Committee ME/29, Threaded Fasteners, was approved on
behalf of the Council of the Standards Association of Australia on 11 June 1970.

Review of Australian Standards. To keep abreast of progress in industry, Australian Standards are subject
to periodic review and are kept up to date by the issue of amendments or new editions as necessary. It is
important therefore that Standards users ensure that they are in possession of the latest edition, and any
amendments thereto.

Full details of all Australian Standards and related publications will be found in the Standards Australia
Catalogue of Publications; this information is supplemented each month by the magazine 'The Australian
Standard’, which subscribing members receive, and which gives details of new publications, new editions
and amendments, and of withdrawn Standards.

Suggestions for improvements to Australian Standards, addressed to the head office of Standards Australia,
are welcomed., Notificationof any inaccuracy or ambiguity found in an Australian Standard should be made
without delay in order that the matter may be investigated and appropriate action taken.
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PREFACE

The first edition of this standard, 1ssued 1n 1963, was prepared to meet an urgent need
for an Australian specification for hot-dip galvanized coating on fasteners. The absence
of a suitable specification dealing with such aspects as continuity, adhesion and
thickness of coating, and allowances for coating, had long been a serious incon-
venience for bolt users and manufacturers of fasteners.

This latest revision manifests further development in the use of galvanized fasteners

particularly in the field of structural engineering. It incorporates the following main
amendments:

a The maximum coating temperature has been specified in order that
mechanical properties of fasteners will not be seriously impaired by
excessive coating temperatures.

a The tapping allowances for female threads to accommodate galvanized male
threads shown in Table 2, have been expanded to provide for the coating of
fasteners manufactured to the requirements of AS BI157, General Grade
High-strength Steel Bolts with Associated Nuts and Washers.

& Sampling procedures (quality control) have been made mandatory.
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