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Preface

This Standard was prepared by the Standards Australia Committee MB-028, Additive Manufacturing.

The objective of this document is to specify the general principles of test specimen preparation using 
mouldless techniques.

This document also specifies the general principles to be followed when test specimens of thermoplastic 
materials are prepared by laser sintering..

This document provides a basis for establishing reproducible sintering conditions.

This document is identical with, and has been reproduced from, ISO  27547‑1:2010, Plastics  — 
Preparation of test specimens of thermoplastic materials using mouldless technologies — Part 1: General 
principles, and laser sintering of test specimens.

As this document has been reproduced from an International Standard, the following applies:

(a)	 In the source text “this part of ISO 27547” should read “this document”.

(b)	 A full point substitutes for a comma when referring to a decimal marker.

Australian or Australian/New Zealand Standards that are identical adoptions of international 
normative references may be used interchangeably. Refer to the online catalogue for information on 
specific Standards.

The terms “normative” and “informative” are used in Standards to define the application of the 
appendices or annexes to which they apply. A “normative” appendix or annex is an integral part of a 
Standard, whereas an “informative” appendix or annex is only for information and guidance.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.

The main task of technical committees is to prepare International Standards. Draft International 
Standards adopted by the technical committees are circulated to the member bodies for voting. 
Publication as an International Standard requires approval by at least 75  %  of the member bodies 
casting a vote.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights.

ISO  27547-1 was prepared by Technical Committee ISO/TC  61, Plastics, Subcommittee SC  9, 
Thermoplastic materials.

ISO 27547 consists of the following part, under the general title Plastics — Preparation of test specimens 
of thermoplastic materials using mouldless technologies:

—	 Part 1: General principles, and laser sintering of test specimens

Further parts are planned covering other mouldless technologies.
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Introduction

Many factors in a mouldless specimen-preparation process can influence the properties of the test 
specimens prepared and hence the measured values obtained when the specimens are used in a test 
method. The mechanical properties of such specimens are in fact strongly dependent on the conditions 
of the process used to prepare the specimens. Exact definition of each of the main parameters of the 
process is a basic requirement for reproducible operating conditions.

It is important in defining specimen-preparation conditions to consider any influence the conditions 
could have on the properties to be determined. Specimens prepared by mouldless techniques could 
show differences in molecular morphology (as with crystalline and semicrystalline polymers), 
differences in powder morphology (after undergoing a sintering process, for instance), differences in 
thermal history and differences in thickness of the layers used to prepare the specimen. Each of these 
will have to be controlled to avoid differences in the values of the properties measured.
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