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Preface

This Standard was prepared by the Australian members of Joint Standards Australia/Standards New 
Zealand Committee MT-007, Non-Destructive Testing of Metals and Materials, to supersede AS 2062—
1997, Non-destructive testing — Penetrant testing of products and components.

After consultation with stakeholders in both countries, Standards Australia and Standards New 
Zealand decided to develop this Standard as an Australian Standard rather than an Australian/New 
Zealand Standard.

The objective of this Standard is to describe the following two types of reference blocks:

(a)	 Type 1 reference blocks are used to determine the sensitivity levels of both fluorescent and colour 
contrast penetrant product families.

(b)	 Type 2 reference blocks are used for routine assessment of the performance of both fluorescent and 
colour contrast penetrant testing.

The reference blocks are to be used in accordance with AS ISO 3452.1:2020.

This Standard is identical with, and has been reproduced from, ISO  3452‑3:2013, Non-destructive 
testing — Penetrant testing — Part 3: Reference test blocks.

As this document has been reproduced from an International Standard, the following applies:

(i)	 In the source text “this part of ISO 3452” should read “this Australian Standard”.

(ii)	 A full point substitutes for a comma when referring to a decimal marker.

Australian or Australian/New Zealand Standards that are identical adoptions of international 
normative references may be used interchangeably. Refer to the online catalogue for information on 
specific Standards.

The terms “normative” and “informative” are used in Standards to define the application of the 
appendices or annexes to which they apply. A “normative” appendix or annex is an integral part of a 
Standard, whereas an “informative” appendix or annex is only for information and guidance.
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