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PREFACE

This Joint S tandard w as prepared by the Joint Australia/New Zealand S tandards Committee CH/1 0

on the Analysis of Metals.

This S tandard is issued as a Joint Standard under the terms of the Active Cooperation Agreement

between S tandards Australia and Standards New Zealand.

This Standard is technically identical to ISO 4935: 1 989, Steel and iron—Determination of sulfur

content—Infrared absorption method after combustion in an induction furnace published by the

International Standards O rganization. This ISO Standard was produced with input from the

Committee CH/1 0.

This S tandard specifies an infrared absorption method after combustion of a test portion at high

temperature in a current of pure oxygen using a high frequency induction furnace. The volatilized

sulfur forms sulfur dioxide which is measured by infrared absorption. This method is applicable to

steels with sulfur content between 0. 002% (m/m) and 0.1 0% (m/m) .

Under arrangements made between S tandards Australia/S tandards New Zealand and the international

Standards bodies, IS O and IEC, as well as certain other S tandards organizations, users of this

Standard are advised that the number of this S tandard is not reproduced on each page. Its identity is

shown only on the cover and title pages.

For the purpose of this S tandard, the ISO text should be modified as follows:

(a) Terminology The words ‘A ustralian S tandard’ , ‘ New Zealand S tandard’ or ‘Joint

Australian/New Zealand S tandard’ should replace the words ‘ International S tandard’ wherever

they appear.

(b) References The references to International S tandards should be replaced by references to the

follow ing Australian/New Zealand S tandards:

Reference to International Standard Australian/New Zealand Standard

IS O

377 Wrought steel—S election and pre-

paration of samples and test pieces

AS

1 21 3 Iron and steel—Methods of sampling

385 Laboratory glassware—Burettes

385.1 Part 1 : General requirements

21 65 Burettes and bulb burettes

648 L a b o r a to r y g l a s s w a r e — O n e - m ar k

pipettes

21 66 One-mark pipettes

1 042 L a b o r a to r y g l a s s w a r e — O n e - m ar k

volumetric flasks

21 64 One-mark volumetric flasks

5725 Precision of test methods — D eter-
mination of repeatability and repro-

ducibility for a standard test method by

inter- laboratory tests

2850 Chemical analysis—Interlaboratory test

programs —For determining precision of
analytical method(s ) —Guide to the

planning and conduct
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