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Preface

This Standard was prepared by the Joint Standards Australia/Standards New Zealand Committee PK-
019, Methods of Test for Pulp and Paper, to supersede AS/NZS 1301.458rp:2004, Methods of test for pulp 
and paper, Method 458rp: Glue bond strength of wetted corrugated fibreboard.

This Standard forms part of the AS/NZS 1301 series. A list of all parts in this series can be found in the 
Standards Australia online catalogue.

The objective of this Standard is to describe a method of determining the in-plane strength of the glue 
bonds of wetted corrugated fibreboard.

There are a number of other Standards, including ISO  3038, which describe different methods for 
determination of this property but, at publication of this Standard, none apply the stress in the direction 
in which it occurs when containers fail in service. In service, the failure-causing stress is in the plane 
of the board in a direction parallel to the flutes. This Standard applies the stress in that direction. 
ISO 3038 applies the stress in the plane of the board, but in a direction at right angles to the flutes. It 
measures the time taken for water to penetrate the glue line rather than the stress required to cause 
failure of a partially wet glue line, and it takes a substantial time to obtain a result.

The terms “normative” and “informative” are used in Standards to define the application of the 
appendices to which they apply. A “normative” appendix is an integral part of a Standard, whereas an 
“informative” appendix or annex is only for information and guidance.
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