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Preface

This Standard was prepared by the Joint Standards Australia/Standards New Zealand Committee PK-
019, Methods of Test for Pulp and Paper.

The objective of this Standard is to specify a method for the calculation of light-scattering and light-
absorption coefficients based upon diffuse reflectance measurements made under the conditions
specified in AS/NZS 1301.510:2016 using the Kubelka-Munk theory.

This Standard is an adoption with national modifications with, and has been reproduced from,
ISO 9416:2017, Paper — Determination of light scattering and absorption coefficients (using Kubelka-
Munk theory).

Variations between I1SO 9416:2017 and this Standard, for application in Australia and New Zealand, are
set out in Appendix ZZ.

As this document has been reproduced from an International Standard, a full point substitutes for a
comma when referring to a decimal marker.

Australian or Australian/New Zealand Standards that are identical adoptions of international
normative references may be used interchangeably. Refer to the online catalogue for information on
specific Standards.

The terms ‘normative’ and ‘informative’ are used in Standards to define the application of the
appendices or annexes to which they apply. A ‘normative’ appendix or annex is an integral part of a
Standard, whereas an ‘informative’ appendix or annex is only for information and guidance.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation on the voluntary nature of standards, the meaning of ISO specific terms and
expressions related to conformity assessment, as well as information about ISO's adherence to the
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see the following
URL: www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 6, Paper, board and pulps.

This third edition cancels and replaces the second edition (ISO 9416:2009), which has been technically
revised, to allow for calculations to use ASTM E308 for instruments that have bandpass correction and
still maintain the procedure for instruments without bandpass correction.
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Introduction

The opacity of a paper is dependent on its grammage, but it is also intrinsically dependent on the light-
absorption and light-scattering coefficients of the material. These coefficients are calculated from the
values of the reflectance factor over a black backing, the intrinsic reflectance factor and the grammage
of the sheet.

The calculation of these coefficients requires luminance factor data obtained by measurement under
specified conditions. Apart from the optical properties of the sample, the luminance factor depends on
the conditions of measurement and particularly on the spectral and geometric characteristics of the
instrument used for its determination. This document is therefore intended to be read in conjunction
with ISO 2469 and 1SO 2471.

NOTE This method is based on a theory developed by Kubelka and Munk. This theory describes scattering
and absorption processes with certain approximations and simplifications and can therefore yield questionable
results in extreme cases. However, the Kubelka-Munk theory offers a simple method for determining these
coefficients with the instrument used for the determination of optical properties of paper and pulps. Moreover,
the method based on this theory has been successfully used in practical applications.
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