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Keeping Standards  up-to-date 

Standards  are living documents  which reflect progress  in science,  technology and 
systems.  To maintain their currency,  all  S tandards  are  periodically reviewed,  and 
new editions are  published.  Between editions,  amendments  may be  issued.  
S tandards  may also  be  withdrawn.  It is  important that readers  assure themselves  
they are  using a current Standard,  which should include any amendments  which 
may have been published since the S tandard was  purchased.  

Detailed information about j oint Australian/New Zealand Standards  can be  found by 
visiting the  S tandards  Web Shop at www.saiglobal.com.au or S tandards  New 
Zealand web site  at www.standards.co.nz and looking up  the relevant S tandard in 
the  on-line  catalogue.  

For more frequent listings  or notification of revisions,  amendments  and 
withdrawals,  S tandards  Australia and Standards  New Zealand offer a number of 
update options.  For information about these  services,  users  should contact their 
respective national  S tandards  organization.  

We also  welcome suggestions for improvement in our S tandards,  and especially 
encourage readers  to  notify us  immediately of any apparent inaccuracies  or 
ambiguities.  Please address  your comments  to  the  Chief Executive  of either 
S tandards  Australia or S tandards  New Zealand at the  address  shown on the back 
cover.  
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PREFACE 

This  S tandard was prepared by the Joint S tandards Australia/Standards New Zealand Committee  

PK-01 9,  Methods of Test for Pulp and Paper.   

The obj ective of this  S tandard is  to  provide a method for determining the effective residual  ink 

concentration by infrared reflectance measurement.  

This  S tandard is  identical  with,  and has  been reproduced from ISO 2275 4: 2008,  Pulp and 

paper⎯Determination  of the effective residual ink concentration  (ERIC number)  by infrared 

reflectance measurement.  

As this  Standard is  reproduced from an International  S tandard,  the following applies:  

(a)  In the source text ‘ this  International  S tandard’  should read ‘ this  Australian/New Zealand 

Standard’ .  

(b)  A full  point substitutes  for a comma when referring to  a decimal marker.  

References  to  International  S tandards should be replaced by references  to  Australian or 

Australian/New Zealand Standards,  as  follows:  

Reference to  International Standard  Australian/New Zealand Standard 

ISO  AS/NZS  

   1 3 01  Method of test for pulp  and paper  

1 86  Paper and board—Sampling to  

determine average quality 

 1 3 01 .41 7s Method 41 7s:  Sampling to  determine 

average quality 

2469  Paper,  board and pulps—Measurement 

of diffuse radiance factor 

 1 3 01 .43 6  Method 43 6:  Measurement of diffuse 

radiance factor 

3 688  Pulps—Preparation of laboratory sheets  

for the measurement of diffuse blue 

reflectance factor (ISO brightness)  

 1 3 01 . 466s Method 466s:  Preparation of 

laboratory sheets  for the measurement 

of diffuse blue reflectance factor (ISO 

brightness)  

Only normative references  that have been adopted as  Australian or Australian/New Zealand Standards 

have been listed.  

The term ‘ informative’  has  been used in this  S tandard to  define the application of the  annex to  which 

it applies.  An ‘ informative’  annex is  only for information and guidance.  
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INTRODUCTION  

 

 

This International  Standard  provides a means of assessing the effective residual  ink concentration  (ERIC) in  
paper made from recycled  fibres.  The presence of residual  ink influences the brightness and  colour of pulp 
and  of paper made from recycled  fibre.  The effect of the residual  ink can be counteracted more easi ly if the 
effective concentration of the ink can be monitored.  Brightness is not,  however,  an  effective parameter for 
monitoring  the deinking process,  since brightness is affected  by the presence not only of ink but also of other 
l ight-absorbing materials in  the blue region  of the spectrum such as l ignin  and  dyestuffs.  The ERIC method 
employs reflectance measurements in  the infrared  region  of the spectrum where the l ight absorption  
coefficient of the ink is several  orders of magnitude greater than the absorption  coefficients of the fibre and 
other components,  and  th is provides a sensitive means of estimating  the concentration  of ink  [1 ].  This 
International  Standard  is based on  the TAPPI  method T 567 pm-97.  
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1  Scope 

This International  Standard  specifies a method for the determination of the effective residual  ink concentration 
(ERIC number) by infrared reflectance measurement.  

This International  Standard  is appl icable to al l  types of deinked,  recycled  pulp and  to sheets of machine-made 
paper made from recycled  pulp,  where the residual  ink is black.  The method is applicable to materials 
available in  sheet form  only if the opacity at 950 nm  is less than 97 %.  The ERIC number obtained  is 
dependent on  the d istribution of ink particle sizes,  and  the method is most effective for submicron particles  [2].  
The value obtained  is rel iable only if the test material  is uniform  in  ink distribution,  formation,  and  grammage 
such that presenting  different parts of the sheet to the measuring aperture of the reflectometer produces very 
similar readings.  

2 Normative references 

The fol lowing referenced documents are indispensable for the appl ication of this document.  For dated 
references,  only the edition cited  applies.  For undated  references,  the latest edition  of the referenced 
document (including  any amendments) appl ies.  

ISO 1 86,  Paper and board — Sampling to determine average quality 

ISO 536,  Paper and board — Determination of grammage  

ISO 2469,  Paper,  board and pulps — Measurement of diffuse radiance factor 

ISO 3688,  Pulps — Preparation of laboratory sheets for the measurement of diffuse blue reflectance factor 
(ISO brightness)  

ISO 1 4487,  Pulps — Standard water for physical testing 

3 Terms and definitions 

For the purposes of th is document,  the fol lowing terms and  definitions apply.  

3.1  
diffuse reflectance factor 
R 

ratio of the radiation  reflected  by a body to that reflected  by the perfect reflecting d iffuser under the same 
conditions of diffuse i l lumination  and  normal  detection  

NOTE 1  The ratio is often expressed  as a percentage.  

NOTE 2  This International  Standard  prescribes diffuse irradiation  and  normal  detection  in  an  instrument cal ibrated  in 

accordance with  the provisions of this International  Standard.  
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