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Preface

This Standard was prepared by the Joint Standards Australia/Standards New Zealand Committee PK-
019, Methods of Test for Pulp and Paper,  as  part of AS/NZS 1301,  Methods of test for pulp and paper 
to  supersede AS/NZS 1301.800s:2006 Methods of test for pulp and paper – Method 800s: Compression 
resistance of fibreboard boxes (cases).

The objective of this Standard is  to prescribe the apparatus and test procedure to be followed when 
assessing the compression resistance of unfilled or filled fibreboard boxes in any desired direction.

The maj or changes in this edition are as follows:

The requisite specifications of compression testers with platen areas of any size are expressed more 
clearly;  a sub-clause is  included to state that five replicate tests are expected — though not obligatory;  
a calculation clause is  included;  the clarity of expression in some clauses has been enhanced;  and testing 
of filled boxes has been included.

Standard AS 2582 . 3,  which is  an identical adoption of ISO 223 4, prescribes a method for testing the 
compression resistance of filled fibreboard boxes using a static load.
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