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STANDARDS AUSTRALIA/STANDARDS NEW ZEALAND 
 

Amendment No. 1 

to 

AS/NZS 1462.26:2003 

Methods of test for plastics pipes and fittings 

Part 26: Determination of weathering resistance of plastics pipes for external storage 
 

CORRECTION 

The 2003 edition of AS/NZS 1462.26 is amended as follows; the amendment should be inserted in the 

appropriate place. 

SUMMARY:   This Amendment applies to Clause 7(d). 

Published on 7 July 2003. 

 

Page 2   Clause 7(d) 

Delete Clause 7(d) and replace with the following 

(d) Subject the specimen prepared in accordance with Clause 6(b) to a test for resistance 

to internal hydrostatic pressure if specified in the relevant product Standard. 
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