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This Joint Australian/New Zealand Standard was prepared by Joint Technical
Committee MT/2, Copper and Copper Alloys. It was approved on behalf of the Council
of Standards Australia on 25 September 1995 and on behalf of the Council of
Standards New Zealand on 11 September 1995. It was published on 5 December 1995.

The following interests are represented on Committee MT/2:

AUSTAP

Australian Foundry Institute

Hunter Water Corporation, Australia

Metal Trades Industry Association of Australia
New Zealand Manufacturers Federation
Welding Technology Institute of Australia

Additional interests participating in preparation of Standard:

Pacific Power
Wire manufacturers

Review of Standards. To keep abreast of progress in industry, Joint Australian/New
Zealand Standards are subject to periodic review and are kept up to date by the issue
of amendments or new editions as necessary. It is important therefore that Standards
users ensure that they are in possession of the latest edition, and any amendments
thereto.

Full details of all Joint Standards and related publications will be found in the

Standards Australia and Standards New Zealand Catalogue of Publications; this
information is supplemented each month by the magazines ‘The Australian Standard’
and ‘Standards New Zealand’, which subscribing members receive, and which give
details of new publications, new editions and amendments, and of withdrawn
Standards.

Suggestions for improvements to Joint Standards, addressed tothe head office of either
Standards Australia or Standards New Zealand, are welcomed. Notification of any
inaccuracy or ambiguity found in a Joint Australian/New Zealand Standard should be
made without delay in order that the matter may be investigated and appropriate action
taken.

This Standard was issued in draft form for comment as DR QSOEDocuments
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PREFACE

This Standard was prepared by the Joint Standards Australia/Standards New Zealand
Committee MT/2, Copper and Copper Alloys, to supersede AS 1573—1985.

The objective of this Standard is to specify requirements for copper and copper alloy wire
for general use. In this edition the alloy designations have been changed from the three-

digit numbering system to the Unified Numbering System (UNS) comprising five digits
preceded by the letter C.

During the preparation of this Standard cognizance was taken of the international

Standard 1SO 1638:198 \Wrought copper and copper alloy wire—Technical conditions
for delivery.

The term ‘informative’ has been used in this Standard to define the application of th
appendix to which it applies. An ‘informative’ appendix is for information and guidance
only.
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k5 Originated in Australia as AS 1573 —1974.
? Previous edition Australia AS 1573— 1985.
g Jointly revised and designated AS/NZS 1573:1995
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