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STANDARDS AUSTRALIA/STANDARDS 

I Pr Gratis 1 
NEW ZEALAND 

Amendment No. 1 
to 

AS/NZS 2111.0:1996 
Textile floor coverings - Tests and measurements 

Part O: Introduction and list of methods 

REVISED TEXT 

The 1996 edition of ASINZS 2111.0 is amended as follows; the amendment(s) should be inserted in the 
appropriate place. 

SUMMARY: This Amendment applies to Page 3. 

Published on 5 August 1997. 
Approved for publication in New Zealand on behalf of the Standards Council of New Zealand on 4 August 
1997. 

AMDT Page3 
No. 1 

, ;$?. Delete the existing list of methods and insert the following: 
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AS/NZS 
number 

2111.1 

2111.2 

2111.3 

2111.4 

21 11.5 

Publication Title 
date 

1996 Method 1 : Machine-made textile floor coverings-Determination 

1996 Method 2: Determination of thickness loss under dynamic load 

1996 Method 3: Determination of mass per unit area 

1996 

1996 

of total thickness 

Method 4: 

Method 5: 

Determination of surface pile mass above the substrate 

Determination of thickness of pile above the substrate 

2111.6 

2111.7 

2111.8 

2111.9 I 1996 I Method 9: Determination of the number of tufts per unit length and 

1996 Method 6: Determination of tuft length of pile 

1996 Method 7: Determination of loop length of pile 

1996 Void 

2111.10 

21 11.1 1 

2111.12 

2111.13 

1996 Void 

1996 

1996 Void 

1996 Method 13: Determination of thickness loss after brief, moderate 

Method 11: Determination of total pile mass per unit area by 
complete dissection 

static loading 

2111.18 1997 Method 18: Burning behaviour-Tablet test at ambient temperature 
I I 

2111.14 

2111.15 

2111.16 

2111.17 

1996 Method 14: Determination of thickness loss after prolonged, heavy 

1996 Method 15: Determination of tuft withdrawal force 

1996 Method 16: Determination of bond strength between backing 

1996 Method 17: Determination of thickness, compression and recovery 

static loading 

components 

characteristics 

21 11.19.1 

21 11.19.2 

2111.20 

21 11.21 

1996 Method 19.1: Colourfastness tests-Rubbing 

1996 Method 19.2: Colourfastness tests-Shampoo solution 

1996 Method 20: Rectangular textile floor coverings-Determination of 
dimensions 

1996 Non-destructive measurement of pile thickness above 
the backing- WRONZ gauge method 
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