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AS/NZS 2350.16/Amdt 1/2008-09-22 

STANDARDS AUSTRALIA/STANDARDS NEW ZEALAND 
 

Amendment No. 1 

to 

AS/NZS 2350.16:2006 

Methods of testing portland, blended and masonry cements 

Part 16: Determination of air content of masonry cement 
 

CORRECTION 

The 2006 edition of AS/NZS 2350.16 is amended as follows; the amendment should be inserted in the 

appropriate place. 

SUMMARY: This Amendment applies to Clause 7. 

Published on 22 September 2008. 

Approved for publication in New Zealand on behalf of the Standards Council of New Zealand on 12 September 

2008. 

 

Clause 7 

Delete existing ‘D1’ and ‘D2’ from the ‘where’ list and replace with the following: 

  D1 = the density of masonry cement, in grams per cubic centimetre 

  D2 = the density of standard sand, in grams per cubic centimetre 
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Full document details: AS NZS 2350.16-2006 amd1-2008
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