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STANDARDS AUSTRALIA/STANDARDS NEW ZEALAND 
 

Amendment No. 1 
to 

AS/NZS 2589:2017 
Gypsum linings—Application and finishing 

 

REVISED TEXT 

The 2017 edition of AS/NZS 2589 is amended as follows; the amendments should be inserted in the 
appropriate places. 

SUMMARY: This Amendment applies to Clauses 1.1, 2.3 and 4.4.4.2.1 and Figures 2.6.1 and 4.3.3. 

Published on 22 November 2018. 
Approved for publication in New Zealand by the New Zealand Standards Approval Board on 6 November 
2018. 
 

Clause 1.1 

Delete Item (a) and replace with: 

(a) High density gypsum plasterboard linings greater than 800 kg/m3. 
 

Clause 2.3 

In the Note, delete text ‘available at www.fibrousplaster.org.’ and replace with: 

http://www.fibrousplaster.org/sites/default/files/pdf/%20Manufacturing%20Code%20Of%2
0Practice.pdf, available at www.fibrousplaster.org. 
 

Figure 2.6.1 

Delete figure and replace with the following: 

Minimum bearing width 32 mm
for steel and 35 mm for timber
supporting a but t joint

Min imum bearing width 30 mm for both
steel and timber not suppor ting a butt
joint  

 

Figure 4.3.3 

Delete figure and replace with the following: 

AMDT 
No. 1 
NOV 
2018 

AMDT  
No. 1 
NOV 
2018 

AMDT  
No. 1 
NOV 
2018 

AMDT  
No. 1 
NOV 
2018 

Full document details: AS NZS 2589-2017 amd1-2018

http://www.avadocuments.com/doc/as-nzs-2589-2017-amd1-2018
http://www.avadocuments.com/doc/as-nzs-2589-2017-amd1-2018


AS/NZS 2589:2017 Amd 1:2018 2 

COPYRIGHT 

But t joint for Level 3
and 4 finish on ly
(see Clause 4.4.4.2.1)

Gap between sheet bot tom edge and
floor 6–10 mm min. unless otherwise
specif ied

Adhes ive daubs at
300 max. centres

(a) Level 3 and 4 finish

Staggered nogging
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