'STD.SNZ AS/NZS 4524.9-ENGL 1996 WM 8583Lb9 0081550 753 WM

37067 DL NIl

LEADING AUSTRALIA
INTO THE FUTURE

Full document details: AS NZS 4524.9-1998 scan

AS/NZS 4524.9:1998

1ISO/DIS 603-9:1996

Australian/New Zealand Standard®

Bonded abrasive products—

Dimensions

- Part 9: Grinding wheels for

high-pressure grinding

STANDARDS AUSTRA%I‘A

STANDARDS NEW ZEALAND|
v Documents
% Document Sharing Hub



http://www.avadocuments.com/doc/as-nzs-4524-9-1998-scan
http://www.avadocuments.com/doc/as-nzs-4524-9-1998-scan

STD.SNZ AS/NZS 4524.9-ENGL 19498 HH BEIBEILL;"! 008L55L !::TTV-

AS/NZS 4524.9:1998

This Joint  Australian/New Zealand Standard was prepared by Joint Technical
Committee ME/33, Abrasives. It was approved on behalf of the Council of
Standards Australia on 30 September 1997 and on behalf of the Council of
Standards New Zealand on 29 September 1997. It was published on 5 January
1998.

The following interests are represented on Committee ME/33:

Abrasives Institute of Australia

Australian Association of Certification Bodies
Australian Business '

Australian Chamber of Commerce and Industry
Furnishing Industry Association of Australia
Industrial Diamond Association

New Zealand Institute of Engineering Sciences
University of Melbourne

Review of Standards. To keep abreast of progress in industry, Joint Australian/New
Zealand Standards are subject to periodic review and are kept up to date by the issue of
amendments or new editions as necessary. It is important therefore that Standards users
ensure that they are in possession of the latest edition, and any amendments thereto.

Full details of all Joint Standards and related publications will be found in the Standards
Australia and Standards New Zealand Catalogue of Publications; this information is
supplemented each month by the magazines ‘The Australian Standard’ and ‘Standards
New Zealand’, which subscribing members receive, and which give details of new
publications, new editions and amendments, and of withdrawn Standards. :

Suggestions for improvements to Joint Standards, addressed to the head office of either
Standards Australia or Standards New Zealand, are welcomed. Notification of any
inaccuracy or ambiguity found in a Joint Australian/New Zealand Standard should be

made without delay in order that the matter may be investigated and appropriate action
taken.

This Standard was issued in draft form for comment as DR 9725C. DOCU ments
Document Sharing Hub

Full document details: AS NZS 4524.9-1998ﬁsrcan


http://www.avadocuments.com/doc/as-nzs-4524-9-1998-scan
http://www.avadocuments.com/doc/as-nzs-4524-9-1998-scan

- STD.SNZ AS/NZS 4524.9-ENGL 1998 EE 85831:9 0081552 53L M

Full document details: AS NZS 4524.9-1998 scan

AS/NZS 4524.9:1998

Australian/New Zealand Standard®

Bonded abrasive products—
Dimensions

Part 9: Grinding wheels for
high-pressure grinding

Originated as part of AS B172.1—1967 and AS B172.2—1968.
Jointly revised, amalgamated and redesignated in part as AS/NZS 4524.9:1998.
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Homebush NSW 2140 Australia
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Level 10, Radio New Zealand House,
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