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Contact ASTM International (www.astm.org) for the latest information.

QHIp Designation: A 181/A 181M — 00 An American National Standard

Standard Specification for
Carbon Steel Forgings, for General-Purpose Piping

This standard is issued under the fixed designation A 181/A 181M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilone] indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope AIAG B-5 02.00 Primary Metals Identification Tag Appli-
1.1 This specificatioh covers nonstandard as-forged fit- cation Standard
tings, valve components, and parts for general service. Forgs-' General Requirements and Ordering Information

ings made to this specification are limited to a maximum

weight of 10 000 Ib [4540 kg]. Larger forgings may be ordered 3.1 Product furnished to this specification shall conform to
to Specification A 266/A 266M. the requirements of Specification A 961, including any supple-

1.2 Two grades of material are covered, designated adentary requirements that are indicated in the purchase order.
Classes 60 and 70, respectively, and are classified in accdrilure to comply with the requirements of Specification A 961
dance with their chemical composition and mechanical prop0nstitutes non-conformance with this specification.
erties as specified in 5.1 and 6.1 3.2 It is the purchaser’'s responsibility to specify in the

1.3 Class 60 was formerly designated Grade | and Class Zpurchase order all ordering information necessary to purchase
was formerly designated Grade |I. the needed material. Examples of such information include but

1.4 This specification is expressed in both inch-pound unité"€ not limited to th_e ordering information in Specification
and Sl units. However, unless the order specifies the applicabfé 961 and the following:
“M” specification designation (SI units), the material shall be 3-2-1 Supplementary requirements, and
furnished to inch-pound units. 3.2.2 Additional requirements (See 4.3, 9.1, 10.2, 12.1, and
1.5 The values stated in either inch-pound units or SlI unitgt2-2)- , i o . )
are to be regarded as standard. Within the text, the SI units are 3-3 If the requirements of this specification are in conflict
shown in brackets. The values stated in each system are ndfth the requirements of Specification A 961, the requirements
exact equivalents; therefore, each system must be used ind@: this specification shall prevail.
pendently of the other. Combining values from the two systemg,  \14tarials and Manufacture

may result in nonconformance with the specification. o
4.1 Except for flanges of all types, hollow, cylindrically

2. Referenced Documents shaped parts may be machined from hot-rolled or forged bar,
2.1 ASTM Standards: provided that the axial length of the part is approximately

A 266/A 266M Specification for Carbon Steel Forgings for paralle_l to the metal flow lines of the_stock_. Other parts,
Pressure Vessel Componéhts excluding flanges of all types, up to and including NPS 4 may

A 788 Specification for Steel Forgings, General Require?® machined from hot-rolled or forged bar. Elbows, return
ments bends, tees, and header tees shall not be machined directly

A 961 Specification for Common Requirements for Steelffom bar stock. o .
Flanges, Forged Fittings Valves, and Parts for Piping 4.2_Except as per_mltted in 4._1, the f|n|sh_ed product_shall be
Applicationg a forglng as defined in the Terminology section (exclusively) of
2.2 AIAG Standard: Specification A 788.

4.3 When specified in the order, the manufacturer shall
submit for approval of the purchaser a sketch showing the
shape of the rough forging before machining.

L This specification is under the jurisdiction of ASTM Committee AO1 on Steel, 4.4 Forgings shall be protected against sudden or too rapid

Stainless Steel, and Related Alloys and is the direct responsibility of Subcommitteggoling from the rolling or forging while passing through the

A01.22 on Valves, Fittings, Bolting, and Flanges for High and Subatmosphericcritical range

Temperatures. ) . . . L
Current edition approved Sept. 10, 2000. Published November 2000. Originally 4-5 Heat treatment is neither required nor prohibited, but

published as A 181 — 35. Last previous edition A 181/A 181M — 95b. when applied, heat treatment shall consist of tempering,
2 For ASME Boiler and Pressure Vessel Code applications see related Specifi-

cation SA-181 in Section Il of that Code.

2 Annual Book of ASTM Standardgol 01.05. ] . . )
4 Annual Book of ASTM Standardéol 01.01. 5 Available from Automotive Industry Action Group, 26200 Lahser, Suite 200,

Southfield, MI 48034.

Copyright © ASTM, 100 Barr Harbor Drive, West Conshohocken, PA 19428-2959, United States. Doc u m ents

Document Sharing Hub

Full document details: ASTM A181/A181M-00


http://www.avadocuments.com/doc/astm-a181-a181m-00
http://www.avadocuments.com/doc/astm-a181-a181m-00

(v A 181/A 181M

annealing, normalizing, or normalizing and tempering. TABLE 2 Tensile Requirements
. L. Class 60 Class 70
5. Chemical Composition , —
. Tensile strength, min, ksi [MPa] 60 [415] 70 [485]
5.1 An analysis of each heat shall be made by the manufacyield strength,” min, ksi [MPa] 30 [205] 36 [250]
turer to determine the percentages of the elements specified ifongation in 2 in. [S0 mm], min, % 22 18
IReductlon of area, min, % 35 24

Table 1. The chemical composition thus determined shak

conform to the requirements in Table 1. A Determined by either the 0.2 % offset method or the 0.5 % extension-under-

load method.

6. Mechanical Properties

6.1 The material shall conform to the requirements as t(g
tensile properties prescribed in Table 2.

arts made to dimensional standards such as those of ANSI or
quivalent standards.

10.2 Prior approval of the purchaser shall be required to
7. Number of Tests weld repair special parts made to the purchaser’s requirements.
10.3 The composition of the weld deposits shall be similar

7.1 One tension test shall be made from each heat. . :
. X X : : to the base metal and in accordance with the procedure
7.2 If any test specimen is defectively machined, it may be

discarded and another specimen substituted gualification for the applicable material. Welding shall be
P ' accomplished with a weld procedure designed to produce low

8. Retests hydrogen in the weldment. Short-circuit gas metal arc welding

8.1 When one or more representative test specimens do nit permissible only with the approval of the purchaser.

conform to specification requirements for the tested charactef1  pmarking of Forgings
istic, only a single retest for each nonconforming characteristic

may be performed to establish product acceptability. Retests 11.1 Identification marks consisting of th_e marjufacturer_s
shall be performed on twice the number of representativ ymbol or name (Note), designation of service rating, Specifi-

specimens that were originally nonconforming. When an cation number, grade, and size shall be legibly forged or
P ginaily 9. Y, amped on each forging, and in such a position as not to injure

retest specimen does not conform to specification requiremen ;
e usefulness of the forgings.

for the characteristic in question, the lot represented by tha ; = . .
specimen shall be rejected, heat-treated or reheat-treated inll'2 Bar Coding—In addition to the requirements in 11.1

accordance with 4.5, and tested in accordance with Sections Ear coding is acceptable as a supplementary identification
and 7 - method. The purchaser may specify in the order a specific bar

coding system to be used. The bar coding system, if applied at
9. Reports of Testing the discretion of the supplier, should be consistent with one of

9.1 Upon request of the purchaser in the contract or order, tcbe published industry standards for bar coding. If used on
mall parts the bar code may be applied to the box or a

report of the test results and chemical analyses shall ba bstaniall led t
furnished. The specification designation included on reports ouostantially applied tag.

testing shall include year of issue and revision letter, if any. 12 certificate of Compliance

10. Repair by Welding 12.1 When specified in the purchase order or contract, a
Iproducer's or supplier’s certification shall be furnished to the
purchaser that the material was manufactured, sampled, tested,
and inspected in accordance with this specification and has
— been found to meet the requirements. The specification desig-

Element Composition, % . . P . .

Classes 60 and 70 nation included on certificates of compliance shall include year
of issue and revision letter, if any.

10.1 Repair welding, by the manufacturer, is permissible fo

TABLE 1 Chemical Requirements

Carbon, max 0.35

Manganese, max 1,104 12.2 When specified in the purchase order or contract, a
Phosphorus, max 0.05 report of the test results shall be furnished.

Silicon 0.10-0.35

Sulfur, max 0.05 13. Keywords

A Manganese may be increased to 1.35 % max provided the carbon is reduced

0.01 % for each 0.06 % increase in manganese over the limit shown in the table. 131 pipe flttmgS; Steel; piping appllcatlons; pressure con-

taining parts; steel forgings; carbon; steel valves
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