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This standard has been approved for use by agencies of the Department of Defense.

1. Scope A 153/A 153M Specification for Zinc Coating (Hot-Dip) on
1.1 This specificatichcovers a variety of carbon, alloy, and Iron and Steel Hardwafe

martensitic stainless steel nuts in the size raigarough 4 in. A 276 Specification for Stainless Steel Bars and Stfapes

and metric M6 through M100 nominal. It also covers austenitic A 320/A 320M  Specification for Alloy-Steel Bolting Ma-

stainless steel nuts in the size raAgén. and M6 nominal and terials for Low-Temperature Servite

temperature service or both. Grade substitutions without the ~Of Steel Products .
purchaser’s permission are not allowed. A 962/A 962M Specification for Common Requirements
1.2 Bars from which the nuts are made shall be hot-wrought. for Steel Fasteners or Fastener Materials, or Both, Intended
The material may be further processed by centerless grinding for Use at Any Temperature from Cryogenic to the Creep
or by cold drawing. Austenitic stainless steel may be soluton _Rangé _ _ _
annealed or annealed and strain-hardened. When annealed an® 633 Specification for Electrodeposited Coatings of Zinc
strain hardened austenitic stainless steel is ordered in accor- ©ON Iron and Steé . . .
dance with Supplementary Requirement S1, the purchaser B 695 S_pecn‘lcatlon for Coatings of Zinc Mechanically
should take special care to ensure that 7.2.2, Supplementary Deposited on Iron and Stéel _ _
Requirement S1, and Appendix X1 are thoroughly understood. B 696 Specification for Coatings of Cadmium Mechanically
1.3 Supplementary requirements (S1 through S6) of an Deposned. o . .
optional nature are provided. These shall apply only when B 756 7Specmcanon for Electrodeposited Coatings of Cad-
specified in the inquiry, contract, and order. mium o _
1.4 This specification is expressed in both inch-pound units E 112 Test Methods for Determining the Average Grain
and in SI units. However, unless the order specifies the Sizé _ _
applicable* M” specification designation (S! units), the mate- 2-2 American National Standard:
rial shall be furnished to inch-pound units. B 1.1 Unified Screw Threads
1.5 The values stated in either inch-pound units or SI units B 1.13M Metric Screw Threads
are to be regarded separately as standard. Within the text, theB 18.2.2 Square and Hex Nuts
Sl units are shown in brackets. The values stated in each B 18.2.4.6M Metric Heavy Hex Nuts
system are not exact equivalents; therefore, each system must
be used independently of the other. Combining values from the’ o . i
two systems may result in noncomformance with the specifi- 3-1 Definitions of Terms Specific to This Standard:

Terminology

cation. 3.1.1 Austenitic Grades-All grades with a prefix of “8” or
ugn.
2. Referenced Documents 3.1.2 Ferritic Grades—Grades 1, 2, 2H, 2HM, 3, 4, 6, 6F, 7,
2.1 ASTM Standards: 7M, and 16.

1 This specification is under the jurisdiction of ASTM Committee AO1 on Steel,  *Annual Book of ASTM Standardé¢ol 01.06.
Stainless Steel, and Related Alloys and is the direct responsibility of Subcommittee “ Annual Book of ASTM Standasdéol 01.05.
A01.22 on Steel Forgings and Wrought Fittings for Piping Applications and Bolting  ® Annual Book of ASTM Standardgol 01.01.

Materials for Piping and Special Purpose Applications. & Annual Book of ASTM Standardéol 01.03.
Current edition approved Oct. 10, 2000. Published January 2001. Originally 7 Annual Book of ASTM Standasdégol 02.05.
published as A 194 — 36 T. Last previous edition A 194/A 194M - 00. 8 Annual Book of ASTM Standardgol 03.01.
2 For ASME Boiler and Pressure Vessel Code applications see related Specifi- ° Available from American National Standards Institute, 11 West 42nd St., 13th
cation SA-194 in Section Il of that code. Floor, New York, NY 10036.
Copyright © ASTM, 100 Barr Harbor Drive, West Conshohocken, PA 19428-2959, United States. D O c u m ents
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3.1.3 Lot others. Failure to comply with the requirements of Specifica-
3.1.3.1 Unless otherwise specified (see 3.1.3.2), a lot is thégon A 962/A 962M constitutes nonconformance with this
quantity of nuts of a single nominal size and grade produced bgpecification. In case of conflict between the requirements of
the same manufacturing process. this specification and Specification A 962/A 962M, this speci-

3.1.3.2 When Supplementary Requirement S5 is invoked ofication shall prevail.
the purchase order, the following definitions of a lot shall
apply: 6. Manufacture (Process)

For Grade 8 Nuts-The quantity of all the nuts of a single 6.1 Stainless steels for all types of Grade 6 and 8 nuts shall
nominal diameter and grade made from the same heat of stegé made by one of the following processes:

and made by the same manufacturing process. 6.1.1 Electric-furnace (with separate degassing and refining
For All Other Grade Nutgsee 7.2 and 7.1.2.1)—All the nuts gptional),

of a single nominal diameter and grade made from the same g 1 2 \iacuum induction furnace, or

heat number and heat treated in the same batch if batch-typeg 1 3 Either of the above followed by electroslag remelting,

heat treating equipment is used or heat treated in the samg consumable-arc remelting.

continuous run of not more tha8 h under the same conditions g 2 The steel producer shall exercise adequate control to

if continuous-type heat treating equipment is used. eliminate excessive unhomogeneity, nonmetallics, pipe, poros-
3.1.4 For Grade 8 Nuts—Variations within the grade des- ity, and other defects.

ignated by a letter and differentiated by chemistry and by "g 3 Grades 1 and 2 nuts shall be hot or cold forged, or shall
manufacturing process. o o be machined from hot-forged, hot-rolled, or cold-drawn bars.

3.1.5 For Grade 6 Nuts—Variations within the grade des- g 31 All Grade 1 and 2 nuts made by cold forging or by
ignated by the letter F as differentiated by chemical additiongnachining from cold-drawn bars shall be stress-relief annealed
made for machineability. o at a temperature of at least 1000°F [538°C].

3.1.6 Series—The _d|me.nS|onaI relationship and geometry 6.3.2 Grade 1 and 2 nuts made by hot forging or by
of the nuts as described in ANSI B 18.2.2 or B 18.2.4.6M. 15 chining from hot-forged or hot-rolled bars need not be given
4. Ordering Information any stress relief annealing treatment.

6.4 Grades 2HM, 2H, 3, 4, 6, 6F, 7, 7M, and 16 nuts shall
be hot or cold-forged or shall be machined from hot-forged,
hot-rolled, or cold-drawn bars and shall be heat treated to meet
the required mechanical properties. However, nuts machined
Yfom heat-treated bars need not be reheat treated. See Supple-
mentary Requirement S3 for nuts to be used in low-
temperature applications (Specification A 320/A 320M). These

rades of nuts shall be reheated above the critical range of the
an@teel, quenched in a suitable medium, and then tempered at a

4.1 The inquiry and order for material under this specifica-
tion shall include the following as required to describe the
material adequately:

4.1.1 Specification designation, year date, and grade, iss
date and revision letter,

4.1.2 Quantity, number of pieces,

4.1.3 Dimensions (see Section 8),

4.1.4 Options in accordance with 7.2.2.1, 8.1, 8.2, 9.3,

11, and . . temperature not less than the following:
4.1.5 Supplementary Requirements, if any. - )
k . i i Minimum Tempering Temperature,°F
4.2 Coatings—Coatings are prohibited unless specified by g age and Type rc)
the purchaser. Nuts plated with cadmium or zinc shall be 2H 850 [455]
marked as stated in 12.2. When coated nuts are ordered, the gH'V' iégg [gggl
purchaser should take special care to ensure that Appendix X2 1100 {595}
is thoroughly understood. It is the purchaser’s responsibility to 6 and 6F 1100 [595]
specify in the purchase order all information required by the Ia“d ™ Egg lgggl
coating facility. Examples of such information may include, ass
but are not limited to, the following: 6.4.1 Grade 6 and 6F nuts shall be tempered for a minimum

4.2.1 Reference to the appropriate coating specificatior@f 1 h at thetemperature.
B 766, B 696, A 153, B 695, B 633, or other specifications as 6.5 Grades 8, 8C, 8M, 8T, 8F, 8P, 8N, 8MN, 8R, 8S, 8LN,
agreed upon by the purchaser and manufacturer. 8MLN, 8MLCuN, and 9C nuts shall be hot or cold forged, or
4.2.2 Requirements for coating thickness and local or batckhall be machined from hot-forged, hot-rolled or cold-drawn
average thickness measurement, or both. bars.
4.2.3 Requirements for selective plating or coating or modi- 6.6 Grades 8A, 8CA, 8MA, 8TA, 8FA, 8PA, 8NA, 8MNA,
fication of dimensions to accommodate coating. 8RA, 8SA, 8LNA, BMLNA, 8MLCuNA, and 9CA nuts shall
4.2.4 Requirements for hydrogen embrittlement relief. be hot or cold-forged or shall be machined from hot-forged,
. hot-rolled, or cold-drawn bars and the nuts shall subsequently
5. Common Requirements be carbide-solution treated by heating them for a sufficient time
5.1 Material and fasteners supplied to this specification shatt a temperature to dissolve chromium carbides followed by
conform to the requirements of A 962/A 962M. These require-cooling at a rate sufficient to prevent reprecipitation of the
ments include test methods, finish, thread dimensions, marlcarbides.
ing, certification, optional supplementary requirements, and
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TABLE 1 Chemical Requirements “2

- Chromium . Molyb- | Tita- Colum- . Other
Grade M ) Carbon, ManganesgPhosphorug, Sulfur® | Silicon, I Nickel, ; bium and|Selenium
aterial denum, | nium, Elements,
Symbol % % % % % % % % % Tanta- % %
() (] (] ()
lum, %
1 carbon 0.15 min| 1.00 may 0.040 mgx 0.05(] 0.40 max
max
2, 2HM, |carbon 0.40 min| 1.00 ma¥ 0.040 mgx 0.0500.40 max
and 2H max
4 carbon, |0.40-0.50| 0.70-0.90 0.035 mgx 0.040|0.15-0.35 0.20-0.30
molyb- max
denum
3 AISI 501 | 0.10 min | 1.00 max| 0.040 max 0.030|1.00 max | 4.0-6.0 0.40-0.45
max
6 AISI 410 | 0.15 max| 1.00 max] 0.040 mgx 0.030]1.00 max | 11.5-13.5
max
6F AISI 416 [0.15 max | 1.25 max| 0.060 mak 0.15 [1.00 max | 12.0-14.0
with min
sulfur
6F AISI 416 10.15 max | 1.25 max| 0.060 mak 0.060|1.00 max | 12.0-14.0 0.15 min
with max
selenium
7, 7™M AlSI 0.37-0.49( 0.65-1.1 0.04 ma: 0.04 |0.15-0.35| 0.75-1.20 0.15-0.p5
4140/ max
4142/
4145,
4140H,
4142H,
4145H
8, 8A AISI 304 | 0.08 max| 2.00 max 0.045 mgx 0.030(1.00 max | 18.0-20.0 8.0-11.0
max
8C, 8CA | AISI 347 0.08 max| 2.00 maq 0.045 mgx 0.03¢01.00 max | 17.0-19.0 9.0-12.0 10 x
max carbon
content,
min
8M, 8MA |AISI 316 | 0.08 max | 2.00 max| 0.045 mgx 0.030/1.00 max | 16.0-18.0f 10.0-14.p 2.00-3|00
max
8T, 8TA | AISI 321 | 0.08 max| 2.00 max 0.045 mgx 0.030]1.00 max | 17.0-19.0f 9.0-12.0 5 x
max (C+N)
min -
0.70
max
8F, 8FA | AISI 303]0.15 max | 2.00 max| 0.20 max|] 0.15 |1.00 max | 17.0-19.0f 8.0-10.0
with min
sulfur
8F, 8FA | AISI 303]0.15 max | 2.00 max| 0.20 max| 0.06 |1.00 max | 17.0-19.0f 8.0-10.0 0.15 in
with max
selenium
8P, 8PA AISI 305/ 0.08 max | 2.00 max| 0.045 max 0.030|1.00 max | 17.0-19.0f 11.0-13.
with max
restricted
carbon
8N, 8NA [ AISI 0.08 max | 2.00 max| 0.045 max 0.030|1.00 max | 18.0-20.0f 8.0-11.0 Nitrogen,
304N max 0.10-0.16
8LN, AlSI 0.030 may 2.00 max| 0.045 mgx 0.030/1.00 max | 18.0-20.0] 8.0-11.0 Nitrogen,
8LNA 304N max 0.10-0.16
with
restricted
carbon
8MN, AlSI 0.08 max | 2.00 max| 0.045 max 0.030(1.00 max | 16.0-18.0] 10.0-13.p 2.00-3|00 Nitrogen
8MNA 316N max 0.10-0.16
8MLN, AISI 0.030 maxq 2.00 max| 0.045 mgx 0.030[{1.00 max | 16.0-18.0f 10.0-13.p 2.00-3]00 Nitrogen
8MLNA | 316N max 0.10-0.16
with
restricted
carbon
8R, 8RA® | XM19  |0.06 max | 4.0-6.0 | 0.045 max 0.030|1.00 max | 20.5-23.5| 11.5-13.56 1.50-3|00 0.10-0.30 ... Nitrogen,
max 0.20-0.40
Vanadium,
0.10-0.30
8S, 8SA 0.10 max| 7.0-9.0 0.060 max 0.03Q 3.5-4.5 16.0-18.0f 8.0-9.0 Nitrogen,
max 0.08-0.18
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TABLE 1 _Continue
Chromium Molyb- | Tita- | COMUM Other
Grade . Carbon, ManganesgPhosphorug, Sulfur® | Silicon, I Nickel, ; bium and|Selenium
Material denum, | nium, Elements,
Symbol % % % % % % Tanta- %
% % % %
lum, %
8MLCuN, | S31254 0.020 mak 1.00 max 0.030 mlix 0.0100.80 max | 19.5-20.5| 17.5-18.p 6.0-6.5 L. L. L. Nitrogen
8MLCuUNA| max 0.18-0.22
Copper,
0.50-1.00
9C, 9CA | NO8367 | 0.030 magx 2.00 max 0.040 mpx 0.0301.00 max | 20.00- 23.50- 6.0-7.0 Nitrogen,
max 22.00 25.50 0.18-0.25
Copper
0.75
16 Chromium0.36-0.47| 0.45-0.7¢ 0.035 mgx 0.040|0.15-0.35| 0.80-1.15f ... 0.50-0.p5 ... S S Vanadiun,
Molyb- max 0.25-0.35
denum Aluminum®
Vanadium 0.015 max
A The intentional addition of BI, Se, Te, and Pb is not permitted except for Grades 6F, 8F, and 8FA, in which Se is specified and required.
B Total aluminum, soluble and insoluble.
€ Because of the degree to which sulfur segregates, product analysis for sulfur over 0.060 % max is not technologically appropriate.
D As described in Specification A 276.

7. Mechanical Requirements selected from each nominal diameter and series from each
7.1 Hardness Test grade and heat number following completion of all production
7.1.1 Requirements heat treatments.
7.1.1.1 All nuts shall be capable of meeting the hardness 7.1.3 Number of Tests, Grades 2HM and 7M

requirements specified in Table 2. 7.1.3.1 The maximum hardness of Grade 2HM and 7M shall

7.1.1.2 Sample nuts of Grades 1, 2, 2H, 2HM, 3, 4, 7, 7Mbe 235 HB or 99 HRB. Product which has been 100 % tested
and 16 which have been given the treatment described in 7.1and found acceptable shall have a line under the “M.”

shall meet the minimum hardness specified in Table 2. 7.1.3.2 In addition, 7.1.2.2 shall be met.
7.1.2 Number of Tests- (Grades 1, 2, 2H, 3, 4, 7, and 16 7.1 4 Number of Tests, All Types of Grade-8ests on the
and all types of Grade 6): number of sample nuts in accordance with 7.1.2.1 shall be

7.1.2.1 Tests on the number of sample nuts in accordanggerformed by the manufacturer.
with the following table shall be performed by the manufac- 7 1 5 Test 2_In addition to the testing required by 7.1.2.1
turer following all production heat treatments: the manufacturer shall also perform hardness tests on sample

Lot Size Samples nuts after the following test heat treatment. After completion of
Up to 800 1 . .
801 t0 8000 5 all production heat treatments heat the specimen nuts to the
8001 to 22 000 3 temperatures indicated below for 24 h, then slow cool. Test at
Over 22 000 5 room temperature.
7.1.2.2 In addition, a hardness test shall be performed by the Temperature,
manufacturer in accordance with 7.1.5 on one sample nut Grade °Fla

TABLE 2 Hardness Requirements

Completed Nuts Sample Nut after Treatment as in 7.1.5.2
Grade and Type Brinell Rockwell Hardness Brinell Rockwell
Hardness Hardness, Hardness B
C Scale B Scale min Scale, min
1 121 min 70 min 121 70
2 159 to 352 84 min 159 84
2H 248 to 352 24 to 38 179 89
To 1%z in. or M36, incl 248 to 352 24 to 38 179 89
Over 1%z in. or M36 212 to 352 38 max 95 min 147 79
2HM and 7M 159 to 237 22 max 159 84
3,4,7,and 16 248 to 352 24 to 38 201 94
6 and 6F 228 to 271 20 to 28
8, 8C, 8M, 8T, 8F, 8P, 8N, 126 to 300 60 to 105
8MN, 8LN, 8MLN, 8MLCuN, 126 to 300 60 to 105
and 9C
8A, 8CA, 8MA, 8TA, 126 to 192 60 to 90
8FA, 8PA, 8NA, BMNA, 126 to 192 60 to 90
8LNA, 8MLNA, and 126 to 192 60 to 90
8MLCuNA
8R, 8RA, 8S, and 8SA 183 to 271 B 88 to C 25
9C, 9CA 126 to 192 60 to 90
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