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Providing High-Quality Zinc Coatings (Hot-Dip)
This standard is issued under the fixed designation A385/A385M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilon (¢) indicates an editorial change since the last revision or reapproval.
1. Scope*

1.1 This practice covers the precautions that should be taken
to obtain high-quality hot-dip galvanized coatings.

1.2 Where experience on a specific product indicates a
relaxing of any provision, the mutually acceptable change shall
be a matter for agreement between the manufacturer and
purchaser.

1.3 This specification is applicable to orders in either
inch-pound units (as A385) or in SI units (as A385M).
Inch-pound units and SI units are not necessarily exact
equivalents. Within the text of this specification and where
appropriate, SI units are shown in brackets. Each system shall
be used independently of the other without combining values in
any way.

1.4 This international standard was developed in accor-
dance with internationally recognized principles on standard-
ization established in the Decision on Principles for the
Development of International Standards, Guides and Recom-
mendations issued by the World Trade Organization Technical
Barriers to Trade (TBT) Committee.

2. Referenced Documents

2.1 ASTM Standards:*

A123/A123M Specification for Zinc (Hot-Dip Galvanized)
Coatings on Iron and Steel Products

A143/A143M Practice for Safeguarding Against Embrittle-
ment of Hot-Dip Galvanized Structural Steel Products and
Procedure for Detecting Embrittlement

A153/A153M Specification for Zinc Coating (Hot-Dip) on
Iron and Steel Hardware

A384/A384M Practice for Safeguarding Against Warpage
and Distortion During Hot-Dip Galvanizing of Steel
Assemblies

! This practice is under the jurisdiction of ASTM Committee AO5 on Metallic-
Coated Iron and Steel Products and is the direct responsibility of Subcommittee
AO05.13 on Structural Shapes and Hardware Specifications.

Current edition approved Sept. 1, 2017. Published September 2017. Originally
approved in 1955. Last previous edition approved in 2015 as A385-15. DOI:
10.1520/A0385_A0385M-17.

2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or
contact ASTM Customer Service at service@astm.org. For Annual Book of ASTM
Standards volume information, refer to the standard’s Document Summary page on
the ASTM website.

A563 Specification for Carbon and Alloy Steel Nuts

2.2 American Institute of Steel Construction (AISC) Docu-
ments:>
Steel Construction Manual

3. Steel Selection

3.1 The production of a galvanized coating has as its basis
the metallurgical reaction between the steel and the molten
zinc, resulting in the formation of several iron-zinc compound
layers, for example, gamma (not always visible
microscopically), delta, and zeta in Fig. 1. In addition, a layer
of the molten zinc adheres to the surface of the compound
layers as the steel is withdrawn from the galvanizing bath.
Upon solidification, this adherent zinc forms the eta layer.

3.2 It is known that the exact structural nature of the
galvanized coating, as typified by Fig. 1, may be modified in
accordance with the exact chemical nature of the steel being
galvanized. Certain elements found in steels are known to have
an influence on the coating structure. The elements carbon in
excess of about 0.25 %, phosphorus in excess of 0.04 %, or
manganese in excess of about 1.3 % will cause the production
of coatings different from the coating typified by Fig. 1. The
element with the most significant effect on the galvanized
coating is silicon. This element has two composition regions
that can produce thick and dull coatings. The first region is
silicon concentration between 0.06 % and 0.13 % and is known
as the Sandelin region. The second region is silicon concen-
tration above 0.25 %. When producing or purchasing steels to
be hot-dip galvanized, a good practice is to aim for steels with
a silicon concentration target of <0.04 % and a maximum of
0.06 % to avoid the Sandelin region and to aim for steels with
a silicon concentration target of >0.15 % to <0.22 % and a
minimum of 0.13 % and a maximum of 0.25 % to avoid both
the Sandelin region and the high silicon region. Recent studies
have shown that even in cases where the silicon and phospho-
rous are individually held to desirable limits, a combined effect
between them can produce a coating as shown in Fig. 2, which
typically would have a mottled or dull gray appearance. The
values of silicon in the mill test reports of steel can give an

3 Available from American Institute of Steel Construction (AISC), One E.
Wacker Dr., Suite 700, Chicago, IL 60601-2001, http://www.aisc.org.

Documents

Document Sharing Hub

*A Summary of Changes section appears at the end of this standard
Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959. United States

1

Full document details: ASTM A385/A385M-17


http://www.avadocuments.com/doc/astm-a385-a385m-17
http://www.avadocuments.com/doc/astm-a385-a385m-17

Ay A385/A385M - 17

Eta

zeta

Delta

s o

Gamma
Steel

FIG. 2 Photomicrograph of Dull Gray, Thick-Galvanized Coating (X 200)

indication of the reactivity of the steel in the hot-dip galvaniz-
ing process but are not a guarantee. The best practice is to
galvanize test pieces to get a better indication of the reactivity
of the steel.

3.3 These elements manifest their structural effect as an
accelerated growth of the compound layers, particularly the
zeta layer, and the virtual elimination of the eta layer. Cosmeti-
cally this accelerated growth is seen as a gray matte finished
coating as opposed to the usual bright and smooth appearance
of galvanized coatings. Sometimes, a large surface may have
adjacent areas of matte finish and bright finish leading to a
mottled appearance.

3.4 There is some evidence that the coatings resulting from
this accelerated growth are more brittle and less adherent than
normal coatings. There is also evidence that these coatings are
subject to a premature red staining in atmospheric exposure;
however, this staining has been found not to be associated with
corrosion of the substrate steel.

3.5 A problem with steel chemistry is not usually apparent
until after an item has been galvanized. Not all combinations of
silicon, phosphorus, carbon, and manganese can be galvanized
successfully. When the steel chemistry is known beforehand,
experienced galvanizers can in some, but not all, instances
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exercise limited control over the coatings as shown in Fig. 2.
Also, the combination of two different steel types or thick-
nesses in one item may result in a nonuniform galvanizing
finish. The experience of the steel supplier, designer,
manufacturer, and galvanizer should determine the steel selec-
tion.

3.6 In general, galvanized coatings are specified because of
their corrosion resistance, not because of their appearance. The
relative corrosion resistance of the normal and abnormal
coatings is, for all practical purposes, equal.

3.7 Steels with very low levels of silicon (less than 0.02%)
and aluminum-killed steels regularly present a challenge in
developing a galvanized coating that meets the thickness
requirements of Specifications A123/A123M or A153/A153M.
Phosphorus (less than 0.020%) can also exhibit low coating
thicknesses. For these steels, it may be difficult to meet the
coating thickness requirements of Specifications A123/A123M
or A153/A153M. In these cases the galvanizer and the pur-
chaser should agree on a plan of action. Some choices are to
accept the lower coating thickness, apply a paint coating over
the galvanized coating (Duplex System), blast clean the steel

before hot-dip galvanizing to increase O(Béldmlﬁmit&,
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over-pickle the steel in sulfuric acid to roughen the surface and
increase the coating thickness, or other possible solutions.

4. Assemblies of Different Materials or Different Surfaces
or Both

4.1 Whenever possible, assemblies should consist of ele-
ments of similar steel chemistry and surface condition.

4.2 Whenever different analyses of steel or different sur-
faces of steel are united in an assembly the galvanized finish is
not generally uniform in appearance. These differences in-
clude:

4.2.1 Excessively rusted surfaces.

4.2.2 Pitted surfaces.

4.2.3 Machined surfaces.

4.2.4 Cast iron (especially with sand inclusion).

4.2.5 Cast steel.

4.2.6 Malleable iron.

4.2.7 Hot-rolled steel.

4.2.8 Cold-rolled steel.

4.2.9 Steel containing chemical elements in excess of those
recommended in 3.2.

4.3 Where combinations are unavoidable, thorough abrasive
blasting of the entire assembly will normally improve galva-
nizing quality.

5. Overlapping or Contacting Surfaces

5.1 Overlapping or contacting surfaces that have not had all
edges seal welded are undesirable.

5.2 When the distance between the overlapping surfaces is
less than 352 in. [2.38 mm], these surfaces will not normally be
wet by molten zinc. Furthermore, cleaning solution compounds
that remain on these surfaces volatilize during the galvanizing
process and may interfere with zinc wetting in adjacent areas.
Such uncoated surfaces cause a rust staining after exposure to
the environment. Traditionally however, steel grating has been
manufactured without seal welding and when properly
executed, this manufacturing means has permitted the galva-
nized coating to satisfy the quality requirements of the appli-
cable ASTM specifications.

5.3 When the overlap surface area is large and the edges
have been seal welded, air or moisture or both entrapped
therein can develop destructive pressures when the assembly is
heated to the galvanizing temperature, which is nominally
850°F [454°C]. Vent holes or unwelded area around the
adjoining surfaces should be provided through one or both
sides into the lapped area in accordance with the following
tables.

TABLE 1 Vent Holes for Overlapped Areas for Steels 2 in. [12.75
mm] or Less in Thickness

Overlapped Area in.2 [cm 2] Vent Holes Unwelded Area
under 16 [103] None None

16 [103] to under 64 [413] One 3 in. [1 cm] 1in. [2.5 cm]
64 [413] to under 400 [2580] One "% in. [1.25 cm] 2in. [5.1 cm]
400 [2580] and greater, One % in. [1.91 cm] 4in. [10.2 cm]

each 400 [2580]
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TABLE 2 Vent Holes for Overlapped Areas for Steels Greater than
12 in. [12.75 mm] in Thickness

Overlapped Area in.2 [cm 2] Vent Holes Unwelded Area
under 16 [103] None None
16 [103] to under 64 [413] None None
64 [413] to under 400 [2580] One "2 in. [1.25 cm] 2in.[5.1 cm]
400 [2580] and greater, One % in. [1.91 cm] 4in. [10.2 cm]

each 400 [2580]

6. Sheet Steel Rolled Over a Wire or Rod Stiffener

6.1 All oil or grease should be removed from both the sheet
steel and wire or rod before rolling (see Fig. 3). Grease or oil
becomes volatile at the galvanizing temperature and will
generate gas which will prevent zinc from sealing the contact
edges. All steel should be degreased before pickling and in the
case of folded assemblies, before folding and assembling (see
Fig. 4).

7. Weld Flux Removal and Welding Rods

7.1 Welding flux residues are chemically inert in normal
pickling solutions. Thus, they will not be removed by standard
galvanizing cleaning techniques and are best removed at the
time of fabrication by grit or sand-blasting or by a wire needle
gun.

7.2 Tt is desirable to choose a welding rod with a chemical
composition as close as possible to the parent metal.

7.3 Welding rods high in silicon may cause excessively
thick or darkened coatings or both to form in the welded area.

8. Flame Cut Cope Edges Preparation

8.1 Flame cut copes on beams can be extremely sensitive to
residual stresses in the steel beam and, with the rough surface
from the flame cutting operation, can be sources of cracking
during the thermal cycling of the hot-dip galvanizing process.
The steel beams start near ambient temperature then are
immersed in the molten zinc and heated to above 800°F for
usually 5 to 10 minutes. The steel beams are then cooled back
to ambient temperature so the thermal cycling can create
thermal stresses in the area of the cope.

8.2 One method that has had fairly good success at mini-
mizing the cracking at the edges of the flame cut cope is to
weld a bead along the sides of the cope in the area where the
flame cutting was done before hot-dip galvanizing. This
welding operation will reheat the area and may relieve some of
the residual stress near the cope edges. The weld bead will not
eliminate all incidents of cracking but will greatly reduce the
likelihood of cracking.
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