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INTERNATIONAL
Standard Specification for
General Requirements for Rolled Structural Steel Bars,
g 1
Plates, Shapes, and Sheet Piling
This standard is issued under the fixed designation A 6/A 6M; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
This standard has been approved for use by agencies of the Department of Defense.
1. Scope* A 830/A 830M Plates, Carbon Steel, Structural Quality, Furnished to
: s . AL Chemical Composition Requirements
1.1 This spemﬁcaﬂo%coyers a gr‘?Up .Of common _requwe . A 852/A 852M Quenched and Tempered Low-Alloy Structural Steel Plate
ments that, unless otherwise specified in the material specifi- with 70 ksi [485 Mpa] Minimum Yield Strength to 4 in.
cation, apply to rolled steel plates, shapes, sheet piling, and [100 mm] Thick

. L . . A 857/A 857TM Steel Sheet Piling, Cold Formed, Light Gage
bars under each of the followmg speC|f|cat|ons issued byA 871/A 871M High-Strength Low Alloy Structural Steel Plate with Atmo-

ASTM: spheric Corrosion Resistance
A 913/A 913M Specification for High-Strength Low-Alloy Steel Shapes of

ASTM ! :
Designation® Title of Specification _Srtructur_al %uallty, Prodsu_lt_:ed by Quenching and Self-
A 36/A 36M Carbon Structural Steel empering Process (QST)

A 945/A 945M Specification for High-Strength Low-Alloy Structural Steel
Plate with Low Carbon and Restricted Sulfur for Improved
Weldability, Formability, and Toughness

A 992/A 992M Specification for Steel for Structural Shapes for Use in
Building Framing

A 131/A 131M Structural Steel for Ships

A 242/A 242M High-Strength Low-Alloy Structural Steel

A 283/A 283M Low and Intermediate Tensile Strength Carbon Steel Plates
A 328/A 328M Steel Sheet Piling

A 514/A 514M High-Yield Strength, Quenched and Tempered Alloy Steel

Plate Suitable for Welding 1.2 Annex Al lists permitted variations in dimensions and
A 529/A 529M High-Strength Carbon-Manganese Steel of Structural Qual- . . .
ity mass (Note 1) in Sl units. The values listed are not exact
A572/A 572M High-Strength Low-Alloy Columbium-Vanadium Steel conversions of the values in Tables 1 to 31 inclusive but are,
A 573/A 573M Structural Carbon Steel Plates of Improved Toughness instead. rounded or rationalized values. Conformance to Annex
A 588/A 588M High-Strength Low-Alloy Structural Steel with 50 ksi (345 S e . . . .
MPa) Minimum Yield Point to 4 in. [100 mm] Thick Al is mandatory when the “M” specification designation is
A 633/A 633M Normalized High-Strength Low-Alloy Structural Steel Plates used.
A 656/A 656M Hot-Rolled Structural Steel, High-Strength Low-Alloy Plate
with Improved Formability Note 1—The term “weight” is used when inch-pound units are the
A 678/A 678M Quenched-and-Tempered Carbon and High-Strength Low- standard; however, under SlI, the preferred term is “mass.”
Alloy Structural Steel Plates . . X .
A 690/A 690M High-Strength Low-Alloy Steel H-Piles and Sheet Piling for 1.3 Annex A2 lists the dimensions of some shape profiles.
AT09ATOOM Uts)e in Mdagf_‘ehES“tV"O“theStS Alov Structural Steol 1.4 Appendix X1 provides information on coiled product as
arbon and High-Strength Low-Alloy Structural Stee o
Shapes, Plates, and Bars and Quenched-and-Tempered a source of st(uctural plr_sltes, .shapes,. sheet piling, .am_j. bars.
Alloy Structural Steel Plates for Bridges 1.5 Appendix X2 provides information on the variability of
A 710/A 710M Age-Hardening Low-Carbon Nickel-Copper-Chromium-Mo- tenSIIe propertles in plates and Structural Shapes
lybdenum-Columbium Alloy Structural Steel Plates 16 A dix X3 id inf . Idabili
A 769/A 769M Carbon and High-Strength Electric Resistance Welded Steel ' ppen !X prov! €s !n ormat!on on weldabl |tY_-
Structural Shapes 1.7 Appendix X4 provides information on cold bending of
ATBE/AT8EM  Rolled Steel Floor Plates A plates, including suggested minimum inside radii for cold
A 808/A 808M High-Strength Low-Alloy Carbon, Manganese, Columbium, .
Vanadium Steel of Structural Quality with Improved Notch bendmg- . . .
Toughness 1.8 This specification also covers a group of supplementary
A 827/A 827M Plates, Carbon Steel, for Forging and Similar Applications requirements that are applicable to several of the above

A 829/A 829M Plates, Alloy Steel, Structural Qualit . K .. . .
Y Qually specifications as indicated therein. Such requirements are

provided for use where additional testing or additional restric-
1 This specification is under the jurisdiction of ASTM Committee AO1 on Steel, tions are reqUIrEd by the purchaser, and apply onIy when

Stainless Steel, and Related Alloys and is the direct responsibility of Subcommitte8P€Cified individually in th_e PurChaS_e order. )
A01.02 on Structural Steel for Bridges, Buildings, Rolling Stock, and Ships. 1.9 In case of any conflict in requirements, the requirements

Current edition approved December 10, 2002. Published January 2003. Origipf the individual material specification shall prevail over those
nally approved in 1949. Last previous edition approved in 2002 as A 6/A 6M — 02a. f this general specification

2 For ASME Boiler and Pressure Vessel Code applications, see related Speciﬁ2
cation SA-6/SA-6M in Section Il of that Code.

*A Summary of Changes section appears at the end of this standard. Docu ments
Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States.
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1.10 Additional requirements that are specified in the pur- MIL-STD-129 Marking for Shipment and Storatje

chase order and accepted by the supplier are permitted, MIL-STD-163 Steel Mill Products Preparation for Ship-

provided that such requirements do not negate any of the ment and Storade

requirements of this general specification or the individual 2.4 U.S. Federal Standard:

material specification. Fed. Std. No. 123 Marking for Shipments (Civil Agencfes)
1.11 For purposes of determining conformance with this 2.5 AIAG Standard:

specification and the various material specifications referenced B-1 Bar Code Symbology Standafd

in 1.1, values shall be rounded to the nearest unit in the

right-hand place of figures used in expressing the limiting3. Terminology

values in accordance with the rounding method of Practice 3.1 Definitions of Terms Specific to This Standard:

E 29. 3.1.1 Plates (other than floor plates or coiled product)—
1.12 The values stated in either inch-pound units or Sl unit§|at, hot-rolled steel, ordered to thickness or weight and

are to be regarded separately as standard. Within the text, thgpically width and length, commonly classified as follows:

S| units are shown in brackets. The values stated in each 3.1.1.1 When Ordered to Thickness

system are not exact equivalents; therefore, each system is to ((1) Over 8 in. [200 mm] in width and 0.230 in. or over

be used independently of the other, without combining valuegover 6 mm] in thickness.

in any way. ((2) Over 48 in. [1200 mm] in width and 0.180 in. or over
1.13 This specification and the applicable material specififover 4.5 mm] in thickness.

cations are expressed in both inch-pound units and Sl units; 3.1.1.2 When Ordered to Weight [Mass]

however, unless the order specifies the applicable “M” speci-  ((1) Over 8 in. [200 mm] in width and 9.392 Ib#f47.10

fication designation (SI units), the material shall be furnisheckg/m?] or heavier.

to inch-pound units. ((2) Over 48 in. [1200 mm] in width and 7.350 I7f{35.32
1.14 The text of this specification contains notes and/okg/n?] or heavier.

footnotes that provide explanatory material. Such notes and 3.1.1.3 Discussior—Steel products are available in various

footnotes, excluding those in tables and figures, do not contaithickness, width, and length combinations depending upon

any mandatory requirements. equipment and processing capabilities of various manufactur-
ers and processors. Historic limitations of a product based upon

2. Referenced Documents dimensions (thickness, width, and length) do not take into
2 1 ASTM Standards: account current production and processing capabilities. To

A 370 Test Methods and Definitions for Mechanical Testingqualify any product to a particular product specification re-
of Steel Producks quires all appropriate and necessary tests be performed and that

A 673/A 673M Specification for Sampling Procedure for the results meet the limits prescribed in that product specifi-
Impact Testing of Structural Stéel cation. If the necessary tests required by a product specification

A 700 Practices for Packaging, Marking, and LoadingcannOt be conducted, the product cannot be qualified to that

Methods for Steel Products for Domestc Shiprfent EeCe RO LS Beete ot e e oves. Permited
A 751 Test Methods, Practices, and Terminology for Y |

Chemical Analysis of Steel Produgts variations for other sizes are subject to agreement between the
2. customer and the manufacturer or processor, whichever is
A'8249 Specification for Plates, Alloy Steel, Structural Q“al'applicable.
ity . . — o 3.1.1.4 Slabs, sheet bars, and skelp, though frequently
E 29 Practice for Using Significant Digits in Test Data 10 t5)jing in the foregoing size ranges, are not classed as plates.
Determine Conformance with SpeCIflcatléns o 3.1.1.5 Coiled product is excluded from qualification to
E 112 Test Methods for Determining Average Grain Size jngividual material specifications governed by this specifica-
E 208 Test Method for Conducting Drop-Weight Test t0tjon until decoiled, leveled, cut to length, and, if required,
Determine Nil-Ductility Transition Temperature of Ferritic properly tested by the processor in accordance with ASTM

Steel$ specification requirements (see 5.4.2 and the individual mate-
2.2 American Welding Society Standards: rial specification).
A5.1 Mild Steel Covered Arc-Welding Electrodes 3.1.2 Shapes (Flanged Sections)
A5.5 Low-Alloy Steel Covered Arc-Welding Electrodes 3.1.2.1 structural-size shapesrolled flanged sections hav-
2.3 U.S. Military Standards: ing at least one dimension of the cross section 3 in. [75 mm] or

greater. Structural shape size groupings used for tensile prop-
erty classification are listed in Table A.

2 Annual Book of ASTM Standardgol 01.03.
4 Annual Book of ASTM Standardgol 01.04. —_—
5 Annual Book of ASTM Standardgol 01.05. 9 Available from the procuring activity or as directed by the contracting office or

¢ Annual Book of ASTM Standardgol 14.02. from the Standardization Documents Order Desk, Bldg. 4 Section D, 700 Robbins
7 Annual Book of ASTM Standardgol 03.01. Ave., Philadelphia, PA 19111-5094 Attn: NPODS.
8 Available from the American Welding Society, 550 N.W. LaJeune Rd., Miami,  ° Available from the Automotive Industry Action Gro 26200 Lahser Road

FL 33135. Suite 200, Southfield, MI 48034. LbOC uments
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3.1.2.6 “M” shapes—doubly-symmetric shapes that cannot

maximum dimension of the cross section less than 3 in. [7®e classified as “W,™ S,” or “HP” shapes.

mm].

3.1.2.7“C"” shapes—channels with inside flange surfaces

3.1.2.3“W” shapes—doubly-symmetric, wide-flange inat have a slope of approximately7:6%.

shapes with inside flange surfaces that are substantially paral-

lel.

3.1.2.4"“HP” shapes—are wide-flange shapes generally - )
used as bearing piles whose flanges and webs are of the same3-1.2.9 “L” shapes—shapes having equal-leg and unequal-

“C” shapes.

nominal thickness and whose depth and width are essentiallg angles.

the same.

3.1.2.5"“S” shapes—doubly-symmetric beam shapes with
inside flange surfaces that have a slope of approximatéely 16

%.

Note 1—SI designations, from Annex A2, are shown in brackets.Tees cut from W, M, and S shapes fall within the same group as the shape from which

they are cut.

TABLE A Shape Size Groupings for Tensile Property Classification

3.1.2.8“MC” shapes—channels that cannot be classified as

Shape Type Group 1 Group 2 Group 3 Group 4 Group 5
W Shapes W24 X 55 & 62 W40 X 149 to 249 incl W44 x 230 to 335 incl W40 X 362 to 593 incl W14 X 605 to 730 incl
[W610 x 82 & 92] [W1000 X 222 to 371 incl] |[W1100 X 343 to 499 incl] |[W1000 X 539 to 883 incl] [[W360 X 900 to 1086 incl]
W21 X 44 to 57 incl W36 X 135 to 210 incl W40 X 264 to 331 incl W36 X 328 to 798 incl
[W530 X 66 to 85 incl] [W920 X 201 to 313 incl] |[W1000 X 393 to 494 incl] |[W920 x 488 to 1188 incl]
W18 X 35 to 71 incl W33 X 118 to 169 incl W36 X 230 to 300 incl W33 X 318 to 387 incl
[W460 X 52 to 106 incl] [W840 X 176 to 251 incl] |[W920 X 342 to 446 incl] |[W840 X 473 to 576 incl]
W16 X 26 to 57 incl W30 X 90 to 211 incl W33 X 201 to 291 incl W30 X 292 to 391 incl
[W410 x 38.8 to 85 incl] [W760 X 134 to 314 incl] |[W840 X 299 to 433 incl] |[W760 X 434 to 582 incl]
W14 X 22 to 53 incl W27 X 84 to 178 incl W30 X 235 to 261 incl W27 X 281 to 539 incl
[W360 x 32.9 to 79 incl] [W690 X 125 to 265 incl] |[W760 X 350 to 389 incl] |[W690 X 419 to 802 incl]
W12 X 14 to 58 incl W24 X 68 to 162 incl W27 X 194 to 258 incl W24 X 250 to 370 incl
[W310 X 21.0 to 86 incl] [W610 X 101 to 241 incl] |[W690 X 289 to 384 incl] |[W610 X 372 to 551 incl]
W10 X 12 to 45 incl W21 X 62 to 147 incl W24 X 176 to 229 incl W18 X 211 to 311 incl
[W250 X 17.9 to 67 incl] [W530 X 92 to 219 incl] [W610 X 262 to 341 incl] |[W460 X 315 to 464 incl]
W8 X 10 to 48 incl W18 X 76 to 143 incl W21 X 166 to 201 incl W14 x 233 to 550 incl
[W200 x 15.0 to 71 incl] [W460 X 113 to 213 incl] |[W530 X 248 to 300 incl] |[W360 X 347 to 818 incl]
W6 X 8.5 to 25 incl W16 X 67 to 100 incl W18 X 158 to 192 incl W12 X 210 to 336 incl
[W150 X 13 to 37.1 incl] [W410 X 100 to 149 incl] |[W460 X 235 to 260 incl] |[W310 x 313 to 500 incl]
W5 X 16 & 19 W14 X 61 to 132 incl W14 X 145 to 211 incl
[W130 x 23.8& 28.1] [W360 X 91 to 196 incl] [W360 X 216 to 314 incl]
W4 X 13 W12 X 65 to 106 incl W12 X 120 to 190 incl
[W100 x 19.3] [W310 X 97 to 158 incl] [W310 X 179 to 283 incl]
W10 X 49 to 112 incl
[W250 X 73 to 167 incl]
W8 X 58 & 67
[W200 X 86 & 100]
M Shapes to 18.9 Ib/ft, incl
[to 28.1 kg/m, incl]
S Shapes to 35 Ib/ft, incl over 35 Ib/ft
[to 52 kg/m, incl] [over 52 kg/m]
HP Shapes to 102 Ib/ft, incl] over 102 Ib/ft
[to 152 kg/m, incl] [over 152 kg/m]
C Shapes to 20.7 Ib/ft, incl over 20.7 Ib/ft
[to 30.8 kg/m, incl] [over 30.8 kg/m]
MC Shapes to 28.5 Ib/ft, incl over 28.5 Ib/ft
[to 42.4 kg/m, incl] [over 42.4 kg/m]
L Shapes to ¥z in., incl over ¥ to ¥ in., incl over ¥ in.
[to 13 mm, incl] [over 13 to 19 mm, incl] [over 19 mm]

3.1.3 sheet piling—rolled steel sections that are capable ofand over [over 6 mm] in specified thickness, over 6 to 8 in.
being interlocked, forming a continuous wall when individual [150 to 200 mm] inclusive, in specified width.

pieces are driven side by side. _ 3.1.5 exclusive—when used in relation to ranges, as for
3.1.4 bars—rounds, squares, and hexagons, of all sizes; flatsynges of thickness in the tables of permissible variations in

*¥64in. (0.203 in.) and over [over S mm] in specified thickness, 4imensions, is intended to exclude only the greater value of the
not over 6 in. [150 mm] in specified width; and flats 0.230 in.
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range. Thus, a range from 60 to 72 in. [1500 to 1800 mm] 3.1.19fine grain practice—a steelmaking practice that is
exclusive includes 60 in. [1500 mm], but does not include 72intended to produce a killed steel that is capable of meeting the
in. [1800 mm]. requirements for fine austenitic grain size.

3.1.6 rimmed steelsteel containing sufficient oxygen to  3.1.19.1Discussior-It normally involves the addition of
give a continuous evolution of carbon monoxide during sol-one or more austenitic grain refining elements in amounts that
dification, resulting in a case or rim of metal virtually free of have been established by the steel producer as being sufficient.
voids. Austenitic grain refining elements include, but are not limited

3.1.7 semi-killed steekincompletely deoxidized steel con- to, aluminum, columbium, titanium, and vanadium.
taining sufficient oxygen to form enough carbon monoxide
during solidification to offset solidification shrinkage. o . . .

3.1.8 capped steekrimmed steel in which the rimming 4.1_Infqrmat|on items to be considered, if appropriate, for
action is limited by an early capping operation. Capping isinclusion in purchase orders are as follows:
carried out mechanically by using a heavy metal cap on a 4.1.1 ASTM specification designation (see 1.1) and year of
bottle-top mold or chemically by an addition of aluminum or ISSU€, .
ferrosilicon to the top of the molten steel in an open-top mold. 4.1.2 Name of material (plates, shapes, bars, or sheet

3.1.9 killed stee—steel deoxidized, either by addition of Piling), o , _ ,
strong deoxidizing agents or by vacuum treatment, to reduce 4.1.3 Shape designation, or size and thickness or diameter,

the oxygen content to such a level that no reaction occurs 4-1-4 Grade, class, and type designation, if applicable,
between carbon and oxygen during solidification. 4.1.5 Condition (see Section 6), if other than as-rolled,

3.1.10 groupings for tensile property classificatierin 4.1.6 Quantri]ty (weight [mass] or number of pieces),
some of the material specifications, the tensile property re- 4.1.7 Lenlgt N ¢ aith | f i
quirements vary for different sizes of shapes due to mass effe%‘l'l'8 Exclusion of either structural product from coil or

4. Ordering Information

etc. For the convenience of those using the specifications, tHiSCrete cut lengths of flat product (see 5.3 and Appendix X1),

various sizes of shapes have been divided into groups based BrfPPlicable, . .
section thickness at the standard tension test location (webs of4-1.9 Heat treatment requirements (;ee_6.2 and 6.3), if any,
beams, channels, and zees; legs of angles; and stems of tees)‘.“l'10 Testing for fine austenitic grain size (sge 8.3.2),
The material specifications designate shape sizes by reference‘l';'ll Mec_:hanlcal property test report requirements (see
to the group designations. The groupings are shown in Table A€ction 14), if any, _ _ . .
3.1.11 mill edge—the normal edge produced by rolling 4.1.12 Spemal packagmg,.marklngl, and loading for ship-
between horizontal finishing rolls. A mill edge does not Ment requirements (see Section 19), if any, . .
conform to any definite contour. Mill edge plates have two mill 4'.1.'13 Supplgmentary requirements, if any, including any
edges and two trimmed edges. ad_dltlonal requirements called for in the supplementary re-
3.1.12 universal mill edge-the normal edge produced by qu:lrirqing' d if th d i .
rolling between horizontal and vertical finishing rolls. Univer- (seen18 Lisel’lls 4e;2b?ée2; rg ?:u;gu;i-;geZI nlg .Ir_zg:gr;
sal mill plates, sometimes designated UM Plates, have tW%r Table Al 24')’ T T
unéviriglswggfe%gzz an?héwﬁotrllgnsg ngr?d' ced by shear 4.1.15 Sp'ecial requirements (see 1.10), if any, and
ing.. éheared edge pglj:t-es are trimmeg or? all gdges.y 4.1.16 Repair welding requirements (see 9.5), if any.

3.1.14 gas cut edge-the edge produced by gas flame 5. Materials and Manufacture

cutting. 5.1 The steel shall be made in an open-hearth, basic-oxygen,
3.1.15 special cut edge-usually the edge produced by gas or electric-arc furnace, possibly followed by addition! refining
flame cutting involving special practices such as pre-heating gf, a |adle metallurgy furnace (LMF), or secondary melting by
post-heating, or both, in order to minimize stresses, avoi§acuum-arc remelting (VAR) or electroslag remelting (ESR).
thermal cracking and reduce the hardness of the gas cut edge5 2 The steel shall be strand cast or cast in stationary molds.
In special instances, special cut edge is used to designate ans 2 1 Strand Cast
edge produced by machining. 5.2.1.1 When heats of the same nominal chemical compo-
3.1.16 sketch—when used to describe a form of plate, sition are consecutively strand cast at one time, the heat
denotes a plate other than rectangular, circular, or semhumber assigned to the cast product need not be changed until
circular. Sketch plates may be furnished to a radius or with fougll of the steel in the cast product is from the following heat.
or more straight sides. 5.2.1.2 When two consecutively strand cast heats have
3.1.17 normalizing—a heat treating process in which a steel different nominal chemical composition ranges, the manufac-
plate is reheated to a uniform temperature above the uppeurer shall remove the transition material by an established
critical temperature and then cooled in air to below theprocedure that positively separates the grades.
transformation range. 5.3 Structural products are produced in either discrete cut
3.1.18 plate-as-rolled—when used in relation to the loca- lengths of flat product or from coils.
tion and number of tests, the term refers to the unit plate rolled 5.3.1 Structural products produced from coil means struc-
from a slab or directly from an ingot. It does not refer to thetural products that have been cut to individual lengths from a
condition of the plate. coiled product and are furnished without Docuaments
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the purposes of this paragraph, stress relieving is not considreated shall be tempered subsequently in the range from 1100
ered to be a heat treatment. to 1300°F [595 to 705°C].
5.3.2 Structural products that are heat treated (except stress
relieving) after decoiling shall be considered to be discrete cut. Chemical Analysis
lengths of flat product. . 7.1 Heat Analysis
5.4 When structural products are produced from coils: 7.1.1 Sampling for chemical analysis and methods of analy-
5.4.1 The manufacturer directly controls one or more of thegjs gha| be in accordance with Test Methods, Practices, and
operations (that is, melting, rolling, coiling, etc.), that affect theTerminoIgy A 751.
chemical composition or the mechanical properties, or both, of 7 1 5 For each heat, the heat analysis shall include determi-

the mgterlr?l. decoils. | | h nation of the content of carbon, manganese, phosphorus, sulfur,
53 Tfe procesdsor _?CO' s, forms, cuts to length, andjjicon nickel, chromium, molybdenum, copper, vanadium,
marks; performs and certifies tests, examinations, repairs, angh mnium: any other element that is specified or restricted by

inspection; and except as allowed by Section 6, performg,e 5ojicable product specification for the applicable grade,
operations not intended to affect the properties of the materia lass, and type; and any austenitic grain refining element

Specific sections of this specification for which the processor i§ 1, 1se content is to be used in place of austenitic grain size
responsible are 9, 10, 11, 18, 12, 15, 13, 14, and 19. gesting of the heat (see 8.3.2).
0

5.4.3 When part of a heat is rolled into _discret_e lengths 7.1.3 Except as allowed by 7.1.4 for primary heats, heat
flat ﬁrOdl:Ct antdbthf btalgnce of tthle heat into coiled prOdUCtamalyses shall conform to the heat analysis requirements of the
each part must be tested separately. applicable product specification for the applicable grade, class,

5.4.4 Structural products produced from coils shall not, g type.

contain splice welds, unless previously approved by the pur-"7 44 \yhere vacuum-arc remelting or electroslag remelting
chaser. is used, a remelted heat is defined as all ingots remelted from
a single primary heat. If the heat analysis of the primary heat
6. Heat Treatment conforms to the heat analysis requirements of the applicable
6.1 When material is required to be heat treated, such hegkoduct specification for the applicable grade, class, and type,
treatment shall be performed by the manufacturer, the proceshe heat analysis for the remelted heat shall be determined from
sor, or the fabricator, unless otherwise specified in the materiajne test sample taken from one remelted ingot, or the product
specification. of one remelted ingot, from the primary heat. If the heat

Note 2—When no heat treatment is required, the manufacturer o,analys!s of th_e primary heat doe_s not conform to th? h?at
processor has the option of heat treating the products by normalizing@nalysis requirements of the applicable product specification
stress relieving, or normalizing then stress relieving to meet the materidior the applicable grade, type, and class, the heat analysis for
specification. the remelted heat shall be determined from one test sample

6.2 When heat treatment is to be performed by other thaFf"lken fro_m each remelte(_j ingot, or the product of each
the material manufacturer, the order shall so state. remelted ingot, from t_he primary heat.

6.2.1 When heat treatment is to be performed by other thap /-2 Product Analysis-For each heat, the purchaser shall
the material manufacturer, the structural products shall b ave the option of analyzing representative Samp"?s taken frqm
accepted on the basis of tests made on specimens taken frdf finished structural product. Sampling for chemical analysis
full thickness coupons heat treated in accordance with thgnd methods O.f analysis shall'be in accordance with Test
requirements specified in the material specification or on th&€thods, Practices, and Terminology A751. The product
order. If the heat-treatment temperatures are not specified, tf12lyses so determined shall conform to the heat analysis
manufacturer or processor shall heat treat the coupons undigduirements of the applicable product specification for the

conditions he considers appropriate. The purchaser shall &oplic_able.grade, class, ar!d type, .subject to the permitt_ed
informed of the procedure followed in heat treating theariations in product analysis given in Table B. If a range is
specimens. specified, the determinations of any element in a heat shall not

6.3 When heat treatment is to be performed by the manuw/@"y both above and below the specified range. Rimmed or
ped steel is characterized by a lack of homogeneity in its

facturer or the processor, the material shall be heat treated 58p > iall he ol b hosph
specified in the material specification, or as specified in th&CMPOsition, especially for the elements carbon, phosphorus,

purchase order, provided that the heat treatment specified d sulfur. Therefore, the limitations for these elements shall
the purchaser is not in conflict with the requirements of the™°t be applicable unless misapplication is clearly indicated.
material specification. 7.3 Referee AnalysisFor referee purposes, Test Methods,

6.4 When normalizing is to be performed by the fabricator,”ractices, and Terminology A 751 shall be used.

the material shall be either normalized or heated uniformly for /-4 Grade Substitutior-Alloy steel grades that meet the
hot forming, provided that the temperature to which thechemical requirements of Table 1 of Specification A 829 shall

structural products are heated for hot forming does not signifil©t be substituted for carbon steel grades.
cantly exceed the normalizing temperature. )
6.5 The use of cooling rates that are faster than thos8 Metallurgical Structure
obtained by cooling in air to improve the toughness shall be 8.1 Where austenitic grain size testing is required, such
subject to approval by the purchaser, and structural products gesting shall be in accordance with Test csiments:
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least 70 % of the grains in the area examined shall meet the 8.3.2.4 Contents for the combination of two or more auste-

specified grain size requirement. nitic grain refining elements that exceed the applicable mini-
8.2 Coarse Austenitic Grain SizeWhere coarse austenitic mum values agreed to by the purchaser as being sufficient for

grain size is specified, one austenitic grain size test per heaustenitic grain size testing to be waived.

shall be made and the austenitic grain size number so deter-

mined shall be in the range of 1 to 5, inclusive. 9. Quality
8.3 Fine Austenitic Grain Size 9.1 Generat—The material shall be free of injurious defects
8.3.1 Where fine austenitic grain size is specified, except agnd shall have a workmanlike finish.

allowed in 8.3.2, one austenitic grain size test per heat shall be

made and the austenitic grain size number so determined shallNote 4—Unless otherwise specified, structural quality steels are nor-
be 5 or higher mally furnished in the as-rolled condition and subjected to visual

inspection by the manufacturer. Non-injurious surface or internal imper-
Note 3—Such austenitic grain size numbers may be achieved witifectionsor bothmay be present in the steel as delivered and may require
lower contents of austenitic grain refining elemenst than 8.3.2 requires fatonditioning by thepurchaserto improve the appearance of the steel or in

austenitic grain size testing to be waived. preparation for welding, coating, or other further processing.
More restrictive requirements may be specified by invoking supple-

~ 8.3.2 Unless testing for fine austenitic grain size is specifieg,qniary requirements or by agreement between purchaser and supplier.
in the purchase order, an austenitic grain size test need not bévaerials that exhibit injurious defects during subsequent fabrication
made for any heat that has, by heat analysis, one or more of thae deemed not to comply with the specification. (See 17.2.) Fabricators
following: should be aware that cracks may initiate upon bending a sheared or burned

8.3.2.1 A total aluminum content of 0.020% or more. edge during the fabrication process. This is not considered to be a fault of

8.3.2.2 An acid soluble aluminum content of 0.015% ortzhoizteel but is rather a function of the induced cold-work or heat-affected
more. . . _ The conditioning requirements in 9.2, 9.3, and 9.4 limit the condition-

8323 A Conten_t TOI’ an austenitic grain refining E|ementing allowed to be performed by the manufacturer. Conditioning of
that exceeds the minimum value agreed to by the purchaser ggperfections beyond the limits of 9.2, 9.3, and 9.4 may be performed by
being sufficient for austenitic grain size testing to be waived, olparties other than the manufacturer at the discretion optirehaser.
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TABLE B Permitted Variations in Product Analysis

Index to Tables of Permitted Variations

Table
Permitted Varia- Dimension Inch-Pound o\
Upper Limit, or tions, % Units
Element Maximum Specified Under Over Camber
Value, % Minimum  Maximum Plates, Carbon Steel; Sheared and Gas-Cut 12 AL.12
Limit Limit Plates, Carbon Steel; Universal Mill 11 Al.11l
- Plates, Other than Carbon Steel; Sheared, 11 Al.11
Carbon to 0'1051'2°t' 0.40 incl 8'82 g'gi Gas-Cut and Universal Mill
over 040 t° 075 !“CI 008 0.05 Shapes, Rolled; S, M, C, MC, and L 21 Al21
over 075 0 9.751nc 004 0.08 Shapes, Rolled; W and HP 24 Al.24
over 0. : : Shapes, Split; Land T 25 A1.25
. C Secti f Sh d B
Manganese” to 0.60 incl 0.05 0.06 r,2|sasts ection o apes and Bars 26 A1.26
over 0.60 to 0.90 incl 0.06 0.08 Hexagons 28 A1I28
over 0.90 to 1.20 incl 0.08 0.10 Roao Squares i AL o7
over 1;2 IO izg !nc: 888 812 Shapes, Rolled; L, Bulb Angles, and Z 17 Al.17
over .55 10 1.55 Inc : : Shapes, Rolled; W, HP, S, M, C, and MC 16 A1.16
over 1.65 to 1.95 incl 0.11 0.14 Shapes, Rolled: T 18 A1.18
over 1.95 0.12 0.16 Shapes, Split; L and T 25 AL.25
. Di t
Phosphorus to 0.04 incl 0.010 |irlr;ttaezr Sheared 6 ALG
) e , .
over 0.04 t0 0.15 incl Plates, Other than Alloy Steel, Gas-Cut 7 Al7
Sulfur to 0.06 incl 0.010 Ef:izsA”Oy Steel, Gas-Cut ;3 ﬁi;g
B B -
over 0.06 End Out-of-Square
silicon to 0.30 incl 0.02 0.03 22:{‘322 \?vther than W ;g ﬁigg
over 0.30 {0 0.40 !ncl 0.05 0.05 Shapes, Milled, Other than W 23 Al.23
over 0.40 to 2.20 incl 0.06 0.06 Flatness
. . Plates, Carbon Steel 13 Al1.13
Nickel :)Ov:r.olo(;gctlo 200 incl ggg ggg Plates, Other than Carbon Steel 14 Al.14
over 2'00 io 3'75 incl 0'07 0'07 Plates, Restrictive—Carbon Steel S27.1 S27.2
: . ! : Plates, Restrictive—Other than Carbon Steel S27.3 S27.4
over 3.75 to 5.30 incl 0.08 0.08 Length
over 5.30 0.10 0.10 Bgrs 20 AL30
. . Bars, Recut 31 Al1.31
Chromium Lovgr.googlgctlo 2.00 incl ggg ggg Plates, Sheared and Universal Mill 3 Al.3
over 2'00 to 4'00 incl 0'10 0'10 Plates, Other than Alloy Steel, Gas-Cut 9 A1.9
: : ! ! Plates, Alloy Steel, Gas-Cut 8 Al.8
. Plates, Mill Edge 4 Al.4
Molybdenum govgr'zoozlgctlo 0.40 incl 88:1; 88:1; Shapes, Rolled; Other than W 19 A1.19
over 0'40 io 1'15 incl 0'04 0'04 Shapes, Rolled; W and HP 22 Al.22
’ ' ' ' Shapes, Split; Land T 25 Al.25
Copper 0.20 minimum only 0.02 Strsahar?ti:s’gm"ecj 23 AL.23
to 1.00 incl 0.03 0.03 B'g - AL20
over 1.00 to 2.00 incl 0.05 0.05 Sﬁ;spes other than W o1 A1
Titanium 0 0.10 incl 001° 001 S""Sehe;pes W and Hp o AL2d
Vanadium to 0.10 incl 0.01¢ 0.01 Th'chI;?Sess 26 AL26
over 0.10 to 0.25 incl 0.02 0.02 . ’
over 0.25 0.02 0.03 Plgtes, Ordered to Thickness 1 Al.l
minimum only specified 0.01 W?D\f;gzs 15 AL15
B B Weight [Mass]
Boron any Plates, Ordered to Weight [Mass] 2 Al.2
Columbium to 0.10 incl 0.01¢ 0.01 W"l:jlt:ts 26 AL26
Zirconium 0 0.15 incl 0.03 0.03 E:Z:gz ﬁ:ﬁiﬁ‘; il g 2‘1'2
. ) Plates, Other than Alloy Steel, Gas-Cut 9 Al.9
Nitrogen to 0.030 incl 0.005 0.005 Plates. Alloy Steel G;S’_Cut 8 AlLs
APermitted variations in manganese content for bars and bar size shapes shall Plates, Mill Edge 4 Al.4
be: to 0.90 incl +0.03; over 0.90 to 2.20 incl* 0.06.
Bproduct analysis not applicable.
€0.005, if the minimum of the range is 0.01 %.
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9.2 Plate Conditioning the thickness of the material at the base of the depressién or
9.2.1 The grinding of plates by the manufacturer or procesin. [12.5 mm], whichever is the lesser.
sor to remove imperfections on the top or bottom surface shall 9.3.2.4 The deposition of weld metal (see 9.5) and grinding
be subject to the limitations that the area ground is well fairedo correct or build up the interlock of any sheet piling section
without abrupt changes in contour and the grinding does noat any location shall be subject to the limitation that the total
reduce the thickness of the plate iy (more than 7 % under surface area of the weld not exceed 2 % of the total surface
the nominal thickness for plates ordered to weight per squararea of the piece.

foot or mass per square metre, but in no case more%ham 9.4 Bar Conditioning
[8 mm]; or (2) below the permissible minimum thickness for 9.4.1 The conditioning of bars by the manufacturer or
plates ordered to thickness in inches or millimetres. processor to remove imperfections by grinding, chipping, or

9.2.2 The deposition of weld metal (see 9.5) following thesome other means shall be subject to the limitations that the
removal of imperfections on the top or bottom surface of plategonditioned area is well faired and the affected sectional area is
by chipping, grinding, or arc-air gouging shall be subject to thenot reduced by more than the applicable permitted variations
following limiting conditions: (see Section 12).

9.2.2.1 The chipped, ground, or gouged area shall not 9-4.2 The deposition of weld metal (see 9.5) following
exceed 2 % of the area of the surface being conditioned. chipping or grinding to remove imperfections that are greater

9.2.2.2 After removal of any imperfections preparatory toin depth than the limits listed in 9.4.1 shall be subject to the
welding, the thickness of the plate at any location shall not béolslaozv;ngi c%?dltlonls: f the chioped d surf ¢
reduced by more than 30 % of the nominal thickness of the = e tota arﬁja_\ 0 the IT 'pped or grglﬂ; fsuk: ace Ol
plate. (Specification A 131/A 131M restricts the reduction in@"Y P'€CE, prior to welding, shall not excee o of the tota
thickness to 20 % maximum.) surface area of the piece.

9.2.3 The deposition of weld metal (see 9.5) following the 9.4.2.2 The reduction of sectional .dlm'ensu.an of a round,
o ) ) square, or hexagon bar, or the reduction in thickness of a flat
removal of injurious imperfections on the edges of plates b

rindina. chioping. or arc-air douding by the manufacturer 0?’bar, resulting from removal of an imperfection, prior to
grocesgér sﬁgll gb,e subject %o tgheglini/itation that, prior towelding, shall not exceed 5 % of the nominal dimension or
P ) » P thickness at the location of the imperfection.

welding, the depth of the depression, measured from the plate 9.4.2.3 For the edges of flat bars, the depth of the condi-

F2d5gemlr?]\]lviﬁ’iéig\%mgﬁéh%g;g? thickness of the plate or 1 Irlioning depression prior to welding shall be measured from the
’ . : . edge inward and shall be limited to a maximum depth equal to
9.3 Structural Size Shapes, Bar Size Shapes, and Shegfe ihickness of the flat bar 6 in. [12.5 mm], whichever is
Piling Conditioning less.
9.3.1 The grinding, or chipping and grinding, of structural g g Repair by Welding
size shapes, bar size shapes, and sheet piling by the manufacy 5 1 General Requirements
turer or processor to remove imperfections shall be subject to

the limitations that the area ground is W(_ell faired WlthoutW lding procedure specification (WPS) using shielded metal
abrupt changes in contour and the depress_lon does not exteq welding (SMAW), gas metal arc welding (GMAW), flux
below the rolled surface by more thaty ¢/s2 n. [1 mm], for  ored arc welding (FCAW), or submerged arc welding (SAW)
maten?I less tha'?/g in. [10 _mm] n thlckness,Z)l J/lla In. [2. processes. Shielding gases used shall be of welding quality.
tmhgll,nezg'rgfgrﬂ;l/a ;/8 go 2 m.f [10 t,? 50| mm]Z'F‘C u536ve n 9.5.1.2 Electrodes and electrode-flux combinations shall be
o ’ 8in. [3 mmY, for material over 2 in. [50 mm] in accordance with the requirements of AWS Specification
in thickness. N _ A5.1, A5.5, A5.17, A5.18, A5.20, A5.23, A5.28, or A5.29,
9.3.2 The deposition of weld metal (see 9.5) following whichever is applicable. For SMAW, low hydrogen electrodes
removal of imperfections that are greater in depth than thgnha|l be used.
limits listed in 9.3.1 shall be subject to the following limiting g 5 1 3 Electrodes and electrode-flux combinations shall be
conditions: selected so that the tensile strength of the deposited weld metal
9.3.2.1 The total area of the chipped or ground surface ofafter any required heat treatment) is consistent with the tensile
any piece prior to welding shall not exceed 2 % of the totalstrength specified for the base metal being repaired.
surface area of that piece. 9.5.1.4 Welding electrodes and flux materials shall be dry
9.3.2.2 The reduction of thickness of the material resultingand protected from moisture during storage and use.
from removal of imperfections prior to welding shall not 9.5.1.5 Prior to repair welding, the surface to be welded
exceed 30 % of the nominal thickness at the location of thghall be inspected to verify that the imperfections intended to
imperfection, nor shall the depth of depression prior to weldingbe removed have been removed completely. Surfaces to be
exceed ¥ in. [32 mm] in any case except as noted in 9.3.2.3.welded and surfaces adjacent to the weld shall be dry and free
9.3.2.3 The deposition of weld metal (see 9.5) followingof scale, slag, rust, moisture, grease, and other foreign material
grinding, chipping, or arc-air gouging of the toes of angles,that would prevent proper welding.
beams, channels, and zees and the stems and toes of tees sha#l.5.1.6 Welders and welding operators shall be qualified in
be subject to the limitation that, prior to welding, the depth ofaccordance with the requirements of ANSI/AWS D1.1 or
the depression, measured from the toe inward, is not more thahSME Section IX, except that any compleBﬁﬁItﬂ’ﬂl&M‘hS

9.5.1.1 Repair by welding shall be in accordance with a
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groove weld qualification also qualifies the welder or welding 9.5.3 Repair Quality—The welds and adjacent heat-affected
operator to do repair welding. zone shall be sound and free of cracks, the weld metal being
9.5.1.7 Repair welding of materials shall be in accordancéghoroughly fused to all surfaces and edges without undercutting
with a welding procedure specification (WPS) that is inor overlap. Any visible cracks, porosity, lack of fusion, or
accordance with the requirements of ANSI/AWS D1.1 orundercut in any layer shall be removed prior to deposition of
ASME Section IX, with the following exceptions or clarifica- the succeeding layer. Weld metal shall project at [&asin. (2

tions: mm) above the rolled surface after welding, and the projecting
((@) The WPS shall be qualified by testing a complete jointmetal shall be removed by chipping or grinding, or both, to

penetration groove weld or a surface groove weld. make it flush with the rolled surface, and to produce a
((b) The geometry of the surface groove weld need not bavorkmanlike finish. _

described in other than a general way. 9.5.4 Inspection of RepaiThe manufacturer or processor
((c) An ANSI/AWS D1.1 prequalified complete joint pen- shall maintain an inspection program to inspect the work to see

etration groove weld WPS is acceptable. that:

((d) Any material not listed in the prequalified base 9-5-4.1 Imperfections have been completely removed.
metal-filler metal combinations of ANSI/AWS D1.1 also is 9-5-4-2 The limitations specified above have not been ex-
considered to be prequalified if its chemical composition andeeded. . _
mechanical properties are comparable to those for one of the 9.5.4.3 Established welding procedures have been followed,
prequalified base metals listed in ANSI/AWS D1.1. and o _ _

((e) Any material not listed in ASME Section IX also is 9.5.4.4 Any weld deposit is of acceptable quality as defined
considered to be a material with an S-number in ASME Sectiof?OVe:-

IX if its chemical composition and its mechanical properties|g Test Methods
are comparable to those for one of the materials listed in ASME

Section IX with an S-number. 10.1 All tests shall be conducted in accordance with Test

glethods and Definitions A 370.

9.5.1.8 When so specified in the purchase order, the WP . . .
) o o 5 . , 10.2 Yield strength shall be determined either by the 0.2 %
shall include qualification by Charpy V-notch testing, with theoffset method or by the 0.5 % extension under load method,

test locations, test conditions, and the acceptance criterllf]lnIess otherwise stated in the material specification
meeting the requirements specified for repair welding in the 10.3 Rounding ProceduresFor purposes of deter.mining
pugc: isg %ier. ified in th h der th ldi conformance with the specification, a calculated value shall be
) .d. er!fso ?_peu\}\(lepén he ﬁubrc asbe ort ter, ewe I'Q unded to the nearest 1 ksi [5 MPa] tensile and yield strength,
procedure specification ( ) shall be subject to approva ¥nd to the nearest unit in the right-hand place of figures used in

the purchaser prior to repair welding. . o .
. o - . expressing the limiting value for other values in accordance
9.5.2 Steels with Specified Minimum Tensile Strength of 109\,“?1 the rc?unding met%od given in Practice E 29.

ksi [690 M_Pa}] and Hig_her—Repair welding .Of steels with 10.4 For full-section test specimens of angles, the cross-
Spec'f'?d m|n|mumtens'|le strength of 100 !(S' [690 MPa] Sha"sectional area used for calculating the yield and tensile
be subject to the following additional requirements: strengths shall be a theoretical area calculated on the basis of

9.5.2.1 When so specified in the purchase order, priof,q weight of the test specimen (see 12.1).
approval for repair by welding shall be obtained from the

purchaser. 11. Tension Tests

9.5.2.2 The surface to be welded shall be inspected using a11.1 Condition—Test Specimens for non-heat-treated mate-
magnetic particle method or a liquid penetrant method to verifitia| shall be prepared for testing from the material in its
that the imperfections intended to be removed have beegelivered condition. Test specimens for heat-treated material
completely removed. When magnetic particle inspection ishall be prepared for testing from the material in its delivered
employed, the surface shall be inspected both parallel angondition or from a separate piece of full thickness or full
perpendicular to the length of the area to be repaired. section from the same heat similarly heat treated.

9.5.2.3 When weld repairs are to be post-weld heat-treated, 11.1.1 When the plate is heat treated with a cooling rate
special care shall be exercised in the selection of electrodes faster than still-air cooling from the austenitizing temperature,
avoid those compositions that embrittle as a result of such heahe of the following shall apply in addition to other require-
treatment. ments specified herein:

9.5.2.4 Repairs on material that subsequently is heat-treated11.1.1.1 The gage length of the tension test specimen shall
at the mill shall be inspected after heat treatment; repairs obe taken at leastTlfrom any as-heat treated edge whéres
material that subsequently is not heat-treated at the mill shathe thickness of the plate and shall be at Iéash. [12.5 mm]
be inspected no sooner than 48 h after welding. Such inspeé-om flame cut or heat-affected-zone surfaces.
tion shall use a magnetic particle method or a liquid penetrant 11.1.1.2 A steel thermal buffer padT by 1T by at least 3,
method; when magnetic particle inspection is involved, suclshall be joined to the plate edge by a partial penetration weld
inspection shall be both parallel to and perpendicular to theompletely sealing the buffered edge prior to heat treatment.

length of the repair. 11.1.1.3 Thermal insulation or other thermal barriers shall
9.5.2.5 The location of the weld repairs shall be marked orbe used during the heat treatment adjacent to the plate edge
the finished piece. where specimens are to be removed. It ENQIQEHIN@RES-d
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that the cooling rate of the tension test specimen is no faster 11.4.2 Structural Products Produced from Cails
than, and not substantially slower than, that attained by the 11.4.2.1 For structural products produced from coils, the
method described in 11.1.1.2. minimum number of coils to be tested for each heat and
11.1.1.4 When test coupons cut from the plate but heagtrength gradation, where applicable, shall be as given in Table
treated separately are used, the coupon dimensions shall be mMdtexcept that it shall be permissible for any individual coil to
less than B by 3T by T and each tension specimen cut from it represent multiple strength gradations.
shall meet the requirements of 11.1.1.1. 11.4.2.2 Except as required by 11.4.2.3, two tension test
11.1.1.5 The heat treatment of test specimens separately §pecimens shall be taken from each coil tested, with the first
the device shall be subject to the limitations thBt ¢ooling  being taken immediately prior to the first structural product to
rate data for the plate are availabl@) Cooling rate control pe qualified, and the second being taken from the approximate
devices for the test specimens are available; agj,tite  center lap.
method has received prior approval by the purchaser. 11.4.2.3 If, during decoiling, the amount of material de-
11.2 Orientation—For plates wider than 24 in. [60_0 mm]_, coiled is less than that required to reach the approximate center
test specimens shall be taken such that the longitudinal axis ¢4 the second test for the qualification of the decoiled portion
the specimen is transverse to the final direction of rolling of theyf sych a coil shall be taken from a location adjacent to the end
plate. Test specimens for all other products shall be taken SuGl the innermost portion decoiled. For qualification of succes-
that the longitudinal axis of the specimen is parallel to the finakjye portions from such a coil, an additional test shall be taken

direction of rolling. adjacent to the innermost portion decoiled, until a test is
11.3 Location _ obtained from the approximate center lap.
11.3.1 Plates—Test specimens shall be taken from a corner 14 g Preparation

of the plate.

. . 11.5.1 PI
11.3.2 W, HP, S, and M Shapes with Flanges 6 in. [150 mm] 11 :Z 11 e'llfgision test specimens for platesn. [20 mm]
or Wider—Test specimens shall be selected from a point in th%md Llﬁdér in thickness shgll be the full tﬁicknes.s of the plates
flange?s of the way from the flange centerline to the flange toe. . . pates.
: . The test specimens shall conform to the requirements of Fig. 3
11.3.3 Shapes Other Than Those in 11-3:Pest specimens of Test Methods and Definitions A 370 for eithe#sl-in
shall be selected from the webs of beams, channels, and Zei#t')—mm] wide specimen or the -in. [12.5-mm] widezs ec;i—
from the stems of rolled tees; and from the legs of angles an P ' ' P

bulb angles, except where full-section test specimens for" . . . .
11.5.1.2 For plates up to 4 in. [100 mm], inclusive, in

angles are used and the elongation acceptance criteria ar s : .
inc?eased accordingly. (See 11.3_2) P trﬁckness, the use of%2 -in. [40-mm] wide specimens, full

11.3.4 Bars thickness of the material and conforming to the requirements of

11.3.4.1 Test specimens for bars to be used for pins ang9: 3 Of_ Tgst_Methods and Definition_sA370, s_hall be su_bjeqt
rollers shall be taken so that the axis is: midway between thif the limitation that adequate testing machine capacity is
center and the surface for pins and rollers less than 3 in. [78vailable. _ o
mm] in diameter: 1 in. [25 mm] from the surface for pins and 11.5.1.3 For plates ovéf in. [20 mm] in thickness, except
rollers 3 in. [75 mm] and over in diameter; or as specified in@S permltteq in 11.5.1.2, tension test specimens shall conform
Annex Al of Test Methods and Definitions A 370 if the O the requirements as shown in Fig. 4 of Test Methods and
applicable foregoing requirement is not practicable. Definitions A 370, for the 0.50(_)—|n. [12.5-mm] diameter speci-

11.3.4.2 Test specimens for bars other than those to be us&€n- The axis of such specimens shall be located midway
for pins and rollers shall be taken as specified in Annex Al ofetween the center of thickness and the top or bottom surface
Test Methods and Definitions A 370. of the plate.

11.4 Test Frequency 11.5.2 Shapes

11.4.1 Structural Products Produced in Discrete Cut 11.5.2.1 Except when angles are tested in full section,
Lengths—For structural products produced in discrete cuttension test specimens for shagesin. [20 mm] and under in
lengths, the minimum number of pieces or plates-as-rolled tghickness shall be the full thickness of the material. The test
be tested for each heat and strength gradation, where app#pecimen shall conform to the requirements of Fig. 3 of Test
cable, shall be as follows, except that it shall be permissible foMethods and Definitions A 370 for either thézl-in. [40-mm]
any individual test to represent multiple strength gradations: wide specimen or théz -in. [12.5-mm] wide specimen.

11.4.1.1 As given in Table C, or 11.5.2.2 For shapes up to 4 in. [100 mm], inclusive, in

11.4.1.2 One taken from the minimum thickness in the heathickness, the use of/2 -in. [40-mm)] wide test specimens, full
and one taken from the maximum thickness in the heat, wherdickness of the material and conforming to the requirements of
thickness means the specified thickness, diameter, or compkgig. 3 of Test Methods and Definitions A 370, shall be subject
rable dimension, whichever is appropriate for the specifido the limitation that adequate testing machine capacity is
structural product rolled. available.
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TABLE C Structural Products Produced in Discrete Cut Lengths—Minimum Number of Tension Tests Required

Thickness* Difference

Thickness” Range Between Pieces or Minimum Number of Tension
Rolled for the Heat Plates-as-rolled in the Tests Required
Thickness” Range
Under % in. [10 mm] Y16 in. [2 mm] or Two® tests per heat, taken from different pieces
less or plates-as-rolled having any thickness” in the
thickness” range

More than %1s in. Two® tests per heat, one taken from the
[2 mm] minimum thickness” in the thickness” range and

one taken from the maximum thickness” in the
thickness” range

¥s to 2 in. [10 to 50 mm], incl Less than ¥s in. Two® tests per heat, taken from different pieces
[10 mm] or plates-as-rolled having any thickness” in the
thickness” range
Ys in. [10 mm] Two® tests per heat, one taken from the
or more minimum thickness” in the thickness” range and

one taken from the maximum thickness” in the
thickness” range

Over 2 in. [50 mm] Less than 1 in. Two® tests per heat, taken from different pieces
[25 mm] or plates-as-rolled having any thickness” in the
thickness” range
1in. [25 mm] Two? tests per heat, one taken from the
or more minimum thickness” in the thickness” range and

one taken from the maximum thickness” in the
thickness” range

AThickness means the specified thickness, diameter, or comparable dimension, whichever is appropriate for the specific structural product rolled.
BOne test, if only one piece or plate-as-rolled is to be qualified.

TABLE D Structural Products Produced from Coils—Minimum Number of Coils Required to be Tension Tested

Note—See 11.4.2.2 and 11.4.2.3 for the number of tests to be taken per coil.

Thickness” Difference Between Coils in the Heat Minimum Number of Coils Required to Be Tension Tested
Less than Y16 in. [2 mm] Two? coils per heat, at any thickness” in the heat
Y16 in. [2 mm] or more Two? coils per heat, one at the minimum thickness”
in the heat and one at the maximum thickness* in
the heat

AThickness means the specified thickness, diameter, or comparable dimension, whichever is appropriate for the specific structural product rolled.
BOne coll, if the product of only one coil is to be qualified.

11.5.2.3 For shapes ov& in. [20 mm] in thickness, except ~ 11.5.3.4 For bars other than those to be used for pins and
as permitted in 11.5.2.2, tension test specimens shall conformollers, the manufacturer or processor shall have the option of
to the requirements as shown in Fig. 4 of Test Methods andsing test specimens that are machined to a thickness or
Definitions A 370, for the 0.500-in. [12.5-mm] diameter diameter of at leasts in. [20 mm] for a length of at least 9 in.
specimens. The axis of such specimens shall be locatg@30 mm].
midway between the center of thickness and the top or bottom 11.5.3.5 Test specimens for bars to be used for pins and
surface of the material. rollers shall conform to the requirements of Fig. 4 of Test
11.5.3 Bars Methods and Definitions A 370 for the 0.500—in. [12.5—mm]
11.5.3.1 Except as otherwise provided below, test specidiameter specimen.
mens for bars shall be in accordance with Annex Al of Test 11.6 Elongation Requirement Adjustments
Methods and Definitions A 370. 11.6.1 Due to the specimen geometry effect encountered
11.5.3.2 Except as provided in 11.5.3.5, test specimens fa¥hen using the rectangular tension test specimen for testing
bars%s in. [20 mm] and under in thickness may conform to thethin material, adjustments in elongation requirements must be
requirements of Fig. 3 of Test Methods and Definitions A 370Provided for thicknesses under 0.312 in. [8 mm]. Accordingly,
for either the ¥z -in. [40-mm] wide specimen or thi -in.  the following deductions from the base elongation require-

[12.5-mm] wide specimen. ments shall apply:
11.5.3.3 Except as provided in 11.5.3.4 and 11.5.3.5, test Nominal Thickness Range, DEd"’“ga“Of;A
specimens for bars ovés in. [20 mm] in thickness or diameter 0.209—0.311 [7 507.89] edustion. %
shall conform either to the requirements for thé&: in. 0.286—0.298 [7.30—7.59] 1.0
[40-mm] or ¥z -in. [12.5-mm)] wide specimen of Fig. 3 of Test g-gg—g-zsg lé-gg—;-sgl ;g
Methods and Definitions A 370, or to the requirements for the 0.246—0.258 {6:20:6:59} 25
0.500-in. [12.5-mm] diameter specimen of Fig. 4 of Test 0.233—0.245 [5.90—6.19] 3.0
Methods and Definitions A 370. 0.219—0.232 [5.50—5.89] Docerments
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0.206—0.218 [5.20—5.49] 4.0 11.7.3 Yield strength shall be determined either by the
0.193—0.205 [4.90—5.19] 45 0.2 % offset method or by the 0.5% extension-under-load
0.180—0.192 [4.60—4.89] 5.0 method

0.166—0.179 [4.20—4.59] 55 : ) ) o

0.153—0.165 [3.90—4.19] 6.0 11.8 Product Tension TestsThis specification does not
8-1‘2‘3—8-125 lg-gg—g-ggl 32 provide requirements for product tension testing subsequent to
01140126 [[2.'90:3.'19} e shipment (see 15.1). Therefore, the requirements of 11.1 to11.7

inclusive and Section 13 apply only for tests conducted at the
A Elongation deductions for thicknesses less than 0.180 in. [4.60 mm] apply to place of manufacture prior to Shlpment'

structural shapes only. . e R
11.6.2 Due to the specimen geometry effect encountered NOTe 6—Compliance to Specification A 6/A6M and the individual
material specifications by a manufacturer does not preclude the possibility

V_Vhen usmg full-section test spec!mens for angles, thg elong%at product tension test results might vary outside specified ranges. The
tion requirements for structural-size angles shall be increasegnsile properties will vary within the same heat or piece, be it as-rolled,
by six percentage points when full-section test specimens afntrol-rolled, or heat-treated. Tension testing according to the require-
used. ments of Specification A 6/A 6M does not provide assurance that all
11.6.3 Due to the inherently lower elongation that is obtain4roducts of a heat will be identical in tensile properties with the products
able in thicker material, adjustments in elongation require—tbeSteSd' 'f,tfhe PurCh:%e/L"gl\sﬂhes 0 have o Conﬁde(;'ge. tha? that provided
- . : . by Specification testing procedures, additional testing or
m.ems must be prowc_ied. For material over 3.5 m.' [90 mm] Inrequirements, such as Supplementary Requirement S4, should be im-
thickness, a deduction of 0.5 percentage point from thecoq
specified percentage of elongation in 2 in. [50 mm] shall be ) ) - ) )
made for each 0.5-in. [12.5-mm] increment of thickness over 11.8.1 Appendix X2 provides additional information on the
3.5 in. [90 mm]. This deduction shall not exceed 3 percentag¥ariability of tensile properties in plates and structural shapes

points. Accordingly, the following deductions from the base

elongation requirements shall apply: 12. Permitted Variations in Dimensions and Weight
Nominal Thickness Range, Elongation [Mass]
in. [mm] Deduction,% 12.1 One cubic foot of rolled steel is assumed to weigh 490

3.500—3.999 [90.00—102.49] 0.5 . .
4.000—4.499 [102.50—114.99] 10 Ib. One cubic metre of rolled steel is assumed to have a mass
4.500—4.999 [115.00—127.49] 15 of 7850 kg.
s a0 E%'ggjgg'ig} 29 12.2 Plates—The permitted variations for dimensions and
6.000 and thicker [152.50 and thicker] 30 weight [mass] shall not exceed the applicable limits in Tables

11.6.4 When so stated in the material specification, for:l'_l5 [Annex AL, Tables Al.1 to A1.15], inclusive.
12.3 Shapes

plates up to¥s in. [20 mm], inclusive, in thickness, if the . . . . . .
percentage of elongation of an 8-in. [200-mm] gage length test 12.3.1 Annex A2 lists the designations and dimensions, in
oth inch-pound and Sl units, of shapes that are most com-

i fall h i I h
specimen falls not more than 3 percentage points below t nly available. Radii of fillets and toes of shape profiles vary

amount prescribed, the elongation shall be considered satisfa'gl.oh individual ¢ d theref ified
tory, provided the percentage of elongation in 2 in. [50 mm]W't individual manufacturers and therefore are not specified.

across the break is not less than 25 %. 12.3.2 The p_ermitte_d _va_riations in dimensions shall not
o _ _ exceed the applicable limits in Tables 16-25 [Annex Al, Tables
Note 5—A characteristic of certain types of alloy steels is a local A1.16 to A1.25], inclusive. Permitted variations for special

disproportionate increase in the degree of necking down or contraction ‘ghapes not listed in such tables shall be as agreed upon between
the specimens under tension test, resulting in a decrease in the percent
of elongation as the gage length is increased. The effect is not s%ﬁ% manufacturer and the purchaser.

pronounced in the thicker plates. NoTe 7—Permitted variations are given in Tables 16 to 25 [Annex Al,
11.6.5 The tensile property requirements tables in many ofables A1.16 to A1.25], inclusive, for some shapes that are not listed in
the material specifications covered by this general specificatiof™€x A2 (that is, bulb angles, tees, zees). Addition of such sections to
specify elongation requirements in both 8-in. [200-mm] an nnex A2 will be considered by Subcommittee A01.02 when and if a need
. . . . or such listing is shown.
2-in. [50-mm] gage lengths. Unless otherwise provided in the
individual material specification, both requirements are not 12.3.3 Shapes Having One Dimension of the Cross Section
required to be applied simultaneously and elongation need onf§ in. [75 mm] or Greater (Structural-Size Shapesjhe
be determined in gage length appropriate for the test specimeloss-sectional area or weight [mass] of each shape shall not
used. After selection of the appropriate gage length, th&ary more than 2.5% from the theoretical or specified
elongation requirement for the alternative gage length shall bamounts.
deemed not applicable. 12.4 Sheet Piling—The weight [mass] of each steel sheet
11.7 Yield Strength Applicatian pile shall not vary more than 2.5 % from the theoretical or
11.7.1 When test specimens do not exhibit a well-defineépecified weight [mass]. The length of each steel sheet pile
disproportionate yield point, yield strength shall be determinedhall be not less than the specified length, and not more than 5
and substituted for yield point. in. [125 mm] over the specified length..
11.7.2 The manufacturer or processor shall have the option 12.5 Hot-Rolled Bars—The permitted variations in dimen-
of substituting yield strength for yield point if the test specimensions shall not exceed the applicable limjts in Tables 26-31
exhibits a well-defined disproportionate yield point. [Annex Al, Tables A1.26 to A1.31], inclusiﬂocuments
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TABLE 1 Permitted Variations in Thickness for Rectangular, Carbon, High-Strength, Low-Alloy, and Alloy-Steel Plates, 15 in. and Under
in Thickness When Ordered to Thickness

Note 1—Tables 1-31, inclusive, contain permitted variations in dimensions and weight stated in inch-pound units.

Note 2—Permitted variation under specified thickness, 0.01 in.

Note 3—Thickness to be measured3tto ¥4 in. from the longitudinal edge.

Note 4—For thicknesses measured at any location other than that specified in Note 3, the permitted variations over specified thicknesé shall be 1
times the amounts in this table, rounded to the nearest 0.01 in.

Note 5—Where “...” appears in this table, there is no requirement.

Permitted Variations Over Specified Thickness for Widths Given in Inches, in.
Specified Thickness,
P in. 48 and Ot‘(’)eé;s 60 to 72 to 84 to salgéo 108to | 120to | 132t0 | 144t0 | 168t0 | 182 and
under excly 72, excl | 84, excl | 96, excl excf 120, excl | 132, excl | 144, excl | 168, excl | 182, excl over
To ¥a , excl 0.03 0.03 0.03 0.03 0.03 0.03 0.03 0.03 0.04
Y4 t0 %16 , excl 0.03 0.03 0.03 0.03 0.03 0.03 0.03 0.04 0.04
%6 to ¥s , excl 0.03 0.03 0.03 0.03 0.03 0.03 0.03 0.04 0.04 0.05
¥s to %16 , excl 0.03 0.03 0.03 0.03 0.03 0.03 0.04 0.04 0.05 0.06 0.06
716 t0 Y2, excl 0.03 0.03 0.03 0.03 0.03 0.03 0.04 0.04 0.05 0.06 0.06
Y2 10 %8 , excl 0.03 0.03 0.03 0.03 0.03 0.03 0.04 0.04 0.05 0.06 0.07
Y5 t0 ¥4, excl 0.03 0.03 0.03 0.03 0.03 0.04 0.04 0.04 0.05 0.06 0.07 0.07
¥4 to 1, excl 0.03 0.03 0.03 0.03 0.04 0.04 0.05 0.05 0.06 0.07 0.08 0.09
1 to 2, excl 0.06 0.06 0.06 0.06 0.06 0.07 0.08 0.10 0.10 0.11 0.13 0.16
2 to 3, excl 0.09 0.09 0.09 0.10 0.10 0.11 0.12 0.13 0.14 0.15 0.15
3 to 4, excl 0.11 0.11 0.11 0.11 0.11 0.13 0.14 0.14 0.14 0.15 0.17
4 to 6, excl 0.15 0.15 0.15 0.15 0.15 0.15 0.15 0.15 0.15 0.20 0.20
6 to 10, excl 0.23 0.24 0.24 0.24 0.24 0.24 0.24 0.24 0.24 0.27 0.28
10 to 12, excl 0.29 0.29 0.33 0.33 0.33 0.33 0.33 0.33 0.33 0.33 0.35
12 to 15, incl 0.29 0.29 0.35 0.35 0.35 0.35 0.35 0.35 0.35 0.35 0.35
TABLE 2 Permitted Variations in Weight for Rectangular Sheared Plates and Universal Mill Plates 613.0 Ib/ft 2 and Under When Ordered
to Weight

Note 1—Permitted variations in overweight for lots of circular and sketch plates shaWbgnies the amounts in this table.
Note 2—Permitted variations in overweight for single plates shall #etimes the amounts in this table.

Note 3—Permitted variations in overweight for single circular and sketch plates shaffdtinies the amounts in this table.
NoTe 4—The adopted standard density of rolled steel is 490°Ib/ft

Note 5—Where “..."” appears in this table, there is no requirement.

Permitted Variations in Average Weight of Lots* for Widths Given in Inches, Expressed in Percentage
of the Specified Weights per Square Foot

Specified Weights, 48 and Over 48 to 60 to 72, 72 to 84, 84 to 96, | 96 to 108, | 108 to 120, |120 to 132,132 to 144,| 144 to 168, 168 and
Ib/ft? under 60, excl excl excl excl excl excl excl excl excl over
Over| Under | Over lc;gr Over [Under | Over |Under |[Over|Under|Over [Under| Over |Under| Over l(jgr Over |Under| Over tijgr Over |Under

To 10, excl 40| 30 |45|30|50]| 30 |55)] 30 |60]30]|75]|30]| 90| 30 |11.0]3.0]13.0] 3.0
10 to 12.5, excl 40| 30 45| 30| 45| 30 | 50| 30 |55|30|65(|30])| 70 | 3.0 8.0|30]| 9.0 3.0 [120| 3.0
12.5 to 15.0, excl 40| 3.0 40 | 3.0 | 45 3.0 4.5 30 |50 30 |55]| 30 6.0 3.0 75| 3.0 80| 3.0 |11.0| 3.0
15 to 17.5, excl 35| 30 | 353040 30 |45] 30 |45]30|50]30] 55| 30 60]|30]| 70| 30| 90 | 30 |10.0] 3.0
17.5 to 20, excl 35| 25 [ 35| 25|35 30 |40 3.0 |45]| 30|45 30| 50 | 3.0 55|30)| 6.0/ 30| 80 | 30| 90] 30
20 to 25, excl 35| 25 35|25 | 35 3.0 35 3.0 |40 3.0 |40 3.0 4.5 3.0 50| 3.0 55| 3.0 7.0 3.0 8.0 3.0
25 to 30, excl 30| 25 | 35| 25|35 25 |35] 30 |35]|]30|35]|30] 40| 30 45130 50/ 30| 65| 3.0 | 7.0 | 3.0
30 to 40, excl 30| 20 [ 30| 20|30 | 20 | 30| 20 |35] 20 |35|25| 35| 25 40|30)| 45130 | 60 | 30 | 65| 3.0
40 to 81.7, excl 25| 20 30| 20| 3.0 2.0 3.0 20 |35 20 |35]| 20 35 2.5 35130 40] 3.0 55 3.0 6.0 3.0
81.7 to 122.6, excl 25| 20 | 30| 20| 30| 20 |30]| 20 |35]20|35]20] 35| 25 35|30 35/30 | 40 | 3.0 | 45| 3.0
122.6 to 163.4, excl 25| 15 25 | 15| 25 1.5 2.5 15 |25 20 | 25| 2.0 25 2.0 25120 25| 2.0 3.0 2.0 3.5 2.0
163.4 to 245.1, excl 25| 1.0 25110 | 25 1.0 2.5 10 |25 10 |25] 10 2.5 1.0 25110 251 1.0 3.0 1.0 35 1.0
245.1 to 409.0, excl 25| 10 | 25|10 25| 10 |25] 10 |25]10|25] 10| 25| 10 25]110]| 25|/ 10| 25| 10 |30 ] 10
409.0 to 490.1, excl 20| 10 20 | 10| 25 1.0 25 10 |25| 10 | 25| 1.0 2.5 1.0 25110 25| 1.0 2.5 1.0 2.5 1.0
490.1 to 613.0, excl 20| 1.0 20 | 10| 20 1.0 2.0 10 |25] 10 |25] 10 2.5 1.0 25110 251 1.0 2.5 1.0 2.5 1.0

“The term “lot” means all the plates of each tabular width and weight group represented in each shipment.

13. Retests of a 2-in. [50-mm)] specimen or is outside the middle half of the

13.1 If any test specimen shows defective machining o@age length of an 8-in. [200-mm] specimen, as indicated by
develops flaws, the manufacturer or processor shall have trcribe scratches marked on the specimen before testing, a retest
option of discarding it and substituting another test specimershall be allowed.

13.2 If the percentage of elongation of any tension test 13.3 Except as provided in 13.3.1, if the results from an
specimen is less than that specified and any part of the fractuggiginal tension specimen fails to meet the specified require-
is more thar¥ in. [20 mm] from the center of the gage length ments, but are within 2 ksi [14 MP3] ofﬂaeumts
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%2 in. and Under in Thickness; Length Only of Universal Mill

Plates 2%z in. and Under in Thickness

Specified Dimensions, in.

Permitted Variations Over Specified Width and Length” for Thicknesses Given in Inches or Equivalent Weights Given in

Pounds per Square Foot, in.

To ¥ , excl Y8 to ¥ , excl Ys to 1, excl 1to 2, incl?
Length Width To 15.3, excl 15.3 to 25.5, excl 25.5 to 40.8, excl 40.8 to 81.7, incl
Width Length Width Length Width Length Width Length
To 120, excl To 60, excl s Y2 "6 s Y2 Ya Y8 1
60 to 84, excl 16 Y8 Y %0 Y8 s Ya 1
84 to 108, excl Y2 Ya Ys s Ya 1 1 1¥s
108 and over s 78 Ya 1 78 1%s 1¥s 1Ya
120 to 240, excl To 60, excl s Ya Y2 s Y8 1 Ya 1Y
60 to 84, excl Yo Ya Y% /s Ya 1 VS 1Ya
84 to 108, excl Y16 Ve %0 1%16 1316 1%s 1 1%
108 and over s 1 Ya 1%s 78 1Ya 1Ys 1%
240 to 360, excl To 60, excl Y8 1 Yo 1%s s 1Ya Ya 1%
60 to 84, excl Y2 1 s 1¥s Ya 1Va Vs 1¥2
84 to 108, excl Y16 1 /6 1¥s s 1% 1 1¥2
108 and over e 1%s s 1Ya 1 1%s 1Ya 1%
360 to 480, excl To 60, excl 716 1% Y2 1%a Y8 1% Ya 1%
60 to 84, excl Y 1Ya Y8 1% Ya 1¥2 s 1%
84 to 108, excl Y16 1Va Ya 1% Vs 1¥2 1 1%
108 and over Ya 1% 78 1%2 1 1% 1Ya 1%
480 to 600, excl To 60, excl 16 1Y Y2 1% Y8 1% Ya 1%
60 to 84, excl Y 1% 2] 1Y2 Ya 1% s 1%
84 to 108, excl Y8 1% Ya 1¥2 s 1% 1 1%
108 and over Ya 1Y%2 78 1% 1 1% 1Ya 17
600 to 720, excl To 60, excl Y 1% Y8 1% Ya 1% s 2Ya
60 to 84, excl Y8 1% Ya 1% Vs 1% 1 2Ya
84 to 108, excl s 1% Z 17 78 17 1Y 2Ya
108 and over 78 1% 1 2 1%s 2Ya 1Y 22
720 and over To 60, excl Y16 2 Ya 2Ys 78 2Ya 1 2%
60 to 84, excl Ya 2 Ve 2Ys 1 2Ya 1Ys 2%a
84 to 108, excl Ya 2 s 2V 1 2Ya 1Ya 2%
108 and over 1 2 1% 2% 1Ya 2Y2 1% 3

APermitted variation under specified width and length, ¥ in.
Bpermitted variations in length apply also to Universal Mill plates up to 12 in. in width for thicknesses over 2 to 2%z in., incl, except for alloy steel up to 1%a in. thick.

TABLE 4 Permitted Variations in Width for Mill Edge Carbon and
High-Strength, Low-Alloy Plates Produced on Strip Mills (Applies
to either Plates Produced from Coils or Plates Produced in

Discrete Cut Lengths of Flat Product)

Permitted Variation Over

Specified Width, in. Specified
Width, in.A
To 14, excl 16
14 to 17, excl Y2
17 to 19, excl Y16
19 to 21, excl s
21 to 24, excl e
24 to 26, excl 1316
26 to 28, excl %6
28 to 35, excl 1%s
35 to 50, excl 1Y
50 to 60, excl 1%
60 to 65, excl 1%
65 to 70, excl 1%
70 to 80, excl 17
80 and over 2

“No permitted variation under specified width.

TABLE 5 Permitted Variations in Rolled Width for Universal Mill
Plates 15 in. and Under in Thickness

Permitted Variations Over Specified Width* for
Thicknesses Given in Inches or Equivalent Weights Given
in Pounds per Square Foot, in.

To%, to Yto 1tz Overz overld

excl %, excl 1, excl incl tq 10, tq
incl 15, incl

153to 255to 40.8to 8l.7to 409.0 to

Specified Width, in.

T0158, "o55 408, 8L7, 4000, 6130,
excl . ; ]
excl excl incl incl incl
Over 8 to 20, excl Ys Yg 16 Ya ¥s Y
20 to 36, excl 16 Ya %16 s 6 Y16
36 and over %16 EZ) 16 2 Y16 EZ)

APermitted variation under specified width, ¥s in.

specimen being randomly selected from the heat. If the results
of the retest meet the specified requirements, the heat or lot
shall be approved.

13.3.1 For structural products produced from coils, both
tests from each coil tested to qualify a heat are required to meet

strength, within 1 ksi [7 MPa] of the required yield strength orall mechanical property requirements. Should either test fail to
yield point, or within 2 percentage points of the requireddo so, then that coil cannot be used to qualify the parent heat,
elongation, a retest shall be permitted to replace the failing teshowever, the portion of that individual coil that is bracketed b

A retest shall be performed for the failing original test, with the acceptable tests (see 11.4.2.3) is consideBﬂOﬂm S
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TABLE 6 Permitted Variations in Diameter for Sheared Circular TABLE 9 Permitted Variations in Width and Length for
Plates 1 in. and Under in Thickness Rectangular Plates When Gas Cutting is Specified or Required
(Not Applicable to Alloy Steel)

Permitted Variations Over Specified Diameter
for Thicknesses Given in Inches, in.A

Specified Diameters, in. Note 1—These permitted variations may be taken all under or divided
To %, Vs t0 %8, Yst0 1, over and under, if so specified.
excl excl incl NoTe 2—Plates with universal rolled edges will be gas cut to length
To 32, excl Ya ¥s Yo only.
32 to 84, excl %6 16 Y16 - — —
84 10 108, excl Y v % Specified Thickness, in. Perm'“vf\’/? dﬁgﬁg"&ggg isnpec'f'e“
108 to 130, excl 16 Y16 W6 o
130 and over ¥ Y EZ) To 2, excl 12
“No permitted variation under specified diameter. i :g g Zig: Zj
6 to 8, excl 78
TABLE 7 Permitted Variations in Diameter for Gas-Cut Circular 8 to 15, incl 1

Plates (Not Applicable to Alloy Steel)

Permitted Variation Over Specified Diameter for ) o ) ) )
Specified Diameter Thicknesses Given in Inches, in.” TABLE 10 Permitted Variations in Diameter for Gas-Cut Circular
- ' Plates (Applies to Alloy Steel Specifications Only)

n. to 1, 1to2, 2to4, 4to6, 6to8, 8tol5,
excl excl excl excl excl incl Permitted Variations Over Specified Diameter for Specified
To 32, excl % % v v ” ” specifieq Thicknesses Given in Inches, in.A
32 to 84, excl Nz Y2 Y2 Y8 Ya 78 Diameter, in. to 1. excl 1to 2, 21to 4, 4 to 6, 6t0o8, 8tol5,
84 to 108, excl Y2 %16 s Ya s 1 ! excl excl excl excl incl
9 1 7,
128 ;"nfo%ef’“' ;2 g;s 17;16 f 1}/ if To 32, excl e e % Y 1 1
: : : : : 32 to 84, excl ¥ 72 % 1 1% 1¥a
“ANo permitted variation under specified diameter. 84 to 108, excl s Ya 1 1Y 1Ya 1%
108 to 130, incl 78 1 1%s 1Ya 1%s 12
TABLE 8 Permitted Variations in Width and Length for “No permitted variation under specified diameter.
Rectangular Plates When Gas Cuttings is Specified or Required
(Applies to Alloy Steel Specifications Only). TABLE 11 Permitted Camber “ for Carbon Steel, High-Strength

Low-Alloy Steel, and Alloy Steel Universal Mill Plates and High-
Strength Low-Alloy Steel and Alloy Steel Sheared, Special-Cut,
or Gas-Cut Rectangular Plates

Note 1—These permitted variations shall be taken all under or divided
over and under, if so specified.

Note 2—Plates with universal rolled edges will be gas cut to length
only. Specified Specified

Thickness, SpECIfllilljﬁ\zNEIght, Width, Permitted Camber, in.
Permitted Variation Over Specified in. in.

Width and Length, in.

Specified Thickness, in.

To 2, incl to 81.7, incl all Y X (no. of feet of length/5)
To 2, excl Ya Over 2to 15,  81.7 to 613.0, incl to 30, incl % X (no. of feet of
2 to 4, excl 1 incl length/5)
410 6, excl 1% Over 2to 15,  81.7 to 613.0, incl over 30 ¥ X (no. of feet of
6 to 8, excl 1% incl length/5)

8 to 15, incl 1Y

ACamber as it relates to plates is the horizontal edge curvature in the length,
measured over the entire length of the plate in the flat position.

13.4 Quenched and tempered steel plates are subject to th@asLE 12 Permitted Camber “ for Sheared Plates and Gas-Cut
additional retest requirements contained in the material speci- Rectangular Plates, All Thicknesses (Applies to Carbon Steel
fication. Only)

13.5 When the full-section option of 11.3.3 is used and the Permitted camber, in. = ¥ X (number of feet of length/5)
elongation falls below the specified requirement, the manufac- Acamber as it relates to plates is the horizontal edge curvature in the length,
turer or processor shall have the option of making another tegteasured over the entire length of the plate in the flat position.
using a test specimen permitted in 11.5.2.

silicon is less than 0.02 %, the heat analysis for that element may be
reported as <0.02 %. If the amount of columbium or vanadium is less than

14. Test Reports ) ] 0.008 %, the heat analysis for that element may be reported as <0.008%.
14.1 Test reports for each heat supplied are required and

they shall report the following:
14.1.1 The specification designation, including year of is-
sue, and the grade or class if applicable, to which the materi

14.1.3 Two tension test results appropriate to qualify the

material shipped (see 11.4), except that only one test result
eed be reported if the shipment consists of a single piece or
late-as-rolled.

is furnished. . .
. . 14.1.3.1 In reporting elongation values, both the percentage
naTi.ii.ezs The heat number, heat analysis (see 7.1), and NOMKcrease and the original gage length shall be stated.

14.1.4 When the material is required to be heat treated,
Note 8—If the amount of copper, chromium, nickel, molybdenum, or either by the designated ASTM specification, or when specified
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TABLE 13 Permitted Variations From a Flat Surface for Carbon Steel Plates

Note 1—When the longer dimension is under 36 in., the permitted variation from a flat surface shall not #xaeed/hen the longer dimension
is from 36 to 72 in., incl, the permitted variation from a flat surface shall not exceed 75 % of the tabular amount for the specified width, but in no case
less than¥a in.

Note 2—These permitted variations apply to plates that have a specified minimum tensile strength of not more than 60 ksi or comparable chemical
composition or hardness. The limits in this table are increased 50 % for plates that have a higher specified minimum tensile strength or comparable
chemical composition or hardness.

Note 3—This table and these notes cover the permitted variations from a flat surface for circular and sketch plates, based upon the maximum
dimensions of such plates.

Note 4—Where “..."” appears in this table, there is no requirement.

Note 5—Plates must be in a horizontal position on a flat surface when flatness is measured.

Permitted Variations from a Flat Surface for Specified Widths Given in Inches, in.48

Thipkii.'z?,d in. Specmlic/jﬁ\z/vmgm' To36, 361048 48t0  60to 7210 gato  So00 (%t 00 M0 egand
excl excl 60, excl 72, excl 84, excl 96, excl ' ' ' ’ Over
excl excl excl excl
To Ya , excl To 10.2, excl Y16 Ya 1%16 1Ya 1% 1Y2 1% 1% 178
Y4 to ¥s , excl 10.2 to 15.3, excl Yo %8 Ya 19416 1% 1Y 1% 1% 1%
¥ to Y2 , excl 15.3 to 20.4, excl Y2 Y16 Y8 Y8 Ya s 1 1%s 1Ya 1% 2Ys
Y t0 %4 , excl 20.4 to 30.6, excl 16 Y2 Y16 Y8 Y8 Ya 1 1 1Ys 1Y2 2
¥ to 1, excl 30.6 to 40.8, excl 16 Yo Y16 %8 %8 %8 Ya 8 1 1% 1%
1to 2, excl 40.8 to 81.7, excl EZ) Y2 Y2 Y16 Y16 Y8 Y8 Y8 e 1%s 12
2 to 4, excl 81.7 to 163.4, excl Y%e s 16 Y2 Y2 Y2 Y2 Y16 Y8 s 1Ys
4 to 6, excl 163.4 to 245.1, excl EZ) 16 Yo Yo Y16 Y16 %8 Ya 8 8 1
6 to 8, excl 245.1 to 326.8, excl 16 Y2 Y2 Y8 e Ya s s 1 1 1
8 to 10, excl 326.8 to 409.0, excl Y2 Y2 Y8 6 Ya 1346 Ve 1%16 1 1 1
10 to 12, excl  409.0 to 490.1, excl 2 Y Ya %6 s %16 1 1 1 1 1
12 to 15, excl  490.1 to 613.0, incl s EZ) 1316 s %16 1 1 1 1 1

APermitted Variation from a Flat Surface for Length—The longer dimension specified is considered the length, and the permitted variation from a flat surface along the
length shall not exceed the tabular amount for the specified width for plates up to 12 ft in length, or in any 12 ft for longer plates.
Bpermitted Variation from a Flat Surface for Width—The permitted variation from a flat surface across the width shall not exceed the tabular amount for the specified

width.

TABLE 14 Permitted Variations from a Flat Surface for High-Strength Low-Alloy Steel and Alloy Steel Plates, Hot Rolled or Thermally
Treated

Note 1—When the longer dimension is under 36 in., the permitted variation from a flat surface shall not #xaeed/hen the longer dimension
is from 36 to 72 in. incl, the permitted variation from a flat surface shall not exceed 75 % of the tabular amount for the specified width.
Note 2—This table and these notes cover the permitted variations from a flat surface for circular and sketch plates, based upon the maximum
dimensions of such plates.
Note 3—Where “..."” appears in this table, there is no requirement.
Note 4—Plates must be in a horizontal position on a flat surface when flatness is measured.

Permitted Variations from a Flat Surface for Specified Widths, in. 42

Thisciizgg,d in. Spemli?ft\zlve'ght' To36, 361048, 4810 60t0 7210 B4t col0 10810 2010 IO 4eg ong
excl excl 60, excl 72, excl 84, excl 96, excl ! ! ! ! Over
excl excl excl excl

To Ya , excl To 10.2 excl 13416 1%s 13 1% 2 2Ya 2% 2% 2%

Ya to ¥s , excl 10.2 to 15.3, excl Ya 196 1% 13 134 1% 2 2Ya 2%

¥ to Y2 , excl 15.3 to 20.4, excl Ya Vs %16 %16 1Ys 1% 12 1% 178 2%a 3Ys
Y2 t0 ¥4 , excl 20.4 to 30.6, excl B2 Ya 13416 s 1 1%s 1Ya 13 1% 2Ya 3

¥ to 1, excl 30.6 to 40.8, excl B2 Ya /g /g 196 1 1%s 1%6 1%> 2 2%
1 to 2, excl 40.8 to 81.7, excl Y16 %8 Ya 1316 8 1%16 1 1 1 1% 2Ya
2 to 4, excl 81.7 to 163.4, excl Y2 %16 e Ya Ya Ya Ya s 1 1Ya 1%
4 to 6, excl 163.4 to 245.1, excl Y16 e Ya Ya V2 V2 196 1% 1Ya 1Ya 1%>
6 to 8, excl 245.1 to 326.8, excl Y8 Ya Ya %16 1 1Ys 1Ya 1% 1Y2 1Y2 12
8 to 10, excl 326.8 to 409.0, excl Ya 1316 1%416 1 1%s 1Ya 1% 13 1%2 1%2 1%2
10 to 12, excl 409.0 to 490.1, excl Ya 1816 1Ys 1Ya 1% 1% 1Y> 1Y> 1Y> 1Y> 1Y>
12 to 15, incl 490.1 to 613.0, incl 78 1 1%16 1% 1%s 1%> 1% 1% 1% 1% 1%

APermitted Variation from a Flat Surface for Length—The longer dimension specified is considered the length, and the permitted variation from a flat surface along the

length shall not exceed the tabular amount for the specified width in plates up to 12 ft in length, or in any 12 ft for longer plates.

Bpermitted Variation from a Flat Surface for Width—The permitted variation from a flat surface across the width shall not exceed the tabular amount for the specified

width.

in the purchase order, all heat treatments, including tempera- 14.1.4.2 Subcritical heat treatment to soften thermally cut

ture ranges and time at temperature.

edges need not be reported except for materials having

14.1.4.1 The supply of a heat treatment procedure in placepecified minimum tensile strengths of 95 ksi [655 MPa] or

of the actual temperatures and times shall be subject thigher, unless such subcritical heating is accomplished at
agreement between the purchaser and the supplier.
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TABLE 15 Permitted Variations in Waviness for Plates

NoTte 1—Waviness denotes the maximum deviation of the surface of
the plate from a plane parallel to the surface of the point of measurement
and contiguous to the surface of the plate at each of the two adjacent wave
peaks, when the plate is resting on a flat horizontal surface, as measured
in an increment of less than 12 ft of length. The permitted variation in
waviness is a function of the permitted variation from a flat surface as
obtained from Table 13 or 14, whichever is applicable.

Note 2—Plates must be in a horizontal position on a flat surface when
waviness is measured.

Permitted . U ] .
Variation Permitted Variation in Wav_lness, in., When
from a Number of Waves in 12 ft is
Flat Surface
(from Table 1 2 3 4 5 6 7

13 or 14), in.

Y6 Y16 Ya Y16 Ys Ys Y16 Y16
Y8 Y8 Y16 Y16 Y16 Vs V16 V16
716 16 Y16 Ya Y16 Vs Vs Ve
Y2 Y2 s Y16 Y16 Y16 Ys Y16
Y16 %16 "6 Y16 Ya Y16 Vs Vs
Y8 s Y Vs Ya Y16 Vs Vs
e e Y2 s Y16 Y16 Y16 Ys
Ya Ya %16 "6 Y16 Ya Y16 Vs
Y16 Y16 s 16 Y16 Ya Y16 Vs
78 78 e Y2 s Ya Y16 Ys
%16 %6 e Y2 Y8 Y16 Ya Y16
1 1 Ya %16 716 Y16 Ya Y16
1Ys 1Ys 78 Y8 Y2 s Ya Y16
1Ya 1Ya %6 e Y2 Y8 Y16 Ya
1% 1% 1% Ya %16 16 Y16 Ya
1Y 1Y 1Ys 78 Y8 Y2 s Ya
1% 1% 1Ya %16 e Y2 ¥s Y16
1% 1% 1%se 1 Ya %16 16 Y16
17 17 176  1%ie Y16 Y16 16 Y16
2 2 1Y%2 1%s 78 s Y2 ¥s
2Ys 2Ys 1% 1% s e Y2 s
2Ya 2Ya 1%e  1Ya %16 e Y16 s
2Ys 2¥s 1% 1% 1 Ya Y16 716
2Y> 2Y> 17 1% 1%16 Y16 Y16 716
2% 2% 2 1Y 1Ys %16 Y8 e
2Ya 2Ya 2%16 1%s 1%s 78 Y8 Y2
27 27 2% 1% 1%6 %16 e Y2
3 3 2Ya 11%16 1Ya %16 e Y16
3Y%s 3% 2¥s 1% 1%s 1 Ya Y16

temperatures at least 75°F [40°C] lower than the minimum 14.5 When full-section test specimens have been used for

tempering temperature. the qualification of angles, that information shall be stated on
14.1.5 The results of any required austenitic grain size testghe test report.
(see 8.2 or 8.3, whichever is applicable). 14.6 Asignature is not required on the test report. However,

14.1.6 The results of any other test required by the applithe document shall clearly identify the organization submitting
cable product specification, the applicable supplementary rgne report. Notwithstanding the absence of a signature, the

quirements, and the purchase order. , _organization submitting the report is responsible for the content
14.2 The thickness of the product tested is not necessarily¢ iha report.

the same as an individual ordered thickness since it is the heat14 7 When finished material i lied t h q
that is tested rather than each ordered item. Tests from material=~:/ /€N linished matenal s supplied o a purchase order
ecifying an ASTM material specification listed in the Scope

thicknesses in accordance with 11.4 and encompassing tpEeC o o )
thicknesses in a shipment shall be sufficient for qualifying the>eCction of Specification A 6/A 6M, the organization supplying
at material shall provide the purchaser with a copy of the

material in the shipment. These test thicknesses are not™" )
required to be within previously tested and shipped thicknesse¥i9inal manufacturer's test report.

from the same heat. 14.8 A material test report, certficate of inspection, or
14.3 For structural products produced from coils, both tessimilar document printed from or used in electronic form from
results shall be reported for each qualifying coil. an electronic data interchange (EDI) transmission shall be

14.4 For structural products produced from coils, both theegarded as having the same validity as a counterpart printed in
manufacturer and processor shall be identified on the teshe certifier's facility. The content of the EDI transmitted

report. document must meet the requirements Bwu’mm
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TABLE 16 Permitted Variations in Cross Section for W, HP, S, M, C, and MC Shapes

Note 1—A is measured at center line of web for S, M, and W and HP shapes; at back of web for C and MC shapes. Measurement is overall for C
shapes under 3 iB is measured parallel to flang€.is measured parallel to web.
Note 2—Where “..."” appears in this table, there is no requirement.

Y28, y2B2 E

Permitted Variations in Sectional Dimensions Given, in.

Permitted Variations

C, Maximum  over or Under Theoreti-
A, Depth B, Flange Width T+T A Depth at cal Web Thickness for
_ _ S Flanges E, Web any Cross Thicknesses Given in
Shape Section Nominal Sizes, in. Out-of- off Cen- Section Inches, in.
s 5 ter® over Theo-
Over Under Over Under quare retical
%16 and
Theo- Theo- Theo- Theo- Depth, in Over %16
) ) ) ) » - under
retical retical retical retical
W and HP Up to 12, incl Ys Ys Ya Y16 Ya Y16 Ya
Over 12 Vs Y8 Ya Y16 Y6 Y16 Ya
Sand M 3to 7, incl Y32 Y16 Vs Yg Y32 16
Over 7 to 14, incl Ys 32 Y32 Y32 Y32 16
Over 14 to 24, incl Y16 s 16 %16 Y32 316
C and MC 1% and under Y32 Va2 Va2 Y32 Y32 0.010 0.015

Over 1% to 3, excl Y16 Yie Yie Yie Y32 0.015 0.020
3to 7, incl Y32 Y16 Ys Ys Y32
Over 7 to 14, incl Vs 32 Vg Y32 Y32
Over 14 Y16 Ys Ys %16 Y32

AT + T' applies when flanges of channels are toed in or out. For channels % in. and under in depth, the permitted out-of-square is ¥sa in./in. of depth.

Bpermitted variation is per inch of flange width for S, M, C, and MC shapes.

CPermitted variation of %16 in. max for sections over 426 Ib/ft.

standard(s) and conform to any existing EDI agreement be- Note 9—The industry definition as invoked here is: EDI is the
tween the purchaser and the supplier. Notwithstanding theomputer to computer exchange of business information in a standard

absence of a signature, the organization submitting the ECfprmat such as ANSI ASC X12.
transmission is responsible for the content of the report.
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TABLE 17 Permitted Variations in Cross Section for Angles (L Shapes), Bulb Angles, and Zees

Note 1—Where “...” appears in this table, there is no requirement.

222 2o s e
<3 ~ I~ c=-
] e =T g

Angles Bulb angles Zees

’ 4i
T

Permitted Variations in Sectional Dimensions Given, in.

B, Flange Width or Permitted Variations Over or Under Theoretical Thickness

A, Depth Length of Leg T, Out-of- _for Thlcknesses_
Section Nominal Size, in. Square per Given in Inches, in.
Over Under Over Under Inch of B %16 and Over %6 Over ¥
Theoretical Theoretical Theoretical Theoretical under to ¥, incl °
Angles” 1 and under Y32 Y32 Y1288 0.008 0.010
(L Shapes) Over 1 to 2, incl Yoa Yoa Y1288 0.010 0.010 0.012
Over 2 to 3, excl Y16 Y16 Y1288 0.012 0.015 0.015
3to 4, incl Y8 332 Y1288
Over 4 to 6, incl Vg Vg Y1288
Over 6 Y16 Vs Y1288
Bulb angles (Depth) 3 to 4, incl Vs Y16 Vs ¥32 Y1288
Over 4 to 6, incl Ys Yie Ys Ys %1288
Over 6 Y8 Y16 Y16 Y8 Y1288
Zees 310 4, incl Ys Yie Ys 32 %1288
Over 4 to 6, incl g Y16 g g Y1288
AFor unequal leg angles, longer leg determines classification.
By128 in.fin. = 1% °.
TABLE 18 Permitted Variations in Sectional Dimensions for Rolled Tees
Note 1—*Back of square and center line of stem are to be parallel when measuring “out-of-square.”
Note 2—Where “...” appears in this table, there is no requirement.
j_l_
A
T
1
8 3B+E
Permitted Variations in Sectional Dimensions Givey, in.
Tees
T, Out- i i
. A A, Depth?® B Width?® of-Square E, Web- Stem Thickness of Thickness of
Nominal Size,* per Inch off-Cen- out-of- Flange Stem
Over Under Over Under of B ter Square® Over Under Over Under
1% and under Yea Y64 Yea Y64 Y32 0.010 0.010 0.005 0.020
Over 1¥%a to 2, incl Y16 Y16 Y16 Y16 Y16 0.012 0.012 0.010 0.020
Qver 2 to 3, excl Y32 Y32 Y32 Y32 332 0.015 0.015 0.015 0.020
310 5, incl Y32 Yie Ys Ys Y32 Y32
Over 5 to 7, incl Y32 Y16 Vs Yg Y32 Ys
“The longer member of an unequal tee determines the size for permitted variations.
BMeasurements for both depth and width are overall.
CStem-out-of-square is the permitted variation from its true position of the center line of stem, measured at the point.
15. Inspection and Testing works that concern the manufacture of the material ordered.

15.1 The inspector representing the purchaser shall havEhe manufacturer shall afford the inspector all reasonable
free entry, at all times, while work on the contract of the facilities to satisfy him that the material is being furnished in
purchaser is being performed, to all parts of the manufacturergccordance with this specification. All tests (except product
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TABLE 19 Permitted Variations in Length for S, M, C, MC, L, T, Z, and Bulb Angle Shapes

Note 1—Where “..."” appears in this table, there is no requirement.

Permitted Variations from Specified Length for Lengths Given in Feet, in.

S’\:g:/'\ni?:_ 5 to 10, excl 10 to 20,excl 20 to 30, incl Over 30 to 40, incl  Over 40 to 50, incl  Over 50 to 65, incl Over 65 ft
’ Over Under Over Under Over Under Over Under Over Under Over Under Over Under
Under 3 s 0 1 0 1> 0 2 0 2Y> 0 2Y> 0
3 and over 1 0 1%> 0 1% 0 2Ya 0 2% 0 2Y4 0

AGreatest cross-sectional dimension.

TABLE 20 Permitted Variations in End Out-Of-Square for S, M, C,
MC, L, T, Z, and Bulb Angle Shapes

Shapes Permitted Variation
S, M, C, and MC Yea in. per inch of depth
LA Y128 in. per inch of leg length or 1%z °
Bulb angles %128 in. per inch of depth or 1% °
Rolled Tees” Ye4 in. per inch of flange or stem
Zees %128 in. per inch of sum of both flange
lengths

APermitted variations in end out-of-square are determined on the longer
members of the shape.

analysis) and inspection shall be made at the place of manuesignation (see 1.1) (year of issue not required); “G” or “MT”
facture prior to shipment, unless otherwise specified, and shaifl applicable (see 18.1.2); applcable grade; heat number; size
be conducted so as not to interfere with the operation of thand thickness; and name, brand, or trademark of the manufac-
works. turer (for plates produced in discrete cut lengths) or the
15.2 When structural products are produced from coils, 15.processor (for plates produced from coil and for subdivided
shall apply to the processor instead of the manufacturer, anplates (see 18.6)).
the place of process shall apply instead of the place of 18.1.2 Plates that are required to be heat treated, but have
manufacture. When structural products are produced from coilsot been so heat treated, shall be marked, by the manufacturer
and the processor is different from the manufacturer, ther processor, with the letter “G” (denoting green) following the
inspector representing the purchaser shall have free entry at abquired ASTM designation mark, except that “G” marking is
times while work on the contract of the purchaser is beingnot necessary if such plates are for shipment, for the purpose of
performed to all parts of the manufacturer's works thatobtaining the required heat treatment, to an organization under

concerns the manufacturer of the material ordered. the manufacturer’s control. Such plates shall have been quali-
fied for shipment on the basis of test specimens that have been
16. Retreatment so heat treated. Plates that are required to be heat treated, and

16.1 If any heat-treated material fails to meet the mechanihave been so heat treated, shall be marked, by the party that
cal property requirements of the applicable specification, thg@erformed the heat treatment, with the letter “MT" (denoting
manufacturer or the processor shall have the option of heanaterial treated) following the required ASTM designation
treating the material again. All mechanical property tests shalnark.
be repeated and the material surface shall be reexamined for18.1.3 Except as allowed by 18.1.4.2 and 18.6, the required

defects when the material is resubmitted for inspection. markings for plates shall be by steel die stamping, paint
o marking, or by means of permanently affixed, colorfast,
17. Rejection weather-resistant labels or tags. It shall be the responsibility of

17.1 Any rejection based on product analysis made irthe supplier that all required markings be intact and fully
accordance with the material specification shall be reported ttegible upon receipt by the purchaser.
the supplier and samples that represent the rejected material18.1.4 Location of Markings
shall be preserved for 2 weeks from the date of notification of 18.1.4.1 The required markings for plates shall be in at least
such rejection. In case of dissatisfaction with the results of thene place on each finished plate.
tests, the supplier shall have the option of making claim for a 18.1.4.2 For secured lifts of all sizes of platesn. [10 mm]
rehearing within that time. (or %16 in. [8 mm] for material specified for bridge construction
17.2 The purchaser shall have the option of rejecting mateend use) or under in thickness, and for secured lifts of all
rial that exhibits injurious defects subsequent to its acceptandéicknesses of plates 36 in. [900 mm] or under in width, the
at the manufacturer’s works, and so notifying the manufacturemanufacturer or processor shall have the option of placing such

or processor. markings on only the top piece of each lift, or of showing such
o markings on a substantial tag attached to each lift, unless
18. Identification of Structural Products otherwise specified.
18.1 Required Plate Markings 18.2 Shapes

18.1.1 Except as allowed by 18.1.4.2 and 18.6, plates shall 18.2.1 Except as allowed by 18.2.2 and 18.6, shapes shall be
be legibly marked with the following: applicable ASTM marked with the heat number, size of sectiBlO@um&nﬂ]S
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