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Standard Specification for

Tin Mill Products, General Requirements [Metric] !

This standard is issued under the fixed designation A 623M; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone} indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.
INTRODUCTION

This specification is the metric counterpart of Specification A 623. It is not intended to replace
A 623. Users of the standard should note several very significant differences in how the product is
produced and marketed.

(1) The metric product does not carry the overrun associated with tin mill products produced to
customary units. Metric tin mill products are produced to ordered size.

(2) The metric product is designated in units of 100aalled a SITA (System International Tinplate
Area), rather than in base boxes.

(3) The metric product is designated by thickness in millimetres rather than by basis weight.

(4) Coating weights are given in grams per square metre, not pounds per base box.

(5) Thickness tolerances are given in absolute figures insteadtoparcentage.

(6) Each package of metric tin mill products contains 100 sheets, not the 112 of customary unit
packages.

All of the above significant differences, as well as others of lesser consequence, should be
considered when switching from Specification A 623 to A 623M.

1. Scope 2. Referenced Documents

1.1 This specification covers a group of common require- 2.1 ASTM Standards:
ments which, unless otherwise specified in the purchase order A 370 Test Methods and Definitions for Mechanical Testing
or in an individual specification, shall apply to tin mill of Steel Producfs
products. A 700 Practices for Packaging, Marking, and Loading
1.2 The following safety hazards caveat pertains to Annex Methods for Steel Products for Domestic Shiprient
A1l through Annex A8 of this specificatiofhis standard does A 987 Test Method for Measuring Shape Characteristics of
not purport to address all of the safety concerns, if any,  Tin Mill Products'
associated with its use. It is the responsibility of the user of this E 18 Test Methods for Rockwell Hardness and Rockwell
standard to establish appropriate safety and health practices Superficial Hardness of Metallic Materials
and determine the applicability of regulatory limitations prior E 112 Test Methods for Determining the Average Grain
to use. Size
2.2 Military Standards:

Note 1—This metric specification is equivalent to Specification A 623 MIL-STD-129 Marking for Shipment and Storaﬁge

and is compatible in technical content.

2 Annual Book of ASTM Standardgol 01.03.
1 This specification is under the jurisdiction of ASTM Committee AO1 on Steel, 3 Annual Book of ASTM Standardgol 01.05.
Stainless Steel, and Related Alloys and is the direct responsibility of Subcommittee * Annual Book of ASTM Standardgol 01.06.
A01.20 on Tin Mill Products. 5 Annual Book of ASTM Standardgol 03.01.
Current edition approved May 10, 2002. Published July 2002. Originally © Available from Standardization Documents Order Desk, Bldg. 4 Section D, 700
published as A 623M — 78. Last previous edition A 623M — 00. Robbins Ave., Philadelphia, PA 19111-5094, Attn: NPODS.

Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States. Doc u m ents
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MIL-STD-163 Steel Mill Products, Preparation for Marking A4), Tin Crystal Size (TCS) (see Annex A3). The alloy layer is
and Storag® normally light in color, characteristic of the acid tinning
2.3 Federal Standard: process.
Fed. Std. No. 123 Marking for Shipment (Civil Agencigs)  3.1.13.2K Plate, n—electrolytic tin plate, 5.6/2.8 g/fnor
heavier tin coating, with improved corrosion performance for
some galvanic detinning food products as specified in the
3.1 Definitions: following table and as measured by the Special Property Tests
3.1.1 black plate n—light-gage, low-carbon, cold-reduced for Pickle Lag (PL) (see Annex A2), Iron Solution Value (ISV)
steel intended for use in the untinned state or for the productiofsee Annex A4), Tin Crystal Size (TCS) (see Annex A3), Alloy
of other tin mill products. It is supplied only in a dry or oiled Tin Couple (ATC) (see Annex A5) and Aerated Media Polar-

3. Terminology

condition. . _ . _ ization Test (AMP) (see Annex A8).
3.1.2 box ann'e'almgn—a process qulvmg slow he.atmg of Special Properties Aims
coils to a subcritical temperature, holding, and cooling thererickie Lag 10 s max
from, to recrystallize the grain, and thus, relieve stressegen Solution Value 20 jg iron max
d d duri Id red . Iti lished i | Tin Crystal Size ASTM No. 9 or larger
produced during cold reduction. It is accomplished in a sealed;,, 7in couple” 0.12 pA/em? max

container. By introducing and maintaining an inert or slightly
reducing atmosphere during the cycle, a relatively bfight A Good mill practice has demonstrated the ability to average 0.05 pA/cm? or less
surface is obtained. over an extended period of production.

3.1.3 bright finish n—a surface that has a lustrous appear-
ance.

3.1.4 burr, n—metal displaced beyond the plane of the
surface by slitting or shearing (see 9.1.6 and 9.2.6).

3.1.5 cambey n—the greatest deviation of a coil edge from
a straight line. The measurement is taken on the concave si
and is the perpendicular distance from a straight line to th
point of maximum deviation (see 9.1.8 and 9.2.7).

3.1.6 chemical treatment, electrolytic tin plate—a passi- e
vating chemical treatment applied to the surface of electrolyti(,same order specifications.

tin plate to stabilize the plate surface characteristics compatible 3'.1'16 matte finish n—a surface Fh_at has an unmelted tin
with a specified end use (see Annex A7). coating, generally on a shot-blast finish (SBF) base steel.

3.1.7 chemically treated steeh—light-gage, low-carbon, 3.1.17 mechanical designatiom—an arbitrary number to

cold-reduced steel that has a passivating or chemical treatmeﬂ?s'gnate_ Rockwell hardness and ultimate tensile strength
aracteristics for double-reduced plate (see 8.2).

applied to the surface to provide rust resistance or retar§ - ) . .
uggerfilm corrosion. or bothp 3.1.18 oiling, n—a lubricant film applied to both surfaces of
’ i k. the plate.

3.1.8 cold reduction n—the process of reducing the thic )
3.1.19 package n—a quantity of 100 sheets.

ness of the strip cold, generally accomplished by one rolling NAIh )
through a series of four-high mills arranged in tandem. 3.1.20 passivating treatmenpin—a surface chemical treat-
¢ ment (see 3.1.6).

3.1.9 continuous annealingn—a process consisting o .
passing the cold-reduced strip continuously and in a single 3-1.21 Rockwell hardness tesh—a test for determining
thickness through a series of vertical passes within a furnada®rdness (see Annex Al). _
consisting of heating, soaking, and cooling zones to recrystal- 3-1-22 rolling width, n—the dimension of the sheet perpen-
lize the grain and thus relieve stresses produced during cof@icular to the rolling direction. _
reduction. An inert or slightly reducing atmosphere is main- 3:1.23 single-reduced platen—plate produced with one
tained in the furnace to obtain a relatively bright strip. major cold reduction.

3.1.10 differentially coated tin plate n—electrolytic tin 3.1.24 SITA n—100 square metres.
plate with a different weight of tin coating on each surface. ~ Formula for cut lengths:

3.1.11 double-reduced plater—plate given a second major
cold reduction following annealing. width (mm)  length(mm)

3.1.12 electrolytic chromium-coated steeh—light-gage, SITA=—7ggo X —1oog _ * humber of packages (1)
low-carbon, cold-reducec_j steel on which chromium and oxides Eormula for coils:
have been electrodeposited.

3.1.13 electrolytic tin plate n—light-gage, low-carbon,

3.1.13.3Discussior—The production of J Plate and K Plate
require special processing and testing. In order to receive J
Plate or K Plate, this requirement must be specified on the
order.
d 3.1.14 length dimensionn—the longer dimension of a cut

e
Slze (see 9.2.5).

3.1.15lot, —each 20 000 sheets or part thereof or the
equivalent in coils, of an item in a specific shipment having the

cold-reduced steel on which tin has been electrodeposited by "%x length(m)
an acid or alkaline process. SITA = - )
3.1.13.1J Plate, n—electrolytic tin plate, 5.6/2.8 g/fmor 100

heavier tin coating, with improved corrosion performance for 3.1.25 steel Type Dn—base-metal steel aluminum killed,

some galvanic detinning food products as specified in 3.1.13.20metimes required to minimize severe fluting and stretcher-
and as measured by the Special Property Tests for Pickle Lagjrain hazards or for severe drawing applications (see Table 1).
(PL) (see Annex A2), Iron Solution Values (ISV) (see Annex 3.1.26 steel Type Ln—base-metal Rteel,B\oiGumntS
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TABLE 1 Chemical Requirements for Tin Mill Products TABLE 2 Temper Designations and Hardness Values Single
Reduces Tin Mill Products—Box Annealed

Cast Composition, max %

Element Type D Type L Type MR Note 1—Thinner plate (0.21 mm ordered thickness and thinner) is
normally tested using the Rockwell 15T scale and the results converted to

Carbon 0.12 0.13 0.13
Manganese 0.60 0.60 0.60 the Rockwell 30T scale (see Annex Al and Table Al1.1).
Phosphorous 0.020 0.015 0.020 Temper Designation Rockwell Hardness Values Characteristics and
Sulfur 0.03 0.03 0.03 All Thickness HR30T# Typical End Uses
Silicon*8 0.020 0.020 0.020 -
Copper 0.20 0.06 0.20 Nominal Range
Nickel . 0.15 0.04 0.15 T-1 (T49) 49 45-53 soft for drawing parts
Chromium 0.10 0.06 0.10 such as nozzles,
Molybdenum 0.05 0.05 0.05 spouts, and oil filter
Aluminum® 0.20 0.10 0.20 shells
Other elements, each 0.02 0.02 0.02 T-2 (T53) 53 49-57 moderately soft for
AWhen steel produced by the silicon killed method is ordered, the silicon drawing shallow parts
maximum may be increased to 0.080 %. such as rings, plugs,
BWhen strand cast steel produced by the aluminum killed method is ordered or aﬂd pie pans
furnished, the silicon maximum may be increased to 0.030 % when approved by T-3(T57) 57 53-61 Fairly stiff for parts
the purchaser. such as can ends and
STypes L and MR may be supplied as non-killed or killed which would bodies, closures, and
respectively be produced without and with aluminum additions. Minimum alumi- crown caps
num level for Type D is usually 0.02 %. T-4 (T61) 61 57-65 Increased stiffness for
can ends and bodies,
. . . . crown caps, and large
and residual elements, sometimes used for improved internal closures
corrosion resistance for certain food-product containers (Se€+these ranges are based on the use of the diamond anvil.
Table 1). Test Conditions:

n _ F : _ 1. For referee purposes, samples of black plate, unreflowed ETP, and ECCS shall
3:1'27 steel Type MR base-metal Stee_l’ _S|m|I_ar In r_net be aged prior to testing by holding at 200°C for 10 minutes.
alloid content to Type L but less restrictive in residual 2. The hardness test area on material produced with SBF or equivalent rolls shall

elements, commonly used for most tin mill products (see Tablé&e sanded smooth on both surfaces.

1) 3. To avoid incorrect results due to the cantilever effect, samples shall have an
) X L. area no longer than 2500 mm? and the point of testing shall be no more than 13
3.1.28 surface appearanger—visual characteristics deter- mm off the center of the samples.

mined primarily by the steel surface finish. For electrolytic tin

plate, the appearance is also influenced by the weight of . . . .
coating and by melting or not melting the tin coating. requirements as prescribed in Table 1 except as otherwise

3.1.29 surface finishesr—steel surface finishes for tin mill agreed upon between the manufacturer and the purchaser.

products imparted by the finishing-mill work rolls. These may
be either ground, blasted, or etched roll finishes. )
3.1.30 temper designatigm—an arbitrary number to des- 6.1 An analysis of each cast of steel shall be made by the

ignate a Rockwell hardness range for single-reduced producfUPPli€r to determine the percentages of carbon, manganese,

which indicates the forming properties of the plate (see SectioRNoSPhorus, sulfur, silicon, and copper. The chemical compo-

8 and Table 2 and Table 3). sition thus determined shall conform to the requirements of
3.1.31 temper mill n—a mill for rolling base metal steel 1aPle 1.

after annealing to obtain proper temper, flatness, and surface6-2 In the case of Type L, the analysis shall include the
finish. It may consist of one stand or two stands arranged if€Sidual elements shown in Table 1. Other elements, unless

tandem. agreed upon between the manufacturer and the purchaser,

3.1.32 tin coating weightn—the weight of tin applied to the individual_ly shall not exceed 0.02 %, maximum an_d while n(_)t
steel surface, usually stated as grams per square metre distr[fgcessarily analyzed are dependent on the suppliers’ practices
uted evenly over both surfaces. The coating is usually referre@nd controls.
to by designation numbers, referring separately to the nomin? .
tin weight on each surface, but omitting the units. Thus, 2.8/2.8 " Prodgct Analysis )
designates tin plate with a coating of 2.8 §/on each of the /-1 Rimmed or capped steels are characterized by a lack of
two surfaces. For differential coatings the same system ighiformity in their chemical composition, and for this reason,
applied. Thus, 1.1/2.2 has a coating of 1.1 g6n one surface Product analysis is not technologically appropriate unless
and 2.2 g/r on the other surface. misapplication is clearly indicated.

3.1.33 width dimensionn—the shorter dimension of a cut
size (see 9.2.5).

6. Cast or Heat Analysis

8. Mechanical Requirements
8.1 Single-Reduced Tin Mill Products, TempefFhe term

4. Base Metal temper when applied to single-reduced tin mill products
4.1 The steel shall be made by the open-hearth, electrisummarizes a combination of interrelated mechanical proper-
furnace, or basic-oxygen process. ties. No single mechanical test can measure all the various
) - factors that contribute to the fabrication characteristics of the
5. Chemical Composition material. The Rockwell 30T hardness value is a quick test

5.1 The steel shall conform to the chemical compositiorwhich serves as a guide to the oropertieﬂﬂeumeni@;t
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TABLE 3 Temper Designations and Hardness Values Single-Reduced Tin Mill Products—Continuously Annealed

Note 1—Thinner plate (0.21-mm ordered thickness and thinner) is normally tested using the Rockwell 15T and the results converted to the Rockwell
30T scale (see Annex Al and Table Al.1).

Temper Rockwell Hardness Value Characteristics and
Designation All Thicknesses HR30T# Typical End Uses
Nominal Range
T-3 (T57) 57 53-61 moderate stiffness for

parts such as can
ends and bodies,
drawn and ironed can
bodies closures, and
crown caps

T-4 (T61) 61 57-65 increased stiffness for
can ends, drawn (and
ironed) can bodies,
and large closure

T-5 (T65) 65 61-69 moderately high stiff-
ness to resist buckling
on can ends and bod-
ies

“These ranges are based on the use of the diamond anvil.
Test Conditions:
1. For referee purposes, samples of black plate, unreflowed ETP, and ECCS shall be aged prior to testing by holding at 200°C for 10 minutes.
2. The hardness test area on material produced with SBF or equivalent rolls shall be sanded smooth on both surfaces.
3. To avoid incorrect results due to the cantilever effect, samples shall have an area no longer than 2500 mm? and the point of testing shall be no more than 13 mm off
the center of the samples.

forms the basis for a system of temper designations as showh Permissible Variation in Dimensions

values meeting the limits shown. The mechanical properties of g 1 1 Thickness, Method for DeterminatieWhen the pur-
continuously annealed plate and batch annealed plate of thgyaser wishes to make tests to ascertain compliance with the
same Rockwell 30T temper designation are not identical. It iequirements of this specification for thickness of an item in a
important to keep in mind, that the Rockwell 30T test does nogpecific shipment of tin mill products in coils having the same
measure all the various factors which contribute to the fabrinrger specification, the following procedure shall be used:
cation characteristics of the plate. _ Random and representative measurements using a hand mi-
8.2 Double-Reduced Tin Mill Products, Mechanical crometer must be made throughout the coil length. Measure-
Characteristics-No test or group of tests have been developedyents may be made at any location across the coil width except
that adequately predict the fabricating performance of double1g mm from the mill-trimmed edge. The hand micrometers are
reduced tin mill products. Designations for mechanical propxzssymed to be accurate +0.003 mm. No measurements are
erties showing typical applications are arranged in generallyy pe made within 1.0 m of a weld.
ascending level of strength as shown in Table 4. 9.1.2 Thickness Toleranceshall conform to those pre-
8.3 Rockwell testing shall be in accordance with the lateskcriped in Table 5 (also see Table 6).
revision of Test Methods and Definitions A 370 (see AnnexAl) g 1 3 Feather Edgeis a measure of the thickness deviation

and Test Methods E 18. across the strip width. It is measured at a location 6 mm from
TABLE 4 Mechanical Designations Double-Reduced Tin Mill the mll!-Frlmmed edge and is generally Iess.tha.n the thickness
Products at positions 25 mm or more from the mill-trimmed edge.

i | dered thick d thi ~Maximum feather edge deviation shall not be more than 15 %
Note 1—Thinner plate (0.21-mm ordered thickness and thinner) ISunder the specified thickness.

normally tested using Rockwell 15T scale and the results converted to thé

Rockwell 30T scale (see Annex Al and Table A1.1). 9.1.4 Crown is the difference in strip thickness from the
Nominal Nominal
Longitudinal (L) Rockwell i
Designation Ultimate Tensile Hardness Examples of Usage TABLE 5 Thickness Tolerances
Strength, MP HR30-TA . - .
rength, Mma Note 1—When weld-free coils are specified, this does not afford the
DR-7.5 520 71 can bodies supplier the opportunity to discard off-gage product, and for that reason
DR-8 550 72 gigsb"d'es and the above thickness tolerances are not applicable.
DR-8.5 580 73 can bodies and Lot Size, Mg (metric tons) Tolerance
ends - o
) 0to 5.5 95 % of the product of the coils shall be within
DR-9 620 % Zizsb()d'es and the tolerances slated in Table 6.
Over 5.5 to 13.6 97.5 % of the product of the coils shall be within
DR9.5 660 6 can ends the tolerances stated in Table 6.
AThese values are based on the use of the diamond anvil. Testing will be in Over 13.6 to 68.0 99.0 % of the product of the coils shall be within
accordance with Test Methods and Definitions A 370. Rockwell values are too the tolerances stated in Table 6.
varied to permit establishment of ranges. For details see AIS/ Contributions to the Over 68.0 99.5 % of the product of the coils shall be within
Merallurgy of Steel, “Survey of Mechanical Properties of Double Reduced Tin the tolerances stated in Tahle 6.
Plate,” January 1966. uO’CtI‘I'I‘I'entS
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TABLE 6 Ordered Thickness and Thickness Tolerances 9.2.2 Thickness TolerancesHn mill products in cut sizes
Note 1—Thickness tolerances are +5 % and -8 % from the ordered® Produced within thickness tolerances of +5 %, -8 % of the
thickness ordered thickness, see (Table 6). Any sheets not meeting this
Ordered Thickness Thickness requirement are subject to rejection. _ o
Thickness, Tolerance, Tolerance, 9.2.3 Feather Edgeis a measure of the thickness deviation
mm Over, mm Under, mm across the strip width. It is measured at a location 6 mm from
0.140 0.007 0.011 the mill-timmed edge and is generally less than the thickness
Py P oo at positions 25 mm or more from the mill-trimmed edge.
0.170 0.008 0.014 Maximum feather edge deviation shall not be more than 15 %
0.180 0.009 0.014 under the specified thickness.
g P oo 9.2.4 Crown is the difference in strip thickness from the
0.210 0.010 0.017 center of roll width and the location 10 mm in from the
0.220 0.011 0.018 mill-trimmed edge.
0.230 0.012 0.018 . : : :
0,240 0012 0,019 9.2.5 Shearing Practice-Tin _m|II products are generally
0.250 0.012 0.020 ordered to even-numbered millimetres and sheared to ordered
8-238 8-83 8-822 size. The greater dimension is considered length. The slit
0.280 0014 0.022 dimension shall not vary by more than -0, +3 mm and the
0.290 0.014 0.023 drumcut dimension shall not vary by more than -0, +6 mm.
0.300 0.015 0.024 9.2.6 Burr—A maximum of 0.05 mm is permissible.
82;8 8:812 g:ggg 9.2.7 Camber—The maximum permissible deviation is 1.3
0.330 0.016 0.026 mm for each 1 m ofength or fraction thereof, in accordance
8-2;‘8 8-81; g-gg; with the latest version of measuring methods and definitions in
0.360 0.018 0.029 Test Method A987. L
0.370 0.018 0.030 9.2.8 Out-of-Squareis the deviation of an end edge from a
0.380 0.019 0.030 straight line which is placed at a right angle to the side of the

plate, touching one corner and extending to the opposite side.
The amount of deviation is customarily limited to 1.5 mm for
center of roll width and the location 10 mm in from the any edge measurement, except that a multiple-package lift may
mill-trimmed edge. contain a maximum of four sheets with a deviation up to 3 mm.
9.1.5 Width—Coils are trimmed to ordered width. The slit . .
dimension shall not vary by more than -0, +3 mm. 10. Special Requirements
9.1.6 Burr—A maximum of 0.05 mm is permissible. 10.1 Welds—€oils may contain lap or mesh welds, the
9.1.7 Coil Length—Variation between the measured length locations of which are marked. A hole may be punched
by the purchaser versus the supplier’s billed length shall noadjacent to the weld for automatic rejection of the weld during
exceed the limits prescribed in Table 7. shearing. The leading ends of lap welds shall not exceed 25
9.1.7.1 Since it is a common practice for each consumer’snm.
shearing operation to keep a running measurement of their 10.2 Cores—H coil centers must be supported to minimize
supplier’s coil shipments, any length variation in small lots (1damage, this requirement should be so stated on the order as a
to 5 coils) for a given period will automatically be included in special requirement.
this summary. Before concluding there is a length variation in .
these small lots the total length received from the supplier,ll' Sheet Count—Cut Sizes
regardless of thickness, over periods of one month or one 11.1 Small variations in sheet count of a multiple-package
quarter, or both should be checked. lift should average out to at least the proper exact count in
9.1.8 Camberis limited to a maximum of 6 mmni6 m or  quantities of 450 packages or more.
fraction thereof of length, in accordance with the latest versior!L2 Retest Procedure
of measuring methods and definitions in Test Method A 987.7""

9.1.9 Inside Coil Diameters-Fhe standard inside diameter ~12.1 In the event the material fails to meet the specified
produced is approximately 410 mm. requirements, two further series of samples are to be selected

9.2 Dimensional Characteristics, Cut Sizes by the purchaser in accordance with the applicable procedures.

9.2.1 Thickness, Method for DeterminatiorfRandom mea- Both retests must meet the specification limits to qualify as
surements must be made at least 10 mm from the slit edge #feeting the requirements.
the sheet using a hand micrometer. The hand micrometers ag .
. Conditions of Manufacture

assumed to be accurate 1@.003 mm. ) ) )
13.1 The purchaser should be informed of any alterations in

the method of manufacture which will significantly affect the

TABLE 7 Coil Length Variation properties of the purchased product. Similarly, the purchaser

No. of 1Coils Variatignu x, % should inform the manufacturer of modifications in their
100 o1 fabrication methods which will significantly affect the way in
which the purchased product is. used. documents
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14. Inspection 16.2 When specified in the contract or order, and for direct

14.1 The inspector representing the purchaser shall hawrocurement by or direct shipment to the government, when
entry, at all times while work on the contract of the purchaserl-evel Ais specified, preservation, packaging, and packing shall
is being performed, to all parts of the manufacturer's worksde in accordance with the Level A requirements of MIL-STD-
that concern the manufacture of the material ordered. Th&63.
supplier shall afford the inspector all reasonable facilities to 16.3 The standard method of shipping coils is with the eye
satisfy him that the material is being furnished in accordancef the coil vertical.
with this specification. Unless otherwise specified, all inspec-
tion and tests shall be made prior to shipment at the supplier's7 - marking
works and such inspection or sampling shall be made in . . )
conjunction with and to the extent of the manufacturers 17-1 As a minimum requirement, the material shall be

regular inspection operations. identified by having the manufacturer's name, ASTM designa-
o tion, weight, purchaser’s order number, and material identifi-
15. Rejection cation legibly stenciled on top of each lift or shown on a tag

15.1 Material that shows excessive number of injuriousattached to each coil or shipping unit.
imperfections subsequent to its acceptance at the manufactur-17.2 When specified in the contract or order, and for direct
er's works, except as noted in the basis of purchase of thgrocurement by or direct shipment to the government, marking
applicable specification, shall be rejected and the suppliefoy shipment, in addition to requirements specified in the
notified. contract or order, shall be in accordance with MIL-STD-129
for military agencies and in accordance with Federal Std. No.

16. Packaging 123 for civil ’
16.1 Unless otherwise specified, the tinplate shall be pack- or Vil agencies.

aged and loaded in accordance with Practices A 700.

ANNEXES
(Mandatory Information)

Al. ROCKWELL HARDNESS TESTING OF TIN MILL PRODUCTS

All Scope Nominal Sheet Thickness, Rockwell Superficial Major Load,
. . . . . mm Scale kgf
Al1.1.1 This annex covers the application to tin mill prod- 0.212 and less 15T 15

ucts of Rockwell superficial hardness tests using the 15T and 0.547-0.213 sot 30

30T scales. Tests shall be made in accordance with the methods o ) ]
outlined in Test Methods E 18 and Test Methods and Defini- Al-3.2 Surface Finish-The surface of the specimen in

tions A 370 with the exceptions given in the following sections.contact with the diamond spot anvil shall be flat, smooth, and
free from dirt or surface irregularities. When necessary the

) surface shall be finished with fine emery paper. Unless other-
Al.2 Anvil wise agreed upon, the tin coating shall not be removed from the

A1.2.1 Alltests shall be made using the diamond spot anvi|§urface on which the indentation is made.
Al.4 Reports
A1.3 Specimens Al.4.1 Number of TestsFhe Rockwell scale value to be
reported shall be the average of at least three impressions.
A1.3.1 Thickness-Fhe recommendations given in Table 12 A1.4.2 Conversion-Hardness tests made on the 15T scale
of Test Methods E 18 shall not apply to tests on tin mill may be converted to the 30T scale by the use of Table A1.1. It
products. The Rockwell superficial scale to be used shall b& recognized that such conversions are for convenience in
determined from the nominal thickness of the material as givemeporting and that conversion, particularly from tests on thin
in the following table: and soft materials, is not an accurate process.
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NOTICE: This standard has either been superseded and replaced by a new version or discontinued.
Contact ASTM International (www.astm.org) for the latest information.
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TABLE Al.1 Conversion Table (Approximation) Rockwell
Hardness Testing

HR30T HR15T HR30T HR15T
82.0 93.0 65.0 84.0
81.5 92.5 64.0 .
81.0 S 63.5 83.5
80.5 92.0 62.5 83.0
80.0 S 62.0 .
79.0 91.5 61.5 82.5
78.5 . 60.5 82.0
78.0 91.0 60.0 .
77.5 90.5 59.5 81.5
77.0 . 58.5 81.0
76.0 90.0 58.0 .
75.5 89.5 57.0 80.5
75.0 . 56.5 .
74.5 89.0 56.0 80.0
74.0 88.5 55.0 79.5
73.5 . 54.5 .
73.0 88.0 54.0 79.0
72.0 87.5 53.0 78.5
71.5 . 52.5 .
71.0 87.0 515 78.0
70.0 86.5 51.0 775
69.5 . 50.5 .
69.0 86.0 49.5 77.0
68.0 85.5 49.0 76.5
67.5 . 48.5 .
67.0 85.0 47.5 76.0
66.0 S 47.0 75.5
65.5 84.5 46.0 .

A2. METHOD FOR DETERMINATION OF PICKLE LAG ON STEEL FOR ELECTROLYTIC TIN PLATE
INTRODUCTION

It is not intended that variations in apparatus, sample preparation, or procedures from those
described in this standard method be precluded. Suppliers or consumers may employ such variations
for control purposes provided test results agree with results obtained by the standard method.

A2.1 Scope A2.3 Apparatus

A2.1.1 The rate of pickling tetalso called the pickle lag ~ A2.3.1 Reaction Vessélconsisting of a specially modified
test, is one of four special property tests used to measurb25-mL Erlenmeyer flask. The flask shall have a 10-mm bore
certain characteristics of electrolytic tin plate which affectSIOPCOCK, glass sealed to the mouth and a small-diameter glass

internal corrosion resistance. The test is applicable to nomindHP€ side arm sealed in the side just below the mouth of the

tin coating and heavier electrolytic tin plate (For K-plate, seeoriginal flask. The bottom of the flask shall be rounded out. A

3.1.13.2 and J-plate, see 3.1.13.1). It is not applicable to 2.g/2 ereury switch shall be attached to the stop-cock plug with a

; T metal band.
and lighter electrolytic tin plate. A2.3.2 Constant-Temperature Water Bathrge enough to

A2.2 Summary of Method ggcgrr&n;ggate the reaction vessel and maintain a temperature of
A2.2.1 The time lag for a piece of steel to attain constant A2.3.3 Recording Mercury Manomet&to measure the rate
dissolution rate in acid under controlled conditions is deterof_ i_ncrease in pressure in t_he vess_el ge_nerateql by hydrogen.
mined. The change in pressure in a closed system caused hjitial setup of the recorder is described in Section 9.
hydrogen evolution from the steel is continuously plotted on a A2.3.4 A 381 by 3.17-mm magnetized steel rod for removal

chart through use of an electro-mechanical linkage and megf test specimen. (A one-hole rubber stopper may be positioned
cury manometer. near the upper end to prevent the bottom of the rod from

striking the bottom of the reaction flask.)

" Willey, A. R., Krickl, J. L., and Hartwell, R. R., “Steel Surface Properties Affect 8 available from Wilkens-Anderson Co., 5626 W. Division St., Chicago, IL

Internal Corrosion Performance of Tin Plate Containe@frosion Vol 12, No. 9, 60651. Such apparatus or its equivalent has been found satisfactory.
1956, p. 433. 9 Manufactured by Thwing-Albert Instrument Co., 19960 Dutton Rd., Philaiel-
phia, PA 19154. Such apparatus or its eguivalent has Gelu
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