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Standard Specification for
Centrifugally Cast Dual Metal (Gray and White Cast Iron)
Cylinders *

This standard is issued under the fixed designation A 667/A 667M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilone] indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope 3.2 The white iron portion of the cylinder shall be made to

1.1 This specificatich covers centrifugally cast cylinders & minimum hardness of 55 Scleroscope “C”. The gray iron
with an outer layer of white cast iron and the remainder of the?ortion of the cylinder shall conform to Specification A 278,
material of gray cast iron. These castings are suitable fof@ss 20 [A278M, Class 150].
pressure containing parts the design strength of which is based3-3 The casting process shall be controlled to produce a
on the gray iron portion of the cylinder. These castings arénetallurgical bond between the two metal layers.
suitable for service at temperatures up to 450°F [230°C]. 4. Finish

1.2 The values stated in either inch-pound units or Sl units” . ) )
are to be regarded separately as standard. Within the text, the4-1 All surfaces shall be machined prior to the cylinders
S| units are shown in brackets. The values stated in each€iNg placed into service.
system are not exact equivalents; therefore, each system must

) - Physical Requirements
be used independent of the other. Combining values from the y . q ) . )
two systems may result in nonconformance with the specifi- -1 Tensile RequirementsTension test specimens removed
cation. from the casting shall have a tensile strength not less than 80 %

1.3 The following safety hazards caveat pertains only to th@" that specified in 3.2.
test method portion, Section 8, of this specificatidrhis 5.2 Thickness of White Cast Iron _
standard does not purport to address all of the safety problems, 2-2-1 The thickness of the white cast iron shall be not less
if any, associated with its use. It is the responsibility of the usefhan 5% nor more than 30 % of the total finished wall
of this standard to establish appropriate safety and healtrNCKness.

practices and determine the applicability of regulatory limita- 2-2-2 The thickness of the white cast iron shall be deter-
tions prior to use. mined by ultrasonic testing.

2. Referenced Documents 6. Number of Tests
2 1 ASTM Standards: 6.1 The number of tension tests shall be in conformance

A 278 Specification for Gray Iron Castings for Pressure-With Specifications A 278 and A 278M.

Containing Parts for Temperatures Up to 650°F 7. Specimen Preparation
A 278M Specification for Gray Iron Castings for Pressure-

Containing Parts for Temperatures Up to 345°C [Metric] 7.1 Separately cast test bars may be used to represent the

gray iron portion of the castings. The test bars shall be cast in
3. Materials and Manufacture core sand and have a nominal diameter of 2 in. [50 m]. Tension
test specimens shall be machined from test bars to the
dimensions given for Specimen C in Specifications A 278 and
A 278M.
EEE—— 7.2 At the option of the manufacturer he may substitute test
* This specification is under the jurisdiction of Committee A-4 on Iron Castings hars taken from the gray iron portion of the casting. The test
and is the direct responsibility of Subcommittee A04.01 on Grey and White Ironb hall b k id b he inside di fth
Castings. ars shall be tal en midway etween the inside |amete_r of the
Current edition approved Oct. 30, 1987. Published December 1987. OriginaII)CaStmg and the mterface between the two layers. Tension test
published as A 667 — 72. Last previous edition A 667 — 72 (1982). specimens machined from these test bars shall conform to the

2 For ASME Boiler and Pressure Vessel Code applications see related Specifbimensions shown for Specimen cin Specifications A 278 and
cation SA-667 in Section Il of that Code. A 278M

3 Annual Book of ASTM Standardgl. 01.02.

3.1 The melting procedures shall be optional with the
foundry.

Copyright © ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States. Doc u m ents

Document Sharing Hub

Full document details: ASTM A667/A667M-87(1998)


http://www.avadocuments.com/doc/astm-a667-a667m-87-1998
http://www.avadocuments.com/doc/astm-a667-a667m-87-1998

. . . .S,
NOTICE: This standard has either been superceded and replaced by a new version or discontinued.
Contact ASTM International (www.astm.org) for the latest information.

A8y A 667/A 667M - 87 (1998)

8. Test Method 10. Acceptance and Certification

8.1 Tension test specimens shall fit the holders of the testing 10.1 Final acceptance of the casting shall follow complete
machine in such a way that the load shall be axial. The use ahachining of the casting. Upon request of the purchaser and
self-aligning shackles is suggested. After reaching a stresshen so specified in the purchase order, a certification shall be
equivalent to 15 000 psi [100 MPa] the speed of the movingnade on the basis of acceptance of the material. This shall
head of the testing machine shall not exceédin. [3.2 consist of a copy of the manufacturer’'s test report or a

mm]/min. statement by the supplier accompanied by a copy of the test
) results that the material has been sampled, tested, and inspected
9. Inspection in accordance with the provisions of this specification. Each

9.1 The inspector representing the purchaser shall have frewrtification so furnished shall be signed by an authorized agent
entry at all times while work on the contract of the purchaserf the supplier or manufacturer.
is being performed to all parts of the manufacturer’s works that )
concern the manufacture of the material ordered. The mand-l. Product Marking
facturer shall afford the inspector without charge all reasonable 11.1 Pressure containing castings made in accordance with
facilities to satisfy him that the material is being furnished inthis specification shall have the name of the manufacturer or
accordance with this specification. All tests and inspection$is recognized trademark and the class of iron to which it
shall be made at the place of manufacture prior to the shipmemionforms cast or indelibly stamped on the surface indicated by
unless otherwise specified and shall be so conducted as nottiee purchaser or in such a position as not to injure the
interfere unnecessarily with the operation of the works. usefulness of the casting.

ASTM International takes no position respecting the validity of any patent rights asserted in connection with any item mentioned
in this standard. Users of this standard are expressly advised that determination of the validity of any such patent rights, and the risk
of infringement of such rights, are entirely their own responsibility.

This standard is subject to revision at any time by the responsible technical committee and must be reviewed every five years and
if not revised, either reapproved or withdrawn. Your comments are invited either for revision of this standard or for additional standards
and should be addressed to ASTM International Headquarters. Your comments will receive careful consideration at a meeting of the
responsible technical committee, which you may attend. If you feel that your comments have not received a fair hearing you should
make your views known to the ASTM Committee on Standards, at the address shown below.

This standard is copyrighted by ASTM International, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959,
United States. Individual reprints (single or multiple copies) of this standard may be obtained by contacting ASTM at the above
address or at 610-832-9585 (phone), 610-832-9555 (fax), or service@astm.org (e-mail); or through the ASTM website
(www.astm.org).
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