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Steel Fibers for Fiber-Reinforced Concrete
This standard is issued under the fixed designation A 820; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope 544.1R Committee Report on Fiber-Reinforced Conérete

1.1 This specification covers minimum requirements for3
steel fibers intended for use in fiber-reinforced concrete. Four ) ) , »
types of steel fibers for this purpose are defined as pieces of 3-1 Symbols—The following symbols used in this specifi-
smooth or deformed cold drawn wire; smooth or deformed cufation are defined as follows:
sheet; melt-extracted fibers: or other steel fibers that are A= Cross-sectional area, fr(mn’)
sufficiently small to be dispersed at random in a concrete 9= diameter, in. (mm) _
mixture. f, = ultimate tensile strength, psi (MPa)

1.2 This specification provides for measurement of dimen- | = length, in. (mm)
sions, tolerances from specified dimensions, and required N =!/d = aspectratio _ o _
minimum physical properties, and prescribes testing proce- 3.1.1 The subscr_lpt_on_dlmensmngl units |nd|cat_es “nomi-
dures to establish conformance to these requirements. nal” and the subscrip indicates “equivalent.” “Nominal” and

1.3 In the case of conflict between a requirement of é‘gquwa_lent“ dimensions are calculated from other measurable
product specification and a requirement of this specificationdimensions or average weights (masses).
the product specification shall prevail. In the case of a conflic;L Classification
between a requirement of the product specification or a
requirement of this specification and a more stringent require-
ment of the purchase order, the purchase order shall prevai : >
The purchase order requirements shall not take precedenceSie€! fiber material. ,
they, in any way, violate the requirements of the product 4-1-1 Type I, cold drawn wire.
specification or this specification; for example, by the waiving 4-1-2 Type Il, cut sheet.
of a test requirement or by making a test requirement less 4-1-3 Type Ill, melt-extracted.
stringent. 4.1.4 .Type IV, other flbgrs.

1.4 The values stated in inch-pound units are to be regarded 4-2 Fibers may be straight or deformed.
_E;’le the tfstandalrd. The values given in parentheses are fgr Ordering Information
information only.

. Terminology

4.1 Four general types of steel fibers are identified in this
pecification based upon the product used as a source of the

5.1 It shall be the responsibility of the purchaser to specify
2. Referenced Documents all requirements that are necessary for product under this
2.1 The following documents, of the issue in effect on thesSPecification. Such requirements to be considered include, but

date of material purchase, form a part of this specification t&® not limited to, the following: _
the extent referenced herein. 5.1.1 ASTM designation and year of issue,

2 2 ASTM Standards: 5.1.2 Quantity in pounds or tons (kg or Mg),

A 370 Test Methods and Definitions for Mechanical Testing 2-1-3 Type or types permissible (4.1),
of Steel Producks 5.1.4 Diameter or equivalent diameter (8.1), or range of

C 1116 Specification for Fiber-Reinforced Concrete anctduivalent diameters (8.1.5),
Shotcretd 5.1.5 Length or nominal length (8.1),

23 ACI Document: 5.1.6 Deformations_,_if r_equired, and _ _
5.1.7 Whether certification by the manufacturer is required
including whether a report is to be furnished (Section 11).

* This specification is under the jurisdiction of ASTM Committee AO1 on Steel, Note 1—For information on satisfactory sizes and aspect ratios, see
Stainless Steel, and Related Alloys and is the direct responsibility of SubcommitteaC| 544.1R, and contact the manufacturers regarding availability.
A01.05 on Steel Reinforcement.
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6. Materials and Manufacture (out-to-out) after bendingl{). Nominal aspect ratio\() is

6.1 The materials and manufacturing methods used shall festablished ad d) or (I/d.). See Fig. 1.
such that the fibers produced conform to the requirements in

this specification. —_
7. Mechanical Properties ‘

7.1 Tensile Requirements
7.1.1 At least one tensile test, consisting of 10 randomly FIG. 1 Deformed Cold-Drawn Fibers
selected finished fibers, shall be performed for each 5 tons (4.5
Mg) . The average tensile strengtf, shall not be less than 50 ) . )
000 psi (345 MPa). The tensile strength of any one of the ten 8-1.3 Cutsheet (Type ll) fibers are specified by thickngss (
specimens shall not be less than 45 000 psi (310 MPa). Whei¥dth (W), and length I). Nominal aspect ratio\) can be
the parent source material consists of sheet or wire, tensile test§Mputed as:
by the manufacturer may be performed on larger samples of l/N\/3ATw=1/d,
source material. One sample of each different source material
used shall then be tested for each 5 tons of material or eacH/here:
shipment if less than 5 tons. The tensile strength of a single? = W, and

; - d, = equivalent diameter. See Fig. 2.
sample of source material shall not be less than 50 000 psi. “e ) -
7.1.2 The cross-sectional area used to compushall be 8.1.4 Deformed cut sheet (Type Il) fibers are specified by

carried out to five decimal places, in units of square inche%lhickness.'0'IWidth W), a_nd OUI'tOt')OUt length adfter (fje|1|‘ormation
(square millimetres), and shall bét) for drawn wire fibers, Un)- Nominal aspect ratia) can be computed as follows. See

Type | the area calculated from the actual diameter of thd™ ig. 3.
parent source material or finished fib&2) for cut sheet fibers, Io/\/2ATw = 1,/d,
Type Il the area calculated from the actual thickness and width g 1 5 Melt-extracted (Type 1) or other fibers are specified

of the parent source material specimen, or if fibers are testedly 5 range of equivalent diametersd)( and length I.
the area of each individual fiber calculated from measure@quivalent diameter is computed from measured average
length and weight (mass) of the fiber, measured to the nearegngth and the weight (mass) of a known quantity of fibers,
22X 107 b (0.0001 g), based on a density of 0.2836 [B/in based upon 0.2836 |b/ﬁ1(7850 kg/rﬁ) See Fig. 4.
(7850 kg/n?); and (3) for melt-extraction fibers, Type )lbr 8.2 Measurement of Dimensians
other fibers, Type IV, specified by equivalent diameterarea g 1 Measurement of dimensions shall be performed on not
calculated from the equivalent diameter of the fibers. See 8.1.5a55 than 10 randomly selected specimens for each test to
The ultimate tensile load in pounds-force (newtons) for indi-estaplish the average for conformance to specified tolerances.
vidual fibers shall be measured to at least three significank; jeast 90 % of the specimens in each test shall meet the
figures. Testing shall be in accordance with Test Methods anghecified tolerances for length, diameter or equivalent diam-
Definitions A 370, where applicable. eter, and aspect ratio.
7.2 Bending Requirements _ _ 8.2.2 Atleast one test shall be performed for 5 tons (4.5 Mg)
7.2.1 Fibers shall withstand being bent around a 0.125-iNgt material or each shipment if less than 5 tons.
(3.18-mm) diameter pin to an angle of 90° at temperatures not g 3 permissible Variations
less than 60°F (16°C) without breaking. 8.3.1 The length, or nominal length shall not vary from its
Note 2—The bending requirements of this specification provide aspecified value more than10 %.
general indication of fiber ductility, as may be important in resisting 8.3.2 The diameter or equivalent diameter shall not vary
breakage during handling and mixing operations. Ductility measures ofrom its specified value more thah10 %.
fiber-reinforced concrete are outside the scope of this specification; see g 3.3 The aspect ratio or nominal aspect ratio shall not vary
ACI 544.1R. from its specified value more thahl15 %.
7.2.2 Bend tests shall be conducted on ten randomly se-
lected specimens of finished fibers. It shall be permissible t®. Workmanship, Finish, and Appearance
perform bend tests manually. At least one test consisting of ten 9.1 Surface Condition
specimens shall be made for each 5 tons (4.5 Mg) of material 9.1.1 Seams and surface irregularities shall not be cause for

or each shipment if less than 5 tons. At least 90 % of thegjection provided that tensile properties are not less than
specimens must pass the test.

n

8. Dimensions and Permissible Variations
8.1 Dimensions t

8.1.1 Straight cold-drawn wire (Type ) fibers are specified __L_ .
by diameter @) or equivalentd,) and length [, that establish _f_ L
a specified aspect ratité/@) or (1/d,). “‘ w L-
8.1.2 Deformed cold-drawn wire (Type 1) fibers are speci-
fied by the diameterd] or equivalent diameted() and length FIG. 2 Cut Sheet Fibers Documents
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