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Standard Specification for
Headed Bars for Concrete Reinforcement

This standard is issued under the fixed designation A 970/A 970M; the number immediately following the designation indicates the year
of original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval.
A superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope* A 706M limits chemical composition and carbon equivalence

1.1 This specification covers deformed and plain low-alloyt© €nhance weldablity of the material. .
steel reinforcing bars in cut lengths, with head(s) attached to 1.4.5 Reinforcing bar material conforming to A 615/A
one or both ends, for concrete reinforcement. Attachment shai15M or A 706/A 706M is acceptable for the production of
be accomplished through welding or forging of heads onto théhreaded or forged headed bars. _
bar ends, by internal threads in the head mating to threads on 1.4.6 Other types of steel reinforcing bars shall be permit-
the bar end or by a separate threaded nut to secure the head®§: (1) providing they conform to the dimensional and weight

or cut from plate. as applicable, and (2) when specified and agreed upon by the

) o _ _ purchaser and the manufacturer and only when the suitability
o i speciicaton s spplcabl o headed barsproduced Wit the head and bar materials for the welding, threading, or
structur,es. The réquirements of this specification are not applicable %Srg;.ng prOCiSShSpeCIflgd IS den}onsnat.ed thrgufgh successfful
headed bars where the attachment of the head is accomplished by aIternQ@p_'Catllon 0 t e requirements Tor teSFII"]g and frequency o
means. testing in Sections 7 and 8 of this specification.
1.2 Grade—Headed bars are of a single minimum yield elrf.gjmzﬁlc(;e;gfouri?g]r%ebnisosfrlﬁlilsCsonggi?g;t(i)otr?e mechanical
strength level of 420 MPa [60 000 psi], designated as Grad® . quiremen . P L
420 [60] 1.5 This specification is applicable for orders in either Sl or
1.3 Controlled Mechanical Properties and Performance inch-pound units.

. . e . 1.6 The values stated in either inch-pound units or Sl units
Requirements-This specification by use of tensile and bend re to be regarded separately as the standard. Within the text,

tests and the specified minimum performance levels in Section%e S| units are shown in brackets. The values stated in each

;Sasr;crin%l[i)égwdes the required performance properties for thesseystem are not exact equivalents; therefore, each system shall

L4 Weldng, Threaing,and Forgin o e ndeperdenty f e ther Combinig vales fon e
1.4.1 Welding of heads to the reinforcing steel shall becationy The inck?/- ound units shall aoolv unless thep“M"
approached with care. A welding procedure conforming tod - i f thi P ification i pfmé the ord
ANSI/AWS D1.4 shall be used for all required production esignation of this specitication 1S specilied in the order.

welding of the head to the bar, except for friction welding thatsa%éz T?cl)sns:rir?;‘jar_? gr(])es ansgtog.gizgrt tghag[gressse alllt 0.2 t?ﬁe
shall conform to ANSI/AWS C6.1. Y | Y ! WIth 1tS Use. !

: responsibility of the user of this standard to establish appro-
1.4.2 Forging—Integrally forged headed bars where the riate safety and health practices and determine the applica-

heads are produced by deforming the bar ends in a hot forging. . S .
process also are acceptable. rl%Ilty of regulatory limitations prior to use.
1.4.3 Threading—It shall be permissable to attach the 2 Referenced Documents
head(s) to the reinforcing bar utilizing straight or tapered
internal threads within the head or by securing the head to the ilzsiggMStggg?irgition for Steel Bars, Carbon and Alloy

threaded bar end with a separate internally threaded nut. i ey :
1.4.4 Low-Alloy Steel Bars-Low-alloy steel reinforcing ;(r)t Wrought and Cold-Finished, General Requirements

:)oarsmg?lﬂffzgﬂ?g tvc\)/eslgsg'f'ﬁ:ggg dA ggz A gozgﬁig?ilgge A”?%% / A 36/A 36M Specification for Carbon Structural Steel
- P A 108 Specification for Steel Bars, Carbon, Cold Finished,

Standard Quality

* This specification is under the jurisdiction of ASTM Committee AO1 on Steel,
Stainless Steel, and Related Alloys and is the direct responsibility of Subcommittee——

A01.05 on Steel Reinforcement. 2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or
Current edition approved Feb. 1, 2004. Published February 2004. Originallycontact ASTM customer service at service@astm.org./Aforual Book of ASTM
approved in 1997. Last previous edition approved in 2004 as A 970-04. Standardssolume information, refer to the standard’s Document Summary page on

the ASTM website.

*A Summary of Changes section appears at the end of this standard. Docu ments
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A 304 Specification for Carbon and Alloy Steel Bars Sub- 4.1.3 Bar material specification,
ject to End-Quench Hardenability Requirements 4.1.4 Bar size,

A 370 Test Methods and Definitions for Mechanical Testing 4 1 5 pDeformed or plain bars,
of Steel Products

A572/A572M Specification for High-Strength Low-Alloy a
Columbium-Vanadium Structural Steels . .

A 615/A 615M Specification for Deformed and Plain 4.1.7 Head material specification,

4.1.6 Head geometry, including thickness, height, width,
nd cross-sectional area,

Billet-Steel Bars for Concrete Reinforcement 4.1.8 Type of head attachment.
A 700 Practices for Packaging, Marking and Loading Meth- 4.1.9 Number of heads per bar length,
ods for Steel Products for Domestic Shipment 4.1.10 Length of bar assembly,

A 706/A 706M Specification for Low-Alloy Steel De- 4.1.11 Packaging, and
formed and Plain Bars for Concrete Reinforcement 4.1.12 ASTM designation and year of issue.
E 29 Practice for Using Significant Digits in Test Data to

Determine Conformance with Specifications Note 2—A typical example of an ordering description is as follows:
2.2 ANSI Standards 200 Mg [220 tons] welded headed reinforcing bars for concrete reinforce-
B1.1 Unified Screw Threads ment, Size No. 25 [No. 8] in 18 m [60 ft] lengths in secured lifts,
B1.13 Screw Threads conforming to Specification A 970/A 970M. Two heads per bar assembly

shall be provided and shall be attached by welding. Heads shall be cut

2.3 ANSI/AWS Standards: . . from plate material conforming to Specification A 36/A 36M plate and
ANSI/AWS C6.1 Recommended Practices for Frictionshall be 75 mm [3 in.] square. Certified mill test reports are required.

Welding3 Manufacturer shall provide certified copies of manufacturing test report as
ANSI/AWS D1.4 Structural Welding Code - Reinforcing required in 14.2 of this specification.
th%e_i;_ Military Standards: 5. Material and Manufacture
MIL-STD-129 Marking for Shipment and Storate 5.1 The reinforcing bars shall be rolled from properly
MIL-STD-163 Steel Mill Products Preparation for Ship- identified heats of mold cast or strand cast steel using the
ment and Storade open-hearth, basic-oxygen, or electric-furnace process.
2.5 U.S. Federal Standard: 5.2 Heads shall be formed, machined, or cut from properly

Fed. Std. No. 123 Marking for Shipment (Civil Agencies) dentified heats of mold cast or strand cast steel using the

open-hearth, basic oxygen, or electric-furnace process.

o 5.3 The head shall be dimensioned to be capable of resisting
3.1 Definitions: _ _ the nominal tensile strength of the reinforcing bar when the
3.1.1 forged headed ba+-a steel bar used in the reinforce- \ye|ded, threaded, or forged headed reinforcing bar is embed-

ment of concrete that has the head(s) integrally forged to one Qfeq in concrete. The determination of the head dimensions, as

3. Terminology

both ends. o defined in Fig. 1, shall be in accordance with good engineering
3.1.2 head—a round, elliptical, or rectangular shape em-practice and established methods, including test reports, calcu-
ployed to anchor a steel bar in concrete. lations or both. The head dimensions shall be provided by the

3.1.3 welded headed bara steel bar used in the reinforce- pyrchaser in the order. Head dimensions shall define the head
ment of concrete that has the head(s) welded to one or bo@‘leometry including thickness,height, and width of the head.
ends. _ . Alternate head dimensions supplied by the manufacturer shall
3.1.4 threaded head bar-a steel bar used in the reinforce- pg permitted if agreed to in advance by the purchaser. The
ment of concrete that has the head(s) attached to one or bofhanufacturer furnishes documentation to the purchaser in the
ends utilizing tapered or straight threads internal to the head aprm of calculations or test reports, or both, that confirms the

by a separate internally threaded nut securing the head to thgjitability of alternate head dimensions for the intended
threaded bar end. application.

5.4 Threading

- .. 5.4.1 Bars with heads attached utilizing tapered or straight
4.1 It. shall be the responsibility of the purc_haser to SpeCIfythreads shall have threads placed either in%ernr;lly in the hea% to
all requirements that are necessary for m_aterlal ordered to th|’7ﬁate with external threads on the bar surface or utilizing a
s_pr—_:mflcatlon. SUCh. reguwements shall include but are noé,eparate accompanying internally threaded nut to secure the
limited to the fpllowmg. head to the threaded bar end. Threads shall conform to the
4.1.1 Quantity, ) Unified Screw Thread series, either coarse or fine, according to
.4'1'2 Name of product: welded or forged headed bars for thﬁ\NSI B1.1 and ANSI B1.13. Use of other thread specifications
reinforcement of concrete, or standards at the option of the manufacturer shall be
permitted if agreed to by the purchaser.
. . . . 5.4.2 Care shall be exercised to account for out-of-
Lo ijr?;'aé’f lt/rl(i):r]niAE]Leggig6\.Neldmg Society, PO. Box 351040, 550 NW- roundness in the rolled reinforcing bar in the production of the
4Available’from Siandardization Documents Order Desk, Bldg. 4 Section D, 700threads, so that the minimum thread dimensions are maintained
Robbins Ave., Philadelphia, PA 19111-5094, Attn: NPODS. around the full circumference of the bDocuments

4. Ordering Information
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5.4.3 It shall be permissable to hot- or cold-roll, or machine 7.3.1 Tensile Strength-The test specimen performance for
cut, threads into the surface of the bar and heads at the optiomelded, threaded, or forged headed bars shall conform to the

of the manufacturer. requirements for tensile properties presented in Table 1.
7.3.2 Yield Strength-The test specimen performance for
6. Chemical Composition welded, threaded, or forged headed bars shall conform to the

6.1 An analysis of each heat of steel for bar and heads shdifauirements for yield strength presented in Table 1.
be made by the manufacturer from test samples taken during /-3-3 Acceptance Criteria-In addition to meeting the
the pouring of heats. The percentage of carbon, mangane ’rength requirements of Table 1, no observed p_artlal or total
phosphorus, sulfur, silicon, copper, nickel, chromium, mo|yb_fractu_re of the _head or the bar-head connect!on shall be
denum, and vanadium shall be determined. Carbon equivaleﬁ?rm'tted; the failure shall be observed to occur in the parent

(CE) shall be determined using the CE formula in Specificatioff€inforcing bar material a minimum of one bar diameter from
A 706/A 706M. the head-to-bar connection. Failure of the head or the head-to-

6.2 Bars—The chemical composition of bars shall conform bar connection within the attachment region is unacceptable

to the requirements for low-alloy steel bars produced undefnd shall be cause for rejection.

Specification A 706/A 706M or other steel specification ap- /-4 Yield Point Determination _
d7-4.1 Procedure—The yield point or yield strength of the

proved by the purchaser for welded headed bars, or thread . ) ,
headed bars with the head(s) attached through straight :aar itself shall be determined by one of the following methods:
7.4.1.1 The yield point shall be determined by a drop of the

tapered threads. Forged headed bars with the heads integrally i i i
forged onto the bars shall have bars with chemical compositioReam or halt in the gage of the testing machine.

conforming to the requirements of Specifications A 615/A /-4-1.2 When the bar material tested does not have a
615M or A 706/A 706M, or other steel specification approved""e”'def'n,ed yield point, thg yield strength sh_all pe determined
by the purchaser for threaded or forged headed bars. at extension under load using an autographic diagram method

6.3 Heads—The chemical composition of heads for welded ©F @n extensometer as described in 14.1.2 and 14.1.3 of Test
headed bars shall conform to pone of the following stee|Methods and Definitions A 370. The extension under load shall
specifications: Specification A 29/A 29M, A 36/A 36M, A 108, 2€ 0-35 % strain.

A 304, A 572/A 572M, A 706/A 706M, or other steel specifi- /> Be”dlgejt R‘]?q“"%”;]ems i bars shall be sub o
cations approved by the purchaser. 7.5.1 Welded or forged headed bars shall be subject to ben

testing.

7.5.2 Procedure—The test specimen shall be bent around a
suitable mandrel to an angle of at least 90° with no observed
~ 7.1 Welded, threaded, or forged headed bars shall be sulyiia) or total fracture of the head, the bar, or the head-to-bar
jected to mechanical tests to verify production method anggnnection.
product quality prior to manufacture. Mechanical testing also 7 5 3 Bend Test MandreLThe mandrel shall be placed so
shall be performed at interval; during production. All testsgg 1o directly bend the welded or forged region. The required
shall be performed on test specimens at a temperature not legndrel dimensions for bend testing are prescribed in Table 2.
than 16°C [60°F]. The centerline of the bend test mandrel shall be placed at the

7.2 Tensile Tests intersection of the reinforcing bar and the weld or forged

7.2.1 Tensile testing of the headed bar assembly shall bi%gion, as shown in Fig. 1.
performed accordance with the requirements described in Test7 5 4 Specimen PreparatiorBend test specimens shall be
Methods and Definitions A 370. Failure shall be defined ashe full cross-section of the bar as rolled with a head attached
partial or total fracture of the bar, the head, or the head-to-bagy one end of the reinforcing bar. For welded or forged heads
connection. directly attached to the end of the reinforcing bar where the

7.2.2 Specimen PreparatienTensile test specimens shall head interferes with placement of the bend test mandrel,

be the full cross-section of the bar as rolled with a headyfficient head material and any excess material associated
attached to one end of the reinforcing bar. The minimum length

of the test specimen shall be the greater of 250 mm [10 in.] or
ten times the diameter of the bar. A specimen with a head TABLE 1 Tensile Requirements S Units [Inch-Pound Units]

7. Mechanical Test and Performance Requirements

welded, threaded, or forged to one end shall be placed in the Tensile strength®, min MPa 550
testing machine with the head supported by a steel plate or _ [min psi 80 000]
other fixture to prevent movement and bending of the head. Yield strength, max MPa 540

. . . . . [max psi 78 000]
The fixture shall be placed concentrically with the longitudinal Yield strength, min MPa 420
axis of the reinforcing bar directly against the flat inner surface o [min psi 60 000]
of the head. The fixture shall provide clearance between the E"ggagg;'zazt‘i’é’nmm’ min,  %:
head support and the head-to-bar connection. Provisions shall 10, 13’916 and 19 14
be made for clearance between the support and any weld or [3, 4, 5 and 6]
forming material on the reinforcing bar-to-head connection. 22,25, 29, 32 and 36 12

. [7,8,9, 10 and 11]
The free end of the bar, without a head attached, shall be 43 and 57 10
gripped by the test machine. [14 and 18]
7.3 Tensile Requirements A Tensile strength shall not be less than 1.25 times Bg@ viments
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