. . . .S,
NOTICE: This standard has either been superceded and replaced by a new version or discontinued.
Contact ASTM International (www.astm.org) for the latest information.

[‘IM) Designation: B 507 — 86 (Reapproved 1998)

—~yl?
INTERNATIONAL
Standard Practice for
. . 1
Design of Articles to Be Electroplated on Racks
This standard is issued under the fixed designation B 507; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope electroplating baths. Table 1 lists the commonly used electro-

1.1 This practice covers design information for parts to bePlating processes. They are arranged according to decreasing

electroplated on racks. The recommendations contained hereififowing power. _ .

are not mandatory, but are intended to give guidance toward 4-2 A Rochelle-type copper electroplating solution has ex-

good practice. cellent throwing power compared to the poor throwing power
1.2 This standard does not purport to address all of theOf @ chromic acid solution used to deposit chromium. The

safety concerns, if any, associated with its use. It is theVidely used Waits-type nickel bath has fair throwing power.

responsibility of the user of this standard to establish apPro¢  seometric Factors Determining Deposit Distribution

priate safety and health practices and determine the applica-

bility of regulatory limitations prior to use. 5.1 Since a metal deposits preferentially at protuberances,
such as sharp corners, edges, fins, and ribs, these should be
2. Significance and Use rounded to a radius of at least 0.4 and preferably 0.8 mm to

2.1 When an article is to be electroplated, it is necessary t§v0id excessive buildup. Contouring a base comer in a
consider not only the characteristics of the eIectropIatingjjepreSSlon_'S also recommended to avoid thickness deficiency
process, but also the design of the part to minimize electrodt the location. . _
plating and finishing costs and solution dragout as well as to 5-2 The width-to-depth ratio of a depression or recess
improve appearance and functionality. It is often possibleShould be held to more than 3 as shown in Fig. 2. Otherwise,
during the design and engineering stages to make smafl special auxiliary anode must be employed inside the recess to
adjustments in shape that will result in considerable benefifromote more uniform current distribution. An auxiliary anode
toward a better quality part at a lower cost. is usually made of the depositing metal and is placed close to

2.2 The specific property of an electroplating process thathe Iow-Cl_Jrrent density areas to enhance metal deposition at
would require some attention to the details of optional designst,hose regions.
is the throwing power of the electroplating solution. Throwing -3 All sharp edges and base angles of a recess should be
power is the improvement of the coating distribution over thefounded to a radius of 0.25 times or more the depth of the
primary current distribution on an electrode (usually cathodeJ€cess as shown in Fig. 3. When sharp recess angles are

in a given solution, under specified conditions. required for a functional purpose, the electroplater cannot be
expected to meet a minimum thickness at those locations
3. Current Distribution and Throwing Power unless it is specifically required.

3.1 The apparent current during practical electroplating i Examples of Distribution of Electrodeposited Nickel
never uniform over the surface of the product. Even parallel’™ on Various Shapes
plates have a nonuniform distribution of current when freely i _ ) _ o
suspended in a bath as shown in Fig. 1. In this example, the 6.1 Fig. 4 through Fig. 5show the_ kind of nickel dlstrlb_u-
current lines tend to concentrate as corners, and edges (highe"n that was o_btalned on several different cathode conflgu_ra—
current density) of the part. Consequently more metal idions as deposited from a Watts-type bath at normal operating
deposited at the high-current density areas than at the lowgurrent densities. The thicknesses illustrated are exaggerated to

current density areas. emphasize the variations that were obtained. The data are
measurements taken from metallographic cross sections. Ref-
4. Relative Throwing Powers of Different Electrolytes erence to the figures enables similar conclusions to be drawn

4.1 Throwing power is not the same for all metals and a||W|th most other metals, eXCIuding chromium. The ranges will
be smaller for metals above nickel in Table 1 and larger for

metals below nickel.

! This practice is under the jurisdiction of ASTM Committee B-8 on Metallicand 6.2 Improvement in nickel distribution can be gained inside
Inorganic Coatingsand is the direct responsibility of Subcommittee B08.01 on
Ancillary Matters. -

Current edition approved July 25, 1986. Published September 1986. Originally 2 Adapted from sketches appearing Hiectroplating and Engineering Hand-
published as B 507 — 70. Last previous edition B 507 — 70 (1979). book 4th ed, Durney, L. J., ed., Reinhold Publishing Corporation, New York, 1984.
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FIG. 1 Current Density Distribution and Typical Electrodeposit (filled area)

TABLE 1 Relative Throwing Powers of Common Electroplating part with the rounded corners.
Baths 6.4 Deep recesses will always have a thinner deposit than
Bath/Metal Ranking the surrounding external areas, as shown in the cross section of
Rochell copper (cyanide based) Excellent a concave part in Fig. ﬁI. The average-to—minimum nickel
ggz:gg ;i?dm‘“m gﬁ‘;‘z"e“‘ thickness ratio for this example was 6.6. A more uniform
Cyanide silver Good deposit thickness can be obtained on a convex-shaped part, as
Alkaline tin Good shown in the example of Fig. @) In this case the average-
X?gl‘lf: rfg:\ccyanide e gggg to-minimum nickel thickness ratio was 2.
Fluoborate lead Good 6.5 Another example of an elongated curved surface (con-
All chioride nickel Fair vex) is illustrated in Fig. =). The nickel deposit was fairly
;‘S”;“rﬂﬁ('e el Ez:: uniform with an indicated average-to-minimum thickness ratio
Watts nickelA Fair of 2. However, when this shape is joined to another like a flat
iri%hmigrl?g; . EZ:: plate_, metal distribution is considerably different as illustrated
Nictlkel—iron Fair by Fig. 50).
Chloride iron Fair . L
Pyrophosphate copper Fair 7. RaCkmg and Rlnsmg
?ﬁ\'/‘;@%‘z”gfomium Ei‘gr 7.1 Other factors besides metal distribution should also be
Hexavalent chromium Poor taken into account when designing a part that will be rack
A Used for examples illustrated by Figs. 4-5. electroplated. The parts must be attached firmly to the rack, so

that all significant surfaces come in contact with the electro-

an angle by increasing the angle size, as shown in Fig. 4. Twiyte.
surfaces meeting at an angle of 60° show an average-to- 7.2 The parts must be attached to a rack firmly enough to
minimum thickness ratio of 3.3, and increasing the angle to 90prevent falling off during electroplating, and the attachment
or 120° the ratio can be reduced to 2.7 or 1.9, respectively. should be with enough force to provide a continual low-

6.3 Sharp corners should be given as large a radius agsistance electrical contact. In many cases, parts are rigidly
practical to improve metal distribution in a recess and avoidastened to racks through spring clips, prongs or bolts. Little or
excessive buildup on protuberances. Fig)6l{ustrates a part no metal will desposit at the points of contact; therefore, it is
with a sharp angled recess. Nickel distribution is not veryimportant to select noncritical areas for attaching parts to racks.
uniform with practically no deposit down in the corners of the 7.3 Articles attached to racks should be oriented to permit
recess. Rounding the corners of the recess on the part, as shoelectroplating to be free of roughness on significant surfaces.
in Fig. 6(), yields a more uniform nickel thickness in the Roughness comes from insoluble debris suspended in an
recess. The average-to-minimum thickness ratio in these exlectroplating bath that becomes incorporated into the depos-
amples was 9.2 for the part with sharp corners and 5.6 for thi¢ing metal, especially on upward. facing Bocuamenis
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