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Standard Test Method for
Determination of Tap Density of Metallic Powders and
Compounds *

This standard is issued under the fixed designation B 527; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope TABLE 1 Accuracy and Capacity of Balance

1.1 This test method specifies a method for the determina-Cylinder Capacity, cm®  Apparent Density, g/cm®  Mass of Test Portion, g
tion of tap density (packed density) of metallic powders and 100 >1 100 = 0.5
compounds, that is, the density of a powder that has been o 3 o
tapped, to settle contents, in a container under specified 25 2107 50 + 0.2
conditions. 25 <2 20 + 0.1

1.2 This standard does not purport to address all of the

safety concerns, if any, associated with its use. It is th o : : .
responsibility of the user of this standard to establish appro:%mS at 20°C, the height of the graduated portion being

; . ; . approximately 175 mm. The graduations shall be at £ cm
E{Ili?teo??;etl);leigf hlien?:gti%rr:]isctlcrﬁ)sr ?gisdeetermme the appl'cai'ntervals, thus allowing a measuring accuracy-0f0.5 cnr.
Y 9 y P : For apparent densities over 4.0 g/;rdo not use the 100 cin
2. Referenced Documents cylinder. _ .
21 ASTM Standards: 4.2.1 Alternatively, the following may be used:

. : 4.2.1.1 Graduated Glass Cylinderalibrated to contain 25
Bl\ﬁétzalTISg{/vZA:rgmd for Apparent Density of Free-Flowing cm® at 20°C, the height of the graduated portion being

B 215 Practice for Sampling Finished Lots of Metal Pow- gpproxlimately 135 mm. The graduations shall be at 0.2 cm
intervals.
deir:f Terminology of Powder Metallurdy 4.2.1.2 A 25-cm cylinder shall be used for powders of

B 329 Test Method for Apparent Density of Powders of tPPTEI I NGS! Han & o PEedi 0 e
Refractory Metals and Compounds by Scott Volunteter y P ' y P

: apparent density.
B 417 Test Method for Apparent Density of Non-Free- ; . : .
Flowing Metal Powders 4.3 Tapping Apparatué,which permits the tapping of the

. graduated cylinder against a firm base. The tapping shall be

BJSI:; Tte;]set gﬂritglzdh;%rtgpparent Density of Metal PoWderssuch that a densification of the powder can take place without
9 any loosening of its surface layers. The stroke shall be 3 mm

3. Significance and Use (0.118 in.) and the tapping frequency shall be between 100 and

3.1 This test method covers the evaluation of the tappei%o tlaps/mm. An example of a tapping apparatus is shown in

density physical characteristic of metallic powders and com-
pounds. The degree of correlation between the results of this Test Specimen
test method and the quality of powders in use will vary with

) s : 5.1 For the quantities of powder required for each test, see
each particular application and has not been fully determmed].able 1. Obtain test powder samples according to Practices

4. Apparatus B 215.

4.1 Balance of appropriate capacity an accuracy 10 Sats, . il Condiion. In Gertain instances the powder may be
the requirements shown in Table 1. X P y

: . : ried. However, if th wder i ibl xidation, th
4.2 Graduated Glass Cylindér,calibrated to contain 100 d e_d owever, If the po; der is susceptpe_to oxidation, the
drying shall take place in a vacuum or in inert gas. If the
powder contains volatile substances, it shall not be dried.
1 This specification is under the jurisdiction of ASTM Committee B-9 on Metal
Powders and Metal Powder Productsand is the direct responsibility of Subcommit——————————

tee B09.03on Refractory Metal Powders. “The following have been found suitable: Shandon Southern Instruments, Inc.,
Current edition approved Dec. 15, 1993. Published April 1994. Originally Tap-Pak Volumeter Model JEL-ST2 (Manufactured by J. Engelsmann A.G. or
published as B 527 — 70. Last previous edition B 527 — 85 (1991). Ludwigshafen 9. Rh. West Germany), 515 Broad Street, Sewickly, PA 15143;
2 Annual Book of ASTM Standardgol 02.05. Vankel Industries, Vanderkamp Tap Density Tester, 36 Meridian Road, Edison, NJ

3 Corning No. 3046, Pyrex brand has been found suitable. 08820; Quantachrome Corp., Dual Autotap, 6 Aerial Way, Syosset, NY 11791.
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FIG. 1 Example of Tapping Apparatus

5.3 The test shall be carried out on three test samples.

6. Procedure

cylinder in the tapping apparatus (4.3). Tap the cylinder until
no further decrease in the volume of the powder takes place
(see Note 1).

Note 1—In practice, the minimum number of tapy, such that no
further change in volume takes place would be determined. For all further
tests on the same type of powder, the cylinder would be subjected to 2
taps, except where general experience and acceptance have established a
specific number of taps (no less thidrtaps) as being satisfactory. For fine
refractory metal powders, 3000 taps has been found to be satisfactory for
all sizes.

6.4 If the tapped surface is level, read the volume directly. If
the tapped surface is not level, determine the tape volume by
calculating the mean value between the highest and the lowest
reading of the tapped surface. Read the final volume to the
nearest 0.5 chwhen using a 100 cincylinder and to the
nearest 0.2 ciwhen using a 25 crcylinder.

7. Calculation
7.1 The tap density is given in the following equation

M
Pt=y 1)
where:
Pt = tap density, g/cr
M mass of powder, g, and
V = volume of tapped powder, ¢cin

8. Report

8.1 Report the following information:

8.1.1 Reference to this test method,

8.1.2 All details necessary for identification of the test
sample,

8.1.3 The drying procedure, if the powder has been dried,

8.1.4 Cylinder capacity, mass of test portion and method
used,

8.1.5 The result obtained,

8.1.6 All operations not specified in this test method or
regarded as optional,

8.1.7 Details of any occurrence that may have affected the
result.

6.1 Clean the inside the wall of the graduated cylinder (5.2)9' PreC|S|o_n _and Blas_ o
with a suitable clean brush or, if necessary, by rinsing with a 9.1 Precision and bias cannot be stated at this time because

solvent, such as acetone. If a solvent is used, thoroughly dijis test method covers a broad range of powders and associ-

the cylinder before reuse.

ated densities.

6.2 Weigh, to the nearest 0.1 g, the mass of the test portion

as indicated in Table 1, using a balance (4.1).

10. Keywords

6.3 Pour the test portion into the graduated cylinder. Take 10.1 apparent density; bulk density; density; density ratio;
care that a level surface of the powder is formed. Place thenetal powders; packed density; powder metallurgy; tap density

The American Society for Testing and Materials takes no position respecting the validity of any patent rights asserted in connection
with any item mentioned in this standard. Users of this standard are expressly advised that determination of the validity of any such
patent rights, and the risk of infringement of such rights, are entirely their own responsibility.

This standard is subject to revision at any time by the responsible technical committee and must be reviewed every five years and
if not revised, either reapproved or withdrawn. Your comments are invited either for revision of this standard or for additional standards
and should be addressed to ASTM Headquarters. Your comments will receive careful consideration at a meeting of the responsible
technical committee, which you may attend. If you feel that your comments have not received a fair hearing you should make your
views known to the ASTM Committee on Standards, 100 Barr Harbor Drive, West Conshohocken, PA 19428.
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