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€' Note—Keywords were added editorially in July 1998.

1. Scope 3.1.1 acceptable contact timethe limit of time of contact

1.1 This practice establishes a procedure for evaluating thfor the heated surface and the exposed skin. Practice has
skin contact temperature for heated surfaces. Two complimerft/ggested limits 5 s for industrial processes and up to 60 s
tary procedures are presented. The first is a purely mathemafR" consumer items.
cal approximation that can be used during design or for worst 3-1.2 burns .
case evaluation. The second method describes the thermesthe3-1.2.1 first degree bura-the reaction to an exposure where
siometer, an instrument that analogues the human sensof§e intensity and duration is insufficient to cause complete
mechanism and can be used only on operating systems.  Nnecrosis of the epidermal layer. The normal response to this

level of exposure is dilation of the superficial blood vessels

Note 1—Both proc_edure_s Iistgd herein are int_ended for use with G“idegeddening of the skin).
ch: 1055_. When used in conjunction with that guide, these procedures ca 3.1.2.2second degree busathe reaction to an exposure

etermine the burn hazard potential for a surface. . - S .
o _ ) where the intensity and duration is sufficient to cause complete

1.2 A bibliography of human burn evaluation studies andnecrosis of the epidermis but no significant damage to the

the end of Guide C 1055. Thermesthesiometer and mathemathe epidermis.

cal modeling references are provided in the References at the3 1 2 3third degree burns-the reaction to an exposure

end of this standargl-5)2 where significant dermal necrosis occurs. Significant dermal
1.3 This standard does not purport to address all of thenpecrosis has been defined in the literature as a 75 % destruction
safety concerns, if any, associated with its use. It is the the dermis thickness. The normal response to this exposure
responsibility of the user of this standard to establish appro-g open sores that leave permanent scar tissue upon healing.
priate safety and health practices and determine the applica- 31 3 skin
bility of regulatory limitations prior to use. 3.1.3.1 epidermis—the outermost layer of skin cells. This
layer contains no vascular or nerve cells and acts to protect the
outer skin layers. The thickness of this layer averages 0.08 mm.
2.1 ASTM Standards: 3.1.3.2 dermis—the second layer of skin tissue. This layer

C 680 Practice for Determination of Heat Gain or Loss and:gntains blood vessels and nerve endings. The thickness of this
the Surface Temperature of Insulated Pipe and Equmerpéyer is about 2 mm.

2. Referenced Documents

Systems by Use of a Computer Progfam 5 3.1.3.3 necrosis—localized death of living cells. This is a
C 1055 Guide for Heated System Surface Conditions Tha¢jinical term that defines when damage to the skin layer has
Produce Contact Burn Injurigs occurred.

3.1.4 skin contact temperaturethe temperature of the skin
at a depth of 0.08 mm reached after contact with a heated
surface for a specified time.

3.1.5 thermesthesiometeran electromechanical device de-
veloped by L. A. Marzetta at National Institute of Standards
and Technology to analogue the touch response of the human

3. Terminology
3.1 Definitions of Terms Specific to This Standard:

1 This practice is under the jurisdiction of ASTM Committee C-16 on Thermal
Insulation and is the direct responsibility of Subcommittee C16.30 on Therma

Measurement. skin when it contacts a heated surface. This measurement
Current edition approved Jan. 15, 1992. Published March 1992. Originallyconcept holds U.S. Patent No. 3,878,728 dated April 22, 1975,
published as C 1057 —86. Last previous edition C 105786 and was assigned to the USA as represented by the Department

2 The boldf bers i th fer to the list of ref t the end of o ; —H
this pritige_ ace numbers in pareniheses referfo e st ot reterences at e ene 8¢ Health and Welfare. No known restriction exists to limit the

3 Annual Book of ASTM Standardéol 04.06. development of units based upon this principle.
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4. Summary of Practice time, such criteria are developed, extrapolation of the tech-

4.1 This practice provides two procedures for evaluation ofiques presented_ here will serve as a basis for cold surface
the skin contact temperature from heated surfaces. Either of tHgPosure evaluation.
two methods, a mathematical model and a physical measuré: Method A—Use of the Mathematical Model
ment, can be used depending upon the availability of the g 1 This modeling approach is for use when the system is
system (that is, is it built and operating or is it in the designpeing designed or, if for some reason, it cannot be operated at
state) and the operating conditions. The first step in using thigesign conditions. The model approximates the transient heat
practice is to determine which procedure is to be used. Unlesg,, phenomena of the skin contacting a hot surface using the
the system of interest is operating at design “worst Case’équation set described by Dussdn and Wu(5). The user is
conditions, such as high system temperatures and high ambierigired to make certain definitions of system geometry and
temperature, the calculational procedure is recommended. Qaierials, the system operating conditions, and the allowable
the other hand, if the question is safety at the presenfme of exposure. After definition of the input values, the
conditions, the thermesthesiometer provides a quick measurgyyation set yields an estimate of the skin contact temperature
ment with no auxiliary calculations. Sections 4.2 and 4.3eeded for the hazard evaluation. The user must realize that as
outline the two alternative procedures available. with all mathematical approximations, the estimate is only as
4.2 Calculational Procedure, Method-AFirst the surface 04 as the input data. Where some input parameter is known
temperature of the insulated system is determined by either gy within some range of values, a sensitivity analysis about
direct measurement, using either thermocouples, thermistorgyat range is recommended.
or infrared noncontact techniques, or by modeling of the 2 The first step in estimating the effective skin contact
system using Practice C 680. Once the surface temperature ismperature is to identify and record the following information
known, the designer uses the equation set to estimate thgscribing the system as input for the model:
maximum epidermal contact temperature for the acceptable g 2 1 System Description-Geometry, location, accessibil-
contact time. This temperature is a function of surface temyy,

perature, time of contact, and composition of both the surface’ g 2 2 present/Design Operating ConditiorDuty cycle,

material and substrate. The designer then refers to Guidgperating temperatures of equipment.

C 1055 to determine the burn hazard potential of the surface. 6 2 3 System/Surface Dat@s appropriate)—Substrate (in-
4.3 Thermesthesiometer, Method—Hhe operator places syjation) type and thickness, jacket type and thickness, surface

the calibrated sensor probe face firmly against the heategroperties, such as emissivity and condition, shiny, painted,

surface for the acceptable contact time. The device directlyjirty, corroded.

reads the contact temperature from the probe. The maximum g 2 4 Ambient Conditionsincluding dry bulb temperature

temperature is used in conjunction with the Guide C 1055 tgyng |ocal wind velocity.

determine the burn hazard potential of the surface. )
Note 2—The design temperatures should be at the worst case (gener-

5. Significance and Use ally high operating qnd high gmbiem) conditions. Care ;hould be_ psed in
the selection of design conditions since the hazard design conditions are

5.1 The procedures in this practice support the determinadifferent from the heat loss design conditions.
tion of the burn hazard potential for a heated surface. These g 3 Using Practice C 680 or a compatible program and the
procedures provide an estimate of the maximum skin contaghformation gathered in 6.2, calculate the maximum operating
temperature and must be used in conjunction with Guideyrface temperature. This temperature is an input to the model
C 1055 to evaluate the surface hazard potential. for the contact temperature.

5.2 The two procedures outlined herein are both based upon 6.3.1 Where the system is operating at design conditions,
the same heat transfer principles. Method A uses a mathemattirect measurement can be used to determine the surface
cal model to predict the contact temperature, while Method Bemperature. Thermocouples, resistance thermometers, or other
uses a plastic rubber probe having similar heat transfemeans can be used; however, proper application techniques are
characteristics to the human finger to “measure” the contagiequired for accurate results. Caution must be observed since
temperature on real systems. the surface temperature may be high and the surface could

5.3 These procedures serve as an estimate for the skigpnstitute a burn hazard.
contact temperatures which might occur for the “average” 6.4 Calculate the expected skin contact temperature versus
individual. Unusual conditions of exposure, incorrect designime history using the procedure below based upon the hot
assumptions, subject health conditions, or unforeseen operatir@irface temperature, time of contact, and system properties.
conditions may negate the validity of the estimations. The development of the equations below is taken from Dussan

5.4 These procedures are limited to direct contact exposurgl). A more detailed derivation of the equation set used is
only. Conditions of personal exposure to periods of highincluded in the papers by Dussét) and Wu(5). See Fig. 1.
ambient temperatures, direct flame exposure, or high radiant 6.4.1 Calculate the initial parameter constants, using Eq
fluxes may cause human injury in periods other than deter4-11.
mined herein. Evaluation of exposures other than direct contact 6.4.2 The contact temperature for the skin can now be
are beyond the scope of this practice. determined using Eq 1, Eq 2, and Eq 3 together for the system

5.5 Cold Surface ExposweNo consensus criteria exists in question. Note that the solution to this equation is a sum of
for the destruction of skin cells by freezing. If, at some futurean infinite series. The solution, howevem{rﬂﬁemg
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