“ull

INTERNATIONAL

Standard Test Method for

de[-l :[M’j Designation: C414 - 03 (Reapproved 2012)
1L

Working, Setting, and Service Strength Setting Times of
Chemically Setting Chemical-Resistant Silicate and Silica

Mortars'

This standard is issued under the fixed designation C414; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilon (¢) indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the U.S. Department of Defense.

1. Scope

1.1 This test method offers a means of determining the
working time, setting time, and service strength setting time of
chemically setting, chemical-resistant silicate and silica mor-
tars.

Note 1—For chemical-resistant resin mortars refer to Test Methods
C308.

1.2 The values stated in inch-pound units are to be regarded
as standard. The values given in parentheses are mathematical
conversions to SI units that are provided for information only
and are not considered standard.

1.3 This standard does not purport to address all of the
safety concerns, if any, associated with its use. It is the
responsibility of the user of this standard to establish appro-
priate safety and health practices and determine the applica-
bility of regulatory limitations prior to use.

2. Referenced Documents

2.1 ASTM Standards:*

C308 Test Methods for Working, Initial Setting, and Service
Strength Setting Times of Chemical-Resistant Resin Mor-
tars

C579 Test Methods for Compressive Strength of Chemical-
Resistant Mortars, Grouts, Monolithic Surfacings, and
Polymer Concretes

C904 Terminology Relating to Chemical-Resistant Nonme-
tallic Materials

" This test method is under the jurisdiction of ASTM Committee C0O3 on
Chemical-Resistant Nonmetallic Materialsand are the direct responsibility of
Subcommittee C03.01 on Mortars and Carbon Brick.

Current edition approved Aug. 1, 2012. Published September 2012. Originally
approved in 1958. Last previous edition approved in 2008 as C414 — 03 (2008).
DOI: 10.1520/C0414-03R12.

2 For referenced ASTM standards, visit the ASTM website, www.astm.org, or
contact ASTM Customer Service at service @astm.org. For Annual Book of ASTM
Standards volume information, refer to the standard’s Document Summary page on
the ASTM website.
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3. Terminology

3.1 Definitions—For definitions of terms used in these test
methods, see Terminology C904.

4. Significance and Use

4.1 This test method offers a means of determining the
working time, initial setting time and service strength setting
time of chemically setting chemical-resistant silicate and silica
mortars.

5. Apparatus

5.1 Equipment, capable of weighing materials or specimens
to =0.3 % accuracy.

5.2 Mixing Pan—A metal or porcelain enameled pan mea-
suring approximately 8 by 8 by 2 in. (200 by 200 by 50 mm)
deep.

5.3 Trowel—A bricklayer’s triangular trowel approximately
4 in. (100 mm) in length.

5.4 Aluminum Foil Dish—A flat-bottomed container 2V4 in.
(60 mm) in diameter by %5 in. (16 mm) high. An aluminum foil
dish for milk analysis is suitable.

5.5 Gillmore Needle— The Gillmore needle shall conform
to the following requirements:

Initial Needle
Weight 1134 +£05¢g
Diameter 0.083 + 0.002 in.
Final Needle
Weight 4536 + 0.5 ¢
Diameter 0.042 + 0.002 in.

5.5.1 The needle tips shall be cylindrical for a distance of
about %16 in. (4.8 mm). The needle ends shall be plane and at
right angles to the axis of the rod and shall be maintained in a
clean condition. The Gillmore needles should preferably be
mounted as shown in Fig. 1.

6. Temperature Conditions

6.1 All material used in this test method shall be stored for
at least 16 h prior to use at the standard test temperature of 73

Documents

Document Sharing Hub
1

Full document details: ASTM C414-03(2012)


http://www.avadocuments.com/doc/astm-c414-03-2012
http://www.avadocuments.com/doc/astm-c414-03-2012

Ay ca14 - 03 (2012)

ﬂ

o
Note Cross Arms must B
be Designed to Pre- d-| j=t
vent their Rotation
g%}f the Vertical Detail of Needle Tips
: N Replaceable Tips may be made
ab%ov;g; u@g}) !F;r?;e;r of Stock Drill Rod or Wire Tem-
Herg ht c > pered After Shaping and held
J U by Suitable Chuck or Other
Fastener.
e N
L- ~J

FIG. 1 Gilmore Apparatus

* 4°F (23 = 2°C). The standard temperature for the working,
initial setting, and service strength setting times shall be 73 =
4°F.

6.2 The relative humidity of the surrounding air shall be
kept below 80 % during mixing of the mortar and conditioning
of the specimens.

6.3 Other test temperatures are acceptable upon agreement
between the manufacturer and user, provided that they are
reported with the test data.

7. Preparation of Mortar

7.1 Prepare a 4.4 1b (2000 g) sample of mortar using the
proportionate amounts of powder filler and liquid recom-
mended by the manufacturer. If the proportions are specified by
volumes, weigh the volumes and report the corresponding
weights. Pour the liquid into the mixing pan and gradually add
the powder filler to the liquid while mixing with the trowel.
Note and record the time mixing begins. Thoroughly mix the
mass until a uniform mixture is secured. The total mixing time
shall be in accordance with the manufacturer’s recommenda-
tion.

7.2 Fill an aluminum dish and strike off the surface evenly
with a straight-edge spatula. Spread out the remainder of the
mortar in the mixing pan to a uniform thickness.

7.3 Prepare test specimens in accordance with C579 if
service strength setting time is to be determined.

8. Procedure

8.1 Working Time— Remove approximately 0.5 oz (15 g)
portions of the silicate or silica mortar at 5-min (maximum)
intervals and trowel onto a smooth, clean and dry horizontal
surface. Before taking the 0.5 oz portions, work the trowel
through the mix to work in any skin that may have formed on
the surface. Consider the mortar workable if it stays in the
applied position without following the trowel or without
curling behind the trowel while spreading. Record the working
time as the time in minutes from the start of mixing the filler
and binder until the mortar ceases to be workable and fails to
stay in the applied position while spreading. Do not return the
material used for tests to the mixing pan.

8.2 Initial Setting Time—Test the specimen in the aluminum
dish (see 7.2) for penetration by the Gillmore needle. Record
the initial setting time as the time in hours from the start of
mixing the filler and binder until the 1 Ib (454 g) Gillmore
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Needle, having a tip diameter of 24 in. (1.06 mm) penetrates
the sample %16 in. (5 mm), the length of the needle tip, in 1 min.

Note 2—In order that sufficient data will be obtained with the sample,
it is suggested that tests be made at maximum time intervals of 30 min
until the needle takes 15 to 30 s for penetration; then the tests can be
repeated at more frequent intervals, as the time for penetration nears 60 s.

8.3 Service Strength Setting Time, Compressive—In accor-
dance with Test Method C579, make a minimum of three test
specimens for testing at each time interval; this normally
requires a minimum of twelve specimens. Test three specimens
on the seventh day after preparation in accordance with Test
Method C579 and continue testing every 48 h until the average
compressive strength of the three test specimens at the respec-
tive time interval reaches 90 % of manufacturer’s published
compressive strengths when tested at 73 * 4°F. Other test
temperatures are acceptable as agreed upon by the user and
manufacturer. They shall agree on an acceptable time,
temperature, and compressive strength percentage criterion for
service strength setting time as applies to their specific appli-
cation.

9. Report

9.1 Report the following information:

9.1.1 Manufacturer’s name of mortar and generic type,

9.1.2 Mixing ratio and component weights,

9.1.3 Test conditions (temperature and humidity),

9.1.4 Working time (minutes),

9.1.5 Initial setting time (hours),

9.1.6 Manufacturer’s published compressive strength,

9.1.7 Service compressive strength setting time (days).

9.1.8 Report the compressive strengths determined at the
respective time intervals.

9.2 If test temperatures or other test criteria are different
than so stated by the test method, then same shall be reported.

10. Precision and Bias

10.1 Precision and bias for this test method have not been
established.

10.2 To obtain sufficient results to make a statement of
precision and bias, repeat Sections 6, 7, and 8§ at least three
more times.

10.3 Test results that are manifestly faulty or that give
values differing by more than 15 % from the average value of

all respective results obtained. when LB@@H ments:
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