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QHW Designation: C 870 — 96

Standard Practice for

Conditioning of Thermal Insulating Materials ~ *

This standard is issued under the fixed designation C 870; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope 3.1.1.1 Discussior—This is variously referred to as mois-

1.1 This practice covers the conditioning of thermal insu-ture content, or moisture “as is” or “as received.” .
lating materials for tests. Since prior exposure of insulating 3-1.1.2 Discussio-This is also referred to as moisture
materials to high or low humidity may affect the equilibrium "egain (frequently contracted to “regain”), or moisture content

moisture content, a procedure is also given for preconditionin§n the “oven-dry,” “moisture-free,” or “dry” basis.
the materials. 3.1.2 moisture equilibrium-the condition reached by a

1.2 This standard does not purport to address all of thesample when the net difference between the amount of mois-
safety concerns, if any, associated with its use. It is thdure sorbed and the amount desorbed, as shown by a change in

responsibility of the user of this standard to establish appro-mass, shows no trend and becomes insignificant.

bility of regulatory limitations prior to use. air in contact with the specimen is reached very rapidly. Stable
equilibrium can be reached in a reasonable time only if the air
2. Referenced Documents to which the sample is exposed is in motion. Stable equilibrium
2.1 ASTM Standards: with air in motion is considered to be realized when successive
C 168 Terminology Relating to Thermal Insulating Materi- Weighings do not show a progressive change in mass greater
al than the tolerances established for the various insulating
E 41 Terminology Relating to Conditionifg materials. _ . . _
E 171 Specification for Standard Atmospheres for Condi- 3.1.3 moisture regair-the moisture in a material deter-
tioning and Testing Flexible Barrier Materials mined under prescribed conditions, and expressed as a percent-

E 337 Test Method for Measuring Humidity with a Psy- age of the mass of the moisture-free specimen.
chrometer (the Measurement of Wet- and Dry-Bulb Tem- 3.1.3.1 Discussior—Moisture regain calculations are com-

peratures) monly based on the mass of a specimen that has been dried by
2.2 1SO Standard heating in an oven. If the air in the oven contains moisture, the
ISO 544 Standard Atmospheres for Conditioning and/ooven-dried specimen will contain some moisture even when it
Testing no longer shows a significant change in mass. In order to
ensure that the specimen is moisture-free, it must be exposed to
3. Terminology desiccated air until it shows no further significant change in its

3.1 Definitions—Definitions of terms in the field of thermal mass. For drying temperatures above 100°C (212°F), the
insulating materials are given in Terminology C 168. Themoisture content of the oven atmosphere is negligible.
following definitions are derived from Terminology E 41: 3.1.3.2 Discussior—Moisture regain may be calculated

3.1.1 moisture contert-the moisture present in a material, from moisture content using Eq 1, and moisture content may be
as determined by definite prescribed methods, expressed ag@culated from moisture regain using Eq 2 as follows:

percentage of the mass of the sample on either of the following C
bases: (1) original mass (see 3.1.1); (2) moisture-free weight R=1po—¢c * 100 @
(see 3.1.2). R

C=15p7 R X 100 )

1 This practice is under the jurisdiction of ASTM Committee C-16 on Thermal where:

Insulation and is the direct responsibility of Subcommittee C16.31 on Chemical andC = moisture content, % (see 3.1.1), and

Ph)ésdfinirggﬁigfz roved Dec. 10, 1996. Published February 1997. Originall R = moisture regain, % (see 3.1.3).

published as C 870 Ep??. Last previous edition C 870 — 77. ! analy 3.2 'Deflnltlon.s _of Terms Specific to This Standar‘ﬂhe .
2 Annual Book of ASTM Standardsol 04.06. following descriptions apply only to the usage of terms in this
2 Annual Book of ASTM Standardéol 14.02. practice:

4 Annual Book of ASTM Standagdgol 15.09. " . R . )
5 Annual Book of ASTM Standardéol 11.03, 3.2.1 conditioned moisture equilibriusThe moisture con

6 Available from American National Standards Institute, 11 West 42nd Street,dition rea_Ched by a sample or _SpeCime_n. during free exposure to
13th Floor, New York, NY 10036. moving air controlled at specified conditions. For test purposes,
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moisture equilibrium must be reached by absorption, starting Note 1—In some cases (for example, dimensionally unstable materi-

from a relatively low moisture content (see 3.2.4). Moistureals), the dry mass cannot easily be established and original mass has to be

equilibrium for testing is considered to have been reachedsed

when the rate of increase in the mass of a sample or specimen5.2 It may be important to the user of thermal insulation to

does not exceed that specified for the material being tested. know physical properties (influenced by humidity) at the

the absence of a specified rate, an increase of less than 0.1&mbient conditions of use, as well as at standard conditions

of the sample mass after a 24-h exposure is considereglstomarily specified for testing. In such instances, those

satisfactory. special ambient conditions should be stated in the pertinent
3.2.2 preconditioned moisture equilibriumThe moisture material specifications and test methods.

condition reached by a sample or specimen after exposure to

moving air at the standard atmosphere for preconditioning. Th8- APparatus

final condition may be established after a specified period of 6.1 Conditioning Room or Chamber

time, or at a moisture equilibrium that is considered to have 6.1.1 Equipment for maintaining the standard atmosphere

been reached when the change in mass of a specimen far testing insulating materials throughout the room or chamber

successive weighings made at intervals of not less than 2 within the tolerance given in 3.2.4, and including facilities for

does not exceed 0.2 % of the mass of the specimen. circulating the air over the exposed sample or specimen or,
3.2.2.1 Discussior—Because the standard preconditioning alternatively, facilities such as a revolving rack for moving the

atmosphere covers a range of relative humidities, the closgpecimens in the prevailing atmosphere.

approach to equilibrium is, in general, warranted only at the top 6.1.2 Equipment for recording the temperature and relative

of the range. At lower humidities exposure for several hours idiumidity of the air in the conditioning room or chamber.

usually sufficient. 6.2 Instrumentationfor checking the recorded relative hu-
3.2.3 standard conditioning atmosphereAir maintained at  midity, as directed on Test Method E 337.
a relative humidity of 50+ 5 % and at a temperature of 23 6.3 Preconditioning Cabinet, Room, or Chambequipped

2°C (73 = 4°F). This atmosphere may be used for testingwith apparatus for maintaining to standard preconditioning

without preconditioning specimens if it has been determinedtmosphere throughout, within the tolerance given in 3.2.3.

that the property being measured is not affected by the moisture 6.4 Balance having a sensitivity of 1 part in 1000 of the

content of the material. Other atmospheric conditions may benass of the specimen.

specified for specific materials; such conditions and their

tolerances will be included in pertinent standards. See Specf- Procedure

fication E 171 for other suggested atmospheric conditions. 7.1 Determine the temperature and relative humidity of the
3.2.4 standard preconditioning atmosphetedn atmo-  air in the conditioning room or chamber (6.1) and, if precon-

sphere having uncontrolled humidity and a constant temperaditioning is required, in the preconditioning chamber (6.3) in

ture within the range from 100 to 120°C (212 to 248°F), or aaccordance with Test Method E 337. If necessary, adjust the

specified lower temperature if these temperatures would beonditions within the specified limits before proceeding to

destructive to the specimens. condition the sample or specimen.
3.2.5 See Appendix X1-Appendix X3 for related nonman- 7.2 If both preconditioning and conditioning are specified in
datory information. the test method or in a material specification, proceed as
) directed in 7.3, 7.4, and 7.5. If preconditioning is not required,
4. Summary of Practice condition the sample or specimen as directed in 7.3 and 7.5.

4.1 Specimens are brought to a low moisture content in the 7.3 Expose the specimens or samples in the preconditioning
preconditioning atmosphere, and subsequently brought to cor conditioning atmosphere in such a manner that the moving
ditioned moisture equilibrium in the conditioning atmosphereair will have access freely to all surfaces of the material. Unless

in accordance with the specified test method. otherwise specified in the applicable test method or material
o specification, expose specimens after cutting and sizing.
5. Significance and Use 7.4 Place the specimen or sample in the standard precondi-

5.1 The conditioning prescribed in this recommended practioning atmosphere. Keep the sample or specimen in this
tice is designed to obtain reproducible test results on thermatmosphere until it has attained moisture equilibrium for
insulating materials. Results of tests obtained on these matepreconditioning as defined in 3.2.1.
als under uncontrolled atmospheric conditions may not be 7.5 Place the specimen or sample in the standard condition-
comparable with each other. Some of the physical properties afig atmosphere as defined in 3.2.4. Keep the sample or
thermal insulating materials are influenced by relative humidityspecimen in this atmosphere until the material has attained
and temperature in a manner that affects the results of tests. tonditioned moisture equilibrium for testing as defined in
order that reliable comparisons may be made among differerg.2.2.
materials and products, and between different laboratories, it is
necessary to standardize the humidity and temperature cond- Keywords
tions to which insulating materials are subjected prior to and 8.1 conditioning; preconditioning; thermal insulating mate-
during testing. rials
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