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Standard Terminology Relating to

Chemical-Resistant Nonmetallic Materials *

This standard is issued under the fixed designation C 904; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

acid etch, v—to clean or alter a surface by the application of setting agent, hardener, curing agent, or promoter, etc.
dic'd.' he ohvsical . f b chemical-resistant—the ability of a material to resist degra-
a .eﬁ|or:1—t € physica aﬁtra%tlon obltwo su .stanlf:gfs, .es.pl)e- dation by reaction with, dissolution by, or reduction of
cially the macroscopically observable attraction of dissimilar physical continuity from contact with a chemical agent or

substances. ) ) agents, thereby retaining its capacity to perform as a struc-
aggregate—any inert material such as sand, gravel, slag, tural or aesthetic entity

carbon, etc., usuqlly con;isting Of. various-sized particleg anghemical—resistant carbon brick—a brick comprised of car-
usgd with chemical-resistant binders to form chemical- bon (including graphite) that is carbon bonded and fired to a
resistant mortars. minimum temperature of 1850°F (1010°C). This brick ex-

backbjomt—zg vertical mr?rta_r J?'m’ parallel to the vertical 4hibits good resistance to thermal shock and resists exposure
substrate, between a chemical-resistant construction unit andy, 5 \yide range of alkalies and acids, particularly hydrof-

a substrate or another chemical-resistant construction unit. luoric acid. When used in oxidizing conditions, temperature
bearing area—for chemical-resistant polymer machinery exposure should be less than 600°F (315°C).

gr%ut, t_Ze p;)rtlon of t?edgml}'t surface in contact with thechemical-resistant construction unit—a modular nonmetallic
b lén.e.rst' € oha _suprt)olre stur a_c_e.t betw hemical material, either vitreous or nonvitreous, used in industrial
ed joint—a horizontal mortar joint between a chemical-  ,qcagses primarily for applications where chemical, ther-
resistant construction unit and a substrate or another mal, and mechanical resistance is required

chemlcal—re3|s£ant' construction unit. chemical-resistant fireclay or shale brick—a kiln fired brick
bepd angle—180° minus t,h? !nternal angle created t,’y apply- from clay, shale, or mixtures thereof that exhibits low
b |r(1jg a load %n the weld ngnlngbtwg sheets of plastlcf._” absorption and high resistance to a wide range of chemical

inder—a substance used to bond aggregates or fillers, or o ironments. This brick should not be used in hot caustic or

b bo(tjh, into a_solid m?sr?. f faci floori where hydrofluoric acid or other fluoride chemical com-
roadcast resin monolithic floor surfacing—a flooring sys- pounds are found. Commonly referred to as acid-resistant
tem whereby a film of catalyzed resin binder is applied on a brick or acid-proof brick.

prepared concrete substrate followed immediately by thgyemical resistant polymer concrete—a construction mate-

seeding to excess, into this wet film, of a dry inert filler. rial composed of a continuous phase (binder) of a polymer

UPOF‘ h_ardenmg, any unbonded filler is re_moved. .The and a discontinuous phase (aggregate) generally used in
application may be repeated once or several times to yield a applications where chemical resistance is required.

b great%( thiCkne‘;S. of sugaiing. A top cr?at rrf'1ay be. app"e?'chemical-resistant resin grout—a mixture of liquid resin,
utt welding (machine)—the fusing together of two pieces o filler and setting agent. The components form a mixture that

plastic V‘;}h'ih are a;)llgnedlyn the safrrrl]e plan%, with the SiPe subsequently hardens by chemical reaction. The setting
mating thickness, by application of heat and pressure. AlSo 5qant may be separate or incorporated in the filler.

callgldhot-plate V\t':.ald'r.]g £ fill d suitable binder that i chemical-resistant polymer machinery grout—an intimate
castable,n—a combination of filler and suitable binder thatIs = iy e of liquid resinous material, selected filler materials,

generally poured or compacted into place and which hard- and setting agent, which harden by chemical reaction to

?nls. o subst o —_ N ineProvide support for machine bases.
catalyst—a substance whose presence initiates or changes th@ o nical-resistant resin monolithic surfacing—an intimate

rate of a chemical reaction, but does not itself enter into the' i re of liquid resinous materials, selected filler materials,

reaction. and setting agent. These components are mixed together,
Discussion—Occasionally used in the vernacular to describe a placed to a minimum thickness of 60 mils (1.5 mm), then
hardened to form a bonded overlay.
1 This terminology is under the jurisdiction of ASTM Committee C-3 on Ch?ml_cal_re,SIStam reS|.n mortar—aq Intlmate. mixture Of.
Chemical-Resistant Nonmetallic Materials and is the direct responsibility of liquid resinous material, selected filler materials, and setting
Subcommittee C03.05 on Terminology. agent. These components form a trowelable mortar that

Current edition approved Sept. 10, 1998. Published March 1999. Originally subsequently hardens by chemical reaction.
published as C 904 — 79. Last previous edition C 904 — 97.
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chemical-resistant tile grout—an intimate mixture of liquid hardening due to the interaction of water and the constituents
resinous material, selected filler materials, and setting agent. of the mortar.
These components form a flowable mixture that subseinitial setting time—the time interval from the start of mixing
qguently hardens by chemical reaction. the component parts at a specified temperat@etq that
Discussion—This grout is applied to fill open joints between tlme. Wher! a G.Illmore nee.dle _Welghlng 1 Ib (454 g) and
chemical-resistant brick or tile. havmg_ a tip¥24 in. (1 mm) in diameter by%e in. (5 mm)
long will penetrate morta¥s in. (16 mm) thick to a depth of
chemical setting silicate and silica chemical-resistant %6in. (5 mm) in 1 min, or, K) to that time at which &z in.
mortar—an intimate mixture of a silicate or silica binder, a (6.4 mm) wide joint of the mortar between bricks is indented
chemically inert solid filler, and a setting agent. The binder |ess thanyz4in. (1 mm) by a Vicat needle during a 10-min
may be a liquid silicate or silica, or a powder to which water period.

is added. These components are subsequently hardened knolithic, n—a material of uniform composition applied as a
the chemical reaction between the setting agent and the ¢ontinuous surface or structure.

binder. _ _ phenolic resin—a thermosetting condensation product ob-
cohesior—the mutual attraction by which elements of a tained by reacting phenol with an aldehyde.
substance are held together. polyester resin—a condensation product resulting from a

compressive strength—the maximum stress that a specimen’ chemical reaction between a dicarboxylic acid and a dihy-
or material will support when subjected to a crushing force groxy alcohol or by the polymerization of a hydroxy
applied at a specified rate. carboxylic acid.

creep—time dependent deformation of a material under loadyesinous—containing a polymer as a binder that is either

deflection—deformation or displacement from the original hardened by chemical action (thermosetting), by the evapo-

contour or shape. _ _ _ ration of a solvent, or by melting for application (thermo-
degradation—a deleterious change in the physical or chemical plastic).
properties, or both, of a m_aterlal. o ~ root bend—procedure whereby a loading nose is applied along
density—the weight per unit volume in air, expressed in the weld face such that the weld root is subject to tension.
pounds per cubic foot of a product. secant modulus—the slope of a line drawn from the origin to
Discussion—Density may be expressed in other common units, when @ny specified point on the stress-strain curve.
desired, by using appropriate conversion factors. service strength setting time—the time interval, after the

initial mixing of the composition, at a specific temperature,
at which time the product has acquired 90 % of its specified
strength.
etting agent—the component of a mixture that catalyzes or
reacts with the resin component to cause hardening by
polymerization.

ort term weld factor—a dimensionless number that pro-
vides a relative measure of the tensile strength of a welded
thermoplastic test specimen to the tensile strength of the
manufactured sheet.
hrinkage—a reduction in size of a composition which occurs
during its hardening process, curing process, or both.
hrinkage, linear—a reduction in the length of a cast bar of a
composition during its hardening process, curing process, or

epoxy resin—a viscous liquid or brittle solid containing
epoxide groups that can be crosslinked into final form by
means of a chemical reaction with a variety of setting agentg
used with or without heat.

extrusion welding—a process in which heated plastic is forced
through a shaping orifice (or die) and applied with pressure
to suitably prepared, locally preheated plastic pieces of the
same resin base, to join them.

face surface bend—procedure whereby load is applied per-
pendicular to the weld axis of the joint, at the weld, such tharS
the weld face is subject to tension.

furan resin—a thermosetting catalyzed condensation reactioré
product from furfuryl alcohol, furfural or combination
thereof. both.

fu?on wefl(:mg;]a jOInITg ?rocests n Wh'cl? éhg ”_‘a(;'”g juhr sthrinkage, unrestrained—a reduction in size of a composi-
aces of two thermoplastic parts aré mefted by induced nheat ., \yhich occurs during its hardening process, curing

and rapidly pressed together while still molten to form a process, or both, with no external forces applied that can
homqgeneous bond.. . . inhibit such reduction.
head joint—the mortar joint perpendicular to the substrate andshrinkage volume—a reduction in occupied space of a

ﬁerpe_deulakl)r to tneddwectlon (_)f_tr;e course being laid. On a composition during its hardening process, curing process, or
oor it may be called a cross joint. both.

hot-gas welding—a technique for joining thermoplastics (usu-
a:ch;] sheets% in which Ith'e materials are ];lr?]t softenedI by ajel iha weld in line with the weld axis.
of hot gaf.S” rﬁmﬁ welding gun. A rpd (r)] t ﬁsame P ?stm ISsIurry-broadcast resin monolithic surfacing—a flooring sys-
u_sed to fill the. eatelc_i gat? andh10|nht € ZI eetsh att efsa;]metem whereby a dry inert filler is added to a catalyzed resin
time pressure 1s applied by eit er_t e rod or t € tip of the binder to yield a semi-flowable consistency. This mixture is
gun. Sometimes referred to as string bead welding. then poured onto the substrate and spread to desired thick-

hot-plate welding—seebutt welding (machine) : ; ;
hydraulic mortar —a mortar that is capable of setting and ness, followed immediately by seeding the fresh surface to

§ide surface bend—procedure whereby a load is applied on
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