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QHW Designation: C 91 — 99

Standard Specification for
Masonry Cement *

This standard is issued under the fixed designation C 91; the number immediately following the designation indicates the year of original
adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A superscript
epsilon €) indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope C 230 Specification for Flow Table for Use in Tests of

1.1 This specification covers three types of masonry cement _Hydraulic Cemertt . _ _
for use where mortar for masonry is required. C 266 Test Methoq for Time of Setting of Hydraulic Ce-
1.2 The values stated in Sl units are to be regarded as the Ment Paste by Gillmore Needfes
standard. Values in SI units shall be obtained by measurement C 270 Specification for Mortar for Unit Masority
in S units or by appropriate conversion of measurements made C 305 Practice for Mechanical Mixing of Hydraulic Cement
in other units, using the Rules for Conversion and Rounding _Pastes and Mortars of Plastic Consisténcy
given in IEEE/ASTM SI 10. C 430 Test Method for Fineness of Hydraulic Cement by
1.3 The text of this standard refers to notes and footnotes _the 45-um (No. 325) Siede _ .
which provide explanatory material. These notes and footnotes C 511 Specification for Moist Cabinets, Moist Rooms, and
(excluding those in tables and figures) shall not be considered Water Storage Tanks Used in the Testing of Hydraulic
as requirements of the standard. Cements and Concrefes
1.4 The following safety hazards caveat pertains only to C 778 Specification for Standard Sénd _
Sections 19 and 20 of this specificatidinis standard does not ~ |EEE/ASTM SI 10 Standard for Use of the International
purport to address all of the safety concerns, if any, associated System of Units (SI): The Modern Metric Systém
with its use. It is the responsibility of the user of this standar
to establish appropriate safety and health practices an
determine the applicability of regulatory limitations prior to

23. Terminology

3.1 Definitions:
3.1.1 masonry cementa hydraulic cement, primarily used

use.
in masonry and plastering construction, consisting of a mixture

2. Referenced Documents of portland or blended hydraulic cement and plasticizing
2.1 ASTM Standards: materials (such as limestone, hydrated or hydraulic lime)

C 109/C 109M Test Method for Compressive Strength oftogether with other materials introduced to enhance one or
Hydraulic Cement Mortars (Using 2-in. or 50-mm Cube MOre properties such as setting time, workability, water reten-
Specimens) tion, and durability.

C 114 Test Methods for Chemical Analysis of Hydraulic 3-1.2 Other terms used in this standard are defined in
Cement Terminology C 219.

C 151 Test Method for Autoclave Expansion of Portland

Cement . . S
C 183 Practice for Sampling and the Amount of Testing of _ 4-1 Type N—For use in preparation of Specification C 270
Hydraulic Cemer?t Type N mortar without further addition of cements or hydrated

C 185 Test Method for Air Content of Hydraulic Cement lime, and for use in preparation of Specification C 270 Type S

4. Classification

Mortar? or Type M mortar when cement is added in accordance with the
C 187 Test Method for Normal Consistency of Hydraulic "€duirements of C 270. , o

Cemerft 4.2 Type S—For use in preparation of Specification C 270
C 188 Test Method for Density of Hydraulic Cem&nt Type S mortar without further addition of cements or hydrated

lime.
4.3 Type M—For use in preparation of Specification C 270
Type M mortar without further addition of cements or hydrated

1 This specification is under the jurisdiction of ASTM Committee C-1 on Cement |ime.
and is the direct responsibility of Subcommittee C01.11 on Masonry Cement.
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5. Physical Properties molds for measurement and testing in the autoclave. Calculate
5.1 Masonry cement shall conform to the applicable rethe difference in length of the test specimen before and after
and report as the autoclave expansion of the masonry cement.

6. Staining 12. Time of Setting

6.1 This requirement shall apply only when the purchaser 12.1 Determine the time of setting by the Gillmore needle
requires that the cement shall be nonstaining to limeston ethod in accordance with Test Method C 266

Nonstaining cement shall contain not more than 0.03 % o .

water-soluble alkali when determined in accordance withl3. Density

Section 14. 13.1 Determine the density of the masonry cement in
Nore 1—The amount and nature of the staining material in limestone2cc0rdance with Test Method C 188, using kerosine as the

seems to vary with the stone. The alkali in any cement may, thereforé,'qu'd- Use the density so determined in the calculation of the

induce markedly different staining on different stone, even though thedir content of the mortars.

stone may have come apparently from the same source. - A . .
Note 2—Staining should not be confused with effloresence. Nonstain-14' Staining Test (Determination of Water-Soluble Alkali)

ing cements will not prevent efflorescence. 14.1 Procedure—Determine water-soluble alkali in accor-
) dance with Test Methods C 114.
7. Sampling 14.2 Calculation—Calculate the percent of water-soluble
7.1 The masonry cement shall be sampled in accordancskali expressed as M@ to the nearest 0.01 % in accordance
with Practice C 183. with Test Methods C 114.
8. Temperature and Humidity 15. Apparatus for Mortar Tests

8.1 The temperature and relative humidity of the air in the 15-1 Weights and Weighing Devices, Seives, Glass Gradu-
vicinity of the mixing slab and dry materials, molds, basea€s, Specimen (Cube) Molds, Tamper, Trowel, and Testing
plates, and mixing bow! shall conform to the requirements of!@ching as described in Test Method C 109/C 109 M.

Test Method C 109/C 109M. 15.2 Flow Table conforming to the requirements prescribed
8.2 The moist cabinet or moist room shall conform to theil Specification C 230. , _
requirements of Specification C 511. 15.3. M|X|ng Appgratus conforming to the requirements
prescribed in Practice C 305.
9. Fineness 15.4 Measure, Straightedge, Tamper, Tapping Stick, and
9.1 Determine the residue on the 45-um (No. 325) sieve ipP0OR conforming to the requirements given in Test Method
accordance with Test Method C 430. C 185.

15.5 Specimen (Cube) MoldsMolds shall be prepared in
10. Normal Consistency accordance with Test Method C 109/C 109 M.

10.1 Determine normal consistency by the Vicat apparatus6. Blended Sand

in accordance with Test Method C 187. 16.1 The sand shall be a blend of equal parts by weight of

11. Autoclave Expansion graded standard sand and standard 20-30 sand conforming to
' Specification C 778.

11.1 Determine autoclave expansion in accordance with ]
Test Method C 151. After molding, store the bars in the moistl7- Preparation of Mortar
cabinet or room for 48 h= 30 min before removal from the 17.1 Proportions for Mortar—Mortar for air entrainment,

TABLE 1 Physical Requirements

Masonry Cement Type N S M
Fineness, residue on a 45-um (No. 325) sieve, max, % 24 24 24
Autoclave expansion, max, % 1.0 1.0 1.0
Time of setting, Gillmore method:
Initial set, minutes, not less than 120 90 90
Final set, minutes, not more than 1440 1440 1440

Compressive strength (average of 3 cubes):
The compressive strength of mortar cubes, composed of 1
part cement and 3 parts blended sand (half graded standard
sand, and half standard 20-30 sand) by volume, prepared and
tested in accordance with this specification shall be equal to or
higher than the values specified for the ages indicated below:
7 days, MPa (psi) 3.4 (500) 9.0 (1300) 12.4 (1800)
28 days, MPa (psi) 6.2 (900) 14.5 (2100) 20.0 (2900)
Air content of mortar, prepared and tested in accordance with
requirements of this specification:

Min, volume % 8 8 8
Max, volume % 21 19 19
Water retention value, min, % of original flow 70 70 __70
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