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Standard Guide for
Sampling, Test Methods, Specifications, and Guide for

Electrical Insulating Oils of Petroleum Origin

1

This standard is issued under the fixed designation D 117; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense. Consult the DoD Index of Specifications and
Standards for the specific year of issue which has been adopted by the Department of Defense.

1. Scope Category Section  ASTM Method
. . . . .¢. _Chemical Tests:
1.1 This guide describes methods of testing and specifica- agiy, approximate 20  D1534
tions for electrical insulating oils of petroleum origin intended carbon-Type Composition 21 D 2140
for use in electrical cables, transformers, oil circuit breakers, Compatibility with Construc- 22 D345
d oth lectrical t h th il d tion Material
and other electrical apparatus where the oils are used ascopper content 23 D 3635
insulating, or heat transfer media, or both. Gas Analysis 24 D 3612
H H H H H HR Gas Content 25 D 831, D1827, D2945
1.2 The purpose of this guide is to outline the applicability Inorganic Chiorides and Sul- P D878

of the available test methods. Where more than one is available fes

for measuring a given property, their relative advantages are Neutralization (Acid and 27 D 664, D974
: ; FH : H Base) Numbers

desc_rl_bed, along with an |nd|c§1t|pn of Iaboratqry convenience, o N bior Content 28 D 2668, DA768

precision, (95 % confidence limits), and applicability to spe- oxidation Stability 29 D 1934, D2112, D2440

cific types of electrical insulating oils. Polychlorinated Bipheny! 30 D 4059

. . . . . . . Content
1.3 The guide is classified into the following categories: g gment and Soluble Siudge 31 D1698
Sampling, Physical Tests, Electrical Tests, Chemical Tests, sulfur, Corrosive 32 D 1275
Specifications, and Guide. Within each test category, the testWaFf'?r f[l_omem 33 D 1533
- . . _ppeciiication:

methods are listed alphabetically by property measured. A lisf Mineral Insulating Oil for 34 D3487

of standards follows: Electrical Apparatus
: Guide:
Category Section  ASTM Method . ) . .

Sampling: 3 D923, D2759, D3305, D3613 H'ghl':t'_’ep‘g'_‘lt Electrical In- 35 D522

Physical Tests: sulating Olls
Aniline Point 4 D611 1.4 This standard does not purport to address all of the
Coefficient of Thermal Ex- 5 D 1903 . . . . .

pansion safety concerns, if any, associated with its use. It is the
Color 6 D 1500 responsibility of the user of this standard to establish appro-
Egﬁ'gigogi;g";gﬁ:t'“frafed ; 83224 D2144 priate safety and health practices and determine the applica-
Interfacial Tension 9 D 971, D2285 bility of regulatory limitations prior to use.
Pour Point of Petroleum 10 D 97

Products 2. Referenced Documents
Refractive Index 11 D 1218, D1807 A
Relative Density (Specific 12 D 287, D1250, D1298, D1481 2.1 ASTM Standards: . .

Gravity) D 88 Test Method for Saybolt Viscosity
Specific Heat 13 D 2766 H i
Thermal Conductivity " g D 92 Test Method for Flash and Fire Points by Cleveland
Viscosity 15 D88, D445, D2161 Open Cup’ _

Electrical Tests: D 97 Test Method for Pour Point of Petroleum Prodicts
Dielectric Breakdown Voltage 16 D877, D1816, D3300 D 287 Test Method for API Gravity of Crude Petroleum and
Dissipation Factor and Rela- 17 D 924

tive Permittivity (Dielectric Petroleum Products (Hydromgter Methﬁd)

Constant) D 445 Test Method for Kinematic Viscosity of Transparent
Gas Evolution 18 D 2300 R : ;
Resistivity 10 D 1160 and Opaque Liquids (and the Calculation of Dynamic

1 This guide is under the jurisdiction of ASTM Committee D-27 on Electrical

Viscosity)3
D 611 Test Methods for Aniline Point and Mixed Aniline
Point of Petroleum Products and Hydrocarbon Solvénts

Insulating Liquids and Gases, and is the direct responsibility of Subcommittee

D27.01 on Mineral Oils.

Current edition approved Oct. 10, 1996. Published December 1996. Originally 2 Annual Book of ASTM Standadgol 04.04.
published as D 117 — 21 T. Last previous edition D 117 — 89.
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D 664 Test Method for Acid Number of Petroleum Products
by Potentiometric Titratiod

D 831 Test Method for Gas Content of Cable and Capacitor

Oils*

D 877 Test Method for Dielectric Breakdown \oltage of
Insulating Liquids Using Disk Electrodés

D 878 Test Method for Inorganic Chlorides and Sulfates in
Insulating Oils*

D 923 Test Method for Sampling Electrical Insulating Lig-
uids*

D 924 Test Method for Dissipation Factor (or Power Factor)
and Relative Permittivity (Dielectric Constant) of Electri-
cal Insulating Liquids'

D 941 Test Method for Density and Relative Density (Spe-
cific Gravity) of Liquids by Lipkin Bicapillary Pycnom-
eter3

D 971 Test Method for Interfacial Tension of Oil Against
Water by the Ring Method

D 974 Test Method for Acid and Base Number by Color-
Indicator Titration®

D 1169 Test Method for Specific Resistance (Resistivity) of
Electrical Insulating Liquid$

D 1217 Test Method for Density and Relative Density
(Specific Gravity) of Liquids by Bingham Pycnomefer

D 1218 Test Method for Refractive Index and Refractive
Dispersion of Hydrocarbon Liquids

D 1250 Guide for Petroleum Measurement TaBles

D 1275 Test Method for Corrosive Sulfur in Electrical
Insulating Oils*

D 1298 Practice for Density, Relative Density (Specific
Gravity), or APl Gravity of Crude Petroleum and Liquid
Petroleum Products by Hydrometer Methbd

D 1481 Test Method for Density and Relative Density
(Specific Gravity) of Viscous Materials by Lipkin Bicap-
illary Pycnometef

D 1500 Test Method for ASTM Color of Petroleum Prod-
ucts (ASTM Color Scalej

D 1524 Test Method for Visual Examination of Used Elec-
trical Insulating Oils of Petroleum Origin in the Field

D 1533 Test Methods for Water in Insulating Liquids (Karl
Fischer Reaction Method)

D 1534 Test Method for Approximate Acidity in Electrical
Insulating Liquids by Color-Indicator Titratich

D 1698 Test Method for Sediments and Soluble Sludge in
Service-Aged Insulating Oils

D 1807 Test Methods for Refractive Index and Specific
Optical Dispersion of Electrical Insulating Liquids

D 1816 Test Method for Dielectric Breakdown Voltage of
Insulating Oils of Petroleum Origin Using VDE Elec-
trodes*

D 1827 Test Method for Gas Content (Nonacidic) of Insu-
lating Liquids by Displacement with Carbon Dioxife

D 1903 Test Method for Coefficient of Thermal Expansion

Insulating Petroleum Oils by Open-Beaker MetHod

D 2112 Test Method for Oxidation Stability of Inhibited
Mineral Insulating Oil by Rotating Bomb

D 2140 Test Method for Carbon-Type Composition of In-
sulating Oils of Petroleum Origifh

D 2144 Test Method for Examination of Electrical Insulat-
ing Oils by Infrared Absorptiort

D 2161 Practice for Conversion of Kinematic Viscosity to
Saybolt Universal Viscosity or to Saybolt Furol Viscostty

D 2285 Test Method for Interfacial Tension of Electrical
Insulating Oils of Petroleum Origin Against Water by the
Drop-Weight Method*

D 2300 Test Method for Gassing of Insulating Oils Under
Electrical Stress and lonization (Modified Pirelli
Method)*

D 2440 Test Method for Oxidation Stability of Mineral
Insulating Oil*

D 2668 Test Method for 2,6-Ditertiary-Butyl Para-Cresol
and 2,6-Ditertiary-Butyl Phenol in Electrical Insulating Oil
by Infrared Absorptiorf

D 2717 Test Method for Thermal Conductivity of Liquiéls

D 2759 Practice for Sampling Gas from a Transformer
Under Positive Pressufe

D 2766 Test Method for Specific Heat of Liquids and
Solids®

D 2864 Terminology Relating to Electrical Insulating Lig-
uids and Gaseb

D 2945 Test Method for Gas Content of Insulating Gils

D 3300 Test Method for Dielectric Breakdown Voltage of
Insulating Oils of Petroleum Origin Under Impulse Con-
ditions*

D 3305 Practice for Sampling a Small Gas Volume in a
Transformer*

D 3455 Test Methods for Compatibility of Construction
Materials with Electrical Insulating Oil of Petroleum
Origin 4

D 3487 Specification for Mineral Insulating Oil Used in
Electrical Apparatué

D 3612 Test Method for Analysis of Gases Dissolved in
Electrical Insulating Oil by Gas Chromatography

D 3613 Test Methods of Sampling Electrical Insulating Oils
for Gas Analysis and Determination of Water Contént

D 3635 Test Method for Copper in Electrical Insulating Oil
by Atomic Absorption Spectrophotometty

D 4059 Test Method for Analysis of Polychlorinated Biphe-
nyls in Insulating Liquids by Gas Chromatograghy

D 4768 Test Method for Analysis of 2,6-Ditertiary-Butyl
Para-Cresol and 2,6-Ditertiary-Butyl Phenol in Insulating
Liguids by Gas ChromatograpHty

D 5222 Guide for High Fire Point of Electrical Insulating
Oils of Petroleum Origirf

SAMPLING

of Electrical Insulating Liquids of Petroleum Origin and 3. Sampling

Askarels* 3.1 Accurate sampling, whether of the complete contents or
D 1934 Test Method for Oxidative Aging of Electrical only parts thereof, is extremely important from the standpoint

4 Annual Book of ASTM Standagdgol 10.03. 5 Annual Book of ASTM Standardgol 05.02.
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b D 127

of evaluation of the quality of the product sampled. Obviously,satisfactory for routine tests). The color of the sample by
careless sampling procedure or contamination in the samplingansmitted light is compared with a series of tinted glass
equipment will result in a sample that is not truly representastandards. The glass standard matching the sample is selected,
tive. This generally leads to erroneous conclusions concerningr if an exact match is not possible, the next darker glass is
quality and incurs loss of the time, effort, and expense involvedelected. The results are reported numerically on a scale of 0.5
in securing, transporting, and testing the sample. to 8.0.
3.2 Sample the insulating oil in accordance with Test 6.3 Significance—A low color number is an essential re-
Methods D 923, D 2759, D 3305, and D 3613, as appropriatequirement for inspection of assembled apparatus in a tank. An
increase in the color number during service is an indicator of
PHYSICAL PROPERTIES deterioration or contamination of the insulating oil.
4. Aniline Point o
7. Examination

4.1 Scope-This test method covers the determination of
7.1 Scope

the aniline point of petroleum products, provided that the h visual I litative inf
aniline point is below the bubble point and above the solidifi- /-1-1 Both visual examination and qualitative infrared ab-
sorption are described in this section. The test methods are:

cation point of the aniline-sample mixture. S . o
4.2 Summary of Test Method 7.1.2 Test Method D 1524-This is a visual examination of
d mineral insulating oils that have been used in transformers, oil

4.2.1 Test Methods D 6Xt-Equal volumes of aniline an L . ; :
test specimen or aniline and test specimen pHeptane are circuit breakers, or other electrical apparatus as insulating or

; ; ; ; ; ling media, or both. This test is intended for use in the field.
placed in a tube and mixed mechanically. The mixture is heatef®® ' ! .
at a controlled rate until the two phases become miscible. Th 7.1.3 Test Method D 2144 The infrared absorption from

mixture is then cooled at a controlled rate, and the temperaturg 10 25 um (4000 to 667 cnt) is recorded as a means @ (

at which the two phases separate is recorded as the anilifgStaPlishing continuity by comparison with the spectra of
point. previous shipments by the same supplib),fér the detection

4.3 Significance and UseThe aniline point of an insulat- ©f SOMe types of contaminants; for the identification of oils
ing oil indicates the solvency of the oil for some materials that" Storage or service. Th_'s test me_thod IS not mte_nded for the
are in contact with the oil. A higher aniline point implies a détérmination of the various constituents of an oil.
lower aromaticity and a lower degree of solvency for some
materials.

7.2 Summary of Test Methads
7.2.1 Test Method D 1524-Estimate the color of the oil by
use of an oil comparator, matching the oil test specimen with
5. Coefficient of Thermal Expansion tinted glass color standards. Note the presence of cloudiness,
5.1 Scope—This test method covers the determination ofparticles of insulation, metal corrosion products, or other

the coefficient of thermal expansion of electrical insulatingundesirable suspended materials in the oil.
liquids of petroleum origin. 7.2.2 Test Methods D 2144The infrared spectrum is re-

5.2 Definition corded from 2.5 to 25 pm (4000 to 667 ¢H) either as the
5.2.1 coefficient of thermal expansiesthe change in vol- absorption spectrum itself, or as the differential between the
ume per unit volume per degree change in temperature. It st specimen and reference oil. The spectra are compared with

commonly stated as the average coefficient over a givefeference spectra to establish the identity of the oil.
temperature range. 7.3 Significance and Use

5.3 Summary of Test MethedThe specific gravity of insu- 7.3.1 Test Method D 1524-The observation of the color
lating oils is determined at two temperatures below 90°C an@nd condition of the oil in a field inspection permits a
separated by not less than 5°C nor more than 14°C. Testetermination of whether the sample should be sent to a central
methods used may be D287, D1298, or D1481. The calculatiol@boratory for full evaluation.
of average coefficient of thermal expansion over this tempera- 7.3.2 Test Methods D 2144 The infrared spectrum of an
ture range is given in Test Method D 1903. electrical insulating oil indicates the general chemical compo-

5.4 Significance and UseA knowledge of the coefficient sition of the sample. Because of the complex mixture of
of expansion of a liquid is essential to compute the require¢ompounds present in insulating oils, the spectrum is not
size of a container to accommodate a volume of liquid over théharply defined and may not be suitable for quantitative
full temperature range to which it will be subjected. It is alsoestimation of components. The identity of the oil can be
used to compute the volume of void space that would exist ifuickly established as being the same or different from
an inelastic device filled with the liquid after the liquid has pPrevious samples by comparison with the reference spectra.
cooled to a lower temperature. . .

8. Flash and Fire Point

6. Color 8.1 Scope

6.1 Scope—This test method covers the visual determina- 8.1.1 This test method covers the determination of flash and
tion of color of a wide variety of liquid petroleum products, fire points of all petroleum products except fuel oils and those
including mineral insulating oils. having an open cup flash below 79°C (175°F).

6.2 Summary of Test Method 8.1.2 This test method should be used solely to measure and

6.2.1 Test Method D 1508-The test specimen is placed in a describe the properties of materials in response to heat and
glass sample jar (an ordinary 125-mL test specimen bottle iflame under controlled laboratory conditiomwﬂm@nw

3 Document Sharing Hub

Full document details: ASTM D117-96


http://www.avadocuments.com/doc/astm-d117-96
http://www.avadocuments.com/doc/astm-d117-96

: . S .
NOTICE:~This-standard-has-either-been-superseded-and-replaced-by-a-new-version-or
discontinued.-~Contact-ASTM=-lInternational-(www.astm.org)-for-the-latest-information.-

b D 117
used for the description, appraisal, or regulation of the firel0. Pour Point
hazard of materials under actual fire conditions. 10.1 Scope—The pour point is applicable to any petroleum
8.2 Definitions oil

8.2.1 flash point—the temperature at which vapors above i0.2 Definitiort

the oil surface first ignite when a small test flame is passed 145 1 pour point—the lowest temperature, expressed as a

across the surface under specified conditions. -~ multiple of 3°C at which the oil is observed to flow when
8.2.2 fire point—the temperature at which oil first ignites ~q51ed and examined under prescribed conditions.

and burns for at leass s when a small test flame is passed 1 3 Summary of Test MethedAfter preliminary heating

across the surface under specified conditions. the test specimen is cooled at a specified rate and examined at
8.3 Summary of Test MetheeFill the test cup t0 the nieryals of 3°C for flow characteristics. The lowest tempera-

specified level with the test specimen. Heat the sample initially, ;e at which movement of the oil is observed witts s is

at 14 to 17°C/min (25 to 30°F/min) until the temperature iSyqnorteqd as the pour point. The procedure is described in Test
56°C (100°F) below the expected flash point. Reduce the ratgathod D 97.

of temperature change to 5 to 6°C/min (9 to 11°F/min) and 1 4 Significance and Use
apply the test flame every 2°C (or 5°F) until a flash occurs. 10.4.1 The pour point of an insulating oil gives an indica-

Continue heating and testing every 2°C (or 5°F_) until the O'I_tion of the temperature below which it may not be possible to
continues to burn for at least 5 s. The procedure is described '|5‘our or remove the oil from its container

Test Method D 92. 10.4.2 In connection with oil for use in cable systems, the

8.4 Signific.anc_:e ".’md UseThe flash. _point and. fire point pour point may be useful to indicate the point at which no free
tests give an indication of the flammability of an oil. They may . v o ant will take place in the cable or to indicate the

also be used to provide a qualitative indication of Contam'nafemperature at which partial separation of wax may occur.

tion With. more f_IammabIe mz_it_erials. In the latter context, the 10.4.3 The pour point of a transformer oil is important as an
flash point test is more sensiive. index of the lowest temperature to which the material may be
9. Interfacial Tension cooled without seriously limiting the degree of circulation of
n{he oil. Some materials are sensitive to temperature cycling or
fprolonged storage at low temperatures, and their pour points
Jpay not adequately predict their low temperature flow prop-
erties.

9.1 Scope-These test methods cover the measureme
under nonequilibrium conditions, of the interfacial tension o
insulating oils against water. These test methods have be
shown by experience to give a reliable indication of the
presence of hydrophilic compounds.

9.2 Definition

9.2.1 interfacial tensior—the molecular attractive force be-  11.1 Scope
tween unlike molecules at an interface. It is usually expressed 11.1.1 Test Method D 12}8-Describes a precision method
in dynes per centimetre or millinewtons per metre. for determining refractive index accurate to 0.00006 and

9.3 Summary of Test Methads refractive dispersion accurate to 0.00012. The liquid must be

9.3.1 Test Method D 974-Interfacial tension is determined transparent, no darker than ASTM 4.0 color (see Test Method
by measuring the force necessary to detach a platinum wirP 1500) and have a refractive index between 1.33 and 1.50.
upward from the oil-water interface. To calculate the interfacialThe specific optical dispersion is calculated by dividing the
tension, the force so measured is corrected by an empiricalligfractive dispersion value by the specific gravity of the liquid.
determined factor which depends upon the force applied, the 11.1.2 Test Method D 180+Describes a routine method
densities of both oil and water, and the dimensions of the ringfor measuring refractive index accurate to three units in the
The measurement is completed within 1 min of the formatiorfourth decimal place, measuring refractive dispersion, and
of the interface. calculating specific optical dispersion accurate to three units in

9.3.2 Test Method D 2285-Interfacial tension is deter- the fourth decimal place. The oils must be transparent and light
mined by measuring the volume of a drop of water that the oikolored.
will support. The larger the drop of water, the higher the 11.2 Definitions
interfacial tension of the oil. The instrument used to measure 11.2.1 refractive index—the ratio of the velocity of light in
the volume of the drops of water is calibrated to readair to its velocity in the substance under test.
approximately in dynes per centimetre interfacial tension. For 11.2.2 specific optical dispersieathe difference between
better accuracy, the reading can be corrected by a factor thitte refractive indexes of light of two different wave lengths,
depends on the density of the oil. The drop is allowed to age foboth indexes measured at the same temperature, the difference
30 s and to fall between 45 s and 60 s after formation. being divided by the specific gravity also measured at the test

9.4 Significance and Uselnterfacial tension measure- temperature. For convenience, the specific dispersion value is
ments on electrical insulating oils provide a sensitive means afultiplied by 10,
detecting small amounts of soluble polar contaminants and 11.3 Summary of Test Method
products of oxidation. A high value for new mineral insulating 11.3.1 The two methods differ in the accuracy of the
oil indicates the absence of undesirable polar contaminantsefractometer used. After adjusting the instrument temperature
The test is frequently applied to service-aged oils as amo 25°C, apply the test specimen to the refracting prism, read
indication of the degree of deterioration. the refractive index, and read the compgmmﬂ@m.

11. Refractive Index and Specific Optical Dispersion
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