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QH”) Designation: D 2214 — 00

Standard Test Method for
Estimating the Thermal Conductivity of Leather with the
Cenco-Fitch Apparatus *

This standard is issued under the fixed designation D 2214; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope is slowly changing. The temperature difference is measured by

1.1 This test method covers the quantitative determinatiof€rmocouples. The rate of flow of heat through the specimen
of the thermal conductivity of leather. The measured paramiS Proportional to the area and the temperature difference of the
eters are the area, the thickness, and the temperature differerf@§es of the specimen, and inversely proportional to the
between the two sides of a leather specimen. This test methdBickness. Assuming no heat loss, the amount of heat flowing
is not limited to leather, but may be used for any poor|ythrough the specimen per unit time is equal to the amount of
conductive material such as rubber, textiles, and cork associleat received by the lower plate (copper block receiver) per
ated with the construction of shoes. Specimens up to 0.5 in. (18Nt ime.

mm) thick may be run. This test method does not apply to we
blue.

1.2 The values stated in inch-pound units are to be regarded °-1 Part of the function of a shoe is to assist the foot in
as standard. The values given in parentheses are provided fgaintaining body temperature and to guard against large heat
information only. changes._The_ insulating property of_a material used in shqe

1.3 This standard does not purport to address all of theconstruction is dependent on porosny or the amount of air
safety concerns, if any, associated with its use. It is théPaces present. A good insulating material has a low thermal
responsibility of the user of this standard to establish appro-conductivity valuek. The thermal conductivity value increases
priate safety and health practices and determine the applicaW'th_ an increase in moisture content since khalue for water
bility of regulatory limitations prior to use. is high, 14 by 16cal-cm/s-cth- °C (0.59 W/mK).

3 Significance and Use

Note 1—Thermal conductivity must be measured under steady-stat®. Apparatus

tcr?e”r‘::;?rlsc;nzzv‘c’z\‘:ﬁ“ g?'lseg;”jem test method can be used to estimate theg 1 cenco-Fitch Conductivity Apparatus The apparatus
y ' shall consist of two parts, the source and the receiver. The
2. Referenced Documents source shall be a copper vessel, heat insulated on the sides. The
21 ASTM Standards: base of the source _shall be a heavy copper plate which shall be
D 1610 Practice for Conditioning Leather and Leather.face ground and nickel plgted. The receiver shall contain an
Products for Testiry insulated copper p_Iug WhICh shall also be fac_e ground. A
copper-constantan junction shall be embedded in the base of
3. Terminology the source and leads connected to a binding post in the side of
3.1 Definitions: the vessel. A second copper-constantan junction shall be
d embedded in the copper receiver and leads connected to a
binding post on the side of the receiver. The mass of the copper
plug shall be stamped on the receiver.
6.2 GalvanometerA galvanometer with a linear scale
4. Summary of Test Method shall be used to record the current or deflections. If the

4.1 A conditioned specimen of leather is placed betweegalvanometer is so sensitive that the readings are off scale, a

two plates at different temperatures. The upper plate is at ghunt or fixed res_istor may be connected between the galva-
constant temperature while the temperature of the lower platiometer and receiver. _
6.3 Immersion HeaterA knife-shaped heater shall be used

to maintain a constant temperature of the liquid water at the
1 This test method is under the jurisdiction of ASTM Committee D31 on Leather boiling point.

and is the direct responsibility of Subcommittee D31.03 on Footwear. This test
method was developed in cooperation with the American Leather Chemists Assn. 6.4 Mass, 5'kg_A mass of about 5 kg shall be placed

(Standard Method E 60 — 1965). around the collar of the vessel to ensure close contact between
Current edition approved Sept. 10, 2000. Published October 2000. Originalithe surfaces of the apparatus and the specimen.

published as D 2214 — 63T. Last previous edition D 2214 - 70 (1997). ; ;
2 Annual Book of ASTM Standarddol 15.04. 6.5 Micrometer—A micrometer shall be used to measure the

3.1.1 thermal conductivity-the quantity of heat conducte
per unit time through unit area of a slab of unit thickness
having unit temperature difference between its faces.
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b D 2214

diameter of the copper block and also to measure the thicknesgater evaporated by adding boiling water. Take about ten
of the specimen. readings.

6.6 Metal Plates—Two uniform metal plates, about 7 by 6 ,
in. (178 by 152 mm), shall be used in measuring the thicknes®: Calculations
of the specimen. The specimen is sandwiched between the 9.1 Plot a graph of the data on semilogarithmic paper (2
plates and the thickness measurement is made with theycles by 70 divisions). It can be shown mathematically that:
combination in place on the apparatus under testing conditions. t = —2.303IMC/kA)( log d — log dy) 1)

6.7 Stop Watch-A stop watch may be used to measure the
time intervals for taking galvanometer readings.
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time, min,

thickness of specimen, cm,

mass of copper block, g,

specific heat of copper block = 0.093 cal/g-°C,
area of copper block, chir area of face of specimen,
thermal conductivity, and

deflections g, = deflection at zero time).

8. Proceduré* Therefore, the graph dfas ordinate plotted against labas

abscissa should be a straight line since all the other quantities
8.1 Assemble the apparatus as follows: Connect one end %cluding logd , are constant.

a constantan wire to the constantan te_rminal of the source and 9.2 The slopem, of t plotted against logl is therefore
the other end to the constantan terminal of the receiver. Join
one end of a copper wire to the copper binding post of the
receiver and the other end to the positive binding post of the ] )
galvanometer. Connect a second copper wire to the copper 9-3 Inserting the value of the slope, obtained by calcu-
binding post of the source and the other end to the negativition and multiplied by 60 s as shown in the example in the
binding post of the galvanometer. Fill the vessel with boilingAnnex, calculate the value &fin cal-cm/s-crh °C, as follows:
water and place it upon the leather specimen. Keep the water k = —2.303IMC/m'A) (3)
boiling by means of the immersion heater. Continue heatin
until steady deflections are obtained on the galvanometer. Pla
the specimen and the vessel with a 5-kg mass around its collar 10.1 The precision is in the order of a coefficient of
on the receiver, which should be at room temperature. Measureariation of 8 to 10 %. The precision depends on obtaining a
galvanometer deflections, at regular intervals of 1, 2, or 3 series of points which lie on a straight line and drawing the best
min, depending on the rate of heat conduction. Keep the wateverage line through these points to obtain a value for the
boiling with the aid of the immersion heater and replace theslope. This may be done visually. However, the best average
line and the slope are obtained more precisely and objectively

by statistical calculations. An example of the method of
® Thermal ConductivitySelective Experiments in Physics, No. H52entral calculation is given in Annex Al.
Scientific Co., Chicago, IL, 1940.
“Wing, Paul, and Monego, C. J., “Thermal Insulation Measurements on11. K r
Textiles—A Comparison of Two Methods&STM Bulletin No. 241, October 1959, ' EYWO dS. L
pp. 29-33. 11.1 insulating; leather; thermal conductivity

7. Test Specimen

7.1 A conditioned specimen uniform in thickness and about
6 by 6 in. (152 by 152 mm) square or a disk about 6 in. in
diameter shall be used. The specimen shall be conditioned i
accordance with Practice D 1610, and the test shall be pery
formed in the standard atmosphere described therein. d
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m = —2.303IMC/kA) ©)

. Precision and Bias
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