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QH”) Designation: D 2249 — 94

Standard Test Method for
Predicting Effect of Weathering on Face Glazing and
Bedding Compounds on Metal Sash *

This standard is issued under the fixed designation D 2249; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope erated weathering unit for a period up to 300 h. Loss of

1.1 This test method covers an accelerated procedure f@dhesion, wrinkling, surface cracking and peeling, deep bead
predicting the effect of weathering on adhesion, surface crackeracking, and oil exudation are observed and recorded.
ing and peeling, deep bead cracking, oil exudation, an
wrinkling of face glazing or bedding compounds, or both,

intended for exterior use on steel, aluminum, or other metal 2-1 The effect of accelerated weathering will assist in
sash. judging the quality and predicting the performance of glazing

1.2 The values stated in inch-pound units are to be regardégP™MPounds. Accelerated weathering devices should not, how-
as the standard. The values given in parentheses are f§¥€', be used to predict the exact number of years of service
information only. life, or the exact type of failure which will occur under all the

1.3 This standard does not purport to address all of theVvaried conditions encountered in actual use.
safety concerns, if any, associated with its use. It is they Apparatus and Materials

responsibility of the user of this standard to establish appro- i . ) .
6.1 Accelerated Weathering UritType D as described in

priate safety and health practices and determine the applica- i _
bility of regulatory limitations prior to use. Practice G 23, plus a 102-18 cycling cam and black panel

thermometer accessories.

dj. Significance and Use

2. Referenced Documents 6.2 Aluminum Muntin Bar/Glass Assembly Partwo sets,
2.1 ASTM Standards: as illustrated in Fig. 1. It may be necessary to machine muntin
C 717 Terminology of Building Seals and Seal&nts bars to the desired dimensions.

D 1730 Practices for Preparation of Aluminum and 6-3 Putty Knife
Aluminum-Alloy Surfaces for Painting
G 23 Practice for Operating Light-Exposure Apparatus

(Carbon-Arc Type) With and Without Water for Exposure 7.1 Thoroughly mix the entire contents of a full, previously
of Nonmetallic Materialé unopened container on a clean, nonabsorptive surface, and take

from this the compound to be tested.

7. Sampling

3. Terminolo
& 8. Conditioning

3.1 Definitions—Refer to Terminology C 717 for definitions . ) ,
8.1 Condition the full unopened container, the muntin bar,

of the following terms: adhesive failure (loss of adhesion); "\~ po + 5o
bead:; bedding; compound; face glazing; glazing: muntin91ass, and spacers for at leash at73.4 + 3.6°F (23 2°C).

rabbet; sight line. 9. Procedure

4. Summary of Test Method 9.1 Solvent clean the entire assembly thoroughly as de-

4.1 The test compound is pressed with a knife into a speciaiciPed under Type A of Practices D 1730. o
aluminum muntin bar/glass assembly which simulates both 9-2 Back Bedding-Force a bead of the conditioned com-
face glazing and bedding applications. Each test compound Round into the narrow rectangular channel formed by the glass

run in duplicate. The compound is then exposed in an accefNd the aluminum as shown in Fig. 1, taking care to ensure that
the compound completely fills the space with no voids.

Remove excess compound and smooth the exposed surface

This test method is under the jurisdiction of ASTM Committee C-24 Onl\gllth a few |Ight strokes of the putty knife.

Building Seals and Sealants and is the direct responsibility of Subcommittee C24.

on Oil and Resin Base Glazing and Caulking Compounds. 9.3 Face GIazing—With the glass in place, apply a portion
Current edition approved April 15, 1994. Published June 1994. OriginallyOf the thoroughly mixed compound to the wide, triangular
P”E":he" "T‘SBD 2k24f9/-\_36T4MT'slt_as<§ previous gg'“on D 2249 - 89. section of each of the two test sash assemblies with a putty
nnual bOOK O anaak .07, . . .
3 Annual Book of ASTM Standardébl 02.05. knife, using a maximum of two cut-off strokes and four
4 Annual Book of ASTM Standardéol 14.02. smoothing strokes. Be sure to force the compound tightly
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FIG. 1 Aluminum Muntin Bar/Glass Assembly

against the rabbet to ensure good initial adhesion.

a vehicle that cures to a hard, brittle film lacking elasticity. As

9.4 Hang the assemblies in a vertical position in the accelnoted in 9.6, take care in handling and examining the com-
erated weathering unit, with the surface of the compoungound in order to avoid damaging the surface skin. Such
facing the light source, at a black panel temperature of £40 damage might erroneously be considered to be cracking
5°F (60 = 3°C) using a 102-18 cycling cam (Note 1). (The failure.

automatic humidity control should be turned off on units

equipped with this device.)

face of the T (see “end view” of Fig. 1).

9.5 Beginning with the light cycle, expose the assemblies i

10.3 Deep Bead Cracking-Cracks, either on the surface or

in-depth, are an indication of insufficient elasticity. As noted in

Note 1—In order to conserve space in the weathering unit, two bar9'6' take care in handling and examining the compound in

assemblies may be bolted or otherwise fastened together. In this case th
would be butted back to back against each other on ¥aénl (28.6-mm)

gpder to avoid damaging the surface skin. Such damage might
erroneously be considered to be cracking failure.

10.4 Wrinkling—Slight to moderate wrinkling is normal in

fnany good compounds under accelerated weathering condi-

an accelerated weathering unit for a period of 100 to 300 h. tions. Considerable to severe wrinkling is an indication that the

9.6 After each exposure, remove the assemblies and exa
ine the compound for wrinkling, oil exudation, surface crac
ing and peeling, deep bead cracking, and loss of adhesion to
metal or glass. Take care to avoid disturbing or damaging th

compound during inspection.
10. Interpretation of Results

adhesion under conditions of use.

10.2 Surface Cracking and PeelirgCracking of the sur-
face film with or without peeling of the skin is often a sign of
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fhompound will exhibit poor appearance and performance in
k.very hot weather.

10.5 Oil Exudatior—Oil exudation is usually evidenced by
gne or several well-defined dark spots on the surface of the

compound. This should not be confused with minor, fuzzy
differences in shades caused by a slight amount of surface
chalking. Chalking is not, in itself, evidence of poor quality.

10.1 Loss of Adhesioa-If losses of adhesion occur to either Oil exudation is evidence of poor appearance and excessive
the glass or the aluminum, they are evidence of insufficienembrittlement in actual use.

11. Report

11.1 Report and describe any and all t%e‘mtﬁerﬁt)s
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