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QHW Designation: D 2369 — 01 <!

Standard Test Method for

Volatile Content of Coatings *

This standard is issued under the fixed designation D 2369; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone} indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

€' Note—Paragraph 5.1 was corrected editorially to +/- 0.1 mg in June 2001.

1. Scope bility of regulatory limitations prior to useFor a specific

1.1 This test method describes a procedure for the determflazard statement see 7.4.1.
nation of the weight percent volatile content of solventbornez_ Referenced Documents

and waterborne coatings. Test specimens are heated at 110
5°C for 60 min. 2.1 ASTM Standards:

D 1193 Specification for Reagent Water
Note 1—The coatings used in these round-robin studies represented ) 3925 Practice for Sampling Liquid Paints and Related
air-dried, air-dried oxidizing, heat-cured baking systems, and also in- Pigmented Coatinﬁs

cluded mgltlcom'_oonem paint systems. ) E 145 Specification for Gravity-Convection and Forced-
1.2 Sixty minutes at 11@= 5°C is a general purpose test Ventilation Oveng

method based on the precision obtained with both solventborne g 180 Practice for Determining the Precision of ASTM
and waterborne coatings (see Section 9). These coatings (single Methods for Analysis and Testing of Industrial and Spe-
package, heat cured) are commonly applied in factories to  cjalty Chemical®

automobiles, metal containers, flat (coil) metal and large 22 Other Standards:

appliances, and many other metal parts. EPA Reference Method 24—Determination of Volatile

1.3 This test method is viable for coatings wherein one or  Matter Content, Density, Volume Solids, and Weight
more parts may, at ambient conditions, contain liquid coreac-  golids of Surface Coatin§s

tants that are volatile until a chemical reaction has occurred
with another component of the multi-package system. 3. Summary of Test Method

Note 2—Committee D-1 has run round-robin studies on volatiles of 31 A designated quantity of coating specimen is weighed
multicomponent paint systems. The only change in procedure is to premilt0 an aluminum foil dish containing 3 mL of an appropriate
the weighed components in the correct proportions and allow thesolvent, dispersed, and heated in an oven at-t18yC for 60

specimens to stand at room temperaturelfty prior to placing them into  min. The percent volatile is calculated from the loss in weight.
the oven.

1.4 This test method may not be applicable to all types of+ Significance and Use
coatings. Other procedures may be substituted with mutual 4.1 This test method is the procedure of choice for deter-

agreement between the producer and the user. mining volatiles in coatings for the purpose of calculating the

Nore 3—If unusual decomposition or degradation of the Specimenvolatile organic content in coatings under specified test condi-
OTE 3— . . . .
occurs during heating, the actual time and temperature used to cure ttli'éms' The weight percent solids content (nonvolatile matter)

coating in practice may be substituted for the time and temperatur&N@y b? determined by difference. This '_nformat'on '_S useful to
specified in this test method, subject to mutual agreement between tiB€ paint producer and user and to environmental interests for
producer and the user. The U.S. EPA Reference Method 24 specifies 1tetermining the volatiles emitted by coatings.

+ 5°C for 1 h for coatings.

1.5 This standard does not purport to address all of the5' Apparatu§ o
safety concerns, if any, associated with its use. It is the 5.1 Analytical Balancecapable of weighing=0.1 mg.
responsibility of the user of this standard to establish appro- 5.2 Aluminum Foil Dishes58 mm in diameter by 18 mm
priate safety and health practices and determine the applicahigh with a smooth (planar) bottom surface. Precondition the

2 Annual Book of ASTM Standardgol 11.01.
! This test method is under the jurisdiction of ASTM Committee DO1 on Paint  ® Annual Book of ASTM Standaydgl 06.01.
and Related Coatings, Materials, and Applications and is the direct responsibility of * Annual Book of ASTM Standartdgol 14.04.

Subcommittee D01.21 on Chemical Analysis of Paints and Paint Materials. S Annual Book of ASTM Standardgol 15.05.
Current edition approved Jan. 10, 2001. Published March 2001. Originally °© Available from Superintendent of Documents, U.S. Government Printing
published as D 2369 — 65 T. Last previous edition D 2369 — 98. Office, Washington, DC 20402.
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dishes for 30 min in an oven at 118 5°C and store in a Note 8—Draw the specimen into the syringe. Remove the syringe from

desiccator prior to use. Use tongs or rubber gloves, or both, tée specimen, pull the plunger tip up 6.4 méaig.) in order to pull the
handle the dishes. specimen away from the neck of the syringe. Wipe the outer surface of the

e syringe to remove excess material and cap the syringe. Weigh to the
5.3 Forced Draft OvenType lIA or Type IIB as specified in nearest 0.1 mg. After dispensing the specimen, do not wipe the tip of the

Specification E 145. The oven must be operating in accordanc§yinge. Remove the specimen from the neck of the syringe by pulling up

with Specification E 145, since it is important to have properihe plunger. Cap and reweigh to the nearest 0.1 mg.

air flow and good temperature control to ensure good precision. Note 9—To facilitate dispersing the sample completely in the solvent,

a metal paper clip may be placed (partially unfolded to use as a stirrer) in

the preconditioned aluminum dish before weighing. The clip may then be
5.4 Syringe 1-mL without needle, but equipped with caps, used as a stirrer to completely disperse the specimen into the solvent. Be

capable of properly dispensing the coating under test, at e to leave the paper clip in the dish throughout the remainder of the

sufficient rate so that the specimen can be dissolved in thBrocedure (through 7.5).

Note 4—Be sure the shelves are level and dampers are open.

solvent. 7.2.1 Similarly prepare a QUpIicate.
7.2.2 The result obtained is based on the mean of the results
Note 5—Disposable syringes with caps are recommended. obtained in 7.2 and 7.2.1.

5.5 Paper Clips Note 10—Use disposable (no talc) rubber gloves or polyethylene to

6. Reagents handle the syringe. _ _ _ _
: Note 11—If the specimen cannot be dispersed in the solvents listed
6.1 Purity of Reagents-Reagent grade chemicals shall be (6.2 or 6.3), a compatible solvent may be substituted provided it is no less
used in all tests. Unless otherwise indicated, it is intended thatlatile than 2-ethoxyethyl acetate.
all reagents shall conform to the specifications of the Commit- 7.3 For multicomponent systems, weigh the components in
tee on Analytical Reagents of the American Chemical Societythe proper proportion into containers that can be capped. Mix
where such specifications are availabl@ther grades may be the components together immediately, weigh the appropriate
used, provided it is first ascertained that the reagent is afample size from the table in 7.2, as specified into the
sufficiently high purity to permit its use without lessening the aluminum weighing dishes containings3 1 mL of a suitable
accuracy of the determination. solvent. After dispersing, allow to standrfd h at room
6.2 Purity of Water—Unless otherwise indicated, referencestemperature (induction period) before placing the dishes into
to water shall be understood to mean Type Il of Specificatiorthe oven.
D 1193. . Note 12—Other induction periods are used. See U.S. EPA Reference
6.3 Toluene water or appropriate solvent. Method 24.
7. Procedure 7.4 Heat _the aluminum foil dishes containing thg dispersed
) o ] _specimens in the forced draft oven (5.3) for 60 min at #10
7.1 Take a representative sample of the liquid coatings iec
accordance with Practice D 3925. Mix thoroughly before 7 41 warning: In addition to other precautions, provide
taking specimens for individual tests. If air bubbles become,gequate ventilation, consistent with accepted laboratory prac-

entrapped, stir by hand, until the air has been removed. jce, o prevent solvent vapors from accumulating to a danger-
Note 6—For waterborne paint systems it is recommended that they b@US level. _ . _ .
stirred by hand. 7.5 Remove the dishes from the oven, place immediately in

Note 7—Paint samples tend to settle in the syringe. Obtain a freshlya desiccator, cool to ambient temperature, and weigh to 0.1 mg.
stirred sample for each test run. .
8. Calculation

7.2 Using a syringe weigh to 0.1 mg, by difference, the . . -
correct specimen weight according to the following: 8.1 Calculate the percent volatile matté, in the liquid
coating as follows:

Expected Expected Specimen

% Nonvolatile % Volatile Weight, g V, = 100 — [(W, — W))/S,) X 100] Q)
60 % or more 40 % or less 03 =01

Less than 60 % more than 40 % 05=*01 where:

% volatiles (first determination),

weight of dish,

weight of dish plus specimen after heating,
specimen weight, and

% volatiles (duplicate determination, calculate in
same manner ag ,).

V= (V, + Vp)2 (2)

- 8.2 ReportV, the mean of the duplicate determination if
7Reagent Chemicals, American Chemical Society Specificatomerican  relative percent difference is 1.5 % or less. If relative difference

Chemical Society, Washington, DC. For suggestions on the testing of reagents nbjetweenVA andVB is greater than 1.5 %, repeat the duplicate
listed by the American Chemical Society, sAealar Standards for Laboratory determinations

Chemicals,BDH Ltd., Poole, Dorset, U.K., and thenited States Pharmacopeia . . .
and National FormularylJ.S. Pharmacopeial Convention, Inc. (USPC), Rockville, 8.3 The percent of nonvolatile matt n the coating may

MD. be calculated by difference as.follows:DOCUMents
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The specimen is added to a tared aluminum foil dish,} Va
into which has been added8 1 mL of suitable solvent (6.2 W,
or 6.3). Add the specimen dropwise, shaking (swirling) the dish W2
to disperse the specimen completely in the solvent. If the;®
material forms a lump that cannot be dispersed, discard the B
specimen and prepare a new one.
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