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QHW Designation: D 2559 — 00

Standard Specification for
Adhesives for Structural Laminated Wood Products for Use
Under Exterior (Wet Use) Exposure Conditions *

This standard is issued under the fixed designation D 2559; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope D 4300 Test Methods for Ability of Adhesive Films to
1.1 This specification covers adhesives suitable for the Support or Resist the Growth of Furgi
bonding of wood, including treated wood, into structural D 5266 Practice for Estimating the Percentage of Wood
laminated wood products for general construction, for marine _ Failure in Adhesive Bonded Joirits .
use, or for other uses where a high-strength, waterproof E_6 ;I'ermmology Relating to Methods of Mechanical Test-
adhesive bond is required. Ing _ _ o
1.2 The requirements of the adhesive are based on the E41 Terminology Relating to Conditionifg
performance of the adhesive in laminated wood as measured E 691 Practice for Conducting an Interlaboratory Study to

by: Determine the Precision of a Test Metffod
1.2.1 Resistance to shear by compression loading, ;
1.2.2 Resistance to delamination during accelerated expdq’—' Termm_ol_ogy _

sure to wetting and drying, and 3.1 Definitions: _ _ _
1.2.3 Resistance to deformation under static load. 3.1.1 delamination n—the separation of layers in a lami-

1.3 The values stated in SI units are to be regarded as tHate because of failure of the adhesive, either in the adhesive
standard. The values in parentheses are for information 0n|yi_tself or at the interface between the adhesive and the adherend.

1.4 This standard does not purport to address all of the 3-1-2 glulam n—synonym for structural-glued-laminated
safety concerns, if any, associated with its use. It is thdimber
responsibility of the user of this standard to establish appro- Nore 1—The following ASTM standards may be referred to for other
priate safety and health practices and determine the applicaterms used in this specification: Nomenclature D 1165, Terminologies
bility of regulatory limitations prior to use. D9, E6, and E 41.

3.1.3 laminated wood produch—a fabricated wood assem-

2. Referenced Documents bly resulting from the bonding together of two or more

2.1 ASTM Standards: laminations, all with the direction of grain essentially parallel,

D 9 Terminology Relating to Wodd to form a larger piece such as a structural member.

D 905 Test Method for Strength Properties of Adhesive 3 1 3.1 Discussior-The individual laminations themselves
Bonds in Shear by Compression Loading may be made up of two or more pieces both in width and

D 907 Terminology of Adhesivés length.

D 1165 Nomenclature of Domestic Hardwoods and Soft- 31 .4 structural-glued-laminated timben—an engineered
woods _ stress-related product of a timber laminating plant comprising
D 1583 Test Method for Hydrogen lon Concentration of assemblies of specially selected and prepared wood lamina-
Dry Adhesive Film$ tions securely bonded together with adhesives, with the fol-

D 3535 Test Method for Resistance to Deformation Undefowing characteristics: 1j the grain of all laminations is

Static Loading for Structural Wood Laminating Adhesives approximately parallel longitudinally; an@)(the laminations
Used Under Exterior (Wet Use) Exposure Conditfons  may be comprised of pieces end-joined to form any length, of
pieces placed or glued edge-to-edge to make wider ones or of
pieces bent to curved form during gluing. (Synongialam)
* This specification is under the jurisdiction of ASTM Committee D-14 on ANSI/AITC A190.1-1992. American National Standard for

Adhesives and is the direct responsibility of Subcommittee D14.30 on Woo . . .
Adhesives. “Wood Products—Structural Glued Laminated Timber (Edited to
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conform with ASTM format) 10. Selection and Preparation of Wood for Testing of
Adhesives

10.1 Test the adhesive on the species of wood to be bonded
r for which it is recommended including chemically treated
ood. The wood shall have a maximum slope of grain of 1 in
5 on any face or any edge. The wood shall contain no knots
larger than 3 mm¥¥s in.) in diameter and shall be free from

. . . oo . ecay, machining defects (such as chipped grain, dubbed ends,
compression loading, resistance to delamination during acce 2ed roll polish, coarse knife marks, and feed roll compres-

erated aging exposure to wetting and drying, and resistance . :
deformation under load data developed by this test aid i@%}ﬂg’ %Tdcﬁggkiryg Sgedgr?la; tf?aiugcrgiﬁzg z\a;gor;ardenmg, collapse,

determining if the adhesive is suitable for structural wet use. 10.2 Condition the wood at 23 2°C (73.4+ 3.6°F) and a

5. Classification relative humidity of 50 to 70 % (preferably 65 %) until a
5.1 The manufacturer shall classify the adhesive as tg°iSture content of 8 to 14 % or, preferably 9 to 12 %, has

eneral type. Typical classifications include: resorcinol,P€€n attained. o . .
ghenol-resygrcinoly%henol melamine. etc. 10.3 Freshly surface each lamination before bonding with

5.2 The manufacturer may be considered to be the testin® @dhesive to be tested. Remove at least 0.4 miri.)
facility certifying the adhesive. om each face within 24 h of bond!ng. The _machlnmg
tolerances for each lamination used in preparing the test
6. Ordering Information samples shall be no greater thaf.25 mm (0.01 in.) between
6.1 The manufacturer will furnish the adhesive in anylaminations and=0.20 mm (0.008 in.) within laminations.
suitable form agreeable to the purchaser.

4. Significance and Use

4.1 Structural design based on strength of material prin-
ciples of the structural components, including the adhesive a
the adhesive’s potential durability, requires that the suitability1
for structural wet use exposure be predicted.

4.2 Performance of the adhesive for resistance to shear

11. Preparation of Laminated Wood Test Members

7. Fillers and Extenders 11.1 Prepare six pieces of wood of the same species for each
7.1 If amylaceous or protein fillers and extenders are usedaminated wood member. Each of the six pieces shall have an
the adhesive must not only pass requirements of this specifaverage specific gravity equal to or exceeding the minimum
cation, but in addition, possess sufficient antifungal propertiesequirement of Table 1. Each piece of wood shall be nominal
to inhibit the growth of selected fungal species when tested ii9-mm (0.75-in.) thick lumber (Note 2) at least 140 mm
accordance with Test Method D 4300. The adhesive manufa¢5¥zin.) in width ard 1 m (40 in.) long. Orient the direction of
turer shall state in his bulletin whether such materials are¢he annular growth rings when viewed on the end of the
present, and, if any, the approximate percentage by weight. laminations in the test beam so that they are alternated.

8. Chemical Requirements Note 2—This thickness would normally come from “nominal 1-in.

8.1 The cured adhesive film shall develop a pH value of nof'mPer” . _
less than 2.5 when tested in accordance with Test Method 11.1.1 If equipment prevents the preparation of test beams 1

D 1583. m (40 in.) in length, prepare duplicate 610-mm (24-in.)
) ) laminated wood members to obtain at least an equivalent
9. Physical Requirements number of test specimens.

9.1 The adhesive manufacturer shall furnish written instruc- 11.2 Apply the adhesive uniformly to the contacting faces of
tions stating the general chemical type of adhesive, its storageach lamination in accordance with the manufacturer’s instruc-
and mixing procedure, the method of wood preparation, andions.
any other data which is pertinent to the use of the adhesive in 11.3 Place the laminated wood members under pressure for
the manufacture of laminated wood products. a period of time and at the glueline temperature specified by the

9.2 The adhesive must pass the tests required by thimanufacturer of the adhesive.
specification for all limiting conditions recommended in the 11.4 Conditioning—Condition the laminated wood mem-
manufacturer’s bulletin. The information furnished by thebers at 23+ 2°C (73.4* 3.6°F) and a relative humidity of 50
manufacturer should include each of the following for eachto 70 % (preferably 65 %) for the minimum time recommended
species of wood included in his recommendations: by the manufacturer for each curing temperature used during

9.2.1 Limits of working life, the pressure period, and test immediately.

9.2.2 Minimum and maximum open and closed assembly
times as dictated by temperature, moisture content of the wood?2- Number of Tests
mix age, etc., as commonly encountered under mill conditions, 12.1 Prepare three laminated wood members for tests, one at

9.2.3 Minimum spread for commonly encountered stockeach of the limiting conditions listed, but all other factors, as

and mill conditions, itemized in 9.1 and 9.2, shall be in accordance with the
9.2.4 Minimum cure time and temperature of glueline formanufacturer’s instructions.

complete cure, 12.1.1 Liquid adhesives:
9.2.5 Minimum pressure, and 12.1.1.1 Minimum open assembly time with minimum
9.2.6 Maximum and minimum allowable moisture contentclosed assembly time,

of the wood. 12.1.1.2 Maximum open assembly D@CLEMERAESN
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