S
NOTICE: This standard has either been superseded and replaced by a new version or discontinued.
Contact ASTM International (www.astm.org) for the latest information.

[lIM) Designation: D 2837 _ Ola An American National Standard
i’

INTERNATIONAL

Standard Test Method for
Obtaining Hydrostatic Design Basis for Thermoplastic Pipe
Materials *

This standard is issued under the fixed designation D 2837; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

This standard has been approved for use by agencies of the Department of Defense.

1. Scope line may be assumed to continue beyond the experimental
1.1 This test method describes a procedure for obtaining Beriod, through at least 100 000 h (the time intercept at which
long-term hydrostatic strength category, referred to herein af)€ material's LTHS is determined). In the case of polyethylene
the hydrostatic design basis (HDB), for thermoplastic pipePiPing materials, this test _method |_ncludes a_supplemental
materials based on the material's long-term hydrostati¢equirement for the “validating” of this assumption. No such
strength (LTHS). The LTHS is determined by analyzing stresdalidation requirements are included for oth.er materials (see
versus time-to-rupture (that is, stress-rupture) test data th&Y0te 1). Therefore, in all these other cases, it is up to the user
cover a testing period of not less than 10 000 h and that ar@f this test method to determine based on outside information
derived from sustained pressure testing of pipe made from th&hether this test method is satisfactory for the forecasting of a
subject material. The data are analyzed by linear regression fpaterial’s LTHS for each particular combination of internal/
yield a best-fit log-stress versus log time-to-fail straight-line€xtérnal environments and temperature.
equation. Using this equation, the material’'s mean strength at Nore 1—Extensive long-term data that have been obtained on com-
the 100 000-h intercept (LTHS) is determined by extrapolationmercial pressure pipe grades of polyvinyl chloride (PVC), polybutlene
The resultant value of the LTHS determines the HDB strengtt{PB), and cross linked polyethlene (PEX) materials have shown that this
category to which the material is assigned. An HDB is one ofssumption is appropriate for the establishing of HDB's for these
a series of preferred long-term strength values. This tesﬁ]aterlal_s for water qu for_amblen_t temperatures. Refer to Note 2 and
method is applicable to all known types of thermoplastic pipe PPendix X1 for additional information.
materials, and for any practical temperature and medium that 1.4 The experimental procedure to obtain individual data
yields stress-rupture data that exhibit an essentially straighoints shall be as described in Test Method D 1598, which
line relationship when plotted on log stress (pound-force peforms a part of this test method. When any part of this test
square inch) versus log time-to-fail (hours) coordinates, and fofethod is not in agreement with Test Method D 1598, the
which this straight-line relationship is expected to continugProvisions of this test method shall prevail.
uninterrupted through at least 100 000 h. 1.5 General references are included at the end of this test
1.2 Unless the experimentally obtained data approximate Bnethod.
straight line, when calculated using log-log coordinates, it is 1.6 This standard does not purport to address all of the
not possible to assign an HDB to the material. Data that exhibigafety concerns, if any, associated with its use. It is the
high scatter or a “knee” (a downward shift, resulting in aresponsibility of the user of this standard to establish appro-
subsequently steeper stress-rupture slope than indicated by théate safety and health practices and determine the applica-
earlier data) but which meet the requirements of this tesbility of regulatory limitations prior to use.
method tend to give a lower forecast of LTHS. In the case of 1.7 The values stated in inch-pound units are to be regarded
data which exhibit excessive scatter or a pronounced “knee@s the standard. The values given in parentheses are for
the lower confidence limit requirements of this test method arénformation only and are not considered the standard.
not met and the data are C_IaSSiﬁeq as unsmtable_for analysis. Nore 2—Over 3000 sets of data, obtained with thermoplastic pipe and
1.3 Afundamental premise of this test method is that wherpiping assemblies tested with water, natural gas, and compressed air, have
the experimental data define a straight-line relationship irbeen analyzed by the Plastic Pipe Institite(BPI) Hydrostatic Stress

accordance with this test method’s requirements, this straightoard. None of the currently commercially offered compounds included
in PPl TR-4, “PPI Listing of Hydrostatic Design Bases (HDB), Pressure
Design Bases (PDB) and Minimum Required Strength (MRS) Ratings for
Thermoplastic Piping Materials or Pipe” exhibit knee-type plots at the

1 This test method is under the jurisdiction of ASTM Committee F17 on Plasticsl.Sted temperature. that is. deviate from a straight line in such a manner
Piping Systems and is the direct responsibility of Subcommittee F17.40 on Tes! P ! ! 9

Methods.
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that a marked drop occurs in stress at some time when plotted on 3.1.1 failure—bursting, cracking, splitting, or weeping

equiscalar log-log coordinates. Ambient temperature stress-rupture da(@eepage of liquid) of the pipe during test.
that have been obtained on a number of the listed materials and that extend . . .
3.1.2 hoop stress-the tensile stress in the wall of the pipe

for test periods over 120 000 h give no indication of “knees.” However, ) ] - - ) -
stress-rupture data which have been obtained on some thermoplasiié the circumferential orientation due to internal hydrostatic

compounds that are not suitable or recommended for piping compound3ressure.

have been found to exhibit a downward trend at 23°C (73°F) in whichthe 3 1 3 hydrostatic design basis (HDB)one of a series of

departure from linearity appears prior to this test method’s minimum . . -
testing period of 10 000 h. In these cases, very low results are obtained rStabIIShed stress values for a compound. It is obtained by

the data are found unsuitable for extrapolation when they are analyzed fyat€gorizing the LTHS in accordance with Table 1.
this test method. 3.1.4 hydrostatic design stress (HDS}the estimated maxi-
Extensive evaluation of stress-rupture data by PPl and others has alggym tensile stress the material is capable of withstanding

indicated that in the case of some materials and under certain te%‘ontinuously with a high degree of certainty that failure of the
conditions, generally at higher test temperatures, a departure from. . . . . .
linearity, or “down-turn”, may occur beyond this test method’s minimum pipe will n_Ot occur. This Stre_ss IS cn;cumferenual when internal
required data collection period of 10 000 h. A PPI study has shown that ifydrostatic water pressure is applied.

the case of polyethylene piping materials that are projected to exhibit a 3.1.5 long-term hydrostatic strength (LTHS}the estimated
“down-turn” prior to 100 000 h at 73°F, the long-term field performance tansile stress in the wall of the pipe in the circumferential

of these materials is prone to more problems than in the case of materials.; ; ; ; : ;
which have a projected “down-turm® that lies beyond the 100 OOO_ﬁ%?nentann that when applied continuously will cause failure of

intercept. In response to these observations, a supplemental “validati0|jihe plp_e at_ 100 _OOO h. This is the mtgrcept of the stress
requirement for PE materials has been added to this test method in 19g€2gression line with the 100 000-h coordinate.

This requirement is designed to reject the use of this test method for the 3.1.6 pressure—the force per unit area exerted by the
estimating of the long-term strength of any PE material for which adium in the pipe.

supplemental elevated temperature testing fails to validate this test . . .

method’s inherent assumption of continuing straight-line stress-rupture 3.1.7 pressure ratlng (PR)-the _estlmate_d maximum Water_

behavior through at least 100 000 h at 23°C (73°F). pressure the pipe is capable of withstanding continuously with
When applying this test method to other materials, appropriate consida high degree of certainty that failure of the pipe will not occur.

eratiqn should be given_ to the possibility that fqr the pgrticular gradg of 3.1.7.1 The PR and HDS are related by the equations given

material under evaluation and for the specific conditions of testing 3.1.9

particularly, when higher test temperatures and aggressive environmenil@ e

are involved, there may occur a substantial “down-turn” at some point 3.1.8 service (design) factera number less than 1.00

beyond the data collection period. The ignoring of this possibility may(which takes into consideration all the variables and degree of

lead to f’:ln OVer.Statement by this test.method of a n:lat.erial’s actual LTH%afety |nvo|ved |n a thermoplastlc pressure p|p|ng |nsta”at|0n)

To obtam _sufﬁ(_:lent assurance that this test methqd s |nherept assumptlcwhich is multiplied by the HDB to give the HDS.

of continuing linearity through at least 100 000 h is appropriate, the user . . .

should consult and consider information outside this test method, includ- 3-1.9 The following equations shall be used for the relation

ing very long-term testing or extensive field experience with similar between stress and pressure:

materials. In cases for which there is insufficient assurance of the

continuance of the straight-line behavior that is defined by the experimen- $=P(D — vfatfor outside diameter controlled pipe 1)
tal data, the use of other test methods for the forecasting of long-term
strength should be considered (see Appendix X1). or

S= P(d + t)/2t for inside diameter controlled pipe 2)

2. Referenced Documents

2.1 ASTM Standards:
D 1243 Test Method for Dilute Solution Viscosity of Vinyl TABLE 1 Hydrostatic Design Basis Categories

Chloride Polymer’ . . . .
. . . . Note 1—The LTHS is determined to the nearest 10 psi. Rounding
D 1598 Test Method for Time-to-Failure of Plastic Pipe procedures in Practice E 29 should be followed.

Under Constant Internal Presstire

. . L L. Range of Calculated LTHS Values Hydrostatic Design Basis

E 29 Practice for Using Significant Digits in Test Data to - s , P
Determine Conformance with Specificatibns P! (MPa) Pt (MPa)
2.2 ISO/DIS Standard: 190 to < 240 (1.31 to < 1.65) 200 (1.38)
R . 240 to < 300 ( 1.65 to < 2.07) 250 ( 1.72)
ISO/DIS 9080 Plastic Piping and Ducting Systems, Deter- 309 10 < 380 ( 2.07 to < 2.62) 315 ( 217)
mination of Long-Term Hydrostatic Strength of Thermo- 380 to < 480 (2.62 to < 331) 400 (2.76)
plastics Materials in Pipe Form by Extrapolatfon ggg b ggg E i-ii i ;‘-;ﬁg 228 E i-gi;
. 760 to < 960 ( 5.24 to < 6.62) 800 ( 5.52)
3. Terminology 960 to <1200 ( 6.62 to < 8.27) 1000 ( 6.89)
S 1200 to <1530 ( 8.27 to <10.55) 1250 ( 8.62)
3.1 Definitions: 1530 to <1920  (10.55 to <13.24) 1600 (11.03)
1920 to <2400 (13.24 to <16.55) 2000 (13.79)
2400 to <3020 (16.55 to <20.82) 2500 (17.24)
3020 to <3830 (20.82 to <26.41) 3150 (21.72)
® Annual Book of ASTM Standadéol 08.01. 3830 to <4800 (26.41 to <33.09) 4000 (27.58)
* Annual Book of ASTM Standardol 08.04. 4800 to <6040 (33.09 to <41.62) 5000 (34.47)
> Annual Book of ASTM Standardéol 14.02. 6040 to <6810 (41.62 to <46.92) 6300 (43.41)
® Available from American National Standards Institute, 25 W. 43rd St., 4th 6810 to <7920 (46.92 to <54.62) 7100 ™ 48.92

Floor, New York, NY 10036. uO‘&U‘h‘I'entS
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where: 5.2.2 Analyze the test results by using, for each specimen,
S = stress, the logarithm of the stress in psi and the logarithm of the
P = pressure, time-to-failure in hours as described in Appendix X2 (Note 5).
D = average outside diameter, Calculate the strength at 100 000 h. Include as failures at the
d = average inside diameter, and conclusion of the test those specimens which have not failed
t = minimum wall thickness. after being under test for more than 10 000 h if they increase

— the value of the extrapolated strength. Accomplish this by first
4. Significance and Use obtaining the linear log-log regression equation for only the
4.1 The procedure for estimating long-term hydrostaticspecimens that failed, by the method of least squares as
strength is essentially an extrapolation with respect to time ofiescribed in Appendix X2. Then use the stress in psi for each
a stress-time regression line based on data obtained in accgpecimen that has been under test for more than 10 000 h, and
dance with Test Method D 1598. Stress-failure time plots arehat has not failed, with this regression equation to calculate the
obtained for the selected temperature and environment: théme in hours. If this time is less than the hours the specimen
extrapolation is made in such a manner that the long-termas been under test, then use the point. Determine the final line
hydrostatic strength is estimated for these conditions. for extrapolation by the method of least squares using the
Note 3—Test temperatures should preferably be selected from théallure points alor_wg with those non'fa'lure points selected by
following: 40°C; 50°C; 60°C: 80°C; 100°C. It is strongly recommended the method described above. Unless it can be demonstrated that
that data also be generated at 23°C for comparative purposes. they are part of the same regression line, do not use failure

4.2 The hydrostatic design basis is determined by considepoints for_stresse_s that have failure times Iess_ than 10_ h.
ing the following items and evaluating them in accordance with"¢lude failure points excluded from the calculation by this

54 operation in the report, and identify them as being in this
4.2.1 Long-term hydrostatic strength at 200 000 h, category.
4.2.2 Long-term hydrostatic strength at 50 years, and Note 5—It should be noted that contrary to the custom in mathematics,

4.2.3 Stress that will give 5% expansion at 100 000 h. it has been the practice of those testing plastics pipe to plot the

4.2.4 The intent is to make allowance for the basic stressndependent variable (stress) on the vertigalgxis and the dependent
strain characteristics of the material, as they relate to time. variablel (time-to-failure) on the .horizontak)(axis.. The procedure in

4.3 Results obtained at one temperature cannot, with arfPPendix X2 treats stress as an independent variable.
certainty, be used to estimate values for other temperatures.5.2.3 Determine the suitability of the data for use in
Therefore, it is essential that hydrostatic design bases bdetermining the long-term hydrostatic strength and hydrostatic
determined for each specific kind and type of plastic compoundesign basis of plastic pipe as follows:
and each temperature. Estimates of long-term strengths of 5.2.3.1 Extrapolate the data by the method given in Appen-
materials can be made for a specific temperature provided thaix X2, to 100 000 h and 50 years, and record the extrapolated
calculated values, based on experimental data, are available fefress values (4.2.1 and 4.2.2), and
temperatures both above and below the temperature of interest.5_2_3_2 Ca|Cu|ate, by the method given in Appendix X3, the

4.4 HydrOStatiC deSign stresses are obtained by multlplyln%wer confidence value of stress at 100 000 h.
the hydrostatic design basis values by a service (design) factor.5 5 3 3 |f the lower confidence value at 100 000 h differs

4.5 Pressure ratings for pipe may be calculated from the.om the extrapolated LTHS value by more than 15 % of the
hydrostatic design stress (HDS) value for the specific materightter orm in Appendix X3 is zero or negative, dr in the
_used to make the pipe, and its dimensions using the equatio'é'auationh = a + bf in Appendix X2 is positive, consider the
in 3.1.9. data unsuitable.

5.3 Circumferential Expansion-Obtain the data required
for 4.2.3 as follows:

5.3.1 Initially test at least three specimens at a stress of
50 % of the long-term hydrostatic strength determined in
5.2.3.1 until the circumferential expansion exceeds 5 % or for
2000 h, whichever occurs first. Measure the expansion of the
circumference in the center of that section of the pipe specimen
that is under test to the nearest 0.02 mm (0.001 in.) periodically

5. Procedure

5.1 Genera—Generated data in accordance with Test
Method D 1598.

5.2 Stress Rupture-Obtain the data required for 4.2.1 and
4.2.2 as follows:

5.2.1 Obtain a minimum of 18 failure stress-time points for
each environment. Distribute these data points as follows:

<1000 Falure Pomts (Note 6) during the test, unless the expansion at some other
10 to 1000 At least 3 point is greater, in which case measure the section with the
1000 to 6000 At least 3 maximum expansion. Calculate the changes in circumference
After 6000 At least 3 : P .

After 10 000 ‘At loast 1 for each specimen as a percentage of the initial outside

circumference. Calculate the expansion at 100 000 h for each
Note 4—When the long-term stress regression line of a compound i%pecimen by the method given in Appendix X4 or by the

known, this method may be used, using fewer points and shorter times, . . - .
confirm material characteristics, or to evaluate minor process or formutﬁ.lottlng technique described in 5.3.3. If the calculated expan-

lation changes. See also PPI TR3, Policies and Procedures for Developif®" for one or mo_re of the SpECimenS_ tested exce_eds 5 %, th_en
Recommended Hydrostatic Design Stresses for Thermoplastic Pipe M&iSe the hydrostatic stress as determined from circumferential

terials. expansion measurements as the stress Dmm‘b&ed
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to establish the hydrostatic design basis. 5.4.4.2 Use the 50-year value if it is less than 80 % of the

Note 6—It is suggested that these measurements be made once eveIF}—HS value, and less than the expansion strength value.

24 h during the first 5 days, once every 3 days during the next 6 days, and 2-4-4.3 Use the expansion strength value if it is less than the

once a week thereafter. The periods shall be selected on the basis of pAdtHS and 50-year values.

experience with the type of pipe so that they will be reasonably distributed 5.5 Hydrostatic Design StressObtain the hydrostatic de-

to obtain a good plot. sign stress by multiplying the hydrostatic design basis by a
5.3.2 The stresses and distribution of specimens used tservice (design) factor selected for the application on the basis

determine hydrostatic stress from circumferential expansioonf two general groups of conditions. The first group considers

measurements shall be as follows: the manufacturing and testing variables, specifically normal
Approximate Percent of Long-Term Minimum Number of variations in the material, manufacture, dimensions, good
Hydrostatic St;%ngth (see 5.2) SPeC;menS handling techniques, and in the evaluation procedures in this

test method and in Test Method D 1598 (Note 8). The second
group considers the application or use, specifically installation,
environment, temperature, hazard involved, life expectancy
desired, and the degree of reliability selected (Note 9). Select
Subject the specimens to test until the circumferentiathe service factor so that the hydrostatic design stress obtained
expansion exceeds 5 % or for 2000 h, whichever occurs firsiprovides a service life for an indefinite period beyond the
5.3.3 The results may be calculated by the methods given iactual test period.
Appendix X4 and Appendix X5 or plotted by the following _ _ o
ote 8—Experience to date, based on data submitted to PPI, indicates

E::r?gelg uf:gjrspl)or: rg;_lg Zrziggﬁh;:g’:rs g‘r;\:c;rgﬁagzﬂge“:g%ﬁﬁta\ltta\éariagfgf%usox FIgisngroup of conditions are usually wittih0 %,
. " ) y S Il und.
the. method of IeaSt sguares, \,N'th time as the 'ndepend,entNOTE 9—It is not the intent of this standard to give service (design)
variable as described in Appendix X4. Calculate the expansiogctors. The service (design) factor should be selected by the design
of the circumference in percent at 100 000 h for each specimegngineer after evaluating fully the service conditions and the engineering
by the equation from Appendix X4: properties of the specific plastics under consideration. Alternatively, it
c=a +500b 3) may be specified by the authority having jurisdiction.
It is recommended that numbers selected from ANSI Standard 717.1-

Do not use extrapolations of curves for specimens that973 for Preferred Numbers, in the R10 series (25 % increments) be used,
expand more than 5 % in less than 1000 h. Plot the correspondamely, 0.80, 0.63, 0.50, 0.40, 0.32, 0.25, 0.20, 0.16, 0.12, or 0.10. If
ing expansion-stress points from the 100 000 h intercept Oﬁmaller steps seem necessary it is recommended that the R20 series (12 %
log-log graph paper and draw a line representative of thesggge”gegés)ob‘;g“Sg%”%”;‘;'yboz'%o'00'1%0’00'1761' gff’g'fg’g'i’f’zoffﬁgo’
points by the method of least squares with stress as the '~~~ T T T e T e e T
independent variable as described in Appendix X5. 5.6 Determination or Validation of the HDB for Polyethyl-

5.3.4 Calculate the stress corresponding to a circumferentigne Materials, or Bota-Apply either of the following proce-
expansion of 5.00 % in accordance with 5.3.3 and Appendidures to PE material to validate its HDB at any temperature.
X5. The stress is the antilog ofin the equatiorc = a’ +  When an elevated temperature HDB is validated, all lower
b” r in Appendix X5. Use the values faf andb” as calculated temperature HDB’s are considered validated for that material.
in Appendix X5 and 0.6990 far. This stress may be obtained If a brittle failure occurs before 10 000 h when testing in
by calculation or read from the circumferential expansion-accordance with 5.2, the Standard Method (Procedure Il) is not

stress plot obtained in 5.3.3. In cases of disagreement, use thpplicable and the Alternate Method (Procedure 1) shall be

W www

calculation procedure. used. Procedure | is also used to determine the HDB at elevated
5.4 Hydrostatic Design Basis-The procedure for determin- temperatures for some PE materials.
ing the HDB shall be as follows (see also Appendix X8): 5.6.1 Alternate Method Procedure |
5.4.1 Calculate the hydrostatic strength at 100 000 h 5.6.1.1 Develop stress rupture data in accordance with 5.2
(LTHS) in accordance with 5.2. for the temperature at which an HDB is desired. Using only the
5.4.2 Calculate the hydrostatic strength at 50 years imuctile failures, determine the linear regression equation. The
accordance with 5.2.3.1. failure point data must be spread over at least two log decades.
5.4.3 Estimate the long-term hydrostatic strength usingrhe stress intercept at 100 000-h using this equation is the
expansion test data and in accordance with 5.3. “ductile” LTHS.

Note 7—For all the presently used stress rated thermoplastic pipe 5.6.1.2 To determme the brittle failure performance, S,OIVe
materials in North America, the 5% expansion strengths are not th&0r the three coefficients of the rate process method equation as
limiting factor. Therefore, this measurement is not required for suchfollows:
materials. (a) Select an elevated temperature appropriate for the

5.4.4 Determine the hydrostatic design basis (HDB) bypolyethylene material. The maximum temperature chosen
categorizing, in accordance with Table 1, the applicable hydroshould not be greater than 95°C (203°F).
static strength value as specified below: (b) Select a stress at this temperature at which all failures

5.4.4.1 Use the LTHS value (5.4.1) ifitis less than 125 % ofoccur in the brittle mode (a crack through the pipe wall with no
the 50-year value (5.4.2), and less than the expansion strengtfsible evidence of material deformation). This set of tempera-
value (5.4.3). ture and stress is called Condition . Temoeumiem
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TABLE 2 Validation of 73°F (23°C) HDB following three-coefficient rate process method equation:
HDB to be  193°F (90°C) Test Temperature / 176°F (80°C) Test Temperature B Clog S
Validated (psi) Stress (psi) Time (h) Stress (psi) Time (h) logt=A+ T * T Q)
1600 735 70 825 200 .
1250 575 70 645 200 where: ]
1000 460 70 515 200 t = time, h,
800 365 70 415 200 T = absolute temperature, °K(E C + 273),
o oo » o o S = hoop stress, psi, and
A, B, C = constants.
(f) Using this model, calculate the stress intercept value at
TABLE 3 Validation of 100°F (38°C) HDB 100 000 h for the temperature at which the HDB is desired.

HDB to be  193°F (90°C) Test Temperature / 176°F (80°C) Test Temperature This resultlng stress intercept is the “brittle” LTHS.

Validated (psi)

Stress (psi) Time (h) Stress (psi) Time (h) Note 10—The ISO TR/9080four coefficient model may be used if it
1600 850 300 960 1000 has a better statistical fit to the data.
1250 670 300 750 1000 . .
1000 600 300 600 1000 5.6.1.3 Use the lower value of the ductile failure LTHS (see
800 535 300 480 1000 5.6.1.1) or the brittle failure LTHS (see 5.6.1.2) to determine
630 340 300 380 1000 the HDB category per Table 1 for this PE material. The HDB
500 265 300 300 1000

determined by this procedure is considered validated.

5.6.1.4 Using this model, calculate the mean estimated
TABLE 4 Validation of 120°F (49°C) HDB failure time for Condition Ill. When the average time (log
basis) for the six specimens tested at Condition Ill has reached
this time, the extrapolation to 100 000 h to obtain the LTHS at

HDB to be  193°F(90°C) Test Temperature / 176°F(80°C) Test Temperature
Validated (psi)

Stess(ps)  Time(h)  Stess(ps)  Time (h) 23°C (73°F) has been validated. (Examples are shown in
1600 970 1100 1090 3400 Appendix X9 )
1250 760 1100 850 3400 )
1000 610 1100 685 3400 5.6.2 Standard Method (Procedure +3The HDB for a PE
800 490 1100 545 3400 material at a desired temperature is validated when the follow-
630 385 1100 430 3400 H H H H .
500 305 1100 345 3400 Ing criterion is met:

5.6.2.1 Develop stress rupture data in accordance with 5.2
for the temperature at which an HDB is desired. Analyze the
TABLE 5 Validation of 140°F (60°C) HDB data to determine the linear regression equation. Extrapolate
this equation to 100 000 h to determine the LTHS. Use Table 1
to determine the HDB category at this temperature.

5.6.2.2 Use Tables 2-6 to define the time and stress require-

HDB to be  193°F(90°C) Test Temperature / 176°F(80°C) Test Temperature
Validated (psi)

Stress (psi) Time (h) Stress (psi) Time (h)
1250 860 3800 970 11300

1000 690 3800 775 11300 ments needed to validate this HDB. Test at least six specimens
800 550 3800 620 11300 at the stress level determined by the tables. These specimens
630 435 3800 490 11300 must have a minimum log average time exceeding the value
500 345 3800 390 11300 . .
200 575 3800 310 11300 shown in the table to validate the HDB. For example, to
validate an HDB of 1000 psi at 140°F, this required time is
3800 h at 193°F (90°C)/690 psi or 11300 h at 176°F
TABLE 6 Validation of 160°F (71°C) HDB (80°C)/775 psi.
HDB to be  193°F(90°C) Test Temperature / 176°F(80°C) Test Temperature 5.6.2.3 If a temperature/stress condition in the tables results
Validated (psl) g o osy  Time () Stress (ps)  Time (h) in a premature ductile failure for a particular PE material, the
stress at that temperature may be lowered by 15 %. The
1250 975 12600 1100 37500 . . . . . .
1000 780 12600 885 37500 corresponding required time for this lowered stress is then six
800 625 12600 705 37500 times the value in the table. For example, when validating an
630 495 12600 550 37500 R or i ; o R ;
200 290 12600 220 37200 HDB_ of 1_600 psi at 73°F, if testing at 80 C/8_25 psi results in
400 315 12600 350 37500 ductile failures, lower the stress to 700 psi and retest. The
required time to validate using this condition is now 1200 h. If
specimens at this Condition I until failure. ductile failures still occur, the stress may be lowered to 595 psi

(c) At the same temperature, select another stress about P4d the corresponding time is increased to 7200 h.
to 150 psi lower than for Condition I. Test at least six pipe 97 Pressure Rating-Calculate the pressure rating for each
specimens at this Condition 11 until failure. diameter and wall thickness of pipe from the hydrostatic design

(d) Select a temperature 10°C (18°F) to 20°C (36°F) lowerstress (hydrostatic design basis service factor) for the
than the one in Condition | and use the same stress a¥oecific materialin the pipe by means of the equations in 3.1.9.

Condition I. This is Condition lll. Test at least six pipe
specimens at this Condition Il until failure.

) (e) USing all these brittle failure data points f_rom Condi- 7 For additional information contact the Plastic Pipeﬂf&ute Hydrostatic Stress
tions I, II, and 1ll, calculate the A, B, and C coefficients for the Board Chairman, 1801 K St., Nw, Suite 600 K, Wash ,(Dtizmen S
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