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Standard Test Methods for
Rubberized Tar ?!

This standard is issued under the fixed designation D 2994; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.

1. Scope E 1 Specification for ASTM Thermometérs

1.1 These test methods cover the following procedures fo§

rubberized tar- . Significance and Use

3.1 These test methods measure the properties of rubberized

Section K . . . . .
Nonimmersed Penetration 6 tar that determine its suitability as a road binder that is not
Immersed Penetration 7 sensitive to the spillage of fuel ail.
Volume and Weight Change 9
Flow 10
Softening Point 11 4. ApparaFUS ) ) )
Viscosity 12 4.1 Melting Unit— The unit for melting laboratory samples
Water Content 13 _hAi : : nAi
Homogeneity 14 shall be of the double-boiler type, employing a high flash-point

) oil as the heat transfer medium. The unit shall be equipped with
1.2 These test methods should not be used in the acceptangchanical agitators in the materials chamber and in the oil
or rejection of materials since their precision statements havgath: and two metal thermometers, of the recalibrating dial
not been determined. type, in the range from 10 to 177°C graduated in 5°F (3°C)
1.3 This standard does not purport to address all of thesypdivision A melting unit suitable for the purpose is shown
safety concerns, if any, associated with its use. It is thgp Fig. 1°

responsibility of the user of this standard to establish appro- 4.2 Oven thermostatically controlled, capable of maintain-
priate safety and health practices and determine the applicaimg a temperature of 108 2°F (38+ 1°C).

bility of regulatory limitations prior to use. 4.3 Water Bath with mechanical stirrer, thermometer, heat-
ing element, and thermostatic controls capable of maintaining
a water temperature of 7% 0.2°F (25 0.1°C).

2.1 ASTM Standards: _ o 4.4 Viscometer Brookfield, Model LVF or LVT.

D 5 Test Method for Penetration of Bituminous Materfals 4 5 Thermometerglass, in the range from 30 to 200°C and

D 95 Test Method for Water in Petroleum Products andyraduated in 0.5°C subdivisions conforming to the require-

2. Referenced Documents

Bituminous Materials by Distillatioh ments for ASTM Thermometer 16C given in Specification E 1.
D 362 Specification for Industrial Grade Toluéne 4.6 Metal Panels— Bright tin-coated panels at least 102
D 1015 Test Method for Freezing Points of High-Purity mm wide and 152 mm long. The panels shall be free of any

Hydrocarbon$ i . . foreign material (dust, oil, etc.), shall not be warped or bent,
D 1217 Test Method for Density and Relative Density 5nq shall be discarded after each flow test.

(Specific Gravity) of Liquids by Bingham Pycnometer 4 7 Molds—Durable metal or plastic molds with an opening
D 1218 Test Method for Refractive Index and Refractivegg mm long, 40 mm wide, and 4.2 mm deep.

Dispersion of Hydrocarbon Liquids _ 4.8 Containers approximately 54 mm in diameter and 35
D 2398 Test Method for Softening Point of Bitumen in mm deep. (Three-ounce seamless ointment boxes meet these

Ethylene Glycol (Ring-and-Baf) requirements.)

D 2700 Test Method for Knock Characteristics of Motor 4 g | aporatory Balances2-kg and 750-g capacity, sensitive
and Aviation Type Fuels by the Motor Methbdd to 0.1 g and 2 mg, respectively.

4.10 Oil Bath, with a mechanical stirrer, thermometer,
heating element, and thermostatic controls capable of main-
*These test methods are under the jurisdiction of ASTM Committee D-4 ontaining bath temperatures between80B°C and 15 3°C.
Road and Paving Materials and are the direct responsibility of Subcommittee
D04.43 on Specifications and Test for Tar and Tar Products. -
Current edition approved January 10, 1998. Published February 1999. Originally “ Annual Book of ASTM Standardgol 14.03.

published as D 2994 — 71. Last previous editions D 2994 — 87 (1991). 8 Model BLM-100 Laboratory Melter, without the oil bath stirrer, available from
2 Annual Book of ASTM Standardgol 04.03. the Berry Corp., Stone Rd., Lexington, KY 40503, has been found suitable for this
3 Annual Book of ASTM Standardéol 05.01. purpose.
4 Annual Book of ASTM Standaydéol 06.04. ° Detailed drawings of the melting unit are available at a nominal charge from
S Discontinued; see 1984nnual Book of ASTM Standartdgol 04.04. ASTM Headquarters, 100 Barr Harbor Drive, West Conshohocken, PA 19428.
8 Annual Book of ASTM Standardéol 05.04. Request Adjunct No. 12-429940-00.
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ASTM
Test Method
ASTM motor octane number 100.0 = 0.1 D 2700
Density at 20°C, g/mL 0.69193 =+ 0.00015 D 1217
Refractive index, Np at 20°C 1.39145 + 0.00015 D 1218
Freezing point, min, °C -107.442 D 1015
Distillation: 50 % recovery,® C 99.238 + 0.025 A
Increase from 20 to 80 % recovery, 0.20
max,® C

A For the equipment and method used, see Journal of Research, Nat. Bureau
Standards, JRNBA, Vol 44, No. 3, 1950, pp. 309 and 310 (RP2079).

The toluene shall meet the requirements given in Specifica-
tion D 362.

8. Procedure

8.1 Immerse a test specimen identical with that used for the
nonimmersed test for 18 h in 500 mL of clean test fuel
maintained at 10@- 2°F (38 = 1°C). The containers for the
test fuel and specimen shall be semi-closed, that is, a moder-
ately tight lid with a¥s-in. (3-mm) round hole cut in the lid to
eliminate pressure buildup. More than one specimen of the
same material may be immersed in the same container provid-
ing the volume of test fuel per specimen is maintained at 500
mL. The overall dimensions of the container shall be such that
a minimum of%zin. (13 mm) of test fuel covers the surface of
the test specimens. Use a covered constant-temperature water
bath conforming to 4.3 to maintain the container, test fuel, and
specimens at the required temperature. Immediately after the
. . . ) 18-h immersion period, dry the specimens under a 12-in.

4.11 Paint Cans 1-pt capacity from which the lips have (305-mm) diameter electric fan at 77 2°F (25 + 1°C) for 1
been removed. h and conduct the penetration test in accordance with Test
5. Preparation of Samples Method D 5. Placement of the specimens in relation to the

electric fan shall be such that an air velocity from 150 to 500

2.1 The portion of the sample selected_ for all of the tes_tigllmin over the surface of the specimens is maintained.
except the water content and homogeneity tests shall weig

approximately 1000 g. Melt the sample in the unit specified in VOLUME AND WEIGHT CHANGE

4.1. Stirring shall be continuous during the melting operation.

Melting time shall not exceed 60 min. The temperature of the)- Procedure

sample during melting shall not exceed 245°F (118°C) and 9.1 Prepare a specimen as described in 5.1. Condition the

during pouring of test specimens the temperatures shall be 23ample at 77 2°F (25+ 1°C) for not less than’ nor more

+ 10°F (113= 6°C). The temperature of the heat-transfer oilthan 2 h, then weigh the specimen in air to the nearest 0.01 g.

shall not exceed 275°F (135°C). Place the specimen in a water bath conforming to 4.3 main-
tained at a temperature of #70.2°F (25* 0.1°C) for not less

NONIMMERSED PENETRATION than %2 nor more than 2 h, then weigh the sample while
6. Procedure submerged in water at the same temperature as the water bath.

Determine the difference between the weight in air and weight

5 fl tPou;a portiotn.of tr;.(ﬁ_sar_rtutJle pcrjepztir:edf, %S dt(aiqribe2<15|irﬁ water and record it as the volume in cubic centimetres of the
-1, into a 3-0z container filling it to a depth of about 1 in. ( %pecimen plus container before immersion in fuel.

mm). Determine the nonimmersed penetration in accordanc 9.2 After the weight in water is obtained, dry the specimen

V.V'th Test.Method D5; the te?‘ ShOUId. be conducted at the SaMGith a clean, dry cloth and immerse it as described in 8.1, and
time the immersed penetration test is conducted (8.1). then dry the specimen under a 12-in. (305-mm) electric fan at
IMMERSED PENETRATION 77 = 2°F (25= 1°C) for 1 h. Reweigh the specimen in air and
in water as described in 9.1. Determine the difference between
7. Test Fuel the weight in air and weight in water, and record it as the
7.1 The test fuel shall be composed of 70 volume % ofvolume of the sample in cubic centimetres after immersion in
isooctane and 30 volume % of industrial grade tolugh&he  fuel.
isooctane shall meet the following requirements:

FIG. 1 Rubberized Tar Melting Unit

FLOW

10. Procedure
19ASTM Reference Fuel B, which is available from Phillips Petroleum Co.,

Special Products Div., Bartlesville, OK. 10.1 Pour a portion of the sample, pr%éu mm'§

Document Sharing Hub

Full document details: ASTM D2994-98


http://www.avadocuments.com/doc/astm-d2994-98
http://www.avadocuments.com/doc/astm-d2994-98

