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Warp End Count and Filling Pick Count of Woven Fabric
This standard is issued under the fixed designation D3775; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonej indicates an editorial change since the last revision or reapproval.
1. Scope 3.1.2 For other textile terms used in this test method, refer to

1.1 This test method covers the measurement of warp enferminology D 123.
count and filling pick count and is applicable to all types of

: 4. Summary of Test Method
woven fabrics.

4.1 The number of warp yarns (ends) per unit distance and
NoTe 1—Hist0rical|y the term fabric count has been used to descrlbqllllng yarns (plcks) per unlt dlstance are determlned u3|ng

the warp end count and the filling pick count in woven fabrics. The terms_, ,; e ; : ;
warp end count and filling pick count are replacing the term fabric counsifrlélrt]?tf)laebz];gmfymg and counting devices or by raveling yams

to provide clarity and agreement with the text and the intent of Tes
Method D 3775. 5. Significance and Use

1.2 The values stated in Sl units are to be regarded as the g ; rpjg test method is considered satisfactory for accep-

standard. The values given in parentheses are for mformatlolnomce testing of commercial shipments because it has been used

only. ) /
. extensively in the trade for that purpose.
1.3 This standard does not purport to address all of the 5.1.1 If there are differences of practical significance be-

safety concerns, if any, associated with its use. It is thetw -
L ’ ' X ) een reported test results for two laboratories (or more),
responsibility of the user of this standard to establish appro- P ( )

it ot d health " d determine th i comparative test should be performed to determine if there is a
Eirlliétlyeo??eZZI:tgry I?maitati%rr?sc pl)(;ﬁjsr {t:lon usee ermine the appliCag;istical bias between them, using competent statistical assis-

tance. As a minimum, use the samples for such a comparative
2 Referenced Documents test that are as homogeneous as possible, drawn from the same
. lot of material as the samples that resulted in disparate results
éllgsigﬂrmsfgglgardielatin to Textiles during initial testing and randomly assigned in equal numbers
D 1776 Practice ?gr Con dit%nin and Testing Textiles to each laboratory. The test results from the laboratories
D 4850 Terminoloayv Relatin togFabric 9 involved should be compared using a statistical test for
52 Other Standa?dy 9 unpaired data, a probability level chosen prior to the testing
ANSI/ASQC 71 4—.Ins ection by Attributds series. If bias is found, either its cause must be found and
' P y corrected, or future test results for that material must be
3. Terminology adjusted in consideration of the known bias.

31 Deﬁnitions: 6 Apparatus

3.1.1 For definitions of textile terms used in this test
method; count, end, end count, filling, pick, and pick count
refer to Terminology D 4850.

6.1 Use any suitable device, such as pick glass, rule and
'pointer, microfilm reader, or projection equipment.

6.2 Use a scale graduated in mingd in.) to measure the
width of the fabric test specimen to be raveled for a count of

1 This test method is under the jurisdiction of ASTM Committee D13 on Textiles yarns.

and is the direct responsibility of Subcommittee D 13.60 on Fabric Test Methods, .
Specific. 7. Sampling

Current edition approved May 10, 2003. Published July 2003. Replaces Sections :
28 to 34 of Methods D 1910-64 (1975). Originally approved in 1979 as 7.1 Lot Sample—As a lot sample for ac;ceptar)ce teSt.Ing’
D 3775 79. Last previous edition approved in 2002 as D 3775 — 02. take at random the number of rolls of fabric as directed in an
2For referenced ASTM standards, visit the ASTM website, www.astm.org, orapplicable material specification or other agreement between

contact ASTM Customer Service at service@astm.org.Afotual Book of ASTM the purchaser and the supplier. Consider rolls of fabric to be the
Standardssolume information, refer to the standard’s Document Summary page on_ . l it
the ASTM website. primary sampling units.

2 Available from American National Standards Institute, 11 W. 42nd St., 13th
Floor, New York, NY 10036.
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7.2 Laboratory Sample-As a laboratory sample, take a full width of the laboratory sampling unit. Successively count the
width swatch at leds2 m (2 yd)long from each roll of fabric  number of filling yarns (picks) over a 75-mm (3 in.) length in
in the lot sample. Consider each designated place at whicfive different random places along the length of the laboratory
warp end counts and filling pick counts are made as a testampling unit.
specimen. 9.2.1.1 When the coefficient of variation for ten counts on a

Note 2—For specimens not obtained as directed in Section 7, the75 mm (3.|n.) width is more Fhan S %’ take five counts using
results should not be used for acceptance testing of a lot. a count width of 125 mm (5 in.) subject to 9.1.6.

e 9.3 For Fabrics Containing 1 Yarn Per mm (25 yarns per
8. Conditioning in.) or more

8.1 Conqlition specimens as directed_in Practice_D 1776.  9.3.1 Countthe number of warp yarns (ends) over 25 mm (1

8.2 Fabrics woven from yarns having a relatively low i, y of fapric width in five randomly designated places across
moisture regain in the standard atmosphere for testing textilegne width of the laboratory sampling unit. Successively count
which is 21°+ 1 C (70°+ 2 F) and 65 % relative humidity, he number of filling yarns (picks) over a 25 mm (1 in.) length
and which are not significantly affected by minor variations in, five different random places along the length of the
different atmospheric conditions, for example, nylons, acrylicsjaporatory sampling unit (see 9.1.1 and 9.1.2).
and polyesters, may be tested without pref:ondmonlng. Fabrics 9.4 Count by Raveling OptiorsFor fabrics in which indi-
woven from yarns composed wholly or In part from wool, vidual yarns cannot be readily distinguished for counting in
rayon, cotton, or acetate are more sensitive to atmospheq;(‘,;‘briC there are two options as described in 9.4.1
changes and must be conditioned prior to testing, except by 9.4.1 Take warp counts in five difierent random places

agreement of all parties interested in the test results. across the width of the laboratory sampling unit. Take succes-

8.3 When full rolls or bolts of fabric cannot be properly " il ick ts in five diff t rand int
conditioned in a reasonable time with available facilities,s've iling yarn (pick) counts in five different random points
long the length of the laboratory sample.

perform the test without conditioning and report the actual . . .
conditions prevailing at the time of the test. Such results may 9-4:1.1 One optioniis to ravel a piece of fabric parallel to the

not correspond with the results obtained after testing in th&iréction to be counted to get a straight edge, then ravel and
standard atmosphere for testing textiles. count the yarns in a 25-mm (1 in.) strip. For exarT_]pIe, cut a
strip of fabric from each designated place approximately 35

9. Procedure mm (1.5 in.) wide and of practical length parallel to the yarns
9.1 General: to be counted. Then, ravel each strip to give a testing width of
9.1.1 For fabric widths 1000-mm (40-in.) or more, make no35 mm (1 in.) by removing an approximately equal number of

count closer than 150-mm (6-in.) from the selvage edge oyarns from each side prior to counting.
within 0.5 m (0.5 yd) from the end of the roll or piece, except 9.4.1.2 Asecond option is to make a straight cut through the
for fabric widths less than 1000-mm (40-in.). fabric across the yarns to be counted. Place a ruler along the cut
9.1.2 For fabric widths less than 1000-mm (40-in.) andedge and mark off a 25-mm (1 in.) length and then count the
greater than 125-mm (5-in.) make no count closer than onaumber of protruding yarns between the two marks. When
tenth of the width of the fabric, or within 0.5-m (0.5-yd) from possible, ravel a yarn or two to emphasize the protruding yarns.
the end of the roll or piece.

9.1.3 For fabrics less than 125 mm (5 in.) wide: count all the1l0. Calculation

warp yarns (ends) in the width, including the selvage, and

divide by the actual width at that point. For filling yarns

(picks), count randomly space along the length as practical.
9.1.4 Count the number of warp yarns (ends) and filling

%’ﬁ én\?vigalr?kosf) tlﬂ ;‘l\{gbrgrn a?g:?/lgrﬁ?;% pllji(i:t(.ascdc;ﬁg??r? gi)\l/i?jirglsﬁwe filling direction to the nearest individual yarn for each roll

warp yarns (ends) and filling yarns (picks) as single unitsand for the lot.

regardless of whether they are comprised of single or plie
co?“nponents. ’ P ’ P (11' Report
9.1.4.1 When two yarns are laid-in together and parallel, 11.1 State that the specimens were tested as directed in Test
then each yarn is counted separately as single units regardldgethod D 3775. Describe the material or product sampled and
of whether they are comprised of single or plied componentsthe method of sampling used.
9.1.5 In fancy weaves where one or more yarns do not 11.2 Report the following information:

appear at regular, short intervals, make count measurementsij 2.1 Average number of warp yarns (ends) and filling

over at least one full pattern repeat of eac_h design componeifarns (picks) per 25 mm (1 in.) calculated to the nearest
9.1.6 When coefficient of variation for five counts is more jndividual yarn; when stating the count for the fabric, show the

than 5 % make five additional counts. warp yarn (end) count first followed by the filling yarn (pick)
9.2 For FabriCS Containing Less Than 1 Yarn Per mm (25C0unt for each ro” and for the |0t For example:

yarns per in.):

9.2.1 Count the number of warp yarns (ends) over a 75-mm

(3 in.) width in five randomly designated places across the Note 3—The resultis to be read as “one h'mdreDMLhmemtS
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10.1 Calculate the average of all warp end counts made for
the warp direction to the nearest individual yarn for each roll
and for the lot.

10.2 Calculate the average of all filling pick counts made for

Count= 100X 400r 100by 40
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