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of Soil and Rock by Mercury Intrusion Porosimetry !

This standard is issued under the fixed designation D 4404; the number immediately following the designation indicates the year of

original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

€' Note—Keywords were added editorially in December 1998.

1. Scope 1.4 Mercury intrusion may involve the application of high

1.1 This test method covers the determination of the por@réssures to the sample. This may result in a temporary, or
volume and the pore volume distributions of soil and rock byPe€rmanent, or temporary and permanent alteration in the pore
the mercury intrusion porosimetry method. The range ofde€ometry. Generally, soils and rocks are composed of com-
apparent diameters of pores for which this test method iparatively strong solids qnd are less subject to th_e_s_e alterat!ons
applicable is fixed by the operant pressure range of the testiﬁﬁa” certain other materlals. However, the possibility remains
instrument. This range is typically between apparent pordhat the use of this test method may alter the natural pore
entrance diameters of about 100 pm and 2.5 nm (0.0025 umyolume distribution that is being measured.

Larger pores must be measured by another method. 1.5 This standard does not purport to address all of the

1.2 Mercury intrusion porosimetry is useful only for mea- Safety concerns, if any, associated with its use. It is the
suring pores open to the outside of a soil or rock fragmentfesponsibility of the user of this standard to consult and
mercury intrusion porosimetry will not give the volume of any establish appropriate safety and health practices and deter-
pores completely enclosed by surrounding solids. This tedhine the applicability of regulatory limitations prior to use.
method will give only the volume of intrudable pores that haveor specific precaution statements, see Section 8.
an apparent diameter correspondmg to a pressure within thf_ Referenced Documents
pressurizing range of the testing instrument.

1.3 The intrusion process proceeds from the outside of a 2-1 ASTM Standards: _ ,
fragment toward its center. Comparatively large interior pores C 699 Methods for Chemical, Mass Spectrometric, and
can exist that have smaller pores as the only means of access. SPectrochemical Analysis of, and Physical Tests on, Be-
Mercury intrusion porosimetry will incorrectly register the ryllium Oxide Powdet
entire volqme of these “ink-bottle” pores as having theg Terminology
apparent diameter of the smaller access pores. In a test sample L

3.1 Definitions:

inter-fragment pores can exist in addition to intra-fragment , , i
pores (see Section 3 for definitions). The inter-fragment pores 3-1-1 apparent pore diameterthe diameter of a pore thatis

will vary in size and volume depending on the size and shap@SSumed to be cylindrical and that is intruded at a pressyre,

of the soil or rock fragments and on the manner in which thedVen by the equation in 4.1.

fragments are packed together. It is possible that some inter- 3-1-2 inter-fragment pores-those pores between fragments
fragment pores can have the same apparent diameter as solfaen they are packed together and that are intruded during the
intra-fragment pores. When this occurs this test method canndgst . -
distinguish between them. Thus, the test method yields an 3-1-3 intra-fragment pores-those pores lying within the
intruded pore volume distribution that is in part dependen@xtenor_outllnes of the individual soil and rock fragments.
upon the packing of multifragment samples. However, most 3.1.4 intruded pore volume-the corrected volume of mer-
soils and rocks have intra-fragment pores much smaller thaf!"y intruded during the test.

the int_er-fragm_ent pores. This si'gugtior_l leads to a bi-moda), Summary of Test Method

pore size distribution and the distinction between the two

classes of pores can then be made (see Fig. 1 and Fig. 2). 4.1 When a liquid does not wet a porous solid, it will not

enter the pores in the solid by capillary action. The non-wetting
liquid (mercury in this test method) can be forced into the pores

] ) o ) _ by the application of external pressure. The size of the pores
1 This test method is under the jurisdiction of ASTM Committee D-18 on Soil

and Rock and is the direct responsibility of Subcommittee D18.14 on Geotechnics
of Waste Management. —
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FIG. 1 Example of Cumulative Pore Volume Distribution Plot

that are intruded is inversely proportional to the appliedsurrounding the test specimen with mercury at a low pressure,
pressure. When a cylindrical pore model is assumed, tha pressure generator to cause intrusion, pressure transducers,
relationship between pressure and size is given as follows: capable of measuring the intruding pressure with an accuracy

d = —4y(co®)/P ) of atleast+1 % throughout the range of pressures over which
the pores of interest are being intruded, and a means of
where: measuring intruded mercury volumes to an accuracy of at least
d = apparent pore diameter being intruded, +1 mn? (=103 cm®).
vy = surface tension of the mercury, 6.2 Vacuum Pumgf not part of the porosimeter, to evacuate
6 = contact angle between the mercury and the pore wallthe sample holder.
and _ _ _ 6.3 Analytical Balancewith an accuracy of at least10’
P = absolute pressure causing the intrusion. kg (0.1 mg).

Any set of convenient and compatible units may be used.

4.2 The volume of the intruded pores is determined by7. Reagent
measuring the volume of mercury forced into them at various 7.1 Triple-Distilled Mercury
pressures. A single determination involves increasing the
pressure, either continuously or step-wise, and recording thg Safety Precautions

measured intruded volume at various pressures. . .
P 8.1 Mercury is a hazardous substance that can cause illness

5. Significance and Use and death. Store mercury in closed containers to control its
5.1 This test method is intended for use in determining theVaporation and use only in well ventilated rooms. Mercury
volume and the volume distribution of pores in soil and rockean also be absorbed through the skin so avoid direct contact.

with respect to the apparent diameter of the entrances of '[h\éyaSh hands immediately after any operation involving mer-

pores. In general, both the size and volume of the pores affect&!™Y: the_ use of gloves is advocated. E>.<erc.:|se ext.reme care to
avoid spilling mercury. Clean up any spills immediately using

the soil or rock performance. Thus, the pore volume distribu- e :
rocedures recommended explicitly for mercury. Handle in-

tion is useful in understanding soil and rock performance an(? } . :
g b ruded samples with great care and dispose of in a safe and

in identifying a material that can beexpected to perform in &, vironmentally accentable manner immediately after comple-
particular manne(1, 2).3 Vi y p [ iately p

tion of the test.
6. Apparatus

6.1 Mercury Intrusion Porosimeter This shall be

equipped with a sample holder capable of containing one or 9.1 The mat_erial from W_hich the test sample is drawn shall
several soil or rock fragments. This sample holder is frequenti{’€ 'epresentative of the soil or rock. The test sample shall be as

called a penetrometer. The porosimeter shall have a means 6f9€ as practicable considering the test apparatus.

9. Sampling, Test Specimens, and Test Units

Note 1—Sample size is limited by the pore-measuring capacity of the
penetrometer, which is currently (1984) slightly more than £.cfihe
3 The boldface numbers in parentheses refer to the list of references appended$nall sample size may prevent the measurement of porosity represented

this standard. by relatively large cracks and fissures in Bomgnltst is
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