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Standard Test Method for
Determining the Flammability Characteristics of Nonrigid
Solid Plastics *

This standard is issued under the fixed designation D 4804; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilone] indicates an editorial change since the last revision or reapproval.

1. Scope guishing Characteristics of Solid Plastics in a Vertical

1.1 These fire-test-response test methods describe small- Positior? o
scale laboratory procedures for determining the comparative D 5025 Specification for a Laboratory Burner Used for
burning characteristics of solid plastic materials that, due to _ Small-Scale Burning Tests on Plastic Materials
specimen thinness and nonrigidity, maigtort or shrink when D 5207 Practice for Calibration of 20 and 125 mm Test
tested using Test Method D 3801. A flame is applied to the base  Flames for Small-Scale Burning Tests on Plastic Materi-
of specimens held in a vertical position and the extinguishing al ) )
times are determined upon removal of the test flame. E 176 Terminology of Fire Standarts

1.2 The classification system described in Appendix X1 is E 691 Practice for Conducting an Interlaboratory Study to
intended for quality assurance and the preselection of compo- Determine the Precision of a Test Metfod
nent materials for products. 2.2 1SO Standards: o _

1.3 This standard measures and describes the response ofSO 9773-98 Plastics—Determination of Burning Behav-
materials, products, or assemblies to heat and flame under iour of Thin Flexible Vertical Specimens in Contact With
controlled conditions, but does not by itself incorporate all & Small Flame Ignition Sourée
factor_s required for fire hazard_or fire risk assessment qf_ th% Terminology
materials, products, or assemblies under actual fire conditions. o o ] )

3.1 Definitions—For definitions of fire-related terms used in

Note 1—These test methods and ISO 9773 are equivalent. these test methods, refer to Terminology E 176.

Note 2—For rate of burning of nonrigid solid plastics in a horizontal Lo ' o ; .
position, formerly Test Method B of these test methods, see Test Method gg ]l? ﬁgrr]rztéoirr]r?p?rig;l—eeﬁgz tS’[i?‘:? ;“c_lctgz Emz isrfasnedcé(‘)rg(.js that
D 635, section 9.4. e ) L . .

, the flame from the burner is in contact with the specimen.

1.4 This standard does not purport to address all of the 355 flaming material n—flaming drips or particles from

safety concerns, if any, associated with its use. It is thgne gnecimen which ignite the dry, absorbent surgical cotton

responsibility of the user of this standard to establish apProjaced 300 mm below the test specimen.

priate safety and health practices and determine the applica- 3 5 3 afterflame n—persistence of flaming of a material,
bility of regulatory limitations prior to usef-or specific hazard  4¢er the ignition source has been removed.

statements, see Note 3. 3.2.4 afterflame time n—the length of time for which a

2 Referenced Documents material continues to flame, under specified conditions, after
' the ignition source has been removed.
2.1 ASTM Standards: 'gniion sou v

3.2.5 afterglow n—persistence of glowing of a material,
D 635 Test Method for Rate of Burning and/or Extent and grow pers! glowing !

. X . L . after cessation of flaming or, if no flaming occurs, after
glmF?o(:;tli?)l:‘meg of Self-Supporting Plastics in a Horizon- removal of the ignition source.

3.2.6 afterglow time n—the length of time for which a
D 1898 Practice for Sampling of Plastics d ¢ g

. _ . material continues to glow under specified test conditions, after
D 3801 Test Method for Measuring the Comparative Extin-y,q jnition source has been removed or cessation of flaming,

or both.

1 These test methods are under the jurisdiction of ASTM Committee D-20 om——————
Plastics and is the direct responsibility of Subcommittee D20.30 on Thermal 2 Annual Book of ASTM Standardgol 08.02.

Properties. 4 Annual Book of ASTM Standardgol 08.03.
Current edition approved July 10, 1998. Published February 1999. Originally ° Annual Book of ASTM Standardgol 04.07.
published as D 4804 — 88. Last previous edition D 4804 — 91. ¢ Annual Book of ASTM Standaydéol 14.02.
2 Annual Book of ASTM Standardéol 08.01. 7 Available from American National Standards Institute, 11 West 42nd St., 13th

Floor, New York, NY 10036.
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3.2.7 flame v—to undergo combustion in the gaseous phase 6.5 Timer—Stopwatch or other suitable timing device ca-

with emission of light. pable of timing to the nearest 0.5-s.
3.2.8 glow, n—visible light, other than from flaming, emit- 6.6 Cotton—A supply of dry, absorbent 100 % cotton.
ted by a solid undergoing combustion. 6.7 Desiccator containing a suitable drying agent, capable
of maintaining a relative humidity not exceeding 20 % at 23°C

4. Summary of Test Method + 2°C

4.1 These test methods consist of subjecting the lower end g g Conditioning Room or Chambercapable of being
of vertically held specimens to a 20-mm test flame for two 3-Syintained at 23+ 2°C and a relative humidity of 5& 5 %.
flame applications. The 200 by 50-mm specimens are pre- g g Conditioning Over-A full-draft circulating-air oven
formed around a 13-mm diameter mandrel. The afterflame t"’”@apable of being maintained at 20 2°C.
is recorded after the first flame application and the afterflame g 1o Specimen Mandrel Guidd3 + 0.5-mm diameter rod.
and afterglow times are recorded after the second flame g 11 Micrometer capable of being read to 0.01 mm.

application. Information is also recorded on whether or not g 12 pressure-Sensitive Adhesive Tapéa commercially-
flaming material drips from the specimens. available type.

5. Significance and Use 6.13 Weighing Scale or Balan¢éhaving an accuracy and

5.1 The test results represent the afterflame and af’[ergIO\V\(?SoIUt'on of 0.01g.
times, in seconds, for a material under the conditions of thez, Sampling

test. 7.1 Unless otherwise agreed, material shall be sampled in

52 The aftgrflame and afterglow times and other bumingy .. qance with the sections on General Sampling Procedures
phenomena will vary with thickness. Test data should only beand Specific Sampling Procedures of Practice D 1898.
compared with data for material of comparable thickness.

Useful information may be obtained from a plot of afterflame8. Test Specimen
and afterglow times versus thickness. 8.1 Cutat least ten test specimens, 208 mm in length by

5.3 The effect of material thickness, colors, additives, detesg + 2 mm in width, and of the thickness of material normally
rioration, and possible loss of volatile components is measursupplied, from sheet material. Prepare the test specimens by
able. marking a line across the specimen width, 22% mm from

5.4 The results serve as a reference for comparing thghe bottom end of the cut specimen. Wrap the longitudinal axis
relative performance of materials and can be an aid in materigf the test specimen tightly around the longitudinal axis of a 13
selection. + 0.5-mm diameter mandrel to form a lapped cylinder

5.5 In this procedure, the specimens are subjected to one @00-mm long with the 125-mm line exposed. Use pressure-
more specific sets of laboratory test conditions. If different testensitive tape to secure the overlapping ends of the specimen
conditions are substituted or the end-use conditions ar@ithin the 75-mm portion of the 125-mm mark and at the upper
changed, it may not be possible by or from this test method t@ube section. After the cylinder is formed, remove the mandrel.
predict Changes in the fire-test-response characteristics Meg-the material is prone to deve|oping static Charges which
sured; therefore, the results are valid only for the fire-tesihake the formation of a cylinder difficult, use a static neutral-
exposure conditions described in this test method. izing device or material to deionize the unformed specimen.

6. Apparatus Note 4—For stiff specimens, the pressure-sensitive tape may be
6.1 Test ChamberAn enclosure or laboratory hood with a reinforce_d or replaced by nichrome wire wound around the top 75 mm of
minimum capacity of 0.5 ffy free of induced or forced draft he specimen.
during testing. An enclosed laboratory hood with a heat- 8.2 Different generic materials, although capable of being
resistant glass window and an exhaust fan for removing therrapped and taped around the mandrel, may exhibit varying
products of combustion immediately after the tests are recondegrees of flaring out of the untaped end, some of which may
mended. (Varning—See Note 3.) Laboratory hoods may haveresult in nonlapped “U” type specimens. These various forms
induced drafts even with the exhaust fan off. A positive closingare considered acceptable to test if the upper end can be formed

damper may be needed. into the cylinder.

Note 3—Warning: Products of combustion may be toxic. 9. Conditioning

6.2 Laboratory Burney constructed in accordance with 9.1 The cylindrical specimens may be prepared before or
Specification D 5025. after the conditioning. Condition specimen sets as follows:

6.3 Ring Standwith a clamp or the equivalent, adjustable 9.1.1 Condition one set of five specimens for at least 48 h at
for vertical positioning of specimens. a temperature of 23 2°C and a relative humidity of 505 %

6.4 Gas SupphA supply of technical-grade methane gas prior to testing.
with suitable regulator and meter for uniform gas flow. Natural 9.1.2 Condition a second set of five specimens in a
gas having an energy density of 371 MJ/nT has been found circulating-air oven for a duration of 168 h at 20 2°C and
to provide similar results. However, technical-grade methan¢hen cool in a desiccator over anhydrous calcium chloride for
gas shall be used as the referee gas in cases of dispute. Otla¢eas 4 h atroom temperature prior to testing.
fuel gases such as butane, propane, and acetylene have highe®.2 All specimens shall be tested in a laboratory atmosphere
energy density and are not suitable. of 15 to 35°C and 45 to 75 % relafive hunﬂ@.cuments
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