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Gas-Phase Adsorption Testing of Activated Carbon
This standard is issued under the fixed designation D 5160; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope pressure, and relative humidity set by the user. The time to

1.1 This guide covers the evaluation of activated carbons fopreakthrough of a specified concentration of adsorbate is
gas-phase adsorption. It presents a procedure for determinifigéasured. The measurement is repeated using the same con-
the dynamic adsorption capacity,, and critical bed depttd itions but varying the amount of carbon in the bed. For many
, for an activated carbon used to remove a specific adsorbafactical systems, a plot of breakthrough time versus amount of
from a gas stream under conditions chosen by the user. carbon is linear. The slope aneintercept of this line can be

1.2 The values stated in S| units are to be regarded as tH¢sed to calculate the dynamic capadiy,(expressed as grams
standard. adsorbate/grams carbon or grams adsorbatefmrbon) and

1.3 This standard does not purport to address all of thecritical bed depthd ., characteristic of the activated carbon
safety concerns, if any, associated with its use. It is théinder the conditions used in the test.
responsibility of the user of this standard to e;tablish appro-g. Significance and Use
priate safety and health practices and determine the applica- , , . )
bility of regulatory limitations prior to useSpecific hazards ~ 9-1 Activated carbon is used extensively for removing gases

statements are given in Section 8. and vapors from air or other gas streams. The physical and
chemical characteristics of an activated carbon can strongly
2. Referenced Documents influence its suitability for a given application. The procedure
2.1 ASTM Standards: in this guide allows the evaluation of the dynamic adsorption
D 2652 Terminology Relating to Activated Carlfon characterist?qs of an activated carbon for a particular adsorbate
D 2854 Test Method for Apparent Density of Activated Under conditions chosen by the user. It is necessary that the
Carbor? user choose test conditions that are meaningful for the appli-

D 2867 Test Method for Moisture in Activated CarBon  cation (see Section 9). _
D 3467 Test Method for Carbon Tetrachloride Activity of 5-2 This guide can also be used to evaluate activated

Activated Carbof carbons that have been impregnated with materials to enhance
E 300 Practice for Sampling Industrial Chemicals their effectiveness at removing gases otherwise poorly ad-
sorbed on activated carbon.

3. Terminology 5.3 The procedure given in this guide is not generally
3.1 Definitions: applicable for evaluation of carbons used as catalysts for such
3.1.1 breakthrough-the appearance in the effluent of a Purposes as decomposition of low levels of ozone or oxidation

specified concentration of an adsorbate of interest. of SO, to SO
3.1.2 Other terms relating to this guide are defined in 5.4 The procedure given in this guide can be applied to

Terminology D 2652. reactivated or regenerated activated carbons.

5.5 Fig. 1 shows the adsorbate concentration profile in an

4. Summary of Guide activated carbon bed at breakthrough. The bed has a zone at the

4.1 An activated carbon bed that contains a known amouriflleét in which the adsorbate concentration is equal to the
of carbon is challenged with an adsorbate in a gas stream undéfluent concentration. In this region the carbon is at equilib-
conditions of flow rate, adsorbate concentration, temperatur&ium with adsorbate. The adsorbate concentration in the

remainder of the bed drops until at the outlet it is equal to the
breakthrough concentration. The shorter the length of this mass

* This guide is under the jurisdiction of ASTM Committee D-28 on Activated Fransfer zor1e (ngorptlon zone), the more, effectlvely the carbon
Carbon and is the direct responsibility of Subcommittee D28.04 on Gas Phas) the bed is utilized. A bed whose depth is less than the length

Evaluation Tests. of this zone will show immediate appearance of adsorbate in
Current edition approved Sept. 10, 1995. Published November 1995. Originallyha effuent (breakpoint).
published as D 5160 — 91. Last previous edition D 5160 — 91.

2 Annual Book of ASTM Standardsol 15.01. 5.6 From the standpoint of best carbon utilization it is
3 Annual Book of ASTM Standardgol 15.05. desirable to choose a carbon which will give as short a mass
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Cin by heavier screens may be used. Commercially available

‘\ spunbonded polyester nonwovens having both high strength
= and very low pressure drop may also be used as very
convenient supports for tests in small tubes.

Note 1—A test fixture in which the bed is held in place at both top and
bottom requires less skill to obtain reproducible results. An 8.8 cm
diameter aluminum fixture with a perforated plate that screws down onto
the bed from above has been used successfully at bed depths from 1 to 3.5
cm. A diagram of this fixture is shown in Fig. 2.

6.1.1 Flow should be downward through the sample to
avoid disturbing the bed. For tests on small amounts of carbon,
a ground glass outer joint at the top of the tube allows easy
connection and disconnection from the challenge gas without
c=c, disturbing the bed. It is very easy to disturb the packing of a
,’/ small bed. Preferably these should not be moved after loading.
6.1.2 The length of the sample tube must be several times

Concentration of adsorbate

0

dist: fi bed inlet L . .
FIG. 1 Concen;::t?;:] ,r.f’r’gﬁfe (1; Zn Activated Carbon Bed at greater than the critical bed depth of the activated carbon under
' Breakthrough the test conditions chosen.

6.2 Fill Device—For small beds the sample tube can be

. . loaded using the vibration feed device described in Test

transfer Zone as p0§S|bIe unde_r use cor_1d|t_|ons. quever, Method D 2854. The bottom of the delivery funnel should have
many applications, high adsorptive capacity is more Important,e same diameter as the sample tube. It is desirable to allow
than a short mass transfer zone. In almost every applicationy,q c4rhon to fall at least 10 cm from the bottom of the delivery
bed pressure dr_op IS also a primary c_onS|derat|on._ . funnel to the top of the bed. For larger beds, the best packing

low levels of I X h di . hﬁ obtained when the carbon falls through a loading column
ow levels of extremely toxic gases such as radioactive methylnich contains screens to evenly distribute the carbon across

iodide,_ a sh_ort mass transfer zone (th_at is, high ad_sorption ra‘ﬁe bed* The column should have the same cross section as the
coefficient) is more important than ultimate capacity. In other, ed

cases such as solvent recovery, a high dynamic capacity Is
more important. 7. Hazards
5.8 Although the design of adsorber beds is beyond the 7.1 Carbons containing toxic or radioactive adsorbates

scope of this guide, the following points should be considered : : ; ;
The bed diameter should be as large as possible in order &h;{gldagg %igfrs:;ugtiglnzccordance with applicable federal,

lower the pressure drop and to maximize the amount of carbon 7.2 Certain gases and vapors have very high heats of
in the bed. Subject to pressure drop constraints, the deeper%taction as they chemisorb on a carbon surface. At high
possible carbon bed should be used. All else being equal, the '
use of smaller particle size carbon will shorten the mass
transfer zone and improve bed efficiency at the expense of
higher pressure drop. If pressure drop considerations are Crush patent 606,867.
critical, some particle morphologies offer less resistance to
flow than others.

5.9 The two parameters obtained by the procedure in this
guide can be used as an aid in selecting an activated carbon and
in sizing the adsorption bed in which this carbon will be used.
The best carbon for most applications should have a high
dynamic capacity for the adsorbal, coupled with a short 2
mass transfer zone (small ;) when evaluated under the S22
operating conditions anticipated for the adsorber.
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6. Apparatus

6.1 Sample Tube-This is often a vertically supported
cylindrical glass tube with diameter at least twelve times the
diameter of the largest carbon particles present or 16 times the
mean diameter. The lower end of the tube must have a flat
support for the carbon bed. Care should be taken to ensure
uniformity of flow profile across the bed. The support should
contribute as little as possible to the total pressure drop of the
bed. For this reason, fritted glass supports are often undesig, 2 Test Fixture for Gas-Phase Adsorption Testing.of Activated
able. Fine mesh stainless steel screens supported if necessary Carbon Bocuments
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