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Standard Practice for
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Accelerated Aging of Inflatable Restraint Fabrics
This standard is issued under the fixed designation D 5427; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.
1. Scope MIL-STD-810E Environmental Testing and Engineering

1.1 This practice describes the procedures for the acceler- Guidelines
ated aging of inflatable restraint fabrics when required as
preparatory step for other test methods. L

1.1.1 In Section 7, this practice lists four methods for 3.1 Definitions: o
conducting accelerated aging that are of concern to the design3-1-1 For definitions of other terms used in this standard,
and manufacture of inflatable restraints. They are as follows €fer to Terminology D 123 and Terminology D 6799.

3 Terminology

Description Section 4. Summary of Practice

Cycle aging 8.4 4.1 After conditioning in the standard atmosphere for test-
Heat aging 85 ing textiles, test specimens are subjected to accelerated aging
Humidity aging 8.6 . .

Ozone aging 8.7 for heat, humidity, ozone, or cycling.

4.2 Aged specimens are then reconditioned in the standard
atmosphere for testing textiles for subsequent testing of the
thysical properties of inflatable restraint fabrics.

1.2 This practice may be used in conjunction with other
ASTM test methods when subsequent tests of physical pro
erties are required of aged fabric specimens.

1.3 Procedures and apparatus other than those stated in tis Significance and Use
practice may be used by agreement between the purchaser an
the supplier with the specific deviations from the standardE
practice acknowledged in the report.

%.1 For inflatable restraints, practices for conducting accel-
rated aging are designed to determine the aggravated effects
L . . .. on a fabric from exposures to heat, humidity, or ozone, or a
1.4 The values stated in either Sl units or inch-pound unit ombination thereof. These environmental conditions may also

are to be regarded separately as standard. The values state g]cycled in combination. The four accelerated aging proce-
each system are not exact equivalents; therefore, each Systeffires of concern to the design and manufacture of inflatable

must be used independently of the other. r . . . o
. estraints are referred to as cycle aging, heat aging, humidity
1.5 This standard does not purport to address all of theaging, and ozone aging.

safety concerns, it any, asst_)uated with its use. It is the 5.2 The environmental conditions described in this practice
responsibility of the user of this standard to establish appro-

it fot d health " d determine th i are designed to allow restraints so that reliable comparisons
Eirlli?yeo??ezzlaatgry I?r?i tatti))rr?s? ;ﬁlec)s'r ?(;‘ usee ermine the app ICa’r‘nay be made between different fabrics and different laborato-

ries.
2. Referenced Documents 5.3 In order to achieve precise and reliable physical prop-
21 ASTM Standards: erty comparisons of different fabrics, it is necessary to control

D 123 Terminology Relating To Textilds a_c_curately th_e humidity, temperature, ozone, and cycling con-
D 1776 Practice for Conditioning Textiles for Testing ditions to Wh'Ch th.e fabric is SUbJ.GCted' . :
D 6799 Terminology Relating to Inflatable Restrafts 5.4 Fabric specimens are configured in accordance Wlt_h the
E 145 Specification for Gravity-Convection and I:Orced_requwements of test methods tp be conducted on the specimens
Ventilation Ovens subsequent to accele_rated aging.
2.2 Military Standard: 5.5 Unless otherwise s_pecn‘l_ed by agreement betV\_/een the
' ' purchaser and the supplier, this practice shall constitute the
conditions, procedures, and equipment by which inflatable
* This practice is under the jurisdiction of ASTM Committee D13 on Textiles and restraint fab”9s afre C.0ndItI0n('9d ,and age_d' Itis Imended to ,b.e
is the direct responsibility of Subcommittee D13.20 on Inflatable Restraints. used as a guideline in establishing a written material specifi-
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supplier may deviate from the practices described herein whetihe chamber is once again stabilized within prescribed limits.
(based on experience) considerations of fabric properties, 8.2.2 Ensure that the specimens are placed in the chamber in

material handling equipment, or inflatable restraint systemy configuration that permits free flow of air around them during
design dictate otherwise. the aging process.

8.2.3 The chamber temperature shall be controlled to within

6. A t : S
ppara US _ +2°C (+5°F) and the relative humidity shall be controlled to
6.1 Conditioning Room or Chambers within =5 % RH.

6.1.1 Room or chamber suitable for maintaining the stan-

dard atmosphere for testing textiles, with equipment for record- 8.3 Interruptions to an accelerated aging process may result
) P g texties, quip In exposure of the test specimen(s) to environmental conditions
ing the temperature and humidity of the room.

6.1.2 For heat aging, a ventilated drying oven with athat are more extreme than specified and_ that trgnd in a
tem.pérature range from ,100 0 130°€2°C (212 to 266°F: dlrecypn away from ambient (an overte'sj[ interruption), or
5°F) for 400 h, in accordance with Specification E 145 - con_dltlo_ns that are less extreme than spec_lfled and_ that trend in

’ ’ a direction toward ambient (an undertest interruption).

6.1.3 For humidity aging, a chamber suitable for maintain- 831 If d . . K he chamb
ing a fixed relative humidity of 60 to 98 %, within a tolerance =4 lhan un ertest mtgrrupnon occurs, keep the chamber
closed in an effort to maintain tolerances. As long as the

of =5 %, and a fixed temperature between 30 to 10&ZC I intained ina b blishing th
(86 to 212°F+ 5°F) for at least 400 h. tolerances are maintained, resume testing by reestablishing the

6.1.4 For ozone aging, a chamber suitable for maintaining?rtescr'bt?d CI(].;)ndItIOI’lS har:jd Icgntltrlue f;om the potlr?ttOf the
the 0zone concentration at 18010 parts per hundred million Tt€ffuption. i an unscheduled interruption occurs that causes

(pphm), and suitable for maintaining a temperature at+38 the environmental conditions to exceed the allowable toler-
2°C (10’0+ 5°F) ances in the direction of standard ambient conditions, reinitiate

6.1.5 For cycle aging, a chamber with controls for cyclingthe test at the end of the last successfully completed cycle. Any

through several temperatures from —40 to 102°Q@°C (40 test specimen subject to an undertest interruption that fails

to 225°F, +5°F) and levels of relative humidity up to 95 % subsequent physical property testing shall be treated as a
+5 04 for, cycle times up to 72 h " failure and the test of the specimen(s) shall be considered valid.

6.1.6 The aging chamber, the accessories contained therein,8-3.2 If an overtest interruption occurs, terminate the accel-
the sensors, and the data collection system shall be construct@fted aging process and reinitiate the process with new test
and arranged in accordance with MIL-STD-810E, MethodSPecimens. 'PhyS|caI_ property tests of specimens subjected to
507.3, Section II. an overtest interruption shall be considered invalid.

6.2 For inflatable restraints, all test equipment used in 8.4 Cycle Aging
accordance with the procedures referenced in this practice shall8.4.1 Prior to conducting each phase of the cycle sequence
be certified for calibration annually by an independent agencyisted in Section 8.4.2, pre-set the cycling chamber to the
or equipment manufacturer whose results are traceable temperature and relative humidity of the phase for 60 min or
National Institute of Science and Technology (NIST) or otheruntil the temperature has stabilized to withir2°C (=5°F),
national standards laboratory. The test parameters of th@hichever is less. Include the time to pre-set as part of the time
equipment shall be tested within the operating ranges coveredr each phase of the cycle.
in the material specification or equivalent document. 8.4.2 Place the specimens in the cycling chamber, and allow
the specimens to remain undisturbed for the duration of three

7. Sampling ; .
s of fabri ed ol ] _cycles, each of the following sequence:
7.1 Rolls of fabric are sample to yield test specimens in 20 h, —40°C (—40°P), ambient RH, 1)
accordance with the sampling plan agreed upon by purchaser
and supplier. The number of test specimens and their configu- s .
ration shall conform to the requirements of the ASTM test 19, 22°C(72°F), 95 % RH, (2)
methods associated with subsequent physical property testing.
29 h, 107°(225°P, ambient RH, 3)
8. Procedure 19 h, 22°C(72°P), 95 % RH, (4)

8.1 Condition fabric specimens in the standard atmosphere
for testing textiles for 24 h and configure them in accordanc%
with the test method that is to follow each accelerated agin
procedure, or in accordance with alternate procedures esta

lished by agreement of purchaser and supplier and acknowl- 8.5 Heat Aging _ .
edged in the test report. 8.5.1 Preheat the ventilated drying oven to 120°C (250°F)

8.2 Expose the specimens in accordance with the procégr 60 min or until the temperature has stabilized to within
dures given in 8.4-8.7, or in accordance with alternate proce=2"C (5°F).
dures established by agreement between the purchaser and th8.5.2 Place the test specimens in the oven in a flat, horizon-
supplier and acknowledged in the report. tal configuration and allow them to remain undisturbed at
8.2.1 If during placement of the specimens the environmen120°C (250°F) for 336 h.
tal conditions within the chamber are no longer within pre- 8.5.3 When the process is completed, remove the specimens
scribed limits, begin the timing of the aging process only wherfrom the oven and recondition them for 2 LR

8.4.3 Upon completion of the cycles, remove the specimens
nd recondition them for 24 h in the standard atmosphere for
lesting textiles prior to conducting subsequent tests.
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