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Standard Test Method for
Determination of the Unsaponifiable Nonvolatile Matter in
Sulfated Oils *

This standard is issued under the fixed designation D 5553; the number immediately following the designation indicates the year of
original adoption or, in the case of revision, the year of last revision. A number in parentheses indicates the year of last reapproval. A
superscript epsilonef indicates an editorial change since the last revision or reapproval.

1. Scope Dissolve approximately, but not less than, 28 g of KOH in ethyl
1.1 This test method covers the determination of the unsa@!cohol and dilute to 1 L. _

ponifiable, nonvolatile (above 80°C) matter existing in a_ 44 Potassium Hydroxide Aqueous Soluti¢d8 g/L)—

sample of sulfated oil by saponifying the desulfated fattyPissolve 28 g of potassium hydroxide (KOH) in water and

matter and extracting the unsaponifiable matter, and extractingjlute to 1 L.

the unsaponifiable matter from the soap solution with ethy|5_ Procedure

ether. . . .
1.2 The values stated in SI units are to be regarded as the >-1 The procedure consists of decomposing the sample with
standard. mineral acid, extracting the desulfated fatty matter, saponifying

1.3 This standard does not purport to address all of thethe latter, and extracting the unsaponifiable matter from the
safety concerns, if any, associated with its use. It is the©ap solution with ethyl ether. ,
responsibility of the user of this standard to establish appro- 9-1.1 Desulfated Fatty Matter-Determine the desulfated
priate safety and health practices and determine the applicafatty matter as described in the determination of total des-

bility of regulatory limitations prior to use. ulfated fatty matter. See Test Methods D 5350, D 5351, and
D 5353.
2. Referenced Documents 5.1.2 Saponificatioa—Accurately weigh 2 to 2.5 g of the
2.1 ASTM Standards: desulfated fatty matter in the flask, add 25 mL of the alcoholic

D 5350 Test Method for Determination of Organically KOH solution, and simmer the contents (without loss of
Combined Sulfuric Anhydride by Titration, Test Method alcohol) fa 1 h with occasional swirling, over an electric hot
A2 plate or other source of heat.

D 5351 Test Method for Determination of Organically 5.1.3 Extraction—Transfer the content of the flask to a
Combined Sulfuric Anhydride by Extraction Titration, Test 250-mL separatory funnel and wash the flask several times

Method B2 with a total of 50 mL of water, pouring it into the separatory

D 5353 Test Method for Determination of Total Desulfated funnel. Extract the solution while still warm (about 30°C) with
Fatty Matte? 50 mL of ether (rinse the saponification flask with the ether
before adding it to the separatory funnel), shaking vigorously
3. Significance and Use for about 1 min, and allow the layers to settle and clear. Draw

3.1 This test method is intended for use in the determinatio®ff the lower layer in a second 250-mL separatory funnel and
of the unsaponifiable, nonvolatile matter contained in sulfate@Xtract in a similar manner with two 50-mL portions of ether.

oils for the purpose of qua“ty assurance. 514 Pre”minary Water WaShln'g-Add 20 mL of water to
the combined ether layer, turn the separatory funnel and
4. Apparatus and Reagents contents over gently about six times, and allow the layers to

4.1 Saponification Flask-The apparatus required for the settle and clear. Draw off the lower layer and discard. Wash the
saponification consists of a glass flask provided with an aifther layer twice more with 20-mL portions of water, shaking

condenser. vigorously after each addition.
4.2 Ethyl Ether 5.1.5 Alkali and Water Washing-Add 20 mL of aqueous
4.3 Potassium Hydroxide, Alcoholic Solutio@8 g/L)— KOH solution to the washed ether layer, turn the separatory

funnel and contents over gently about six times, and allow the
layers to settle and clear. Draw off the lower layer and discard.

1 This test method is under the jurisdiction of ASTM Committee D-31 on Leather . . .
and is the direct responsibility of Subcommittee D31.08 on Fats and Oils. This tesWaSh the ether layer with 20 mL of water, Shakmg V|gorously.

method was developed in cooperation with the American Leather Chemists Assit>0Ntinue washing with 20 mL of KOH solution followed by 20
(Method H 47-1957). mL of water, shaking vigorously after each addition, until the

Current edition approved May 15, 1995. Published July 1995. Originallya|ka|i Iayer upon strong acidification with HCI and settling for
published as D 5553 — 94. Last previous edition D 5553 — 94.

2 Annual Book of ASTM Standardéol 15.04. a few minutes is only faintly opalescent. Finally wash the ether
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layer with 20-mL portions of water until the wash water is no U=(RG XP (1)
longer pink to phenolphthalein.

5.1.6 Solvent RemovatTransfer the ether layer to a — unsaponifiable nonvolatile matter. %
150-mL beaker (counterbalance the beaker if the amount off _ weigrl?t of residue, g T
unsaponifiable matter is small and important) and evaporatgs _ weight of desulfat,ed’ fatty matter, g, and
over a hot-water bath until practically free of ether. Heat thep _ {easulfated fatty matter, %. T
beaker at 75 to 80°C until constant weight is obtained.

where:

NoTe 1—A 30 % alcoholic solution by volume is the most satisfactory 7. Precision and Bias

solution from which to extract the unsaponifiable matter. . .
Note 2—If emulsions form, add 5 mL of alcohol, pouring it down the /-1 This test method is adopted from the procedures of the

side of the funnel. American Leather Chemists Association where it has long been
Note 3—Itis important to maintain the volume of ether at not less thanin use and was approved for publication before the inclusion of
150 mL, otherwise small quantities of unsaponifiable matter may be 'OStprecision and bias statements was mandated. The original

Note 4—To check whether or not the unsaponifiable matter is free: . .
from fatty acids, dissolve the residue in 10 mL of freshly boiled neutralImerlaboraltory test data are no longer available. The user is

alcohol and titrate with 0. alcoholic KOH solution, using phenolphtha- CauFioned to verify by.the use of reference rn_a_terials, .if
lein as the indicator. Not more than 0.1 mL should be required foravailable, that the precision and bias (or reproducibility) of this

neutralization. If more is required, the determination has not been carrietest method is adequate for the contemplated use.
out effectively and must be repeated.

6. Calculation 8. Keywords

6.1 Calculate the unsaponifiable matter as follows: 8.1 leather; nonvolatile matter; sulfated oils; unsaponifiable

The American Society for Testing and Materials takes no position respecting the validity of any patent rights asserted in connection
with any item mentioned in this standard. Users of this standard are expressly advised that determination of the validity of any such
patent rights, and the risk of infringement of such rights, are entirely their own responsibility.

This standard is subject to revision at any time by the responsible technical committee and must be reviewed every five years and
if not revised, either reapproved or withdrawn. Your comments are invited either for revision of this standard or for additional standards
and should be addressed to ASTM Headquarters. Your comments will receive careful consideration at a meeting of the responsible
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This standard is copyrighted by ASTM, 100 Barr Harbor Drive, PO Box C700, West Conshohocken, PA 19428-2959, United States.
Individual reprints (single or multiple copies) of this standard may be obtained by contacting ASTM at the above address or at
610-832-9585 (phone), 610-832-9555 (fax), or service@astm.org (e-mail); or through the ASTM website (www.astm.org).

Documents

Document Sharing Hub

Full document details: ASTM D5553-95


http://www.avadocuments.com/doc/astm-d5553-95
http://www.avadocuments.com/doc/astm-d5553-95

